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In this thesis | describe the development of a low temperatureaaning tunnel-
ing microscope system (LTSTM) and its application to the study otharge density
waves and vortex dynamics. All the measurements are taken on drent 2H-NbSe
samples with or without impurities to examine the interestingcoexistence of the
charge density wave (CDW) phase and superconductive phase in tb@mple at 4.2
K. After creating a structural defect using a voltage pulse, we &erved a new type
of CDW in the vicinity of the defect. With a P 13 P 13 reconstruction , the new
CDW di ers in many ways from the naturally occurring 3 3 CDW in 2H-NbSe.
This suggests a possible local phase transition induced by the Spmple interaction.
As a low-T, type Il superconductor, 2H-NbSg is also well-known for the formation
of a vortex phase in magnetic elds. Although it was intensely stued for decades,
many questions concerning the vortex system still remain unansseel. One of the

most important and intriguing questions is the response of the sysh to a driving

force well below the critical valuef .. Due to an unexpected defect in our magnet, we



are able to utilize a slowly decaying magnetic eld with a rateat nT/s to observe
the dynamic creep motion of the vortex system which can be dedmed as a Bragg
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the use of LTSTM as a powerful imaging technigue in the area obstex physics.
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Chapter 1

Introduction

All the results presented in this thesis were obtained on 2H-Nbgsingle crys-
tals which were cleaved in high vacuum ( 10 & mbar) and subsequently studied in
cryogenic ultrahigh vacuum (UHV) at 4.2 K using a scanning tunnelig microscope
(STM). Our home built STM system operates, with high spatial and eergy resolu-
tion, at low temperatures ( 4:2 K) and in magnetic elds up to 91 T. The system
consists of a compact and rigid STM head, mounted directly to a K probe and a
UHV preparation chamber. The probe was designed with minimum #rmal mass
so we are able to run the system continuously for 7 days without ietruption by
liquid helium (LHe) transfer. The system is equipped with a samplg#ansport ma-
nipulator from room temperature and sample storage space in tipgeparation UHV
chamber. This enables us to exchange samples between the raemperature UHV
and the cryogenic UHV inside the probe and re-sharpen our tip whet's necessary.
A superconducting magnet provides a eld of up to 4 T at the sample along the
STM tip direction. All the experiments described in this thesisused magnetic elds
upto1T.

The thesis is organized as follows: In Chapter 2, | will presenhantroduction
to the theoretical and experimental aspects of STM in generaind the design and

development of our ultra-high vacuum, low temperature STM sstem. In Chapter 3,



| will discuss the properties of the material we mainly used in ik thesis, 2H-NbSg,
along with the studies on it by our STM. This chapter serves as aexample of
the operating modes of our STM introduced in Chapter 2 as wedls a preparation
for the more speci c topics in Chapter 4 and Chapter 5. Chapte# is a report on
our observation of a new type of charge density waves in the \ndy of structural
defects created by sending voltage pulses or jumps to the tip g scanning. The
interesting features of the new CDW are compared with the natal, pre-existing one
in the material and possible explanations are discussed. Insteddmaging atoms on
the sample surface as in Chapter 4, Chapter 5 deals with a di emekind of lattice
structure, the vortex lattice. A unique property of the vortex lattice is that the
lattice constant can change under the in uence of external foes. Thus one would
expect di erent physics in the vortex matter. Indeed, even dér decades of study,
there are still many open questions about the static and dynamigroperties of it
due to the complex nature of the interaction between the systeand disorder [1, 2].
After introducing the background and the theoretical descripon of vortex matter,

| will demonstrate the use of our STM as a powerful tool to invegjate the statics
and dynamics of the system. Advantages and limitations of thisethnique will be
discussed. Due to an unexpected defect in our magnet, we wereeatw directly
observe the dynamic creep motion of the system. To the best of mydwledge, the
motion is the slowest ever detected and our observation is thenlgest. It is the rst
time the detailed nature of this motion has been directly rexaled. Discussions of

the results and comparison with theory will be presented.



Chapter 2
A Low Temperature Scanning Tunneling Microscope: Its Principles,
Design and Operation

2.1 Background

STM has been one of the revolutionary innovations in the pasteatury that
left a profound impact on condensed matter physics especially the area of surface
science [3]. Since its the invention in 1981 by Binnig and Radr[4], several genera-
tions of STMs have been developed. In the last two decades, STMshbecome one
of the most powerful and indispensable tools in the study of physiat nano-scale
through constant improvement and sophistication of the techriogy. Many commer-
cial products are available, but the best instruments are oftebuilt in house for the
speci ¢ applications and performance requirements.

Our group is particularly interested in developing a microsqae that can oper-
ate at low temperatures with high spatial resolution and high mergy resolution as
well as versatile sample preparation capabilities. Our purposgto study nano-scale
physics of semiconductors and superconductors on a variety ofrgdes. At low
temperatures, we gain automatically the bene ts of low therral noise, low thermal
drift and cryogenic UHV conditions which are three crucial caoditions for superb

STM operations. Two additional important conditions are thequality of the sample



surface and the quality of tip. In practice, we spend a lot of tira to achieve these
two stringent requirements. Our system was designed to meet theatlenge of high
resolution for the study of microscopic structures of complexeagtronic systems.
The purpose of this chapter is to provide an introduction of tk theoretical
and experimental aspects of STM. After an overview of the wholgystem, | will
present a full treatment of the theory of an equilibrium modelwhich proved to
be very e ective in describing the tunneling physics in STM. Tl result will help
understand the description of the operational modes of STM, #interpretation of
the measurements we can make with it, and also the challenges faee in design
and operation of the system. Later in this chapter, | will give ahorough description

of our design and how we developed our system to meet these techhahallenges.

2.2 Basic Principles of STM

The physical phenomenon behind scanning tunneling microscoyquantum
tunneling of electrons between two electrodes through a thpotential barrier. This
phenomenon has been known since the early days of quantum naeths and it
was the topic of many textbooks of quantum mechanics to intduce the physics
dictated by the Schedinger equations with simple boundaryanditions. Many ex-
periments were carried out with planar junctions that can belescribed by a simple
one-dimensional (1D) model [5]. Apparently, no spatially rese¢d tunneling was
possible in these rigid electrode con gurations. In 1981, Bingiand Rohrer devel-

oped the scanning tunneling microscope. Their revolutionargea was to have one



side of the electrodes movable and the gap between the two catfiable so it's thin

enough to allow measurable current to ow. Secondly, they useal sharp metallic
tip as the movable electrode mounted on a three dimensionalegoelectric drive.
By combining the e ects of the atomically sharp tip and the piometer accuracy of
the piezoelectric actuators, the spatial resolution was incased to the atomic level.

This remarkable achievement won them the Nobel prize in 1986]]
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Figure 2.1: Tunneling Physics in STM. (a) A schematic model of STM. A bias voltageV on the sample results in a
measurable current across the vacuum junction between the tip end and the sample $ace atoms with a distanced. (b) The
tunneling process. As the bias voltage maintains a di erence &ermi energies { and ¢ at eV, an electron from an occupied
state in the tip tunnels to an empty state in the sample of the samenergy. The theoretical calculations are described in
Sec. 2.3.



Figure 2.1(a) shows a schematic model of a STM. The tip is scanniedhe x-y
plane above the sample using the X and Y actuators, while its héigis controlled
using the Z actuator. Applying a bias voltage,V, between the metallic tip and
conducting sample and approaching the tip within a few angstros of the sample
surface results in a measurable tunneling current, An electronic feedback loop is
used to maintain this current by continuously adjusting the tipheight. The most
striking feature of this instrument is the remarkable spatial esolution it can achieve.
The key for reaching a vertical resolution of a few hundredthsf an angstrom is the
exponential dependence of the tunneling current on the tip-to-sample distanced
(in A):

q —
1/ e2d; =M o513 2.1)

Here is the decay constant of the tunneling electrons in the barnigegion and
(in eV) is the work function of the sample. For a typical metal, 5 eV. From
Eq. 2.1, the currentl will decreasee??®?2  9:9 times, i.e. an order of magnitude,
for every increase ofl by 1 A. This high sensitivity of | vs. d enables a STM to
resolve the atomic corrugation of the sample surface. The lagmresolution mainly
depends on the apex geometry and electronic orbit of the scang tip, which con ne
the tunneling electrons into a narrow channel, o ering the aique opportunity to
perform real-space imaging down to atomic length scales. Secti2.3 provides a
more detailed discussion of the theoretical aspects of the tudimg physics in this
model.

In practice, typical settings of tunneling parameters are: unneling current



| 0:01 10nA, bias voltageV  0:001 10 V. The tunneling resistanceR; = V=I
is usually set to be G . The tip-to-sample spacing d is typically 5 10A. The
tunneling current is actually the convolution of the electon density of states of
both the tip and the sample. This enables the use of STM to study #helectronic
properties of the sample. It's preferable to use tips with a féareless density of
states (ideally constant) and a well-de ned Fermi surface (iddly spherical). The
metals most commonly used for the tip are Au, W, Ir and Ptlr. In ourlab, we
used mechanically cut W tips, Ptir tips and chemically etched Wips. The tip

preparation method will be discussed in Chapter 3.

2.3 Theory of STM

In this section, | provide a full treatment of the theory regading the electron
tunneling in the STM system. We are mainly interested in the corgction between

the measurable parameters and the meaningful physical propies of the sample.

2.3.1 Tunneling Theory of an Equilibrium Model

The tunneling Hamiltonian formalism was proposed by Bardeen J[5It pro-
vides a framework to understand both single-particle and patunneling phenomena
[7]. In this formalism, we consider a physical system consisting afd independent
parts and a potential barrier in between as illustrated in Fig 2.1. The electron
tunnels from the tip to the sample under the in uence of the bia voltageV across

the gap. The state of the electron on the left is denoted ds and on the right



. They are assumed to be the eigenstates of the Hamiltonidhs and H; for the
sample and the tip, respectively. The real space states of the twales are denoted
as s and in Fig. 2.1 (also see Eqg. 2.5). The basic assumptions of this fornsah
are: 1) the tunneling process is an equilibrium process, 2) thercelation between
the two parts can be neglected, 3) the elementary process ihwed is only single
electron tunneling, 4) the tip and the sample have the same wofknction.

The assumptions 1)-3) can be justi ed in STM case because the mamye of
the current is so low that the time between two tunneling evest( 10 *°s) is much
longer than the relaxation time of the typical quasi-particks ( 10 2 s) in both
systems. 4) is assumed for the convenience of calculation. The pbmenological

tunneling hamiltonian Ht can be written as:

X
Hr= T ab + cc: (2.2)

Here & is the operator of creating one particle in the sample anti is that for
destroying one electron in the tip. From the assumptions of thisnodel all the
operators on the sample side commute with the ones on the tip sidd is the
tunneling matrix for one electron from the tip to the sample. h our case, it's
more convenient to work in real space. The full Hamiltonian offtle system in the

Schedinger picture:

H=Hs+H{+ Hy = Hy+ Hy: (2.3)

Here Hs and H, are the Hamiltonians of the sample and tip, respectively. In réa



space,Ht can be rewritten as:

z
Hr= + Y = drydroT(rpry) I(ry) «(r2): (2.4)
I(r,) create an electron in the sample at; and ((r,) destroys one electron in
the tip at r,. T(rp;ry) is the real space tunneling matrix element for an electron
in the tip at r, to tunnel to the sample atr;. They are related to the state space

representation by:

X X X .
s(ra) = (ra; (r2) = (ra)b; T(ra;ra) = (ra)T " (ra):
(2.5)
Following Mahan [8], in the Heisenberg picture the tunnelingwrent is given by the

rate of change of number of electrons:
D E
| =Tr[j]=hHi=e Ng : (2.6)

is the full density matrix of the interacting system, e is the magnitude of the
electron charge,Ng is the number operator of electrons.j = eNs is the current
operator. The current| is by convention positive when the electrons ow from
the tip to the sample. By the assumption of the conservation of te number
of particles in the sample system and the commutation rulesNs = [Ng;H] =

[Ns;HT] =[Nsg; 1+[Ns; Y], where:

z z
[Ns; 1 = [ dr {r) s(r); dradroT(rairs) 2(r1) «(r2)]
z
= dradrodrT(ra;rs) 20 s(r); 2(rols «(r2)
z
= drdradrT(ro;re) Yr) @@ r1) (ra) = ; (2.7)

10



and similarly [Ng; Y] = Y (in units h =1, [;]+ denotes the Fermi commutator).
Thus iNg = Y. Now let's switch to the interaction picture to nd out the
thermal average of the current at timet. Following Mahan [8] (p214), considering

only the linear response term:

O = H@i= i7" d® of (0 Hr(t9] (2.8)
Zt

i . dt®rj (t); H (tO)]i, (2.9)

Here o= e ( HotN) = g ( Hs Hi+ oNst (N jg the density matrix of the non-
interacting system, j (t) = &"ot(eNg)e Hot) H(t) = dHot’Hre Hot” = 1=k T,

Using Eqg. 2.4, 2.6 and 2.7, it follows that:

Z, D E VAN D E
() = 0 dte Ng(O:H(O] (= de - d®(t 1) [Ns(DiHr(t)]
Z+1 D E
= e d LM O O+ ]
Z+l D E
= e At 2im [ () Y]

Z+

e ' dt® (t  t92im H (t); (9],

Is(t) + 1;5(0); (2.10)

with 1(t) being the single particle current andl;(t) the pair (Josephson) current.
Here (t) = eHote Mot |n calculating the correlation functions it is conveniento
introduce the operatorKk = Hy, N = Hg+ H; sNs «N; and the retarded
Green's functions. RecallingNls; 1= ,[Ns; Y= Y and similarly [Ny; ]=

[Ny; Y=+ Y, also noticing K;Ns] =[K;N¢] =0, we can write:

gHot @ iHot — &K+ N)t o i(K+N)t:eiKt(eiNt e Nt )e iKt

(t)

eiKt [el SNSt(ei tNtt e i tNtt)e i stt]e iKt

11



(i )2
2

eiKt [el SNSt(e it )e i SNSt]e iKt — eiKt [el st(e itt )]e iKt

S et Nt Ny ]+ NG [N T+ e ' sNetfe &t

= e lVi(gKt g Kty g eVt . (2.11)

HereeV = | , andV is the bias voltage. The retarded Green's function [8] for

operator and its Fourier transform are de ned as:

_ D E
b ) Lol
Z,

Cw() = det () (212)

Tt 19

The current 14(t) can now be represented as:

Z+1 . D E
Is(t) = 2elm dt i) ¢ e VO [ Y]
1
Z 4 _
= 2em dt% V¢ V= (t 9
= 2elm™ 4 ( eV): (2.13)

The Matsubara functions for are:

I
—
o<

" ()

1
o
m_.

=3
<
—~
~

M@ ) (2.14)

hereisdened aseX e K ,and Y= €& Ye X . T is the ordering operator.
» = 2 since is a bosonic operator. The idea here is that it's much easier to

calculate M (i ) and then take an analytic continuation:

MG ot T +i )= (1) (2.15)

12



than to directly calculate = ('). M(i ,) can be related to the temperature

Green's functions of the electrons from the sample and the tip

D E
GY(rirg; ) = T st(ra; ) 2:(r2;0)] o’
z
GYi(ro;rail n) = 0 de'" GY(ryra; );
1X
Gi(riry ) = = e GY(ryrail q) (2.16)

and their Lehmann representations by the spectral functionsée [9] p297):

el

— (2n+1)
n =

Z+l Aci(r 1o
GM(rirzil )= dl sltl(lzl)
, 1 s

(2.17)

since electrons are fermions. In the de nition operators¢.(r; ) =

st(n)e ©, Li(r; )= € L(r)e X . Noticing:

D E
T s ) «(rz ) {(r2:0) o(r30)]

Trie (Mo Mmoot NOT Y(r; ) ((ra ) {(r3;0) s(r%;0)g

Trie( e Mo N NOT - (rp ) (r2i0) 4y ) s(r1:0)g

Trfe (o M NOT (ry; ) Y(r3;0)9( DTrfe (o Hst oNIT (v9:0) Y(ry; )g
D , ED . E

T (2 ) {0r200) | T o(r;0) Ures )

Gt (raird; )GY (rfire; ) (2.18)

wheree st = e (Hst  stNst) it is straightforward to write:

VA D E
M(i n) = de' " T 36
0 0
z z
. de' ™ T dradraT(ro;ry) 2(ra; ) «(rz; )
Z
drdrdT (r9;r?) {(r3;0) s(r%;0)

13



Z
drldrzdrgdrgT(rz;rl)T (fg,rg
Z
ode' G (ryr; )GY (r%ire; )
Z
dr 1 dr,dr0dr 3T (ro;r )T (r9;r®

z
o1X 1X _
Jdetn = e G (gt )= @ GH (Tt W)
| k
z
= dr1drodrdrST (ro;r )T (r9;r9)
1X i ) .
N R (PN S H L [ (- S I
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We used identity:
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. 1 N GO I O B )
=1 (”I !2)(|!I I n !l) !2 I n !1 !l+|n !2
s is the Fermi function andf (! 1+i )= f (! 1) for , = 2-. Following

f(t)=

Eq. 2.13, 2.15 and 2.19, the single particle current:

l's

2elm M@i ,!  eV+i)
z
2elm  drodrodrddrdT(ro;r)T (r9;r9)

“ g AT A2 o)
2'1'2 1, 1,+eV |
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Z
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z
dradrodrdrdT (ro;r )T (19 r)AS(rSre; ! DA(ro; 13 eV): (2.21)

Now we can choose the representation of the tunneling matrix 256 that the spectral

functions are diagonalized:

Z
drdry’ o(fg)' (rl)As(rg;rl;!) = As; (1);
Z
dradrd (r2) o(rp)Au(rz;r;!)

oAt; (! )Z

After inserting back the h ! dimensional factor, the current can be written as:

Z
=28 e 10D T PAS (A C eV (222)

This result can be applied to any tunneling experiment. In theSTM case we are

more interested in the real space result.

2.3.2 Terso -Hamann Model

The essential problem is now to calculate the tunneling matrielementT
In Bardeen theory [5] the tunneling matrix element is the exgctation value of the
single particle current in the directionz normal to the plane of the junction, through

a surfaceS lying entirely in the barrier region:

L@

" s @ @
@z @z

o st ' (2.23)
Terso and Hamann [10, 11] were the rst to treat the STM tunneling case. In
their model the tip was represented as a locally spherical paoigal well. The tip

wave functions in the region of interest were taken to have thesymptotic spherical

(s-wave) form. This approximation enabled them to calculatéhe tunneling matrix
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element;

T [ " (ro):

" (ro) is the wave function of the sample ar, the center of curvature of the tip

[11]. Using Eg. 2.5 and the completion properties 6f , we have:

X X
T(rz;ra) = )T ()l (r2)" (ro)" (ra)

X
/ (ra ro) " (ro):

Another important assumption here is that the tip is made of sim@ metal. The

spectral function of the tip then can be written as [12]:

AGrS)= ) 19 )

The single particle current in Eq. 2.21 is now:

Z
1 22 A, ev) ()

z X X
drodrodrfdrd (ri ro) " (r2) (r9 ro) o o(rd)As(rdra;! )

0

X
) 0D (1 eV )

4
= 28 aE0 ev) TONAGTG!)
X Z Z
S () () Y LY o) eV )
2e ¢ X
= 22 A ev) T()Are!) el (I eV )
eZ -

2 X
= S5 A ev) f()Aira!) (1 eV )

The local density of states (LDOS) of the sample can be related the spectral

function [12] through Ng(r;!) = Ag(r;r;!). Since the tip material is a simple
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metal, the density of states of the tip,N¢(! ) = P (! ). Finally we have the

relation between the single particle tunneling current andite LDOS of the sample:

z
ls/  d'(f( eV) f()Ns(ro! )N(! eV) (2.24)
The second term of the current in Eq. 2.10];(t), describes the pair tunneling
current or Josephson current. It was discussed by Josephson thorblyg[13]. In
our work we didn't use superconducting tips. Therefore, the canibution from this

term to our results can be neglected.

2.3.3 Tunneling Conductance and Density of States

In tunneling experiments, the connection between the measunla value, the
tunneling conductance, and the density of states of the samplarcbe derived from
the general tunneling result Eq. 2.22. For simplicity we set teperature to zero
and assume here a constant tunneling matriX = T. Thus from Eq. 2.22 now the

tunneling conductance can be written as:

disy 2e?
(V)= =

2 .
= v = o TIN(ON(eV): (2.25)

Here the energy is measured from the Fermi energy. This generalation reveals
the essence of tunneling spectroscopy: we can directly probe @S of the system
versus the energy by measuring the di erential conductance rsis the bias voltage.
Also herejTj?/ e 29 as can be seen from Eq. 2.23 and the exponential decaying
property of the wave functions in the barrier. This relationaccounts for the current-

distance relationship as described in Sec. 2.2.
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From Eg. 2.24, assuming a structureless tip DOSN¢(! eV) = const.), we
have:
dls , ¢

(ro;V):d—V/ di( fq  eV))Ng(ro;!): (2.26)

The derivative of the Fermi functionf{!  eV) in the equation can be viewed as
a thermally broadened (!  eV) function. Thus the STM tunneling spectroscopy
(or scanning tunneling spectroscopy, in short STS) at nite tempratures measures
the thermally smeared LDOS of the sample at the position of tuniiag.

These remarkably simple and direct relations between the meaable conduc-
tance and the LDOS of the sample is the reason why STM and STS aremawerful
tools to study complex electronic systems. In the next section | vreview four fre-
guently used operation modes of STM and how the actual measurents are carried

out in our experiments.

2.4 Operation Modes of STM

In experiments, generally two types of data are acquired by aI$ system:
topography and spectroscopy. In the topography mode, currenlata is correlated
with the height information at the tip position. The bias voltage is usually set to be
constant. In the spectroscopy mode, the conductance versus biadtage relation is
measured to reveal the LDOS at the position of tunneling. Combing them with
atomic resolution, our STM can perform di erent tasks with resgct to di erent
physical parameters of the system under study. Here we introducense of the

operation modes that can be realized and are useful in our resga
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2.4.1 Constant Current Topography Mode

This is the most commonly used mode of our system. In this mode thart-
neling current | is set to a constant (typically 0.1 nA) as well as the bias voltage
(typical value 0.1 V). In our system the bias voltage is appliedrothe sample and the
tip is virtually grounded. With the feedback on (typical PID value of the feedback
for our system: P =0, | = 0.5, D = 0), we set the raster motion of the tp at a cer-
tain speed (typical value 5 to 100 nm/s). When the tip moves fronone pixel to the
next in the image (an image is typically 256 256 pixels), the feedback loop keeps
the current constant by moving the tip toward or away from the suface depending
on the measured value. This motion of the tip in thez direction was realized by
applying di erent V, voltages on the scanner which is recorded as a measurement
of relative height di erence of the tip at positions of the twopixels. At the same
time the (x;y) position of the tip is given by the voltagesVy, Vy on the scanner. In
essence, we measur€x; y) of the tip while keepingl (X;y) and Vyias constant. If the
LDOS of the sample is homogeneous in the eld of view, accordito the discussion
in Sec. 2.2, a constant tunneling current will imply a constantlistance between the
tip and sample. The moving tip during scanning is following théneight pro le of
the sample surface. The recorded height informatiar(x; y) of the tip at each point
reproduces the topographic pro le of the sample in the eld ofiiew.

In reality, the feedback loop is not perfect and the output (x;y) is not con-
stant everywhere. We record bothz(x;y) and I (x;y) and refer to them as the

topographic image and the current image respectively. Whemhomogeneities are
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present,i.e., the LDOS varies in a certain area due to impurity, surface stat or
other reasons, it will be recorded as surface corrugations inethopographic image
because the feedback mechanism will balance the current lossgain due to Eq.

2.24 by decreasing or increasing the distance between the tipdasample.

2.4.2 Current vs. Distance Mode

While in the constant current mode, we use the feedback to keepe distance
between the tip and sample constant, in the current vs. distance ade we turn o
the feedback at the position of study and vary the distance as weaord the current.
Following the relations between the current and the tunnefig distance (Eq. 2.1),

we can derive the work function by:

_ h* @nl

_ @nl
~8m  @d, 0:95 @d |,

where isineV, Il in A, and din A. In the experiment, after establishing feedback
at the position of study with a tunneling distanced,, we withdraw the tip by d
from the surface each step foN steps N 10 30, total distance severalA).
The slope of the log-linear plot ofl (dy n d) againstdy n dwithO n N
gives the convoluted work function of the tip-sample system [145]. We always use
this process to check the tip status after tip cleaning and befe scanning to make
sure the metallic tip end is exposed by the cleaning or there i®srdangling oxide
material in between the tip and sample. The typical value of nasured in our

system for a W tip against Au crystal is about 1.5 to 3 V.
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2.4.3 Di erential Conductance Spectroscopy Mode

Similar to the current vs. distance mode, the di erential condctance spec-

troscopy mode is also a local or point mode. As discussed in Sec. 2i& local

dis

tunneling conductance (ro;V) = &

measures directly the LDOS of the sample
through Eq. 2.26. In the experiment we use a lock-in ampli erd add a small ac
signal (dV) sin(!t ) to the bias voltageV, and measure the corresponding modulation

in the tunneling current. Taylor expansion of the total current gives:

L (V + dVsin(t)) = | (V) + 3\'/ dV sin(lt ) + O((dV)?): (2.27)
\Y

The lock-in ampli er is able to select a signal component at a gen sampling fre-
guency and phase. In this case the amplitude equaf;é, v dv = (ro;V)dV. Divid-
ing that by the sampling amplitudedV, we extract the local di erential conductance
(ro; V) which is proportional to the LDOS of the sample at energgeV measured
from the Fermi energyEg. To obtain the spectrum at the point of study, the
feedback is turned o once the tunneling distancel is established as we did in the
previous mode, then the bias voltage is swept froM, to V, with an even interval of
V = VbN—Va and the corresponding di erential conductances (ro; V,) are recorded.
Here0 n N, V, = V,+n V. Thus the spectrum we obtained is the LDOS
Ns(ro;[eVh; €\)) at N + 1 energies. Note in this mode we x the distanced and
change the bias voltages while in the previous one we did thpposite. The criteria
on choosing V (or N) and dV to optimize the energy resolution of the spectroscopy
with respect to thermal broadening is thatkg T dV V. Typical values ofdV
are in the range of 0.1 mV to 10 mV. The advantage of using a lock-ampli er is
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that by choosing the sampling frequencymeg = 2'— outside the typical frequency do-
main of mechanical vibrations or electronic noise the sensitiy of measurement can
be remarkably enhanced. Typical sampling frequencies can foem several hundred
hertz to several thousand hertz. The averaging time of acquigh at each voltage is
usually set to be more than 3 times the lock-in averaging time l{e time constant).

Since this experiment is very sensitive to the environment, éhbest settings have to
be determined by trial and error to maximize the signal to noiseatio every time

we run a new spectrum.

2.4.4 Di erential Conductance Mapping Mode

The di erential conductance mapping mode is a natural extesion of the tech-
nique described in the previous section. At the end of the progedescribed above, if
we turn on the feedback and move the tip to the next position toapeat it with the
same settings, we will have another series ofr3; V,,) and so forth another spectrum
of Ng(r$; [eVs; €M) at the new positionr§. Continuing this until the spectra at all
the positions of pixels of an image in the eld of view are obtaed, and putting
them together we acquire the di erential conductance map(rij ; Vo) =  (Xi;Yj; Vn).
The map is then organized in a series of layers of conductano®ges (rj ; V,) with
each layer corresponding to one voltage valug . In this way, the spatial variation
of LDOS at a certain energy as well as the evolution of it withreergy can be easily
visualized. This direct manifestation of the LDOS features ofomplex electronic

systems is the main power of the LTSTM system.
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2.4.5 Single Conductance Imaging Mode

This is a simpli ed version of the di erential conductance mapmethod. In this
mode we are only interested in the imaging of one particularyiar of the map with
a xed energy eV. One way of doing it is using the mapping method, turning the
feedback o while at the position and recording the conductace and then moving
the tip with the feedback turned back on. It is very time-consming to turn the
feedback and the lock-in signal on and o at each pixel point dhe image. When we
are especially concerned with the speed of the imaging we choasether method:
we leave the feedback and the lock-in ampli er on and recordh¢ di erential con-
ductance (x;;y;;V) and z(x;;y;) at the same time through di erent channels. We
choose a short time constant of the lock-in ampli er so the averagy can be done
in the time of acquiring the topographic data. The sampling Equency is set high
enough so the feedback loop can not keep up with the oscillatiaf the current.
This fast imaging technique proved very useful when we imagedoring vortices, to

be described in Chapter 5.

2.5 Experimental Setup

Our STM project started in 2002 led by Dr. Barry Barker in associton with
the Quantum Computing group here at LPS (Laboratory for Physial Sciences).
The purpose of the low temperature STM (LTSTM) is to investigaé ne electronic
structures on the surfaces of a variety of samples at low tempéwges and in high

magnetic elds. The quality of the STM operation depends on tree conditions. The
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rst one is a at sample surface with no unnecessary contaminationThe second
one is a stable sharp tip that can both give us atomic resolutionnd survive long
spectroscopic measurements. The third one is the stable enviroamt with minimum
amount of thermal and vibrational noise. To meet all the chadinges, we chose to
focus on the following 4 aspects of the system in our design: 1) a UH\Age to take
care of the sample surface preparation, 2) a compact STM desigvhich will allow

it to be used in a bore of a superconducting magnet despite the iied space, 3)
a 4 K environment with the thermal mass minimized, and 4) an ojtnal vibration
isolation system.

In what follows, | will describe the system by dividing it to two stagges: the
room temperature (RT) stage and the low temperature (LT) stageFigure 2.2 shows
the 3D schematic of the design of the whole system. The real systemnstoucted
as of today is illustrated in Fig. 2.3. The RT stage is above theptical table (7)
which consists of the UHV system (2, 5, 6), the sample transfer system @, and
the vibration isolation system (7). Below the table is the LT stag. A 4 K probe
(8) is attached to the RT stage through a gate valve that separat the two vacua.
The STM (10) is rigidly attached to the 4 K probe at the bottom with the 4 K
probe vacuum chamber immersed in liquid Helium contained in a parconducting
magnet dewar (9). The electronics include the magnet and UHV ool units (13)

and the STM electronic control unit (14).
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Figure 2.2: 3D System Design Schematic. 1) The major pumping port. 2) The
sample transfer chamber. 3) The compressible bellow. 4) The magic transfer rod
in z direction. 5) The analysis chamber. 6) The preparation @mber. 7) The
vibration isolation system. 8) The 4 K probe. 9) The superconduitig magnet
dewar. 10) The STM.
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Figure 2.3: Real System as of August 28, 2008. The part numbers are shared
with Fig. 2.2 2) Transfer chamber. 3) UHV compressible bellow. 4) dfjnetic
transfer rod in Z direction. 6) The preparation chamber. 7) Tle optical table.
9)The superconducting magnet dewar. 11) Magnetic transfer doin Y direction.
12) Magnetic transfer rod in X direction. 13) Magnet control mit and UHV control
unit. 14) Data acquisition and STM electronic control unit.
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Figure 2.4: The Ultra-high Vacuum System. The front (a) and back side (b).
2) Transfer chamber. 6) The preparation chamber. 11) Magnetitransfer rod in
Y direction. 12) Magnetic transfer rod in X direction. 16) 17)XYZ stage. 18)
19) Residual gas analyzer 20) Arsputter gun. 21) 24) Evaporator. 22) lon getter
pump. 23) Titanium sublimation pump. 25) Fast entry lock. 26) Z) Table turbo
pump system.
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2.5.1 RT stage

As shown in Fig. 2.3 the RT stage above the table (7) is kept at roortem-
perature during STM operation. It contains two UHV chambers: tle preparation
chamber (6) and the transfer chamber (2). Both are equipped thi an ion getter
pump (IGP) and a titanium sublimation pump (TSP). The UHV condition in each
chamber is obtained through the following process: rst it was gmped from at-
mospheric pressure to about 13 mbar by a turbo-molecular pump with a rotary
forepump through a gate valve. At the same time we heat the chdrar to above
100 C to outgas. When the outgassing decreases we stop the heating anchton
the TSP. This will bring the pressure down to about 108 mbar, and nally the
vacuum will reach 10 mbar by turning on the IGP. Usually the vacuum is kept
at 10 ! mbar by regularly ring the TSP. When our STM is operating, the TSP
has to be turned o but the vacuum can still be keptat 5 10 1° mbar.

Fig. 2.4 shows the front and back sides of the chambers. In the peration
chamber (6), we installed an Ar sputter gun (20), an ion gauge, a quadrupole
residual gas analyzer (19), two thermal evaporators (21, 24 viewports and many
other ports for further development. As illustrated in Fig. 24(b), a fast entry
lock subchamber (25) is connected to the preparation chambg) through a 2.75"
gate valve. The subchamber is connected to a turbo-moleculpump (Mini-task
600i from Varian Inc.) (26) at the bottom with a prepump (27). It can pump the
subchamber from atmospheric pressure downto1 10 & mbarin 20 minutes.

The transfer chamber (2) is equipped with a quadrupole residugas analyzer, an
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ion gauge and 5 view ports. Another analysis chamber (5 in Fig.2.will be added
to the left of the preparation chamber in the near future.

In experiment, the sample is carried on a sample stud (1 in Fig.6), a metal
piece with a xed shape to tthe STM. The freshly prepared samplés loaded into
the fast entry lock with the sample stud locked in a sample transfeplate. The
subchamber is then pumped downto 1 10 8 mbar. A cleaving device is housed
in the subchamber for cleaving layered samples such as 2H-Np8egraphite. The
gate valve is opened and the sample is then transferred to thegparation chamber
by the X direction sample manipulator (12). The sample holderan be taken out
from the head of manipulator (12) by the Y direction sample mapulator (11). Then
the X manipulator (12) is retracted and the gate valve closedIn the preparation
chamber, the sample can be directly transferred to the transfahamber by the Y
manipulator (11). It can also be stored in a storage place builbto the sample stage
that is housed in the preparation chamber and can be manipulad by the XYZ stage
(17) outside the chamber. Or it can be treated by seating it on # sample holder
at the stage center which is the focal point of all the preparan apparatus (an Ar
sputter gun (20), evaporators (21), (24) and a heater built utkerneath the sample
holder). The nished sample is then transferred through a 2.75f9ate valve to the
sample stage housed in the transfer chamber (2) which is also equeg with a XYZ
stage (16). In the transfer chamber, the sample manipulator catake the sample
stud directly out of the sample holder which is locked in the XYZ stge (16). The
XYZ stage (16) is then retracted to ensure clearance for the Z mamilator (4 in Fig.

2.3) to transfer the sample stud to the LT stage and eventually I&dt into the STM.
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This long translational motion is made possible by incorporatig a UHV-compatible
compressible bellow (3 in Fig. 2.3) and a motorized-screw systemdaa magnetic
transfer rod. The viewports in both chambers help monitor thenanipulation and
the preparation process. A camera connected to a monitor is sep wutside the
transfer chamber to assist us in the Z translation by showing the sargpstud in the

stage to us while we move the magnetic transfer rod.
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Figure 2.5: The Low Temperature Stage. 1) 7) Heat sinks. 2) Heat shield. 3)
Precooling stage. 4) Gold Plated OFHC copper rod. 5) STM. 6) Tmmometer at
the bottom of STM. 8) Thermometer. 9) Gate valve to RT stage. 10Optical table.
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2.5.2 LT stage

The LT stage below the table is connected to the RT stage througa 2.75"
gate valve (9) as illustrated in Fig. 2.5. It consists of a 4 K prob, a STM and a
superconducting magnet dewatr.

The 4 K probe was manufactured here at LPS. The neck plate oféhprobe is
bolted to the table top (10). The basic structure of the probe asists of a 1" center
tube as the path for sample transferring which is surrounded bye 0.25" thin wall
tubes housing the wiring. On top of the neck plate the center tue is connected to
the gate valve with 5 feed-through ports for the wiring and o venting port pointing
outward. The venting port enables low temperature vacuum sjga to be vented and
pumped without a ecting the UHV in the RT stage. The feed-throudh ports carry
connectors to the control electronics. The portion of the plwe below the neck plate
is enclosed in the superconducting magnet dewarwhen the LTSTM is working.
Wires run within the 5 thin walled tubes continued from the t@ feed-throughs down
to the top of the vacuum can. Those wires are then thermally ahored (1 in Fig.
2.5) to the top of the vacuum can which will contact directly vith the LHe. 2 stages
of gold plated oxygen free high conductivity (OFHC) copper rds (3 rods per stage,
4 in Fig. 2.5) serve as support structure and heat sinking for theives and the STM
connected at the bottom. Before going to the STM, the wires arheat sunk again
at (7). Heat sinking at (1, 7) is achieved by wrapping wires araud the short OFHC

copper posts (6 heat sinks for each stage) tightly and then fasieg the wires with

IManufactured by the Kadel Engineering Co. (Danville, Indiana, USA). The superconducting

magnet was built by the American Magnetics Inc. (Oak Ridge, Tennessee,USA).
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copper spring clips. The details of the wiring process can be faliin my colleague
Jonghee Lee's thesis [16]. This procedure maximized the heamoval, thereby

minimizing the heat load on the STM stage. A precooling stage 3nade of OFHC

copper joining the 2 stages of OFHC copper rods is used to cool te@mple stud

coming from room temperature before it is inserted to the STMThe stud can sit

in the keyhole through the stage and the metal-metal contactdiween the stud and
stage can cool it down very quickly since the stage is at 4.2 K. Artegr heat source
is the thermal radiation from the center tube directed at thecenter of the STM.

We installed a heat shield (2) to block it that automatically cbses the shield after
the transfer is nished. The shield is made of stainless steel shims.hiEe pieces
are hinged at the end of the center tube. When the Z transfer rolorings down the

sample, an aluminum cylinder slides down the rod and presses oreténds of the 3
leaves in the tube and force the shield to open and the transfearc proceed. Once
the transfer rod is brought back the slider will move o the shied, and the spring

force at the hinge will bring the leaves together to form a cked shield. This shield
proved to be very e ective in our system. Two thermometers (6,)8> are installed

to monitor the temperatures at the precooling stage and the SW.

The “He dewar can be raised from the pit below the oor to enclose the 4 K
probe and then be bolted to the optical table. A winch-pulleysystem is installed
on the table to assist the lifting. A 2-axis magnet is installed irthe bottom of the
dewar. The bore size of superconducting solenoid with a maximumld of 9.1 T

in Z direction is 2.5" at 4.2 K. The vacuum can of the probe surtnded by the

2Cernox HD, Lakeshore Cryogenics.
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solenoid has a diameter of 2.35". The maximum eld in the horantal direction is
2 T at 4.2 K. The current leads can be detached from the magneb treduce the
“He boil-o after the magnetic eld is stabilized at the desired eld strength and
set in persistent mode. The static loss rate of LHe of the dewar is @.2/Hr. With

the probe inside the dewar, the holding time of LHe is 7 days ( 3 days with
the current leads attached). Pumping the LHe bath in the dewarcan lower the
temperature of the STM to  2:1 K, but the holding time is reduced to 2 days.

To prepare the LT stage, when we are changing tips, for exampleie rst
lower the dewar to the pit below the oor. The 4 K probe is warmd up to room
temperature with the gate valve to UHV closed. We then open the waium can and
work on the STM. After we nish any modi cations, we close the vacum can and
pump the probe through the venting portto 5 10 ® mbar. Then we cool the
probe down to 77 K with liquid nitrogen and to 4.2 K by raising the dewar from the
pit with a winching system. The whole turnaround process takesbaut 20 hours?®
and the system is back to 4.2 K immersed in the LHe bath. The STM willhen
work in a cryogenic UHV which is estimated to be 1 10 ° mbar.

The vibration isolation is all external in our system. Our STM isrmly bolted
to the probe. The probe and the dewar are then rmly bolted to he optical table
during the operation of the system. The table carrying both thd.T stage and the
RT stage is oated by air springs installed in the four legs. The wght of the whole

system to be oated is about 1500 Ibs. The natural frequencieseameasured to be

312 hours to pump the vacuum can, 6 hours to cool down to 77 K and 2 hours again to cool

down to 4 K.
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0:8 1.7 Hz for the vertical vibration and 1 1:9 Hz for the horizontal vibration [16].

2.5.3 STM design

The assembled STM with the cross section view is illustrated in Fig2.6.
Fig. 2.7 shows the schematic of our Pan-style [17] STM and the tegaanufactured
components. The size of the STM is 1.5" in diameter and 2" in hdiyy Such a
compact design is necessary for the system to work inside the smalrd®f the
magnet. Non-magnetic materials are chosen for all the compaote to allow the
STM to be used in high magnetic elds. For example, Macor (machable ceramic)
was used for the main body, gold-coated naval brass was used foe tscrews, and
gold-plated copper was used for the capacitor plates.

As illustrated in Fig. 2.7, this STM employs a two-stage tip appvach and a
top sample loading design. A coarse approach system and a scanneresysare
integrated in the main body (13). The coarse approach system indes six shear-
piezo stacks with ALO3; ceramic contact pads glued on top (7), a sapphire prism
(6) with a hole in the center, and a spring press-plate (8) with auby ball (16) as
the contact. The scanner system consists of a piezo-tube scanney \{Bth a tip
receptacle (4) glued on the top, a scanner holder (9) with themer capacitor plate
(10) glued at the bottom and a tip cup (3) gripping the metalictip tightly held in
the receptacle by friction. The sample stud (1) can be loadeddim the top with the
sample glued or clamped onto it facing down.

With both the tip cup and sample stud loaded, the coarse approacstarts
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rst to move the tip toward the sample from the bottom up. The scamer system
is bolted to the sapphire shaft and they move as a unit by the \wakr", i.e., the
six shear-piezo stacks. The major force involved in the motion ike friction force

between the contact pads on the stacks and the sapphire prism.
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Front -

Figure 2.6: STM Assembled. The dissembled parts are shown in Fig. 2.7. 1)
Sample stud. 2) BeCu spring plate. 3) Tip. 4) Tip holder. 5) Tubescanner. 6)
Sapphire prism. 7) Walker. 8) Front spring plate. 9) Scanner hder. 10) Inner
capacitance plate. 11) Outer capacitance plate.
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Figure 2.7: STM Parts.

plate holder. 15) Macor top piece. 16) Ruby ball.
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(not visible in Fig. 2.6) include: 12). Macor base. 13) Macor laty piece. 14) Spring



This coarse approach motor using the walker was described in diétby Pan
[17]. The coarse approach mechanism is brie y illustrated in Gi 2.8. The prism is
held in position by the static friction between the contact pad of the stacks and the
prism surfaces. To \walk" a step, rst a voltage is applied to one stek, causing it
to de ect and slide downward along the surface of the shaft but #nprism stays still
because the static friction provided the other ve stacks is larer than the kinetic
friction provided by the motion. After an appropriate delay, the same voltage is
applied to another stack, causing it to de ect and slide down wke the other ve
stacks including the one just de ected keep the shaft in position After all the
stacks have been sequentially and independently de ected astid downwards, the
voltages on all stacks are ramped down simultaneously, as shownthe drawing.
As a result, all the stacks relax to their normal shape togetherhereby lifting the
prism one step upward. Typical peak voltages and step sizes of difM at 4.2 K
are 350 Vand 80 nm, respectively.

For each step, the sapphire prism will carry the scanner system withe tip
at the top a step closer to the sample. At the same time, the capaaiice of the
capacitor will change since the inner capacitor plate (10) athe bottom of the
scanner system will displace a step upward while the outer platel(Lbolted to the
Macor base (12) remains still. By measuring the capacitance aige, we are able to
monitor the tip approach while the system is at 4.2 K enclosed irhe dewar. See

[16] for detailed calibration of the walker with capacitane.
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Figure 2.8: The Walking Mechanism.  Six walkers are applied high voltages at
di erent times by the designed voltage sequence. Each walkeilmside down the
surface of the sapphire prism one by one. In the end all the voltag are ramped
down to zero simultaneously causing the walks to push up the prisnrme@ step. The
whole process is then repeated to move the tip which is attaah&o the prism toward

the sample surface.
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During the approach, the voltage on the piezo-tube scanner st to retract
it to the shortest position. Before each step is taken by the walkethe tunneling
current is measured to check the distance between the tip end cdathe sample to
make sure an additional step is safe. A voltage is applied to theasmer to elongate
it and to extend the tip toward the sample by a distance that is leger than one step
size. Meanwhile, the tunneling current is monitored with thebias voltage on. If
the set point current (usually Q1 nA) is reached during the elongation, the walking
will be stopped, the scanner withdrawn and we have nished the aose approach
to the surface. Otherwise, another step would be taken. After thi#ép approaches,
the capacitance is recorded as the capacitance at approaci feference. To start
tunneling measurements we only need to approach with the scarmand render the
control of the scanner voltage to the feedback loop.

The principle and calibration of the piezo-tube scanner used iour STM are
well documented in [16]. It has a Z range at 4.2 K of 270 nm (mudarger than the
step size) with an appliedV, from -220 to 220 V. The scan range is 1:0 1.0 m?

in XY plane at 4.2 K.
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Chapter 3

General properties of 2H-NbSe a LTSTM study
In this chapter | will give an introduction to the material | used in this thesis
work. The work in this chapter will provide examples of the opration modes of our

STM.

3.1 Introduction

2H-NbSe is a well-studied sample in STM experiments [18]. It is a layede
material with rich physics. By simply cleaving o the top layersusing, for example,
a piece of scotch tape an atomically at surface is immediatelgxposed and ready
to be studied. This makes it an ideal sample for the testing and kilaration of STM.
Figure 3.1 shows a schematic diagram of the unit cell of 2H-NbSeThe exposed
triangular lattice of the Se layer can be measured using a STM.

Other than the convenience, this material is also well-knowfior the coexistence
of two interesting phases at low temperatures: charge density ves (CDW) and
superconductivity. The transition temperature for the CDW, TSPV = 32 K, is
higher than the transition temperature of superconductivity T>¢ = 7:2 K. Since

our LTSTM system usually operates at 4.2 K we are able to study botbf them.
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Cleave plane

Figure 3.1: Unit Cell of 2H-NbSe ,. a=3.45A, c=12.54 A, u=1.68 A. The ma-
terial easily cleaves between the two Se layers as indicatedthe diagram, exposing
an atomically at surface. The triangular lattice of Se atomson the surface can be

detected by STM.



In the constant current topography mode, STM can clearly showhe surface
corrugation due to the CDW. As a type |l superconductor, 2H-NbSein a magnetic
eld will manifest its superconducting vortex state in spectrosgpic images. | will

discuss all these observations made in our system in the followingtsens.

3.2 Topography Mode and Charge Density Waves

Figure 3.2 shows a 5 nm 5 nm image on the cleaved surface of 2H-NhSe
as measured by STM in the constant current topography mode. Algnthe line
cut, the height information is displayed in the panel below it Clearly our STM has
resolved the atomic corrugation on the surface. The lattice nstant agrees well with
the theoretical value. A charge density modulation is superiposed on the atomic
prole. In the image, every third atom is brighter than the rest. This is usually
explained as the evidence of the CDW present in this material.

Despite the 2D nature of the CDW as imaged, for simplicity here Will use a
1D model by Peierls [19] to explain the formation of the CDW. Btails about the
general theory and experimental evidence can be found in [2@ periodic 1D atomic
chain with its dispersion relation is schematically depictechiFig. 3.3 (a). Assuming
a linear dispersion around the Fermi energi, in 1D electron gas theory it can be
shown that the Lindhard response function [19], which controlhe rearrangement

of the electron charge density, will be divergent atkz::

q+2ke
@1 In 5

(3.1)

This divergence suggests the ground state of the electron gasuisstable at low
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temperatures. It is important to notice that this so-called Péeerls instability is re-
lated to the particular topology of the Fermi surface since th@airs of states in the
electron-hole channel with the same energy and momenta diieg by g = 2kg con-
tribute most to the divergence. The existence of this topology called Fermi surface
(FS) nesting. Interestingly, another instability in the electon-electron channel with
g = 0, i.e., the famous Cooper instability would lead to a superconductg (SC)
ground state at low temperatures. An energy gap is then opened up the single
particle excitation spectrum close to the Fermi level. By the ery same argument,
as shown in Fig. 3.3 (b) this gap-opening also applies to the CDWate due to the
Peierls instability at low temperatures. Both novel ground stees are consequences
of the electron-phonon interactions between the electromsd the underlying atomic
lattice. In the SC state, Cooper pairs are formed. In the CDW ste, a spatial mod-
ulation of the charge density with a wavelength of cpow = =k ¢ would occur. Also
the reduction of the renormalized phonon frequency aj = 2kg to zero indicates a
\frozen-in" periodical distortion in the underlying atomic lattice occurs below the

transition temperature [20] as illustrated in Fig. 3.3(b).
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Figure 3.2: STM Image of 2H-NbSe , in the Topography Mode. (1 =01
nA, V = 50 mV, scan range 5 nm). Taken at 4.2 K, the image shows the pro le
of the atomic lattice with a clear 3 3 CDW signature. The panel below shows
a height prole on a line cut in the image which quantitatively demonstrates the
atomic corrugation and the CDW modulation.
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(a) r(r)=r, (D) r(n=ro+r;cosiext|)
4 /

atoms

Figure 3.3: Peierls Model of 1D CDW. (@) is a 1D chain of metal atoms with

uniformly distributed charge density in which the ground stateof the electron gas

is not stable at T = 0. A phase transition occurs at low temperature as shown in
(b). An energy gap opens up in the excitation spectrum to loweihe total energy of

the ground state.The new ground state has a periodically modaied charge density

and a distorted atomic lattice.
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In real materials, the details of the electron-phonon and et&on-electron inter-
actions determine the speci c thermal stability of the varios phases in the system.
Interestingly, in 2H-NbSe the two phases coexist at our operating temperature,
4.2 K. The charge density waves are detected in the topograpmgode shown in
Fig. 3.2. In general the CDW wavelength cpw = =kg will be incommensurate
with the atomic lattice constant a. However, for 2H-NbSg cpw  3:03a and this
is why we see a 3 3 pattern in the image. For weak CDW states like this one in
2H-NbSe, the underlying lattice distortion is too small for STM to detect. We will

revisit this issue in Chapter 4.

3.3 Spectroscopy Mode and the Coexisting States

Another signature of the CDW and SC states is the energy gap in tlexcitation
spectrum which is well manifested in the DOS measured by STM in ¢hdi erential
conductance spectroscopy mode. Shown in Fig. 3.4 is an avedhgpectra over all
the points in one image, enveloped by lower and upper boundslaulated from the
standard deviation. The two gaps are marked and compared witheoretical values.
For transition temperatures TSPV = 32 K and T3¢ = 7:2 K, the BCS relation [20]
which is applicable to both cases leads to zero temperaturepyealues: cpw =35
mV and sc = 1:2 mV. Within thermal broadening, our result agrees well with tle
theory. It's worth mentioning here that the peaks at the edge of the SC energy
gap are well manifested in the spectrum and are a signature of teaperconducting

state.
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Although the experimental results [21] agreed well with the thoretical picture
of the CDW phenomenon in quasi-2D materials like 2H-Nbgethere are heated
debates about the source of this novel collective state [22]ine the possible nesting
area of the FS in 2H-NbSgis very small, the FS nesting being the major reason
behind this phenomenon becomes disputable. On the other hartie SC state is
well studied for low-T, type Il superconductors. The most striking feature of this
state is the vortex phase which, very fortunately, can also be rasured by a STM

when the sample is in a moderate magnetic eld.
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Figure 3.4: Dierential Conductance Tunneling Spectroscopy on 2H-

NbSe,. A tunneling spectroscopy measured at 4.2 K shows the SC and CDW
gaps near the Fermi energy. The result is averaged over an ineagl'he center blue
curve shows the averaged result and the two gray guiding curvebows the stan-
dard deviation. The modulation amplitude used by the lock-irampli er is 2 mV.
Tunneling condition| = 0.4 nA and V = 35 mV.
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3.4 STS imaging and the Vortex State

| will introduce later in Chapter 5 the details of the vortex sttes in type I
superconductors. In this section | will focus on the techniquege used to image the
vortices. A type Il superconductor, when subjected to a magnetield H with a
value between its lower critical eldH., and its upper critical eld H,, will allow
the magnetic induction to penetrate in forms of ux lines eale carrying a magnetic
ux quantum o =2:07 10 ! Wb as depicted in Fig. 3.5(a). These ux lines will
modify the order parameter in the superconductor. The typidashape of the order
parameter across the center of the ux ling ( r)j is shown in Fig. 3.5 (b). Also
shown is the magnetic pro leB (r) which indicates that supercurrent circulates the
center of the line. Due to this, these ux lines are also referretb as vortices. Note
that at the core j( r)j! O, the superconductivity is destroyed and the material
turns normal. As a result, the local density of states (LDOS) losethe signature
of the superconducting state: the superconducting peaks at tleglge of the energy

gap. This enables the STM to detect the vortex state.
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Figure 3.5: Schematics of Vortex Lattice and Vortex Structure. (@)
Magnetic inductance penetrates into the superconductor inhe form of ux lines
each carrying a ux quantum o = 2:07 10 ¥ Wb . They organize as a ux
line IattiBe a}t_zcertain elds. The lattice constant is a function of the induction
a= 2= 3 ( o=B)*. (b) characterizes the structure of a single vortex. The
superconducting order parameter () is compared to the magnetic pro leB(r). It
changes over a length scale of the coherence lengthrhus the diameter of the vor-
tex core is de ned as . STM images the vortex core since it detects the variations
of the DOS across the surface. In comparison, all other vortex aging techniques
measureB (r) which has a length scale of the penetration depth.
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Figure 3.6: Imaging Vortices by STM. The STS imaging technique applied to
the vortex system. STM detects di erent di erential conductance spectra in the
vortex area than in the superconducting area in the sample. Irhe plot on the left,

the red (blue) curve is from the vortex area (superconductingrea) as marked by
a red (blue) cross on the image on the right. In STS imaging, thieias voltage is
xed at a value where the di erence can be re ected in the comtst of the gray scale
image on the left. The dark round-shaped disks are thus the caref vortices in the
sample.V =3 mV and | = 0.1 nA for the image on the right. All data taken at

4.2 K.
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On the left of Fig. 3.6 | show the two spectra taken by STM at di eent
locations in the spectroscopy mode. The LDOS at the core of thenex (red) is
compared to the LDOS in the superconducting area (blue). It'®bvious that the
gap disappeared in the normal core area and the spectra di er yemuch across
the gap. By xing the bias voltage at 2 mV, the spatial variation of the LDOS
at E = Ef +2 meV can be mapped out using the single conductance imaging (o
the STS imaging) mode. The gray scale image of vortices is showam the right of
Fig. 3.6. The contrast indicates the normal region has loweredsity of states than
the SC region at this particular energy which is consistent wit the values shown
on the left. The pro le of each imaged vortex portrays the digibution of the order
parameterj ( r)j since the change of the( r)j at any location leads to the change of
the DOS at the energies near the gap. Away from the center whetes destructed,

j ( r)j recovers over a length scale, the coherence length of the superconductor.
Thus the vortex core is de ned by the region around the centewith a diameter
2 . For 2H-NbSe, 12 nm [23]. The vortex core pro le is shown in the section
A to B of the line cut in Fig. 3.7. The capability of imaging thevortex core gives
the STM the advantage of higher resolution and higher applitde eld over other
imaging techniques such as bitter decoration [24], Lorentzionoscopy [25], mageto-
optical imaging [26] that all measure the magnetic eld pro B B(r) with a length
scale [27], the penetration depth which is usually (for 2H-NbSe, 200

nm [23]).
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Figure 3.7: Vortex Image Example.  Vortices imaged atB = 0.5 T. Image size
400 nm 400 nm. Tunneling conditionl = 0.1 nA, V = 3 mV, lock-in modulation
amplitude Vg =1 mV, T = 4.2 K. The line cut below shows the DOS di erences
along the black line marked in the image along one lattice axi A and B cut the
core of a vortex. The measured core diameter 24.1 nm, is vergs® to 2 = 24 nm.
The lattice constant ay is measured to be 68 nm comparing to the theoretical

value 2= 3 2 ,=B)*2 = 69.3 nm.
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Chapter 4
Observing a New CDW Around Defects Induced by Voltage Pulses

and Steps

In this chapter | report the observation of a new CDW superstruaire with
P 13 P 13 reconstruction as compared to the well-known 33 CDW superstructure
in 2H-NbSe which | described in Chapter 3. The observation was made around
structural defects on the surface introduced by applying biasoltage jumps and
pulses at 4.2 K. Multiple atomic layers inside the defects weralso exposed and
showed the new modulation of the CDW. This indicates a 2H to 1T lmse transi-
tion locally for the NbSe crystal structure. Two other interesting observations are

also included: the disordered phase of this structure near theaahic steps and an

anomalous distortion in the underlying atomic lattice reveled by STM images.

4.1 Introduction

Charge density wave (CDW) states in quasi-2D system such as transit-metal
dichalcogenides continue to attract great interest [21, 2&specially with scanning
tunneling microscopy (STM) techniques [3, 29]. 2H-Nb$Sés a well studied example
of this class of materials. As | reported in Chapter 3, clear 33 atomic modulation
on the surface revealed by STM in the topography image and th@ergy gap in the

di erential conductance spectroscopy agree well with theas of CDW in quasi-2D
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systems. This type of CDW is what is generally observed on the sucka of the
2H (trigonal prismatic coordination) phase of dichalcogenis [29]. It was reported
that there exists another type of surface modulation in Ag-doe2H-NbSe at room
temperature [30]. A localized version of this modulation alsexists in pure samples
at room temperature [31] and 4 K [32]. This new CDW modulatioexhibits aIO 13
p1_3 structure which is instead only natural to the 1T (octahedrlcoordination)
phase of dichalcogenides [33]. The mechanism of the formatiohthis new CDW
in 2H material remains unresolved. Since there is no detailethta available for
accurate characterization, a better understanding of thisransition calls for a closer
look at the modulation.

In this chapter | will show that we can create this new type of mdulation by
a controlled tip-sample interaction at 4.2 K and examine thetamic structure of the
modulation in detail by STM. By applying a sudden change in théias voltage, or
using a short period voltage pulse superimposed on the bias vokkagve can create
a \pit", a local structural defect, on the atomically at surfa ce of 2H-NbSe. The
size of the defect is on the order of 100 nm in diameter and 10 nmdepth. A clean
P 13 P 13 superstructure is found around the edge and inside of the defeThis
method is reproducible and the new structure is stable during aoning at 4.2 K in
our system. We are able to characterize it both on large and ataescales. The
voltage jump method was used to generate similar surface moditida in 2H-TaSe,
[34] and it was proposed that only the top Se layer had shifted. Heby exposing the
layers lower than the top one, we clearly observed a 3D structlrtransformation

instead of only a top layer shift.
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Other than those that are common to the CDW state in 1T systems, we
observed two novel features that are unique to this local motation. The rst one
is the order/disorder phase separation of the new modulation. his disordered phase
was rst seen in the silver doped case [30]. But it hasn't been reged in the local
case as well as in the 1T system. This new phase suggests a localizBilVGtate.
The second feature is the anomalously large atomic lattice dastion revealed by
examining the atomically resolved images in the ordered regi. The distortion in
the unit cell of the P 13 P 13 superstructure found is much larger than in the 1T
case. This is the rst time, to the best of my knowledge, that the dtailed periodic
structural displacement (PSD) of the CDW created locally is recaled by STM. We
propose that local heating generates this new modulation. i a similar process to
spot welding [35] where the probe is brought close to the metal #ee resistance is
small and the heating is localized. We argue that a short pulsecgenerate enough
heat locally to raise the temperature to induce a phase transin. In Sec. 4.2, | will
describe the experimental method and the general results. Therd observations
mentioned above will be discussed in Sec. 4.3 and Sec. 4.4. | wilmmarize in

Sec. 4.5.

4.2 Defect Structure and the New Modulation

A pristine single crystal of 2H-NbSg was cleaved at room temperature in
a high vacuum of about 107 mbar. Then it was transferred to the STM in the

LT chamber at 4.2 K within a few minutes. We prepared the chemaly etched
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tungsten tip in the STM before transferring the sample by eld enssion against a
single crystal of gold. The 2H phase of the crystal was con rmed lilie observation
of the 3 3 modulation on the atomically resolved surface. We used two dirent
methods to generate the structural defect on the surface. In ¢hrst method, with
the feedback on, we generated a short bias voltage pulse with ardtion of 100 s
and an amplitude of 3-5 V. The bias voltage was set to 50 to 100 mVitiv a
tunneling current of 0.1 nA before the pulsing. We also used arwr method in
which we simply stepped the bias voltage from 3-10 mV to 5-10 V vi& scanning
with the feedback on. This sudden change of bias voltage provéo be a more
reliable method. We nd that the critical voltage depends onthe initial tunneling
voltage. For an initial voltage of 3 mV, the critical voltage 8 5 V. We also tried
the method of mechanical contact. We turned o the feedbackfter scanning and
pushed the tip into the surface by increasing the voltage on thegro-tube scanner.
No P 13 P 13 modulation was found in the vicinity of the the defect cread by this
method. This excludes mechanical contact as a reason for tlwgrhation of the new
CDW. All the images shown in this chapter were taken with a tunniéng current of
0.1 nA and with bias voltages in the range of 100 mV to 300 mV.

Figure 4.1(a) shows the image of a defect with a diameter of 120L0 nm and
a depth of 13 nm which was observed after a voltage jump. This is a typical
example of the defects made by either method. In the gure wean see that the
layered structure is exposed. In contrast to the at region on th left, the new
modulation appears corrugated around the edge and the insidéthe defect. Figure

4.1(b) shows the side of another defect. The new modulation \wifattice constant
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and corrugation larger than the usual 3 3 modulation is clearly present in this
image. It appears on all the atomic steps which were exposed thetthe tip-sample
interaction. In Fig. 4.1(c), taken at the center of a defectthe modulation is also
exhibited at the bottom layer. Plotted in (d) is the value of heights along a line cut
in (c) marked by the black line. The heights of layers are meased to be 065 0:05
nm. This indicates that they are all Se layers, for the distancbetween the two Se
layers in the 2H-NbSe crystal where it can be easily cleaved, i§ c=0:636 nm.
Here c is the lattice constant of the crystal in the z direction. 2H-NbSgcrystal is
composed of stacks of sandwich structures with two Se layers oretbutside and one
Nb layer on the inside (see Fig. 3.1 for details). The bonding beé&n the Se-Nb
layers within the sandwich is covalent while the bonding bet®en the stacks is of
van de Waals type. The crystal is cleaved between the stacks whehe bonding
is weak and the Se layers are exposed as the top surface. Our dsttaw that the
top Se layer of each stack is exposed in the defect. Height measueats in (a)
and (b) also con rm this result. They are integer number times b%c. A simple
calculation shows the typical depth of these pits is about 20 stks. | believe this
method is also applicable to other layered materials such as sewf the cuprate high
T, superconductors and graphene samples to create a localizedraaly or expose

the lower layers.
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20 nm

Figure 4.1: The Defect and Its Vicinity. The defect created by bias voltage
jump. The electrons were moving from the tip to the sample. Allmages were
acquired in the topographic model =0.1 nAandV =100 mV. (a) The topographic
image of the defect. The rough areas in the image are lled witthe new CDW
modulations, the at and smooth area surrounding the defect hake regular 3 CDW
superstructure on it. An interface image of these two areas are stioin Fig. 4.2.
(b) is a current image shows the topographic pro le of the sidefa defect. CDW
superstructures in form of triangular lattices are observed osach sandwich layer
exposed. (c) The current image shows bottom of a defect with threew modulation.
(d) shows the line cut made in (c). The heights of layers indita that the new CDW
exists on each Se layer exposed.
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To examine the di erences between the two CDWs, in Fig. 4.2(ayve zoom
in to the interface area. On the left we observed the regularittngular lattice of
Se atoms with the signature 3 3 CDW. On the right, the new modulation forms
a triangular lattice with a lattice constant of 1.25 nm (=IO 13, a = 3:46 A) and
a rotation of 139 relative to the atomic lattice. As shown in Fig. 4.2(b) the z
de ection from the deep minima to the maxima of the new modulzon is much
larger (21 0:2 A) than the regular 3 3 structure (0:3 0:1 A) on the left. This
large de ection is similar to what was observed on 1T-Ta$dq29]. This indicates a
large charge transfer to the center atoms caused by the new CDW.contrast to the
small charge transfer and z de ection in the 3 3 area, this provides evidence that
this new modulation is generated by a di erent source. Also sin@l to 1T-TaSe,
and 1T-TaS,, the underlying atomic corrugation is di cult to image in th is area due
to the large P 13 P 13 corrugation. The atoms at the interface form a rectanguta
structure as indicated by the connected line on atoms in Fig.2(a). As emphasized
by Zhanget al. [34] the rectangular structure is a natural interface betweethe 2H
and local 1T stack. Note that the interface of the two CDWs is usuly straight
and along the atomic lines, but the edges of the defects as dttated in Fig. 4.1 are
not. This di erence indicates that the transformation is 3D.The new modulations
on the lower layers extend to the area underneath the layer dop of it, not just
on the area exposed. The features mentioned above are similarthe observation
made on 2H-TaSg[34]. The di erence here is that a pure 1T crystal of NbSedoes
not exist so there is no experimental data on the electronic andttice structure of

that crystal to compare.
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2 nm

Figure 4.2: Ttae_lntepgfice of the Two CDWs. The interface between the 3 3
CDW andthe 13 ~ 13 CDW exposed. In (a), on the left shows the typical atomic
lattice of the Se layer and the 3 3_CD¥V_signature. On the right the big bubbles
are the new modulation with a' 13 13 construction. The lattice of the new
CDW is rotated at an angle with respect to the underlying atomic lattice. was
measured to be 13.9 The atomic structure at the interface is illustrated by the
lattice lines drawn upon the bright atom signals. It shows a reangular interface
lattice. (b) is the height measurement on the line cut across ¢hinterface in (a).
Image was captured in the topographic mode at 4.2 K with = 0.1 nA and V =

100 mV.
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These observations demonstrate that the impact of the voltagemp or pulse
can aect many layers from the surface and probably to the reghs even lower
than the bottom layer that is exposed. This new evidence coradicts the top-layer
shifting scheme proposed by Zhangt al. [34]. Also the new CDW appearing on
each Se layer suggests this is a 1T phase of the Np3estead of the 4Hb phase
as proposed by Komoriet al. [32]. This is consistent with theoretical calculations
[36]. Here | propose a 3D structural transition from 2H to 1T in thearea a ected
by the tip-sample interaction. Figure 4.3 shows the structurati erence between
these two phases. During the transition, the top and bottom Se lay of the 2H
lattice both shifted as illustrated in the gure. Here | used the ommon notations
in the description of close packing structures of an atomic late [37]. The top layer
shifted from position B to C and bottom from C to B. The interfaceof the two
lattices with CDWs is visualized in Fig. 4.2(a). In what follavs | will refer to the

nano-size a ected 3D area as the nanocrystal [34].
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Figure 4.3: The Lattice Transition from 2H Phase to 1T Phase. Section

(1120) of the unit cells of 2H and 1T lattice are shown. The transitin happens
when the top and bottom Se layers both shift.
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| speculate that the pulse generated heating locally transfored the nanocrys-
tal to 1T and the size of the crystal is a result of the heat di usion It is known
that 2H-NbSe, transforms to 1T phase at 980 K [38]. Several models have dealt
with the steady state temperature of the local heating problenof STM on metal
surfaces [39, 40]. Following Florest al. [40], | calculate the steady state tempera-

ture T ;NreK = =750 KwhenV =5Vand T 1555 K (T / V4 in the model [40])

whenV = 6 V with tunneling resistance R =3 10" ( Vhias =3 mV, | =0:1
nA before voltage jump). HereW,  is the power dissipated through electron-hole
pair generation, K 5 is the reduced surface thermal conductivity. While this mode
might not be completely accurate for this situation, it shows liat the heating is in
the right range. This scheme can also explain the small size e eaftthe experiment
of Zhanget al. [34] since the temperature is dependent ovi* and the size de nitely
depends on the center temperature of the di usion process. A n@isophisticated
model like that for spot welding [35] and the direct measuremeif the junction
temperature are desirable to understand fully the process of &egeneration and
clarify the reason behind the creation of the defect. Similao the spot welding pro-
cess, the nanocrystal was created by the heating and then it wasickly quenched
in the 4.2 K environment so the transition became permanent lady. There are
also several other possible explanations, however. Mechanicahtact was ruled
out as | mentioned before. Electron assisted surface atom subliioa [41] is also
not likely because the threshold voltage does depend on the stance in this case.
Sublimation could be part of the process creating the \pit" stucture but not the

nanocrystal.
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4.3 Disordered Phase of the New CDW

One of the observations is the order/disorder phase separatiofi the mod-
ulation as illustrated in Fig. 4.4(a). It is a 97 nm by 97 nm topgraphic image
taken in an area surrounded by 3 defects made by voltage pulsesheTtop defect
is partially shown in the image and the left and right defects r@ out of the eld
of view. Regions of the modulation that show di erent orderigs are marked by
capital letters A to E in Fig. 4.4(a) and also in the Fourier transformed image Fig.
4.4(b). E is the region where the top layer remains intact antias the atomic and
3 3 CDW signature. It is very easy to identify the ordered regiong, B and C of
the P 13 P 13 modulation in (a) where triangular lattices with di erent rotations
were formed. This is also a well-known feature of the commenate phase of the
CDW state in 1T systems [33, 42]. The dierent rotations are cledy shown in
(b). We used select- Itering method to identify the real space aunterparts of the
3 groups of 6 symmetric points in (b). B and C correspond to the-rotated and

-rotated area where the CDW lattice rotated 13 counter-clockwise and clockwise
respectively relative to the atomic lattice. The rotation ofthe A phase is 30 more
clockwise. It has never been identi ed in a 1T system. It is not tl satellite spot of

the incommensurate phase of CDW in 1T [33] since it has the same whngth as

B and C. Further work is needed to understand the formation of Ahase.
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Figure 4.4: Ordered and Disordered Phase of the New Modulation. ((a)

shows a 97 nm 97 nm scan with di erent regions identi ed as di erent phases 0

the new modulation. The regions are indicated by A, B, C, D, E spectively (see
text). bl and b2 are two domain boundaries that can be easily éditi ed by checking

the mismatch of the lattice structures. The image was taken in aarea on the surface
surrounded by 3 defects, on the left, right and the top. Only theregularly shaped
defect on the top is partially shown (dark area). (b) is the Fotier transformed image
of (a) showing peaks (bright spots) for di erent ordered regios corresponding to
those indicated in (a). (c) is another example of the disordedephase (right) and

the ordered phase (left). (a) and (c) were captured in the togwaphic mode at 4.2 K
with | =0.1 nA and V = 100 mV.
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The domain sizes of the three phases are on the order of 50°nwhich are
much smaller than those observed in 1T systems [42]. Due to their dirgize, | was
able to image them all and their boundaries as indicated byrles b1 and b2 in Fig.
4.4(b). The defect or missing sites of the CDW are also frequentbbserved as we
can see from Fig. 4.4(a).

As illustrated in Fig. 4.4(a), a disordered region D lies betweethe ordered
regions and the defect. In this region, the wave feature of ¢hmodulation is de-
stroyed. The corrugation still has the same amplitude as in therdered regions,
but the \bubbles" are not periodic as in the ordered regions. lrsome areas the
distribution is rather random. The random feature of area D isalso captured in
Fig. 4.4(c) where a 50 nm by 50 nm topographic image of an arelse to a pit
shows the order/disorder interface. In (c), the disordered rémn consists of randomly
distributed locally ordered plaquettes compared to D in (a) Wich has more single
\bubbles" randomly distributed. | believe this could be additonal evidence of local
heating by the voltage pulse. The radial arrangement of the &ect, the disordered
phase and ordered phase is an e ect of the di usion of the heatingrocess. The
temperature at the center is the highest and enough to removéd material. The
next is the disordered phase where the temperature is high emgbuto melt the CDW
phase. The third is the ordered phase where the temperature is@ve the structural
transition temperature but below the melting temperature ofCDW. The last circle
is the normal 2H region where the temperature is below the sictural transition
temperature. Since the pulse heating happens very fast and teavironment is at
4.2 K, a quenching process similar to the spot welding of meta®35] happened and
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left us the irreversible result of the nanocrystal.

The disorder and the CDW defects suggest the CDW state in this system
can be localized. The localization of the CDW was predictedyMcMillan on 2H-
TaSe [43]. In his theory the coherence length of the localized CDWbuld be as
small as the lattice constant so that the unit cells of the CDW suptattice can be
treated as independent local modes with intercell interains. Long range order
can be broken down at the phase transition. This physical picterat the transition
is similar to what happened in area D in Fig. 4.4(a) and (c). Its unlikely to
be caused by the impurities or vacancies in the layered latdcbecause they are
expected to be evenly distributed so the separation of the ordst and disorder
region would not be clear. One could argue that the lattice sficture near the
defect is completely destroyed, but this fails to explain whyhere still exists local
CDWs, i.e., the randomly distributed \bubbles". Apparently, more theory and

further experiments are needed to study this interesting phase

4.4 Periodic Structural Displacement of the New Modulation Re-

vealed

The second feature in our observation is the atomic structure this modula-
tion. As in the 1T case, it is also di cult to obtain atomically re solved images of
the new modulation [33]. Figure 4.5 shows one of the best we haeguired. The
tunneling current and bias voltage we used are 0.1 nA and 100 m¥&spectively.

The reason we were able to obtain atomic resolution in this imag(as compared
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to Fig. 4.2 in which similar parameters were used) is due to thapt state as ex-
plained in [33]. Fig. 4.5(a) is a 20 nm by 20 nm topographic inge taken at the
interface which shows the regular 3 3 part on the left and the atomically resolved
P 13 P 13 part on the right. The insert is the Fourier transformed imag to illus-
trate the symmetry of the atomic order (the outside hexagon) ahthe order of the
new modulation (the inside hexagon). Note that the 3 3 modulation is very weak
compared to the other two so there is no apparent bright spot fat in the Fourier
transformed image. From the geometry we can con rm that the ne modulation
follows the typical symmetry of the CDW in the 1T material [33] a Star-of-David
reconstruction and in this case an rotated phase. A closer look at the real space
image of the new modulation in Fig. 4.5(b) reveals the actuaonstruction of this

modulation which is quite di erent from the usual 1T case despé all the similarities

we have discussed.
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1 nm

Figure 4.5: %omiczaly_Resolved Images. (@) shows the interface of the 3 3
CDW andthe 13 = 13 CDW. Insertis the Fourier transformed image. (b) zoomed
in on the new modulation part and shows the details of the modation structure.
(c) shows the underlying atomic lattice by ltering out the CDW ordering in (b). (d)
is the measured distortion in a Star-of-David unit cell. We kefpthe same orientation
as in (c). i, j, k are directions of the three CDW vectors. (a) ad (b) were captured
in the topographic mode at 4.2 K withl = 0.1 nA and V = 100 mV.
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In order to reveal the atomic construction of the new modulatin, | zoomed
in to the marked area in (b) where there is no defect and rema¥yethe Fourier
component of theIO 13 P 13 order by Fourier Itering. The real space image after
the process is illustrated in Fig. 4.5(c). One feature we can imediately notice is
the asymmetry of the distortion of the atomic lattice. To measug the distortion |
rst processed the image by center of mass method [44] to nd the pihion of each
atom. Then | took the atom with highest corrugation (or \maximum point") of
the P 13 P 13 modulation as the center of the modulation and treated thelosest
12 atoms to each center as the other members of the unit celltbe Star-of-David
reconstruction. After this | constructed the regular lattice wth no distortion of all
the atoms in the image by xing the positions of the center poits. The distortion
is calculated as the di erence between the measured positioheach atom and the
corresponding one on the regular lattice. So each unit cell$42 distortion vectors
for the 12 members except the center. | plotted the averagedsults in Fig. 4.5(d).
The connected lines show the constructed regular lattice anti¢ round dots are the
average positions of the other 12 atoms in the unit cell. The ams are numbered
counter-clockwise with the rst and last one indicated in the pbt. The distortions
are not symmetric around the center of the cell. The atoms nedhne interface of the
two CDWs are pulled closer, and the atoms near the defect arerfluer apart. This
is di erent from what was observed for CDWs in 1T systems where thdistortions
are usually symmetric [21]. The asymmetry of the distortion is olously exposed

in the plot.
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d (A) | 0.62 | 0.14| 0.47 | 0.77 | 0.50 | 0.62
dj (A) | 0.03|-0.01|-0.25| -0.50| 0.05 | -0.10
de (A) | 0.65 | -0.13| -0.22| -0.27| -0.54 | -0.51
7 | 8| 9 | 10| 11| 12
di (A) | 0.53| 0.36| 0.66 | 0.15 | 0.45 | 0.05
dj (A) |-0.02| 0.21|-0.09| 0.14| 0 | 0.28
de (A) | -0.51|-0.57| -0.57| -0.29| -0.45| -0.34

Table 4.1: The distortion vectors of the unit cell in Fig. 4.5 §). The error bar is
0.08 angstroms.
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Table 4.1 shows the 12 distortion vectors projected on the theeCDW wave
vectoré i ;! ] ;! k (d ! d | i ). The periodic structure displacement (PSD) of the
CDW unit cell can be constructed from the 12 distortion vectorground the CDW
maxima. Band structure and phase transition calculation coulthe carried out with
the measured PSD of the CDW [45, 46]. The result could be compdreith further
studies of the spectroscopy of the new CDW. From Table 4.1 the st displacement
is 08 0:1 A (24% of the lattice constant) which is anomalous compared thi
the distortion observed in usual 1T systems where the maximum digglement
0:2 A and in 2H systems ( 0:05 A) [47]. The distorted lattice shows the quasi-
ribbon like structure along directior!l ] , which is very similar to what happened
in TaTe, and NbTe, [21] where large distortions and the ribbon-like structure we
observed. | speculate that a sing!qu CDW was truncated by the defect ir!1 i
direction and this caused the asymmetry of the distortion. It ado shows that when
there is asymmetry, the distortion tends to be large as observauthe cases of TaTe
and NbTe,. More data on atomically resolved microscopy on other nano@tals
and theoretical modeling are needed to explore this interésy correlation between

asymmetry and large distortion of CDW.

4.5 Summary

Our scanning tunneling microscopy work at 4.2 K on 2H-Nb$eshows two
distinctive features that have never been reported even in siler or related sys-

tems. The rst is the disordered phase of the neV\F/)f% pfﬂ modulation. It
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shows the CDW can be localized and viewed as individual celisteracting with

each other. The second is the atomic distortion in the new modation. Rather
large displacements were observed in this case. | believe it i;=do the asymmetry
of the nanocrystal. | also proposed that local heating was the sme for nanocrystal
creation and the disordered phase was formed by the quenchingpgess. Further
experimental and theoretical studies are necessary to bettenderstand all the phe-

nomena presented in this report.
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Chapter 5

Imaging Vortex Matter by STM: Statics and Dynamics

In this chapter, | introduce the novel role of STM in the study ¢ static and
dynamic properties of vortex matter system in type Il superconactors. Extensive
theories and experiments over the last two decades contrilag to our understanding
of this complex system. However, many crucial questions remaimanswered, and
the detailed understanding of some of the phase space is still vzl

After introducing background knowledge of the Bragg glass pka of vortex
matter and experimental methods in Sec. 5.1 and 5.2 and 5.3will demonstrate
the use of our LTSTM as a new imaging technique to study the statigroperties of
the Bragg glass phase of vortex matter in Sec. 5.4.1. In Sec..3,4 will discuss our
most important result on the dynamic creep motion of the system. fie last section
will be devoted to the direct imaging of the interaction betvween the vortex system

and a variety of impurities followed by a conclusion and subsechs for future work.

5.1 Background and Motivation

In this section | will give a brief introduction to the development of the eld
of vortex matter. A more extensive review can be found in [2].n11957, Abrikosov
presented the vortex solution of the Ginzburg-Landau equatis and predicted the

behavior of type Il superconductors in his famous paper [48The mean- eld phase
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diagram of conventional low temperature type Il supercondtiers was constructed
then and proved to be very accurate later [2].
The H T diagram (Fig. 5.1) consists of three phases, a Meissner phase

(H < H (T)) with complete magnetic expulsion, a novel mixed phaseH(, (T) <

H <H ,(T)) and a normal metal phased >H ,(T)). In the mixed phase the mag-
netic induction B can penetrate the superconductor in the form of vortex linesaeh
carrying a quantum of magnetic ux o= hc=2e 2 10 *® Wb. As illustrated in
Fig. 3.5, a vortex consists of a region with a radius (the coherence length) away
from the center of each line where the superconducting ordeanameter is sup-
pressed and a region with a radius (the penetration depth) in which supercurrents

screen the external eld.

78



Normal

Meissher

> T

Figure 5.1: Mean Field Phase Diagram of Type Il Superconductors. Typ-
ical phase diagram of type Il superconductors such as 2H-NhSé&or 2H-NbSe at
42K, oH,, 21T, oH, 20 mT [23, 49].
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As a result of minimizing the Ginzburg-Landau free energy, Abkbsov pre-
dicted the vortex lines organize as a perfect lattice structe in the mixed phase,
later observed in [24]. The lattice is triangular for standardystems and it is called
the Abrikosov lattice, vortex lattice (VL) or ux line lattice ( FLL) in the litera-
ture. Figure 3.5 and Fig. 3.7 show the diagram and an example age from our
STM measurement of the lattice. The lattice constanta is a function of induc-

40 —p— q
tion B, a= 2 o= 3B 1:075 o=B. The vortex lines interact with each

other with an e ective potential energy E = 2 (Ko ¢ per unit length along the
line, d is the distance between two vorticeskK o is the zeroth order Hankel func-
tion and o = ( =4 )? is the energy scale per unit length. This repulsive en-
ergy increases with eld and rapidly vanishes when temperatarT goes toT, since
(T) (0):q ﬁ diverges atT.. Due to this interaction, the lattice can
also be described by an elasticity theory. The temperature andagnetic evolution
of the elastic moduli of the lattice can be derived from this ireraction energy [50].
Now let's shift focus to the interesting dynamic properties oftlie vortex sys-
tem. In this picture [51], when an external current is applied, the vortices will
start to move under the in uence of the Lorentz force per uniténgthF. =] B=c
(for each vortex, the force per unit length i, = ( (,=0j] n, n is the unit vector
along the vortex). If the system is perfectly homogeneous, thaly counter balance
to this force is the friction force,F = v. Here is the friction coe cient and v
is the velocity of the vortex. At balance, we have the steady stav =] B=(c ).
The dissipation comes about because when the vortex system moves eanf volt-

age drop develops across the system along the same directiop dfie to Faraday's
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Law. The induced electric eld can be written asE = B v=c The power of dis-
sipation is thusP = (j B)?=(c? ) where BH.=(c? ) ( n being the normal
state resistivity) can be calculated by analyzing the dissipatio process [51]. As a
result, the material is not a perfect conductor, with o = NyB=H, forj ? B. In
order to make the material a better conductor, we have to padmxically drop the
homogeneity assumption and introduce quenched disorder to beustes of another
force to counter balancd-_ . In real materials, quenched disorder (eg., atomic vacan-
cies, interstitials, impurities, lattice dislocations, twin boundaries, grain boundaries,
second-phase precipitategtc.) always exists in the underlying atomic crystal and
is crucial for maintaining high conductivity of the materid in the presence of a mag-
netic eld. The quenched disorder will exert a pinning force #th a density Fy, on
the vortex system. It will counter balanceF | and hold the vortex lattice still. The
current can then remain dissipation-free until it reaches a tical value j . = Fi, c=B
(for j ? B) and breaks the balance.

The current densityj . is the critical depinning current density. Understanding
this limit is necessary for development of various technolagil applications. Since
type | superconductors all have smalH_.'s, the applicable current and sustainable
external eld are very limited, as they are in the Meissner phastor type Il super-
conductors. The critical current densityj. and upper critical eld H¢, of type Il
superconductors in the mixed phase are usually very high. Most tife supercon-
ductors used in commercial magnets or other applications atgpe Il and operate
in the mixed phase. It is therefore desirable to optimize the pning in the system
and maximizej.. Various methods have been used to increase the pinning streimgt
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of the disorder, including using Fe impurities in NbSgsamples, which will be our
focus of interest.

The central problem of the statistical mechanics and dynamiasf a quantum
disordered system is still incompletely understood. This is bease of the extreme
complexity of the problem which involves quenched disordethermal uctuations,
and quantum uctuations in the system [2]. Even introducing oty the quenched
disorder to the elastic vortex system causes a drastic change of thetics and
dynamics of the system and thus the phase diagram [2]. In Sec. & will introduce
the e orts from theorists to address this complicated issue.

The interest in this problem was revived since the discovery ofigh T, su-
perconductors (HTSC) [52]. Many experiments has been cami®ut and theories
constructed [53]. Notable experiments include the transport easurements, the Bit-
ter decoration and magneto optical measurements. These prob@asurements are
all microscopic measurements that directly image the vortex stem. But all of them
can only work at low elds up to 500 G at best. In STM experimentshe applicable
magnetic eld can be much higher (usually more than 0.1 T). Tl makes the STM
system an indispensable new technique to image the system in a vagiioa of the

phase space which is untouchable by other techniques.

5.2 Theoretical Description of Vortex Matter

Since a real vortex system usually consists of hundreds or thousaraf vortex

lines, the microscopic description of the vortex system by the Giburg-Landau
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theory becomes inappropriate to handle the interactions @dynamics that are
essential to the problem. A better way is to treat the vortex lies as individual
elastic objects. The core of the vortex can be viewed as a stringdathe elastic forces
are provided by the supercurrent. This simpli ed description s advantages in
including the e ects of weak disorder and dealing with the maoscopic physics such
as phase diagram, imaging results, and transport measurements.also connects to
other interesting problems in classic and quantum systems: magieetiomain walls,
wetting contact lines, colloids, magnetic bubbles, liquid cstals, charge density
waves, and Wigner crystals [1, 2].

In this description, the perfect lattice points are viewed ashe equilibrium
positions, r?, of the objects. The elastic Hamiltonian is de ned on the displament,

u(ri;z) = r;  r?, with r; the position of the object in 2D:

X Z
H=35 d’qu (g)c (q)u ( q) (5.1)

(d =3 in our system, | keep it here for the convenience of discussiortjerec (q) is
the elastic matrix which can be calculated from the interactin forces,q is the corre-
sponding vector in Fourier space for (r,z)c (q) = cqf for standard elasticity [50].

A simpli ed isotropic version in real space is:

12
H 3 dr c(r u)% (5.2)

In a real vortex lattice, there are three di erent elastic costants C;;, Cgg, Ca4, COITE-

sponding to the bulk, shear and tilt deformation processes [S0jlthough the values

of these material parameters can vary from system to system, thi®és not change
the quadratic nature of the Hamiltonian.
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To characterize the physics of the elastic system, two importamjuantities are

usually calculated. The rst is the relative displacement comlation function

B() = 5 [u(r) u(O)F 53)

which measures the relative displacements of two points septaa by distancer.
Herehi averages over thermal uctuation and— averages over disorder. The growth
of B(r) along r is a measure of how fast the lattice is distorted. For thermal
uctuations alone in d > 2, B(r) saturates at nite values, indicating the lattice
order is preserved. In the presence of disorder, the perfect gmsial order could
be destroyed andB (r) would grow unbounded.B(r) can be measured directly by
imaging techniques [53].

Another important quantity is the structure factor of the lattice. It can be

obtained by computing the Fourier transform of the density of bject:

X
=" (@ i w: (5.4)

i
The structure factor S(g) = h (9 ( Q)i can be directly measured in diraction
experiments [53, 54]. For a perfect lattice, the diractionpattern consists of -
function Bragg peaks at the reciprocal vectors of the latte. If some degree of
short range order exists, the peaks will be broadened. The shap®lavidth of any
individual peak thus will measure the degree of translationadrder of the lattice.
To measure that quantitatively, for any peak centered aroundh reciprocal vector
G, a correlation function Cg(r) can be obtained by Fourier transforming back to

real space. This correlation function, usually referred to athe translational order
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correlation function, can be written as:

Co(r) = hgG @M uO)j: (5.5)

It directly measures the degree of the translational order thaemains in the system.
For a perfect lattice and -function Bragg peakCg(r) = 1. For thermal uctuations
alone,Cg(r ' 1 ) = constant. The faster Cs(r) decreases, the broader the peak,
and the more disordered is the lattice. This quantity can also & extracted from

imaging experiments. For Gaussian uctuations such as thermaluctuations,
Co(r) = e B2 (5.6)

However, this relation is not always true for systems with uctations other than
thermal ones. It only holds qualitatively in general.
To incorporate the e ects of disorder into the model, a simplication is usually

made by coupling a random potentiaV (r) directly to the density of vortices (r)

Z
Has =  dorV (r) (r): (5.7)

This model ignores the microscopic properties of the disordand treat them as
weak point-like pinning centers randomly distributed in thesystem. In high qual-
ity single crystals, point-like (uncorrelated) disorder domiates. For systems with
extended defects (correlated disorder) such as one-dimensibecrew dislocations
or twin boundaries, a strong pinning model has to be employed][2in our low-T.
system with introduced point impurities, this weak-pinning-enter approximation is
an appropriate choice. The simpli ed random potential isV(r) = V Pi (r )
wherer; is the position of the impurities. For weak disorder, it is legimate to
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replaceV(r) by a simple Gaussian potential with a correlator [55]

VIOVI9=(r r9H (5.8)

where is a function with range r;. In superconductors, one hass , the
coherence length. Even with these simpli cations, this is stil& highly complicated
problem to solve due to the non-linear nature of the-function in (r).

H + Hgs describes the general elastic system coupled to disorder. The and
lying competition between the elastic force fronH (Eq. 5.1) that maintains the
lattice order and the disorder e ect fromHgs (Eq. 5.7) that distorts it leads to the

complicated state of the system which shows interesting statics éulynamics.

5.2.1 Collective Pinning Theory

Larkin [56] made a further ground-breaking simpli cation alwut the disorder
Hamiltonian: for small displacements, the coupling can be expded and approxi-
mated as:

Y4
Hiamin = dr f (Nu(r): (5.9)

Heref (r) is a random force with Gaussian correlations acting on the viices. This

now exactly solvable linear model yields

B(r) = Bemar (1) + 1 ‘ (5.10)
Co(r) = e B2+ g ¢ (5.11)
if the correlation is local f (r)f (r9 = (r r9. Here cis the elastic constant

in Eq. 5.2. A remarkable conclusion of this theory is that any @ak disorder does
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destroy long-range translational order ford < 4. The displacement will grow un-
bounded B(r) r for d = 3) and the perfect order of the lattice will be lost at
large scale.

The two important characteristic length scales in this model: (i) R, which
is the distance at which the relative displacements of the latte are of the order
of the correlation length of the random potentialry ( at low temperature), i.e.,
B(R¢) 2 and (i) R, at which the relative displacement is of the order of the
lattice constant,i.e. B(R,) a3. The limitation of the Larkin model stems from the
linearity of the approximation in Eq. 5.9. The translationalsymmetryu! u+ agin
Eg. 5.7 does not exist in this linear model. Since physically #hglobal translation
does not change the total energy, the total pinning force inhis model is zero.
The nonlinearities of the disorder term are thus necessary to guerly describe the
pinning. Also as the expansion depends amand the result showsB (r) will grow
unbounded, the model can not be used to describe the system at largcales. In
a masterful stroke of physical intuition [57], Larkin and Ovchiikov (LO) realized
this model breaks down exactly at the length scale correspondi to the critical
pinning force F.. In the presence of an external force, LO argued that bundles$ o
the vortices will be moved by the force and the larger the foe; the smaller the size
of the bundle. The Larkin model works when forces are largeman F. so the motion
is free and no pinning is involved. But below., anomalous transport appears. The
energy gained by the external forceR dr Fequ(r) equals the elastic energy plus
the disorder energy in the bundle at the breakdown scale of theadel. Any force

smaller than F. will involve a bundle larger than this which the model is not ale to
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describe. LO noticed that the expansion in displacements in theodel breaks down
when a vortex line moves by more than its width  [57]. Therefore the breakdown
of the model happens aR; instead ofR,. Using scaling analysis, LO showed that

the balancing of energy gives the critical force density

c

Fe= e

(5.12)

and thus the critical current density J.. Equation 5.12 is the famous Larkin-
Ovchinikov relation which calculates the critical dynamicquantity directly from

the length scale of the static problem.

5.2.2 Bragg Glass Theory

To better understand the system beyond the Larkin length scale., a quanti-
tative theory which fully solvesH + Hys is needed. The Bragg glass theory [58, 59]
was formulated to address this problem. This model now incled the nonlinearity
of the coupling and periodicity of the lattice system by decongsing the density,

Eq. 5.4, into Fourier components according to the periodicgsfect lattice R?

X
(N= o of u(r)+ o €< um (5.13)
K

and thus rewriting the Hgis as

x Z . Z
Hgs = o dir V(KT v+ o ddrv(in@ r o u(r)): (5.14)
K

This is a very complicated problem. Giamarchi and Le Doussal§559] used the

replica method, the variational method, and the renormalition group method to

88



attack the problem. Here | only state the main results of the they. The rela-
tive displacement correlation functionB (r) is found to develop over three di erent
regimes. As illustrated in Fig. 5.2, the rst regime belowR is the Larkin regime in
whichB(r) < 2anditgrows asr* 9. The second regime is betweeR. and R,. The
vortex line behaves much like the simpli ed model of a singlerie around pinning
centers. This is called the random manifold regime. In this ggme, 2 <B (r) < a3}
and the growth is still algebraic but the exponent is dierentB(r) r2 with

1=6. Forr > R , the solution predicts a logarithmic growth for the correlaton
B(r) Aglog(r) whereAq is a universal amplitude depending only on dimension.
For Gaussian uctuations, the translational correlation functon given by Eq. 5.6 has
a slow algebraic decay fod > 2, Cs(r)  (1=r)"¢. This shows the quasi-long-range
order persists. This third regime is the asymptotic regime.

This description of the disordered, periodic, elastic system alps to vortex
matter in both low-T. and high-T. superconductors. The striking result is that
instead of the positional order being destroyed by the weak digtar as in the col-
lective pinning theory, a quasi-long range order is preserved the system due to
the periodicity. In this case, algebraically divergent Brag peaks should be found in
the structure factor S(g) from di raction experiments. This phase (which is nearly
as ordered as a perfect solid) is actually a glass when the dynanproperties are
considered. It has many metastable states separated from its gral state by di-
vergent barriers and exhibits pinning and nonlinear dynanss such as creep motion,
etc. Another important feature is that this solution is self-consistatly stable with-

out dislocation. This phase is thus called the Bragg glass phaséieh is a stable
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glass phase with quasi-long range order. More experimental sequences from the
theory can be found in [59, 60]. Experimental results such as4]5provide direct
evidence of this phase in type Il superconductors.

Other than the static results mentioned above, the theory alsorpdicts a
di erent phase diagram and dynamics for the vortex system. In wdit follows, | will

introduce them without going into the details of the model.
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Figure 5.2: The Relative Displacement Correlation Function in Bragg

Glass Theory. Three regimes with di erent behaviors are de ned by the lenth-
scalesR. and R;,: the Larkin regime, the random manifold regime, and the asymp
totic regime.
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5.2.3 Phase Diagram of the Vortex Phase of Nbse

The existence of the Bragg glass imposes a generic phase diag@malf type Il
superconductors as illustrated in Fig. 5.3 (a). The Bragg glagthase covers most of
the mixed-state phase space when compared with Fig. 5.1 from tbkassical theory.
New experimental evidence [61] con rmed this phase separatiokig. 5.3 (b) shows
a typical H T phase diagram of Fe-doped NbSeneasured by experiment.

The Bragg glass phase and the rest of the mixed state phase in whidtet
vortex matter forms a disordered solid are separated by thd, line determined by
the peak e ect in the DC critical current measurement. This lhe marks a rst order
\melting" phase transition from the ordered (Bragg) phase to tle disordered phase.

Our samples include pristine NbSeand Fe-doped NbSg Transport measure-
ment shows that the phase diagrams of these two samples are di etén that there
is no reentrance of the disordered phase at low elds for the peiNbSe sample. All
the imaging measurements using other techniques were carrat at very low eld
as marked in Fig. 5.3(b). Our STM experiments are all carriedut in the Bragg
glass phase as marked by the red arrow in Fig. 5.3 (b). Our measomrents are much
more relevant to the peak e ect usually measured at high elds. tlis de nitely
desirable to image the melting transition from the Bragg glassotdisordered phase
or vice versa at high elds by our STM, yet a defect in our setup auently limits

our applicable magnetic eld?.

1The probe we rst installed proved to be made of SS304 which is ferro-magneticnistead of
non-magnetic SS316 to SS321 as we ordered. The high eld operation will increase the ctee of

failure of the system due to the possible mechanical stress in the probe.
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Figure 5.3: New Phase Diagram for Type Il Superconductors. (a) resembles

the universal phase diagram for type Il superconductors in Braggglass theory. A
new section in the mixed phase is the ordered Bragg glass phaseeBragg glass
can \melt" to a disordered phase. (b) shows the typical phase diegm of NbSe

measured in experiments. The black dashed arrow indicates thgptcal path of a

magnetic decoration experiment. The red arrow shows the patle took in STS
imaging experiments. Data taken from [61]. Figure borroweddm [53] (c) shows
a experimental observation of the peak e ect in a Fe doped NbgSeample. Figure
borrowed from [62].
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5.2.4 Dynamics of a Moving Bragg Glass

The dynamic properties of the Bragg glass phase are critical wur under-
standing of this system due to their fundamental and technologal importance.
The competition between the elasticity and the disorder not dg determines the
interesting static properties of the stable state, it also has draatic consequences
on the dynamics. The main focus of previous theoretical studigs on the average
velocity which is proportional to the voltage in the transpot measurement, versus
driving force, usually the current in experiment. The equatin of motion of the

vortices with a driving forcef and a thermal noise reads

dr H
= ot (5.15)

Since the average velocity  hdro=dti is the parameter of interest, it is advan-
tageous to considewn as prescribed and obtairf = f(v) required to maintain the
givenv. The equation of motion of the displacement is usually taken as basis for
analysis:

?;:: l_llj+f VA (5.16)
This is again a very complicated problem to attack and many astions arises con-
cerning both the static properties in the moving frame and theynamical properties.

Here I'll only concentrate on the results that are of interest toour system. More

information can be found in [1, 55] and the references themei
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Depinning

v
—h

Figure 5.4: Typical Velocity-Force Characteristics. The typical response of
velocity v in response to an external forcé for a vortex system. AtT = 0O the
systems is pinned below the critical forcé.. However, at nite temperature, motion
can occur even forf < f .. Especially atf f. the system's creep motion is a
signature of a Bragg glass. For large driving forces, the system evas if there is
no disorder.
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Fig. 5.4 shows the three regions of the f characterics from the Bragg glass
theory [63, 64]: the ux creep region with very small driving érce, the ux depinning
region around the critical force, and the ux ow region with high moving velocity.
The arrow shows the region of our interest (see Sec. 5.4.2). At> 0, the motion
of the vortex system occurs at any driving force.

For low temperatures and very small driving forcef f¢, the motion is
expected to be very slow. The response was thought to be lineartire Thermally
Assisted Flux Flow (TAFF) [65] model. The idea is depicted in Fig. B(a). The
moving units in the system are ux bundles [65]. The pinned burd of the system
has to move in an energy landscape with constant barrier heighty. The e ect
of the external forcef is to tilt the landscape to be washboard-like, allowing the
bundle to move. The bundle can move until it is trapped at onefdhe local minima
in the energy landscape and it will spend more time in that con gration or meta-
stable state. An Arrhenius law was used to describe the thermal aedition process
of the system to overcome the barriers. Assuming a constabk and that all the
minima are separated by the lattice constangy, in TAFF the velocity is calculated

asv/ e (U fao=2) o (Utfao=2) o Uf with =1=kgT.
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E (b)

Confiéuration

Figure 5.5: Energy Landscape. (a). In the TAFF model the energy landscape,
characterized by the barrierU, is tilted by an external forcef . (b) shows the energy
landscape in the collective creeping theory where the poteéait U is di erent for
di erent con gurations.
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However, this simple picture does not hold for a glass system in whibarrier
heights vary and the barrier heights are expected to divergas one gets closer to
the ground state. There are many metastable states in the elastiescription of the
glass system. As depicted in Fig. 5.5(b), the energy will depend the con guration
of the elastic system and the barrier distribution will be far fron constant. The
external force will change the metastable solutions. This makehe barrier height
dependent on the force and the dependence is highly nonlinéar the glass system.
The hopping between the neighboring states separated by theezgy barriers when
f f . determines the characteristics of the creep motion.

To accommodate this complication, a new model called the tettive creep
model [66] was proposed by Feigel'maat al. A scaling approach was used based on
two basic assumptions, i) the motion is slow so the static descriptiazan be used at
any time; ii) the scaling of barrier height is the same as the seayj of the minimum
energy from static results. As a bundle of sizR move to the next metastable state
by distanceu R , the energy of the metastable state scales & RY ?*2 and
the energy gained from the external forc&g = R dxfu (x) fR% . The moving
condition EF > E gives the minimum size of the bundles that move to the next

1=(2

state Rnin fl ). This indicates the size of the moving bundle increases as

the force decreases. Thus the minimum energy barrier betweeretastable states

now scales adJ(f) RY. 2% 1 with = 922 The average velocity

v/ e W) js now nonlinear. U(f) can be written as U, ff—C where U, is the
barrier of a bundle with scaleR. and f. is the critical force.
Experimentally, transport [67] and magnetic relaxation [6B measurements
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agree well with the scaling argument [69]. Further theoretad works such as [63, 64]
were carried out to obtained more precise characteristidf ). However, other than
the average velocity, the nature of the creep motion itself igrgely unclear. In [70]
Vinokur et al. studied the distribution of the energy barrier for a givenf in the
vortex system. Combining extreme statistics and the coarse grang method, they
recovered the collective pinning result from the scaling appach. For a 1D vortex
string with a length L their result shows the distribution density of the potential
wells:

1L U L U
U - el = = 5.17
pL(U) UCLCexp U, exp Lcexp U (5.17)

where U,, L. can be calculated from the static exponents and length scale39l.
Here we make a natural extension of the above result to the veltycdistribution of
the motion. Using an Arrhenius law, the waiting time at the minirma or lifetime of
the metastable state / exp( U ), we write the velocity of the motion asv = vpe VY
assuming the displacement of each motion is uniform. Thus thedtliibution density

of the creep velocity

1Ll v
UcLCvO VO

pL (V) exp — — ; (5.18)

This distribution when integrated over the lengthL will result in an exponential
distribution of the barriers globally and lead to the recovey of the collective creep
results [70]. In Sec. 5.4.2 it will be applied to our 2D result ahwe will discuss the
details therein. Other results about the structure of the engy landscape [71] can
also be compared to our results qualitatively.

Almost all of the previous imaging measurements studying the damics fo-
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cused on the large velocity region,e. the ux ow regime [72]. One of the inter-
esting observations is the channel e ect of the moving glass pt& At su ciently
large velocity the glass phase will regain its periodic ordemd move along elastic
channels. The vortices will follow roughly the same trajectgrwhen in motion. Our
results show that this is not the same for the slow motion. The elastchannels
change seemingly randomly when the vortices move from one gesinimum point
to another. Also the trajectory can deviate far from a straight ihe. Sliding does
happen when the deviation is larger than the vortex lattice @nstant ay. This is an-
other feature that separates creep from ow. In Sec. 5.4.2 | ivdiscuss the details

of our direct observation.

5.3 Experimental Method

5.3.1 Imaging a Moving Vortex Lattice

In order to directly image the vortices in NbSg, we set the STM to STS
imaging mode. As | explained in Chapter 3 the vortex cores arenaged as dark
disks with radii of in the STS images. This is a relatively fast imaging mode
(see Sec. 2.4.5). When we set out to image the vortex lattice, wsed the STS
mapping mode and the scanning speed was much slower. Due to th@sbpeed we
accidentally observed the slow moving vortex lattice. Fig. 6(a) shows the image we
rst acquired. The vortices are the white elliptical disks beause, in this mode, the
energy was set at 0 meVi(., Er) where the LDOS of the vortex cores are higher

than the superconducting area as explained in Chapter 3. Therstched vortices
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indicate a slow moving instead of static vortex lattice usually loserved by STM [73].
Switching to STS image mode to gain scan speed, we were able tptaee images of
the vortex lattice frame by frame. This time each vortex was stwn symmetrically
round. Compiling the frames together as a movie, it is obvieuthat the vortex
lattice is moving. The speed is as slow as 1 pm/s (see Fig. 5.6 and Sec. 5.4.2).
The driving source of this motion was later found to be the degang magnetic eld
due to a defect of the magnet in our dewar [16].

The data in this section has previously been reported in my celhigue Jonghee
Lee's Ph.D. thesis [16]. Here | want to emphasize the data acqtisn is of a

collaborative nature.
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Figure 5.6: Initial Evidence of Moving Vortices. In (a) the image of each
vortex is stretched when the scan time is long. This image is oheyer with energy
E =-0.5 meV from a di erential conductance map which it took alout 3 days to
nish. Scan parameters:l1 = 0.1 nA, V =5mV, B =025 T, T = 4.2 K. When

we scan fast, the vortex form becomes normal in (b). This image taken in the
STS single layer imaging mode. The acquisition time is about 3f@inutes. Scan
parameters:l =0.1nA, V=1mV, B=025T, T 2 K. This shows the vortices

are moving.
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It) =R L

Figure 5.7: Field Decay as the Reason of Motion. Schematic diagrams of
our magnet with a defect in (a) and the moving vortices underhte in uence of a
decaying magnetic eld in (b). As described in the text, a vortg at a distancer

from the center moves at an average speéd with = L=R.
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Fig. 5.7(a) shows the circuit of the superconducting magnet thi a residual
resistance from spot-welded joints of the superconducting wine the magnet. The
current is then decaying ad (t) = 1 (0)e ¥ with the time constant = L=R. The
corresponding magnetic eld in the magnet core decays &t) = B(0)e ¥ . Using
the model depicted in Fig. 5.7 (b), we can calculate the vortespeed by assuming
our tip or our eld of view is at a distancer from the center of the sample. Since the
eld is decaying, vortices are slowly leaving the sample. If wessume the motion is
homogeneous and quasi-static, the motion of each vortex can tderived from the

q_9—
expansion of the lattice constanta = p% & For the vortex at r, we have

dr da 1 1dB
e E—dlna— édInB— >B
dr 1 dinB 1r

This model proved reasonable by checking the real values oktparameters.
The eld decay is recorded by the magnet control unft When set to match the eld
stored in the magnet by turning on the persistent switch, the unitan calculate the
targeted eld from the matched current value. After a long exgriment of 21 days
and 17 hours, we were able to see the drop of the eld from 0.500 @ ©.491 T. This
amounts to an average decay rate% 4:2 nT/s ( 0.36 mT/day). The time
constant is then calculated to be 102 1 s ( 3:2 years). Given the inductance
of the magnet coilL =12:4 H, we have the residual resistancRB  0:1  which is
still reasonable for the multiple joints in the coil. Assuming thdipis at r =1 mm

away from the center, | estimated the speed of vortex motiom 5 pm/s by Eq.

2Model 420 and Model 4Q05100PS by American Magnetics, Inc.
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5.19. This speed has the right order of magnitude of the obsedvealue as we will
see in Sec. 5.4.2.

Another piece of evidence to show that the decaying eld is sowcof the
motion is that we were able to stop the motion by holding the cuent and thereby
the eld constant. As illustrated in Fig. 5.8(a), if we continue to supply current
to the coil even after we turn o the heat switch, the eld-matching mechanism of
the controller will keep feeding the current and thus the el stays as assigned A
2 day observation of the same area with vortices that were mognat 4 pm/s
showed the vortices became stationary after the current feedj was switched on.
Fig. 5.8(b) shows the stationary vortices and their tracks.

The direct imaging of slowly moving vortex lattice was made ®sible because
of the fast scan speed and the clean sample surface. The upper boohadur scan
speed is about 0.8 m/s. It is limited by the feedback loop and the acquisition time
of the lock-in ampli er. The scan time for one 400 400 frame of the STS movie
iIs 4 min at this speed. The net displacement of a vortex between twibames
is then 2 nm. Another feature of our experiment is the long duration the of
continuous recording. The longest record with the magneticeld on is 4 days and
12 hours. This is much longer than any known previous imaginggeriments on
the vortex system and one of the longest of the STS measurementstie best of
our knowledge. The stability of the whole system and the low theral conduction
design both contributed to this long measurement duration witout interruptions

from LHe re lling.

3Douglas Oshero , Private communication, 2006
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Figure 5.8: Method to Halt the Field Decay. (a) shows circuit schematics of
how to stop the eld decay. See text for details. (b) is the statioary vortex system
after the eld decay is halted. The color-coded tracks of thgortices (see Sec. 5.4.2)
are plotted to show the system is not moving. Time is representetbin red to green
in the code: red means earlier time; green later.
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5.3.2 Image Analysis Method

Fig. 5.9 shows the image processing procedure of the STS imagesg a
center-of-mass method. First the image is processed by backgrdwsubtraction and
Fourier ltering. The Fourier Itering was usually done by setting a high pass and
a low pass Butterworth Iter interactively for a particular i mage. Then the lter is
applied to the whole series. Afterwards the image is inverted tshow the vortices
as bright buttons. Later, a single threshold height is used to cate a binary image
in which the vortex areas are coded as 1 (shown white in the im&)g This image is
used to identify each vortex and its occupied area. The centef the vortex is then
calculated as the weighted sum of the coordinatesd. center of mass, mass being
the height) in the inverted image over the vortex area. The @ording time of the
vortex can be derived from the position of the center and the seapeed. At last, a
vortex lattice is constructed within frame with coordinates(x;;y;;ti) (every vortex
recorded has its index number).

Another method to nd the center of the imaged vortices is simdr to the
one we used in Chapter 4. After appropriate Fourier ltering, ve take the highest
point in the vortex disk as the center. The comparison of the datshows the two
methods give almost identical results for the vortices that & normally shaped in
the image. For the vortices that are connected to an impurityr split in the image
because a jump of speed happened during the scan, this new metpoavides better
information than the previous one.

With the vortex lattice information of each frame, the track of motion of each
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vortex is revealed by identifying the vortex in the current fame closest to thei™

vortex in the previous frame. Each track contains the time se&rs information of
(x(1);y(t)) of a particular vortex from moving into till out of the eld of view.
These tracks and lattices are the acquired data for further atysis. The study of
the statics and dynamics of the vortex lattice will be based onhe information we
extracted after analyzing them. In Sec. 5.4.1 and Sec. 5.4.2vill discuss these
studies respectively. In each section, | will include the studyrnothe pure sample
without introduced pinning centers and the study of the vort& matter around the

pinning centers.
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Figure 5.9: Image Analysis Method.  STS images are processed through di erent image processing teicues. The center
positions and capturing time of each vortex on every frame arecorded for nal analysis.



5.4 Results

54.1 Statics

To calculate the displacement eld within each frame, we rst onstruct a
perfect triangular lattice using the averaged lattice paramters,i.e. the angle and
the lattice constant which can determine a primitive vector. The original lattice
from the raw data contains distortions from two main sources. QGnis the natural
displacement eld caused by pinning centers in the sample and éhother is the
hysteresis of the STM scanner. The rst distortion is mainly locabnd the second
one is global. In order to remove the global distortions, we tle original lattice
to the perfect one by mean-square minimization of a polynomiaransformation.
Usually a second order transformation is good enough. The dispdacent at each
point on the perfect lattice is then calculated by subtractig the perfect coordinates
from the transformed coordinates of the original lattice usig the parameters from
the t. The displacement eld is nally resolved as u(r?), r? is the position of the
perfect lattice point. There is a third source of distortion that is worth mentioning
here: the distortion result from vortex motion during the scan.We assume in this
case the motion is uniform or at a very low frequency. The distbon is then global
and can be removed by the transformation. After comparing theesult with the
data when the eld is held constant, we conclude that this typeof distortion is
small because the speed is very low and at a low frequency as carséen from the
dynamic results (see Sec. 5.4.2).

We treat the vortices appearing within one frame of the movjewvhich actually
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are acquired at di erent times, as captured in a snapshot like #gnimages in a Bitter
decoration experiment or a Lorentz imaging experiment [53] his approximation is
only possible because of the slow motion. Averages over displaceteen gurations
in di erent frames are taken as a thermal average in the thegr This way we can
overcome the limited size of the eld of view and the number ofortices to take
a statistical average. | also want to mention here that by holdig the eld and
stopping the motion of vortices, we can acquire a snapshot of theasit lattice. But
this has limitations in the vortex number per image or the tine of the experiment if
we take multiple snapshots by turning on and o the decaying ofhe eld. Future
STMs with larger eld-of-views and higher scan speeds maybeac¢ome this and

image large number of vortices within one frame.
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(a)

(b)

Figure 5.10: Impurity and Vortices. Topography image (a) shows the center
impurity and a at surface. Tunneling parametersV =100 mV, 1 =0.1 nA, T =
4.2 K. Magnetic eld B =0.75 T. (b) is one of the STS images with vortices to be
processed. The impurity now is shown as a dark disk at the center sounded by
four vortices. Tunneling parametersV =3 mV, | = 0.1 nA, T = 4.2 K. Magnetic

eld B=0.75T. 112



The sample we use for this study is a 2H-Nbgerystal doped slightly with
Fe (impurity concentration 200 ppm). As shown in Fig. 5.10 themhages were taken
around a Fe atom cluster with a diameter 20 nm (50 nm in the long direction).
The sample is zero eld cooled (ZFC). A 0.75 T magnetic eld wagitially applied
then allowed to decay. The average number of vortices perina is 87. 496 frames
in total are recorded for the analysis. When processing the imagewve subtracted
the area close to the impurity with the averaged image to remevthe contribution
from the impurity to the DOS di erence. After inverting and | tering, the centers
of the vortices on each frame are measured. Fig. 5.11(a) sholwe processed image
and the raw data of the lattice structure. Using these data, | therremoved the
distortion due to the STM and calculated the perfect lattice ad the displacement

eld. Part of the nal image and lattice structure are shown in Fg. 5.11(b).
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Figure 5.11: Processed Images. Processed image with the centers plotted as a
lattice in (a). (b) shows part of the image with the global distotion removed. The

perfect lattice is plotted with lattice points connected an the real lattice points

are plotted as crosses to show the distortion. Both images are msformed from

gray scale images. Red color means higher values in the inver@TS image; green
means lower.
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Finally the displacement correlatorB (r) and translational correlation function
Ck(r) are calculated and plotted in Fig. 5.12. The valud (r) is much smaller than
2(2=g 0:04). According to the theory, this belongs to the Larkin regira. Our
data show an initial increase untilr = 2a, then an almost at region from 2a, to
5ay. After r = 5a, the growth of B (r) becomes linearly increasing which agrees with
the theoretical result of Eg. 5.10. In Fig. 5.12(a) a linear t(red) from 5a, to 12a

shows

B(r)=a = 0:00024=a, + 0:0025 (5.20)

According to Eq. 5.10,Byermar = 0:002%3 and =¢ = 0:00024y,. Extrap-
olation indicates a Larkin length R, 78 47 m. The critical current can
be estimated asj. = cF.=B  1:2 10° A/m? [2]. These results are consistent
with the measurements from other experiments [74, 75]. Thedlmal part can also
be compared with the theoretical estimation ((4.85) in [2] ah [76]) which gives
Btherma = 0:00004&%. Our result is much larger, | believe this indicates other typs
of uncorrelated noise are included such as the error from detieg the center by
the algorithm. As | mentioned before, the short range correlain with r < 5ag
doesn't follow this formula in the plot. | believe this is becase we are measuring
the function around the impurity. The large distortions fromthe vortices close to
the impurity contribute more to the short range values compad to a region with
no impurity. Further studies from regions away from impurites would be desirable

to verify this argument. After 12a, most of the contributions to B (r) comes from
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the vortices at the edges of the image and the error becometolerable. There are
two reasons for the volatile behavior: rst vortices at edges ay be only partially
recorded by our STM and the center coordinate values can beected by the Fourier
Itering; second, the number of vortices taking part in the aerage drops sharply
whenr is almost the image size. Thus increasing the size of the eld ofew is cru-
cial for this technique to observe the growth oB(r) at longer range. Nevertheless,
our data show linear growth atr > 5a; which is promising for further measurements
using improved setup.

Another interesting result is the translational correlation function C¢(r): As
shown in Fig. 5.12(b) it ts well with the Gaussian approximation but with a new
factor Cg(r) e G°B(N=25 jnstead ofe G°B(N=2. The Gaussian approximation in
theory is a convenient choice for the calculation. There isontheory currently
available to explain this factor. | hope further experimerd can give us more insights

in the future.
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Figure 5.12: Static Results. (a) shows the relative displacement correlation func-
tion B(r). The red line shows the tting of the linear section from By to 12a
(Eq. 5.20). (b) shows the positional correlation functiorCs(r) (Eqg. 5.5). The red
line plots the Gaussian approximation resule G°B()=25
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5.4.2 Dynamics

As mentioned in Sec. 5.2, slow dynamic behavior of the vortexti@e is much
less well studied in this slow motion regime. In this section, | Wiuse data from
the pristine sample without introduced impurities. | chose thivecause we have the
longest observation time on this sample and the motion is extresty slow.

Fig. 5.13 (a) shows the rst image of the movie series. The gray sealmage
is Fourier Itered. On top of it, the tracks of four vortices (x(t); y(t)) are displayed
as examples with a color code representing time. In this runhé sample is zero
eld cooled (ZFC) and the magnetic eld was then raised to 0.5 TThe data was
taken 10 days after the initial increase so the magnetic relatvan was complete
(the relaxation time constant was shown to be 5 min for NbSe in [72]). The
total time for this continuous acquisition is 6 days 17 hours 8 minutes and 40
seconds. It contains 2560 frames. This is so far the longest one wa@ehtried. The
average number of vortices per frame is 39. The averaged laé constance is 68.3
nm while the calculation showsa = ! 2 o= 3B =68 nm. After image analysis, the
velocities are extracted from the track information by ¢(t); vy (1)) = ( —2; X)),
The arithmetic average speed of all the vortices at all timesi2.28 pm/s. Thus the
induced electric eldE = vB =1:14 10 ** Vm 1. This is 8 orders of magnitude
smaller than the commonly used voltage criterion de ning theritical current density
jc. | believe this very slow speed obviously puts the motion in theux creep region.

To the best of our knowledge, this is the slowest motion ever measd or imaged.

The closest previous record was the work by Troyanovsét. al. [49] where the speed
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was 1 nm/s. However, there was no explanation of the source of motiam their
paper. Since they started imaging only 20 min after the eld chinge, it is highly
possible it was still in the relaxation regime of the eld. The téal recording time
was only 30 min. It is therefore unlikely to capture the featte of creep motion. Our
data contain much richer information about the creep regimén the moving glass
system.

The data in this section has also been reported by my colleaguenghee Lee
in his Ph.D. thesis [16]. Here | present my analysis based on Braggss theory and

collective creep model.
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Figure 5.13: Tracks of Vortices. (a) shows the tracks of 4 vortices on the back-
ground gray-scaled image of the rst frame in the series. (b) cories all the tracks
together with a color code of time. The time begins at red andnes at green from

day 1 to day 7 as indicated by the color bar in (a) and (b).
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Figure 5.14: Tracks Color-coded with Velocity. (a) shows the track of all the
vortices with a color code of velocity. The lower end of the i@city is coded green
and the higher end red. In (b) the positions where vortices spgrmrmore time are
circled. (c) shows the distribution of all the velocities. The e&d curve is the tting
resultf = av® e ® with a=0.165,b= 17.73,c= 1.91. Heref is the probability
density andv is the absolute value of velocity (see Eg. 5.21 and the text balh
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In Fig. 5.14(a) all the tracks of the vortices are compiled wether with a color
code of time to illustrate the whole creep process. These tracksopided unique
characteristics of the nature of a creeping Bragg glass phase s described in
Sec. 5.2. First, we notice that the vortices move collectiveland the order is pre-
served. In this case the assumption (I) of the collective pinninipeory is con rmed.
Second, the vortices do not always move along one directios auggested by the
TAFF model. The random meandering along the route is obvious. hird, there
are certain points the vortices are more likely to visit and stalonger, as shown
by the circles in Fig. 5.14(b). Those can be explained as thercguration points
with deeper potential well (or \major minima" versus \minor minima" as in [71])
in the energy landscape. This is consistent with the picture ofhe creep motion
in which the potential U is not uniform but varies from con guration to con gu-
ration. Fourth, unlike the moving glass at high velocity [55] the vortices do not
follow each other exactly along the same channel. Since thesaage velocity remains
almost constant as shown in the speed vs time plot in Fig. 5.15, arde driving
force should be very small to have such a small response, it is readedo assume
that the driving force can be considered constant throughoute process. Thus the
velocity distribution in Eq. 5.18 for a constant force can be gpgied here.

Fig. 5.14(c) shows the distribution of velocities of all the wtices and the
tting (red) function f = aw e ®% with v¢ = v 10 in the plot. | obtained
parameters:a = 0:165,b=17:73,c = 1:91. If we assume that the displacement of
each motion is constant or the variations are small, by an Arrheas law we have
v = Vvee Y. A simple extension of the 1D vortex string result of Eq. 5.18 to au
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case reads,
|
L)

1 R1 v w31 R Vv 7%

f(v)= —_—— — ex — —
V) UcRcVo Vo P Re Vo

(5.21)

HereR is the bundle size R, is the Larkin length which is the size of the smallest
bundle movable by the force. In the theory [70]U. is the minimum energy barrier
between neighboring metastable positions of a pinned bundletiva Larkin length
R¢.. Our tting of parameter c gives a characteristic energyJ, = 0:52g T (T =
4:2 K). However, the parameterb=aindicates U, = 107:5kg T ( 430 K). Typical
experimental values forU, are of the order of 18 to 10° K (p1151 in [2], [77]). In
[49] using the collective creep model, d. 48 K was deduced for NbSe

The con icting results shows the distribution model can not fuly explain our
data. Models for 2D bundle motion are required to explicitlyexamine the slow creep
motion we observed. The extension from the 1D to 2D motion is ntiivial as noted
in [70]. The scaling procedure to reproduce the mean velociigrmula of the collec-
tive creep model will be di erent and hence the interpretatn of the characteristic
energy U.. | hope further theoretical studies can clarify this issue. Nevineless, |
believe that this result shows that ne structure of the energydndscape does exist
in this system and is inconsistent with the picture of uniform pagntial wells from
TAFF theory.

On the other hand, our result showed the Weibull-type distribubn of the
velocity, if integrated over sizeR as in [70], will result in an exponential form of the
global distribution density of U. It is this exponential distribution that leads to the

nonlinear characteristics in the collective creep model. Tibe best of my knowledge
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our experiment is the rst microscopic measurement of the distoution of the creep
motion of a single bundle.

Other than the statistical properties, the velocity eld also reveals the spatial
distribution of the energy landscape. Although the motion hasertain randomness,
the energy landscape itself is rather ordered as can be seen frthra track com-
pilation using a color code of speed. Since the speed is monotaily related to
the potential height, this plot actually shows the energy ladscapeU(r;t) that is
probed by the creep motion process. Note that {t) here denote a con guration that
is detected at timet with one vortex at r. U is de nitely a function of magnetic
eld B and currentj as posited in the collective creep model. Time here can be
viewed as parameterized by these two quantitig¢¢B; j): If we assume that these two
guantities do not vary enough to have an observable consequenan U, then the
plot can be viewed as the spatial distribution of the landscapeithh an exponential
scale sincev / eY . Certain features are noticeable in this plot. The periodity of
the distribution coincides with the periodicity of the lattice. This is quite apparent
since the elastic and disorder energy would not change if the v@x bundle move to
a symmetric position. Also, this is assumed in the TAFF and the coll¢éwe creep
theory. Unlike in the TAFF model, we did not observe the washboardrequency
which isf,, = hvi =g as in [49]. The reason is that even the landscape has a spatial
modulation ag, and the transition from one major minimum to another is rathe
random in the very slow creep region. Therefore, the time of ¢htransition de-
pends on the random path instead of a constartf, which would contribute to a
peakf, = 1=t, in the Fourier transform of the longitudinal velocity vs. time plot
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in Fig. 5.15. The physical picture of creep is far from the tikd washboard model
in TAFF because the rich 2D energy landscape with many metastabitates give
rise to the random hopping through the available states muchkié a water droplet
moving down a slightly tilted surface. These metastable states dithe creep motion

are signatures of the Bragg glass system.
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Figure 5.15: Velocities. Velocities parallel and perpendicular to the moving di-
rection are plotted as a function of time in (a) and frequencyn (b). No prominent
peak found in (b) at the washboard frequency,, = hvi =g = 2.28 (pm/s)/68.3
(nm)  0.03 mHz. The insert in (b) shows the data around 0.03 mHz.
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In conclusion, we directly imaged the creep motion of the Braggglass by
LTSTM. The results con rmed the collective creep picture wih an energy landscape
by direct evidence for the rst time. Our data also revealed fdares of the energy
landscape in detail, providing a new incentive and input forheoretical modeling to

go beyond thev f characteristics and study the nature of the moving glass system.

5.4.3 Imaging the Interaction with Disorder

In the theoretical modeling, the quenched disorder in the Bgg glass is simpli-
ed as point impurities with Gaussian correlations. This mathenatical convenience
does not cost much in determining the general properties of éhvortex system as
the models could predict much of the behavior of the statics dandynamics. How-
ever, the disorder and the details of the interaction cannotéignored. For example,
one has to refer to strong pinning theory to address the problemith extended or
correlated disorder such as twin boundaries [2].

As a powerful microscopic instrument, STM is an undisputable clae to look
into the details of the interaction. This is based on the advaage of the LTSTM sys-
tem which uniquely images the core of the vortex and thus hasnauch higher spatial
resolution than other probes. Its strength was rst demonstratecby Troyanovski
et al. [49] on the plastic motion of the vortex with strong pinning ceters. Here |
show some of the work we have carried out on the direct imaging ioteraction of
a moving vortex system with a variety of local impurities.

The rstimpurity is the Fe atom clusters as we discussed in Sec. 514 Fig. 5.16
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shows 4 of the consecutive frames of the movie. As pointed out byetshort arrow,
one of the vortices was as if pulling away from the impurity athe center of the
image while the majority of them remain in position relative ® the impurity and
the structural defect indicated by the long arrows. Also noticdale is that the
vortices along the line of the structural defect are distortedoward it.

The second impurity is the pit we created in Ch. 4. The interagbn of the
vortex system with this impurity is illustrated in Fig. 5.17. The 4 consecutive images
are Fourier ltered and inverted so the vortices are now dispiged as white disks.
The arrow at the top points out the interface of a sliding plane The slip happened
at (c) along the lattice axes. It is interesting to notice that he bundle at the upper
right corner slid as a whole. This is consistent with the movinglgss theory in which
vortex system moves bundle by bundle [55]. To the best of our kntegige this is
the rst time the abrupt sliding interface has been directly imaged.

The third type of defect is the extended structural defects sicas folding
layers or twin boundaries we found on the surface that can inda more distortion
in the lattice structure than the two weak pinning centers | mationed above. In
Fig. 5.18 (a) the topographic image shows structural defectdl across the eld of
view. Fig. 5.18 (b) to (c) are 3 consecutive frames of the movshowing the vortices
moving across the area. The yellow arrow points to an area wigethe distortion is

developing in frame (c).
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(@) (b)

\ \

Figure 5.16: Interaction With Impurity (1). (a)-(d) are four consecutive frames
from a movie series of vortex motion around an Fe impurity at th center. Arrows
points to a moving vortex close to the impurity and the stationay vortices. Image
size 500 nm 500 nm.
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Figure 5.17: Interaction With Impurity (11). (a)-(d) are four consecutive
frames from a movie series of vortex motion around a structureetect at the center.
Arrows points to a sliding surface. Image size 400 nm 400 nm.
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() (d)

Figure 5.18: Interaction With Impurity (111). (a) shows the topography image
of the area. (b)-(d) are 3 consecutive frames from a movie serief vortex motion
around extended defects on the surface. Arrows point to an arediere the distortion

is developing. Image size 500 nm 500 nm.
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As illustrated above, the interaction between the vortex systemand the dis-
order can be directly imaged in detail with great precision. & studies of the
microscopic theory about vortex interactions with the landsape, including defects,
this technique provides a unique chance to directly visuakzthe force eld and the
potential pro le. Also it is useful in checking some of the assumpins in the elastic
model as | discussed in Sec. 5.2. Here | leave the further discussibths work to

later publications.

5.5 Conclusion and Future Work

In this Chapter | demonstrated the use of LTSTM as a new weapon tattack
the problems in the vortex system. It has many advantages ovether probes in
resolution and applicable magnetic eld strength. The primay limitation is the
eld of view in our current system. The study of the statics and dyamics of the
vortex matter in the low-T, type Il superconductor NbSe provides for the rst
time direct evidence of the Bragg glass phase in the creep motimode. Our most
important result is the revelation of the energy landscape ohe dynamic creep phase
of the moving glass. The evidence strongly supports a collectigeeep picture with
a Weibull-type distribution of the potential heights in the landscape for a single
bundle. Also the spatial distribution of the landscape is direcyl mapped out in the
eld of view. Further application of this technique includes a study of the interaction
microscopically which will bene t more detailed modeling abut the interaction and

the macroscopic model.
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There are many extension of the current work possible. One of thaost
interesting measurements would be to visualize the melting dfi¢ Bragg glass phase
to the disordered solid through the peak e ect lineHy(T) in the phase space. Also
the creep motion in the disordered phase could be compared witie current study.
Both of these require a higher magnetic eld than we can currdy provide. So
further improvement of the instrument in the applicable eld strength is crucial to
advance our studies in these areas. The future design of the STM st should
be geared toward continuously enlarging the eld of view andhcreasing the scan
speed to improve both the static and dynamic measurements.

Another important challenge is to establish controllable drilng sources from
magnetic elds or applied currents. A direct measurement of @ eld prole in
the current setup would make possible the calculation of the aunt distribution in
the sample. To meet these challenges an extension or partial nnodtion of our
LTSTM system is required. On the other hand, a rather straightfovard extension

of our work would be to study the Bragg glass phase in HTSC samples.
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