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For many small-scale systems, compact rotary actuators are highly attractive. 

Many current millimeter-scale motor technologies, such as electrostatic motors and 

electromagnetic motors, operate at high speeds (on the order of 10
5
 RPM) but low torque, 

usually pico- or nano-newton-meters. In order to drive large loads at speeds closer to 100 

to 1000 RPM, gearing would be required, which drastically increases system complexity 

and size. Electromagnetic motors, which are effective at the macro-scale, become less 

practical at the millimeter-scale due to unfavorable scaling of energy density and 

complex fabrication. Electrostatic micro-motors require approximately 100 V for 

operation and produce limited torque. Traveling wave ultrasonic motors (TWUM) can 

provide micro- to milli-newton-meters of torque at low speeds and fill a necessary place 

within the millimeter-scale rotary motor landscape. Using recent developments in high 

quality piezoelectric film deposition and microfabrication techniques, TWUM can be 

made an order of magnitude smaller than currently possible.  



  

The fabrication process for the TWUM is described within, with a focus on stator 

fabrication and the enabling fabrication methods developed for the manufacture of 

TWUM, including backside vapor-HF release, deep reactive ion etch footing release, and 

photoresist deep-trench refill. Design and characterization of the traveling wave stator 

component, both disc and ring are described. Disc stators, 1 to 3 mm in diameter, 

exhibited traveling waves up to 1 µm in out-of-plane amplitude with quality factors in air 

of 95. The design process for ring stators with mechanical impedance transformer tethers 

is presented. The tethers are designed to allow large motion at the stator perimeter, while 

tethering the stator to the anchored substrate. This mechanical impedance transformer 

tether allowed for an in increase in standing wave amplitude by over 100% compared to 

straight tethers. TWUM were demonstrated and characterized, and represent the smallest 

TWUM currently reported, at 2 to 3 mm in diameter and less than 1 mm thick. Motor 

performance characteristics are presented, with speeds exceeding 2000 RPM while 

consuming 4 mW of power at 10 V. These millimeter-scale motors have potential 

applications in fields such as fuzing, medical imaging, micro-robotics, and sensor 

steering and calibration. 
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1 Introduction 

Microelectromechanical systems (MEMS), which grew out of the 

microelectronics industry in the 1970s, have produced a number of commercial products. 

MEMS devices can often be separated into two classes: sensors, and actuators. Sensors, 

such as accelerometers and gyroscopes, are used to measure various physical phenomena 

and transform this into electrical signals. Actuators transform electrical energy into 

mechanical motion. At the macro-scale, rotary motors are a common form of actuator. 

Electromagnetic motors dominate the macro-scale motor landscape, however traveling 

wave ultrasonic motors (TWUM) represent an important class of actuators for quiet, high 

resolution operation, widely used in applications including camera autofocus lenses, 

robotics, medical actuators, and various aerospace systems. TWUM are an attractive 

actuator technology because they are compact, efficient, reversible, and can provide low-

speed high-torque output without gears. If the motors are vertically preloaded, a zero-

power holding torque and large output torque can also be achieved [1]. 

For many small-scale systems, compact rotary actuators are highly attractive, 

especially those that produce high torque at low speeds and do not require gears. 

Electromagnetic motors, which are effective at the macro-scale, become less practical 

and attractive at the millimeter-scale due to unfavorable scaling of energy density and the 

complex motor components are difficult to fabricate. Electrostatic motors require 

relatively high voltages and produce limited torque [2]. Electrostatic and electromagnetic 

motors at this scale both operate at high speeds (on the order of 10
5
 RPM). Transitioning 

electrostatic and electromagnetic motor technologies to the millimeter-scale would 
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require gearing for many applications in order to transform the motor power to lower, 

more usable speeds on the order of 100 - 1000 RPM. This requirement for gearing adds a 

complexity to systems that cannot be easily overcome. Gears reduce the efficiency and 

compactness of the system in addition to adding complexity to the overall motor design. 

Thus for low speed applications (100 - 1000 RPM), TWUM fill a necessary place within 

the rotary motor landscape, especially at the millimeter-scale. For this reason, researchers 

and commercial entities have attempted miniaturizing TWUM. The literature indicates 

that miniaturization of TWUM using traditional manufacturing techniques is limited by 

manufacturing precision when fabricating motors on the order of 10mm in diameter [3]. 

Using recent developments in high quality piezoelectric film deposition and patterning, 

and MEMS fabrication techniques, it is proposed that TWUM can be made an order of 

magnitude smaller. Beyond enabling miniaturization, it is proposed that MEMS 

fabrication will allow for low-voltage and low-power motor operation, as well as batch 

production of motors, driving down cost and opening the door to possible high-volume 

application spaces such as consumer electronics, medical actuators, and small-scale 

military devices. 

The objective of this work is to create a wafer-scale integrated millimeter-scale 

traveling wave ultrasonic stator combined with a rotor to create motor action, with power 

consumption lower than 10 mW, and amenable to batch production. At completion of this 

project, this dissertation contributes the following to the field: 

 Demonstration of a millimeter-scale thin-film traveling wave ultrasonic motor 

(the smallest demonstrated TWUM). 

 Design of a vertically compact millimeter-scale ultrasonic motor 
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 Fabrication of a wafer-scale integrated traveling wave ultrasonic motor 

 Design lessons for resonant MEMS devices including, but not limited to traveling 

wave ultrasonic motors 

 

Following a short overview of traveling wave ultrasonic motors in this section, 

the fabrication process for the motors is described in Section 2, with a focus on stator 

fabrication and the new processes to enable manufacture of miniaturized TWUM. 

Sections 3 through 5 describe the design and characterization of disc stators, ring stators, 

and motors respectively. Section 5 includes performance results of a prototype motor, 

with speeds exceeding 2000 RPM while consuming 4 mW of power at 10 V. Concluding 

remarks are contained in Section 6, including future works, and potential applications, 

such as fuzing, medical imaging, micro-robotics, and sensor calibration. 

 

1.1 What is a Traveling Wave Ultrasonic Motor 

A traveling wave ultrasonic motor (TWUM) is a motor which uses the surface 

motion caused by a traveling wave in a stationary vibrating component (the stator) to 

propel a movable component (the rotor). The traveling wave is generated in the stator by 

exciting two standing waves that are separated in space and phase. These standing waves 

are created by exciting resonance modes. An example of a standing wave in a disc is 

shown in Figure 1.1. The red sections, or anti-nodes, move vertically while the blue 

sections, or nodes, are stationary. The nodal points are collected in nodal diameters and 

nodal circles, both pictured in Figure 1.1. 
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Figure 1.1. Simulated standing wave achieved through modal finite element analysis of 

resonance excitation using ANSYS. The red sections move vertically and are called anti-

nodes. The blue sections are stationary and are called nodes, collected as either nodal 

diameters or nodal circles. This mode is called the B13 mode. 

 

In discrete systems, such as simple mass-spring systems, there are a limited 

number of resonances related to the number of independent energy storage elements. For 

these discrete systems, resonances are often identified by their order in frequency from 

lowest to highest. In contrast, a continuous system has infinite resonances. For each 

resonance there is an associated frequency and mode shape. For simple structures like 

rings, discs, and rectangular plates, the mode shapes are expressed in predictable patterns. 

Although these general patterns are consistent from disc to disc, the order of the 

resonance frequencies can be altered by geometric and material properties. For this 

reason, resonance modes in these simple continuous systems are often categorized by 

Nodal CircleNodal 

Diameters
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their mode shape. These mode shapes are classified by the characteristics of their nodal 

regions, colored blue in Figure 1.1. These nodal regions experience no motion and are 

expressed symmetrically in these discs and rings along principal coordinates. In rings and 

discs, these axes are radial and circumferential (r and θ). The mode shape shown in 

Figure 1.1 is classified as a B13 mode because there is one nodal circle and three nodal 

diameters. To further illustrate this categorization principle, another mode shape is shown 

in Figure 1.2. This mode shape is classified as the B21 mode shape with two nodal circles 

and one nodal diameter. 

 

 

Figure 1.2. Illustration of the B21 mode of a disc stator with two nodal circles and one 

nodal diameter. 

 

When a single resonance mode is excited, a point on the neutral axis of the stator 

moves vertically in a sinusoidal pattern. The relative magnitude of the vertical oscillation 

is determined by the spatial location as governed by the mode shape. For a point on the 
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neutral axis, the vertical deflection over time, w, can be represented in polar coordinates 

by Equation 1.1. 

                                 (1.1) 

   

In Equation  1.1, Amn is the radial magnitude of the mode with m nodal circles and 

n nodal diameters, and ωmn is the resonance frequency associated with the mode, while r 

is radius, θ is angle and t is time. Figure 1.3 shows Amn(r) for the B21 resonance mode 

shown in Figure 1.2. 

 

Figure 1.3. The radial magnitude, A21(r), of the B21 mode in Figure 1.2 is plotted here, 

showing the location of the peak deflection. 

 

When this mode shape is combined with an orthogonal resonance mode, with a 

phase offset of 90°, the vertical deflection as a function of time can be described through 

superposition by Equation 1.2. 

 

                                                        (1.2) 
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In Equation 1.2, the component, sin(nθ), represents the orthogonal mode, which 

looks identical to the original mode, simply shifted by one quarter of a wavelength in 

space, while sin(ωmnt) represents the 90° phase offset. The spatial shift means that anti-

nodes of one mode shape are located along nodal lines of the orthogonal mode and vice 

versa. Two orthogonal modes of a ring are shown in Figure 1.4 displaying this offset. 

 

 

 

Figure 1.4. Two orthogonal modes showing the quarter-wavelength offset. If these modes 

are combined with two drive signals 90° out of phase, the resulting response will 

be a traveling wave of constant amplitude. 
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The sin(ωt) component in Equation 1.2 represents the 90° phase offset from 

cos(ωt). Through a trigonometric identity, Equation 1.2 can be simplified to the equation 

for a traveling wave in Equation 1.3. 

 

                             (1.3) 

 

This traveling wave can be illustrated by observing that w, at any angle θ, in a 

stationary reference frame will achieve the full range of amplitude Amn(r), because the 

quanitity (nθ –ωmnt) reaches the full range of [0 to 2π]. This means that there is no nodal 

point within the disc. In a rotating reference frame, if θ = ωmnt/n + θi, the amplitude is 

constant, meaning that the wave of constant amplitude is traveling about the fixed disc. 

As the wave travels, the surface points of the stator move in elliptical orbits because the 

surface is offset from the neutral axis. The vertical component of this elliptical orbit 

arises from the out of plane motion of the wave, whereas the lateral component of the 

elliptical orbit comes from the varying angle of the neutral axis. Because the surface is 

offset from the neutral axis, the surface points move laterally when the neutral axis is 

angled. This elliptical orbit is shown in Figure 1.5. 
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Figure 1.5. The elliptical orbit of the stator component is illustrated here, showing the 

effect of neutral axis tilt. 

 

When the rotor comes into contact with the elliptically moving points on the 

stator surface, force is transmitted tangentially from the stator to the rotor through 

frictional contact. This frictional contact allows for large forces to be transmitted at low 

and usable speeds, however, this frictional contact makes accurately modeling TWUM 

extremely difficult. In the following two sections, these and other advantages and 

disadvantages of TWUM will be discussed. 

 

1.1.1 Advantages 

Advantages of TWUM described in the previous section include favorable energy 

density, high-torque low-speed operation, zero-power holding torque, and compactness. 

In this section, these advantages will be discussed and developed more, with comparison 

to various motor technologies, with a specific focus on small-scale mechanisms. 
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Energy density is a useful tool for comparing motor technologies, especially for 

small-scale mobile systems because of their limited payload capacity. Reducing the 

payload dedicated to the motor allows for more energy payload or more objective 

payload, allowing the devices and systems to operate longer, or provide more 

capabilities. Energy density scales favorably for ultrasonic motors compared to 

electromagnetic motors. 

 

High-torque low-speed operation is an important advantage for this class of 

motor. Because most loads operate at low speeds, gear trains are often necessary to match 

the load speed to the motor speed at peak efficiency. These gears can be difficult to 

produce at small scales, and introduce size, complexity, loss due to friction, and failure 

mechanisms into the system. Ultrasonic motors create an inherent gear-down through the 

frictional coupling mechanism, allowing traveling wave that propagates through the 

stator at hundreds of kilohertz to create rotor motion on the order of tens of hertz. 

 

Power and energy limitations are the most constraining characteristics in small-

scale systems, and orders of magnitude improvement in energy storage capability in 

batteries is unlikely. For this reason, anything that can be accomplished with minimal- or 

zero-power consumption is very attractive. Ultrasonic motors exhibit a zero-power 

holding torque as a function of the normal load applied, meaning that with zero-power 

applied, the motor will resist rotation from external torque due to the frictional nature of 

the drive mechanism. This zero-power hold, along with excellent positional resolution, 

makes ultrasonic motors attractive for intermittent positioning applications. 
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Low power operation is another area where ultrasonic motors provide a specific 

advantage. Because piezoelectric actuation inherently requires low power, the motor can 

be much more efficient than other actuators at the millimeter scale. An example can be 

seen in small-scale MEMS armaments fuzing technology. The Naval Surface Warfare 

Center has developed a fuze that uses MEMS thermal actuators to move an 

explosive[4][5]. These actuators require high current (100 mA – 1 A draw, and thus high 

power for operation. This power requirement prevents fuzes with MEMS thermal 

actuators from being applied to small systems or for systems that cannot harvest energy 

from launch. With only a small amount of stored or harvested energy, TWUM could 

provide the same motion and force, enabling higher capabilities and smaller systems. 

 

Finally, the high energy density, high-torque low-speed operation, and simple 

construction of the traveling wave ultrasonic motors can be fabricated in a compact form 

factor less than 1 millimeter thick. For example, the ultrasonic motor using cantilevered 

PZT beams in [6] is 2 mm in diameter and 300 µm thick, yet still provides 3.2 µNm of 

torque. The compact size is useful for small scale systems where space is placed at a 

premium. 

 

1.1.2 Disadvantages 

At the macro-scale, the two main challenges and limitations of TWUMs are durability 

and temperature sensitivity. Durability is a concern because the frictional nature of the 

drive mechanism could create wear in the stator and in the rotor. This wear could change 

performance over time, and eventually cause failure, especially if continuously operated 
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for long durations. In recent years, macro-scale ultrasonic motors have demonstrated 

good resistance to wear, with a motor operating intermittently for 250 million revolutions 

with no performance degradation [7]. Temperature sensitivity has also been a well 

documented problem in ultrasonic motors[1]. Temperature can be changed by transient 

ambient conditions or by heat generation in the motor (either through friction or through 

hysteresis in the piezoelectric material). Because of the numerous sources of heat, 

temperature stability and sensitivity are important. This temperature variation can cause 

large problems because the macro-scale motors demonstrate non-linear softening 

resonance [8]. Temperature can change the resonance characteristics, which can have 

drastic implication for drive characteristics if the shift causes a catastrophic jump. To 

mitigate this effect, macro-scale ultrasonic motors are often operated away from the peak 

frequency to prevent this catastrophic jump. Resonance characteristics are also often 

monitored during operation and feedback control used to ensure optimal frequency input. 

At the mm-scale these thermal effect are expected to be mitigated somewhat by the 

increased surface area/volume ratio. Wear issues at the mm-scale are unknown, though 

thin film wear coatings are likely a solution to long term wear. 

 

1.1.3 TWUM history  

The traveling wave ultrasonic motor was originally invented by T. Sashida in 

1982 while attempting to create a compact high-force actuator to mimic the human hand 

[9]. This motor became quickly commercialized by Canon for auto-focus in single lens 

reflex (SLR) cameras [10][11], and is still used today due to its excellent resolution and 

compact form factor. The motors were also commercialized for automotive applications 
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[12] and interior architecture applications where silent operation was desired [9]. 

Miniaturization efforts were performed to use the TWUM as a watch drive, however 

competing technologies, specifically quartz, have since replaced it. These miniaturization 

efforts resulted in a motor 10mm in diameter [1] which was used for a vibrating alarm on 

a wrist watch. Further miniaturization was attempted by Flynn using microfabrication 

techniques, however despite promising initial results this effort proved unsuccessful [13]. 

Reported results suggest that a traveling wave was not actually generated. This is evident 

because only uni-directional motion was observed despite switching the phase offset [14]. 

 

1.2 Motivation 

Many of the previously stated beneficial characteristics of TWUMs would be 

particularly useful in a miniaturized system. In systems at the millimeter scale, 

appreciable forces at low speeds are incredibly difficult to create because resonance 

frequencies increase with decreasing size, while forces decrease greatly with decreasing 

size. Actuation technologies such as electrostatics and piezoelectrics are ideally operated 

at high frequency and have very limited motion. Electrostatic actuators are also very 

limited in the amount of force that can be generated. Electrothermal actuators can provide 

larger motion at slower speed, but consume significant power. TWUM uniquely address 

the void in the millimeter-scale actuator space for high force, large stroke, low speed, and 

low power actuation. Favorable energy density scaling and zero-power holding torque 

would also be beneficial for such millimeter-scale actuators. Finally the planar, compact 

structure of the TWUM makes this actuator amenable to microfabrication. 
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1.2.1 Manufacturing limitation for TWUM 

Although the structure of the traditional TWUM is simple, it takes precise 

patterning of the device to properly excite the traveling wave. If the manufacture of the 

device is not performed precisely, the stator will not have matching orthogonal modes, 

preventing traveling wave excitation according to Equation 1.3. Current manufacturing 

techniques are limited in this capability, and cannot reliably produce patterned 

piezoelectric devices below the 1 cm scale. Microfabrication offers a solution to this 

problem by providing micrometer resolution for patterning devices. This high resolution 

allows for accurate patterning of electrodes and support components so that the resonance 

characteristics of the orthogonal modes match. 

 

1.2.2 Batch production 

Microfabrication also presents a unique capability for large scale manufacturing. 

As production volumes increase, the cost of producing each device drops rapidly. A large 

number of motors could be manufactured simultaneously in batches of silicon wafers. A 

150 mm diameter wafer has over 300 ultrasonic stators, despite relatively sparse packing. 

For this reason, creating a motor that is constructed within this wafer-scale process is 

extremely beneficial. Such benefits would require large market demands, such as 

consumer electronics [15], in order to justify such batch fabrication, however recent 

successes of accelerometers, RF filters, and ink-jet printer heads suggest that if the 

demand exists, the cost of such a component can be greatly decreased. 
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1.2.3 Possible application areas 

Many potential fields for using small-scale motors have been proposed over the 

years, some of which appear to be distant, while some provide a potential for more 

immediate implementation. The following topic areas for potential application will be 

discussed in detail: small robots, small low-power actuators, medical devices, and 

military applications. 

 

1.2.3.1 Small robots 

Flynn’s work on small-scale ultrasonic motors grew out of a desire to create 

small-scale gnat-like robots which could be used for reconnaissance and small scale 

repair [16][17]. This remains a distant concept despite gains in microelectronics over the 

past 20 years. The problem is especially complex and challenging because of the limited 

energy available on such a platform. The control problems associated with platform like 

this are also incredibly complex, with current state-of-the-art platforms orders of 

magnitude larger and requiring vast amounts of sensor input, often from high resolution 

mounted cameras [18]. More realistic may be the use of small motors in miniature 

ground-mobile platforms for mobility, where more energy and sensor payload can be 

carried. These motors could also be used within a robotic platform [19] to or manipulate 

directional components, such as cameras or directional sensors. 

 

1.2.3.2 Small low-power actuators 

Several recent DARPA programs have targeted developing rotating platforms for 

a variety of applications. The first program, Information Tether Micro Automated Rotary 
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Stages, was initiated to develop rotating platforms that could be electrically connected to 

the anchored substrate, yet be free to rotate continuously. These stages could be used for 

optical information transmission among a network of these devices. The second recent 

DARPA program in small-scale rotating platforms was a gyroscope calibration program 

called Primary and Secondary Calibration on Active Layer. The program was designed to 

address challenges associated with long-term bias and scale-factor drift of positioning, 

navigation, and timing components. The rotating platform was proposed for in-situ 

calibration of these inertial sensors. These programs highlight the growing interest in 

micromotor technology, especially as the MEMS field matures. These low-power 

actuators could also be used to provide new capability in small systems. For example, if a 

motor can be used to steer a micro-lidar receiver, it would allow the system size and cost 

to be significantly reduced by eliminating the need for a high power laser and substituting 

a diode, while also potentially eliminating magnification components and amplifiers. 

 

1.2.3.3 Medical devices 

Rotating stages could also be useful in a number of biomedical applications. Not 

only could it be used for manipulating small tools, such as forceps, but it could also be 

used as a rotary platform for intravenous ultrasonic imaging. Currently intravenous 

ultrasound exists in two forms – a phased array and a rotating transducer. The rotating 

transducer has many benefits over the phased array approach, however it has limited 

ability to enter deep into the body because a relatively thick torsion rod needs to support 

the torque transmitted from a motor outside of the body[20]. Furthermore, wobble arises 
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due to the length of the torsion rod, reducing image quality. By moving the motor to the 

catheter tip, better imaging can be performed deeper into the body. 

 

1.2.3.4 Military applications 

Several uses for a small rotating platform have been identified with military 

application as well. Fuzing is a field that is very sensitive to concerns of size, weight, and 

power, and this ultrasonic motor provides a small, light, low-power alternative to current 

fuzing components. To move arming mechanisms, MEMS fuzes use high-power thermal 

actuation[5][4] or rely on inertial energy from the spin of the round[21]. In some, cases, 

this abundance of energy is not available, so a new fuzing actuation mechanism must be 

developed. The ultrasonic motor offers a unique capability of rotation, as opposed to 

many linear MEMS mechanisms. Rotation provides continuous motion for large 

displacements. Compared to a linear mechanism, a rotary device is inherently unable to 

arm due to shock and can be utilized to create a drop-safe fuze design. This TWUM can 

also be used to prevent common-mode failure in dual MEMS safe and arm devices. Since 

the motor is also reversible, it can also re-safe command-arm fuzes, a feature that is not 

currently possible in small-scale fuzes. 

 

1.3 Current State of the Art 

The following section contains a survey of the current state-of-the-art in the field 

of small-scale ultrasonic motors. Current research and commercial efforts in small-scale 

ultrasonic motors are discussed. 
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1.3.1 Research 

Research into small-scale ultrasonic motors has been going on for over 20 years. 

Initial work by Flynn et al. was foundational in the field of miniature ultrasonic motors 

[14]. Flynn fabricated ultrasonic stator membranes that could cause rotations on the order 

of 100 revolutions per minute. These stators did not operate as intended, as reversing the 

phase offset between the two input electrodes had no impact on the direction of rotation. 

Furthermore, rotation was observed even when only one signal was applied. It has been 

speculated that the membrane did not truly support a traveling wave, and the rotation was 

merely due to an unexpected standing wave excited in the membrane [2]. Muralt et al. 

also had early contributions in the form of a thin film vibrating motor [22]. This motor 

was designed with elastic fins to create rotation. The vertical deflection of the PZT film is 

transformed into lateral motion by angled fins that created uni-directional rotation upon 

standing wave excitation. Morita et al. demonstrated a number of tube-based ultrasonic 

motors [23][24]. Uchino et al. followed this work by demonstrating a bulk-actuated steel 

tube ultrasonic motor [25], culminating in a stator 1.6 mm in diameter and 4mm long 

[26]. This motor used the degenerate modes of a hollow cylindrical shaft to create 

motion. The rotor was spring loaded through the center of the shaft, creating preload and 

centering. More recently, Kaajakari et al. demonstrated a polysilicon motor driven with a 

bulk PZT slab [27][28], and Piratla et al. extended this work, reporting a polysilicon 

motor with an integrated control mechanism [29]. Unlike traditional ultrasonic motors, 

the rotor in this motor is propelled by air flow, so the stator and rotor are not in contact 

during operation. This type of motor can produce high speed rotation, but is inherently 

limited in torque production [30]. Tang et al. have created a small-scale standing wave 
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ultrasonic motor that is driven wirelessly by replacing the traditional piezoelectric 

material with magnetostrictive material which is then actuated wirelessly by magnetic 

field [31], with a refined design presented in [32]. 

 

1.3.2 Commercial 

Companies have also demonstrated small-scale ultrasonic motors with 

applications from watches to smart phones. Seiko created a 10mm diameter ultrasonic 

motor for watch drive [1], while ultrasonic motors have also been used for vibrating 

alarms in watches [33]. PCBmotor has performed promising miniaturization work by 

assembling bulk components on a PCB and using the circuit board material as the elastic 

material [34]. Although this manufacturing technique is inherently limited in 

miniaturization due to the same resolution problems faced in traditional motors, it does 

provide a low cost avenue for incorporating a TWUM into a system. New Scale 

Technologies has demonstrated rotary ultrasonic motors in a variety of shapes on the 

order of 10-100mm in characteristic dimension, while also creating unique linear 

ultrasonic motors as well [35]. 

 

1.4 Dissertation outline 

Following this introduction section, the microfabrication process for the motor is 

described in Section 2, with a focus on stator fabrication and the new processes to enable 

manufacture of miniaturized TWUM. Sections 3 and 4 describe the design, modeling and 

characterization of disc stators and ring stator respectively. Section 5 describes the 
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design, modeling, and characterization of the miniaturized TWUM. This section includes 

performance results of a prototype motor, with speeds exceeding 2000 RPM while 

consuming 4 mW of power at 10 V. Concluding remarks are contained in Section 6, 

including future works and potential applications, such as fuzing, medical imaging, 

micro-robotics, and sensor calibration. 



 

 

 

 

21 

 

2 Fabrication 

This section presents information on the fabrication procedure for miniature 

traveling wave ultrasonic motors using microfabrication techniques. The process for 

creating traveling wave ultrasonic motors leveraged previous work in chemical solution 

deposited lead zirconate titanate (PZT) microelectromechanical system (MEMS) switches 

and actuators at the U.S. Army Research Laboratory [36]. 

 

2.1 Existing PiezoMEMS Processes 

Fabrication under this established PiezoMEMS process can be split into 5 steps: 

actuator deposition, actuator patterning, interconnect metal deposition, reactive ion 

etching and etch passivation, and deep reactive ion etching and release. Each of these 

steps will be discussed in further detail below. 

2.1.1 Actuator Deposition 

Many materials could be used as the active material in an ultrasonic motor, 

however PZT offers a unique benefit in its large piezoelectric coefficients and coupling 

coefficients, while also being a well-studied, reliable material. Materials such as 

aluminum nitride would not be nearly as successful due to the smaller piezoelectric 

coefficient, which would limit out of plane deflection. With thin-film PZT chosen due to 

its excellent properties well suited for actuation, the deposition method must be chosen 

and justified. The most common deposition techniques for thin-film PZT include 

sputtering, and chemical solution deposition. 



 

 

 

 

22 

 

Sputtered PZT with excellent properties has been demonstrated with some success 

by Fujifilm [37], but sputtered PZT has proven difficult to reliably produce, with 

deposition rates and characteristics greatly influenced by the changing chamber and 

target conditions and generally have dielectric breakdown strength 50% lower than PZT 

deposited by chemical solution depsotion (CSD). CSD, however, allows control of 

stoichiometry and produces dense thin films at a fast rate. The main drawbacks of 

chemical solution deposition include residual film stress, defects, and sensitivity to the 

annealing process. Residual stress and edge beading limits the thickness of PZT 

deposited by CSD techniques to between 1 and 2 µm. Defects are a common problem in 

manually deposited films, however recent attempts at automating the deposition process 

has reduced defect density considerably [38]. Finally, annealing conditions are extremely 

important in determining crystallographic orientation and have recently achieved <001> 

crystallographic texture in excess of 95% [39]. 

 

For chemical-solution deposited PZT films to demonstrate the highest 

piezoelectric properties, the composition should be near the morphotropic phase 

boundary (52% Zr, 48% Ti), and the crystals should be oriented in the <001> direction. 

Stoichiometry determines the composition, while the underlying layers and annealing 

conditions determine the crystallographic orientation. Starting with a (100) silicon 

substrate, a thermal SiO2 layer is grown with a thickness of 3000 Å. To properly control 

the texture in the PZT, the first layer of the metal-PZT-metal actuator stack is 

approximately 300 Å of titanium sputtered onto the insulating thermal silicon dioxide. 

This titanium is then fully oxidized  into a rutile structure to create a template for the next 
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layer, platinum. A 1000 Å thick layer of platinum is then sputtered on the titanium 

dioxide at 500 °C, which functions as a growth template for the platinum. This method 

has been shown to create highly <111> oriented platinum, which in turn is a good 

template for lead titanate seed layer [39][40]. This dense platinum film also prevents lead 

diffusion through the bottom electrode. Atop the Pt, a 17 nm thick layer of lead titanate 

(30% Pb excess) is spin-deposited and crystallized. This lead titanate acts as a seed layer 

to promote <001> growth of oriented PZT, desired for its higher piezoelectric coefficient 

compared to <111> oriented PZT [41]. The PZT solution uses a 2-methoxyethanol 

solvent and is spin-deposited onto the wafer and pyrolized to remove the organic 

solvents. Every two layers, the wafer is annealed at 700°C. When the desired thickness is 

achieved, the top platinum (1000 Å) is sputter deposited on top of the PZT at 500 °C. 

This process is described in greater detail in [39]. 

 

2.1.2 Actuator patterning 

With the actuator stack deposition complete, the films must be patterned to define 

the active device areas. Micrometer alignment and vertical sidewalls of these patterns are 

critical to maintain the symmetry necessary to generate the traveling wave. The 

patterning is accomplished by argon ion-milling, in a 4wave 4W-PSIBE Ion Beam Etch 

System, which physically etches the material. Ion-milling is desirable because a 

secondary ion mass spectrometry (SIMS) end point detector allows for automatic end 

point detection when the leading or trailing edge of the platinum peak is detected.  

Furthermore, ion-milling of the PZT produces nearly vertical sidewalls, preventing the 

undercut that results from wet etching. 
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Three argon ion-mill steps are used to fully pattern the actuator stack shown in 

Figure 2.1 (b)-(d). In the first step, the top platinum is etched to pattern the top electrode 

of the actuator, Figure 2.1 (b). Because the top platinum is only 100 nm thick, the etch is 

run at a lower power, 160 W, in order to limit over-etch into the PZT. Endpoint is 

determined when the platinum trace falls below the threshold level of 1.4x10
4
 counts per 

second. The second step is removing the remaining PZT and bottom platinum from all of 

the areas that do not require it, Figure 2.1 (c). In this step, a high power, 455 W, timed 

etch is used to etch through the majority of the thick PZT layer. A lower power is then 

used to finish the etch, with endpoint detection occurring when the platinum signal (from 

the bottom electrode) peaks and then drops 70% of the running average peak response. 

For the final step, a small portion of the PZT is removed, allowing access to the bottom 

platinum electrode, Figure 2.1 (d). To accomplish this, another high power etch is used to 

remove the majority of the PZT and a lower power etch is used to finish the etch with 

endpoint determined when the platinum signal, from the bottom electrode, rises above the 

threshold level of 1.4x10
3
 counts per second. This prevents the etch from progressing 

through the bottom platinum, however it leaves a thin layer of PZT in some areas of the 

wafer. To remove this thin layer of PZT, a very short wet etch (1:240:480 HF:HCl:H2O 

by volume) is used to remove any residual PZT. This step allows connection to the 

bottom platinum electrode, which extends below the PZT layers.  
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Figure 2.1. Actuator patterning steps. (a) Deposited unpatterned actuator stack (b) 

patterning top platinum layer via Ar ion milling, (c) patterning excess PZT and bottom 

platinum via Ar ion mill, (d) pattern via access to bottom platinum using Ar ion mill plus 

a short wet etch. 

 

In each of these ion-milling steps, after the endpoint is detected, a short over-etch 

is performed followed by a 50s etch at 50 degrees to clean up the sidewalls. After each 

etch is complete the wafers are exposed to an oxygen plasma to remove the photoresist. 

(a )

(b )

(c )

(d )

Platinum PZT TiO2 SiO2 Si
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During the ion milling step, some material can be re-deposited on the sidewall of the 

photoresist. This residual material is removed using ultrasonication in isopropyl alcohol 

after the oxygen plasma removal of photoresist. Finally, the wafer is annealed in an 

oxygen environment at 500°C for 60 seconds to drive out defects caused during actuator 

patterning. 

 

2.1.3 Interconnect Metal Deposition 

Once the active PZT areas have been defined, electrical connections and gold 

bond pads must be deposited as shown in Figure 2.2. To demarcate the areas where gold 

should be deposited, a 2 μm thick layer of AZ5214 photoresist is spun onto the wafer. 

AZ5214 is a positive tone photoresist, however, if baked and flood exposed after the 

patterned exposure, the exposure pattern is reversed – resulting in a negative tone 

masking layer that has a slightly re-entrant profile, which encourages the liftoff process 

[42]. Once the photoresist pattern is defined, a 20 nm thick layer of chrome and a 20 nm 

thick layer of platinum are evaporated using an electron beam evaporator. These layers 

act as an adhesion layer for the following 730 nm of gold, Figure 2.2 (b). After the 

evaporation is complete, the wafers are soaked in acetone to dissolve the photoresist 

liftoff mask. To decrease the liftoff time, dummy features are placed in the field to reduce 

the undercut length. After the liftoff process is complete, a short ultrasonication is 

performed to remove small particles. After ultrasonication and rinsing, the wafer is 

exposed to a low power (200 W) oxygen plasma for five minutes to remove any 

remaining organic contaminants on the wafer. The wafer is annealed in an oxygen 
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environment at 500°C for two minutes, or until there is no pinching in the hysteresis 

loops, indicating that all hydrogen has been driven out of the film.  

 

 

Figure 2.2. Interconnect metal deposition process. (a) Device cross-section after actuator 

patterning steps, (b) evaporation and liftoff of Cr/Pt/Au, (c) photoresist deposition and 

high temperature baking to enable electrical cross-overs, (d) gold evaporation and liftoff. 

(a )

(b )

(c )

(d )

Platinum PZT TiO2 SiO2

Si Gold Photoresist
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Another important function for the metal interconnects is bridging from the 

substrate to the top electrode. This is complicated by the fact that there needs to be an 

insulating layer between the electrical lead to the top electrode and the bottom electrode 

sidewall. To accomplish this, a sacrificial photoresist layer is deposited, patterned, and 

baked at 200 °C to create a rounded edge that will resist acetone during liftoff, Figure 2.2 

(c). A thick liftoff mask is then deposited and patterned. Four consecutive layers of 500 

nm of gold are deposited on the wafer to bridge between the top electrode surface and 

gold traces on the field oxide, Figure 2.2 (d). After the evaporation, acetone liftoff is 

performed followed by a short ultrasonication. This sacrificial resist/gold bridge process 

can also be used to create crossovers in the electrical leads. 

 

2.1.4 Reactive Ion Etching and Etch Passivation 

Once these steps are complete, the final device structure can be patterned and 

passivated as shown in Figure 2.3. To remove the silicon dioxide, which was exposed 

when the actuator stack was cleared from the field, a reactive ion etch (RIE) is 

performed, Figure 2.3 (b). This etch selectively removes the silicon dioxide in the 

exposed areas thereby opening access to the device layer silicon for etching, described in 

the next section. 
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Figure 2.3. Reactive ion etching and passivation. (a) Device cross-section after 

interconnect metal deposition and patterning, (b) Reactive ion etch (RIE) of SiO2 to 

expose silicon, (c) conformal alumina coating using atomic layer deposition, (d) alumina 

patterning via RIE exposing silicon surface. 

(a )

(b )

(c )

(d )

Platinum PZT SiO2 Si

Gold Photoresist Alumina
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As shown in Figure 2.3 (c), the next step is a conformal coating of alumina, 

Al2O3, accomplished using atomic layer deposition at 200 °C. A protective alumina layer 

is an important part of the fabrication process, serving multiple functions. The alumina 

protects the PZT from processing environments that could introduce hydrogen into the 

crystal lattice, changing the piezoelectric characteristics of the material and introducing 

more hysteretic loss. This hydrogen can be removed by performing high temperature 

anneals, however subsequent metal depositions limit the temperature (and thus the 

effectiveness) of these annealing steps. By encasing the PZT in the conformal alumina 

protective coating, the post-annealing properties are maintained, despite further 

processing that would normally be harmful. The alumina also serves an important 

purpose at the end of the process. Devices built on silicon-on-insulator (SOI) wafers use 

the thin device layer atop the insulating buried silicon dioxide as a structural layer. To 

release the device, the handle silicon under the device must be removed. This is 

commonly done using xenon difluoride (XeF2), which is a gaseous isotropic silicon 

etchant. In order to properly release the device, however, the sidewall of the device layer 

must be protected. Conformal atomic layer deposited alumina has been used to protect 

the sidewall of a device Si layer from XeF2 etch without pinholes [43]. A similar 

technique is used in the ultrasonic stator fabrication process except the alumina is used to 

protect the silicon dioxide on the wafer surface, while allowing removal of the buried 

silicon dioxide using a vapor hydrofluoric acid release. 

 

The alumina is patterned using a reactive ion etch, Figure 2.3 (d). This pattern is 

offset by 5 μm from the edge of the silicon dioxide etch because the alumina must protect 
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the silicon dioxide layer during the final release step. If the passivation layer fails and the 

release etch removes this top silicon dioxide layer, the actuator stack will partially 

delaminate from the silicon structure and will no longer be useful as a resonant stator. 

 

2.1.5 Deep Reactive Ion Etching and Release 

With the top films patterned and passivated, the stator structure is now formed 

and the device released, as shown in Figure 2.4. To define the stator structure, the device 

layer silicon must now be patterned. The silicon that is exposed after the alumina etch can 

be etched using a deep RIE (or DRIE), Figure 2.4 (b). This DRIE anisotropically removes 

the exposed silicon, stopping on the buried oxide layer. Once the front side of the device 

is patterned, defining the structure of the stator component, deep holes are etched using 

DRIE in the backside of the wafer, Figure 2.4 (c). These holes allow for the release of the 

stator structure using vapor hydrofluoric acid (HF) as described in Section 2.2.1. The 

remaining handle wafer silicon forms a honeycomb-like structure which is used to 

mechanically support the center anchor of the stator component. Finally, the buried 

silicon dioxide layer is removed by vapor HF, Figure 2.4 (d). 
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Figure 2.4. Deep reactive ion etch and release. (a) Device cross-section after RIE and 

passivation, (b) Deep reactive ion etch of device layer silicon defining the stator 

structure, (c) Deep reactive ion etching of handle wafer to expose buried SiO2, (d) Vapor 

HF etch of SiO2, releasing the device. 

(a )

(b )

(c )

(d )

Platinum PZT SiO2 Si

Gold Photoresist Alumina
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The entire fabrication process is summarized in Figure 2.5, displaying the five 

steps above: Actuator deposition, Actuator patterning, Interconnect metal deposition, RIE 

& passivation, and DRIE & release. 

 

 

Figure 2.5. Stator Fabrication Process: (a) Actuator deposition, (b) Actuator patterning, 

(c) Interconnect metal deposition, (d) RIE & passivation, and (e) DRIE & release. 

Platinum PZT SiO2 Si

Gold Photoresist Alumina

(a )

(b )

(c )

(d )
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Once the stator fabrication is complete, preparation for electrical characterization 

and assembly into a motor is accomplished. First, the stator is placed in a dual inline 

package, a rotor is manually placed on the stator, and the device is wirebonded to the 

package. The completed motor is then ready for experimental evaluation. 

 

2.2 Developed Processes 

Traveling wave ultrasonic motors are significantly different in structure from the 

switches and actuators reported in [44] and [45]. In order to create the stator component 

of the ultrasonic motor, processes needed to be developed to address challenges in the 

fabrication of miniature traveling wave ultrasonic motors. These processes include: a 

timed backside vapor hydrofluoric (HF) release, a DRIE footing release, and deep trench 

refill. 

 

2.2.1 Timed Backside Vapor HF Release 

From the outset it was clear that traditional microfabrication release methods 

would be insufficient for traveling wave motors. The center of the disc stators needs to be 

supported mechanically by the handle wafer, so the handle wafer silicon could not just be 

removed. The stator component also needed to be thick, and preferably made out of a low 

mechanical-loss material such as silicon, so a silicon-on-insulator wafer was an obvious 

choice. Removing underlying material using an isotropic silicon etch, such as XeF2, 

would be impossible with lateral undercut dimensions on the order of 1 mm as illustrated 
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in Figure 2.6. An isotropic silicon etch would also take far too long, it would be difficult 

to protect the sidewall, and would be difficult or impossible to monitor undercut. 

 

Figure 2.6. Schematic illustration of how a XeF2 release cannot be used to release stators 

due to an excessively long etch time, sidewall defects, reduced substrate strength, and 

etch fronts that cannot be monitored. 

 

Top-side Vapor HF release is often used to release SOI devices and was also 

considered. Accelerometers, which require release of large-area proof masses, are often 

fabricated using this technique. These large proof-masses, released using vapor HF, 

require etch holes that reduce the undercut length significantly as shown in Figure 2.7. 
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Figure 2.7. Schematic illustration of a vapor HF etch release with periodic etch holes 

used to release large area proof masses in MEMS accelerometers. 

 

Although possible, etch holes in the ultrasonic motor stator were deemed 

undesirable because the hole would extend through the stator component. This stator 

structure depends greatly on the three-dimensional, high-order resonance modes of the 

structure, unlike accelerometers that use the released structure as a simple mass. 

Introducing holes throughout the stator component would distort these high-order 

resonance mode shapes. Furthermore, etch holes would need to extend through the PZT 

stack as well. Design and fabrication limitations would require an offset of 11 μm around 

each release hole, drastically reducing the active area, and possibly skewing the stator 

dynamics. Furthermore, the numerous etch holes would greatly increase the possibility 

that the protection barrier would fail and the underlying device layer oxide would be 

etched, delaminating the PZT stack from the silicon and rendering the device useless. 

These considerations are illustrated in Figure 2.8 for clarity. 
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Figure 2.8. Top-side etch holes reduce active area significantly. In this figure, 5 μm-

radius etch holes separated by 50 μm reduced active area, shown in gray, by 33%. The 

etch holes and inactive area also affect the resonance characteristics of the device. 

 

Because these common microfabrication release methods are inadequate for these 

traveling wave ultrasonic motors, a new release method was used to undercut the device, 

while leaving it supported at the center. This method exploits the advantage of etch holes 

to reduce the release etch time. By etching the holes from the back of the wafer, however, 

we avoid the problems associated with traditional vapor HF release. These holes are 

etched so that the underlying structure of the handle wafer can still support the center of 
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the stator, but allows the buried oxide to be etched. The through-holes etched from the 

backside of the wafer prevent monitoring the etch front using infrared microscopy, as 

done in traditional vapor-HF release. The PZT stator blocks the light and the intensity 

difference between the holes and the handle wafer support wash out changes due to the 

HF etch near the perimeter. A finished etch can be observed by testing the device using 

laser Doppler vibrometry, or by looking for a slight change in appearance which arises 

from the stator curving due to residual stress after it has been released from the handle 

wafer, as shown in Figure 2.9. 

 

 

Figure 2.9. Visible curvature related to residual stress deformation upon release suggests 

full release. 

 

2.2.2 DRIE Footing Release 

Although the timed vapor backside HF release was successful, problems with 

failure of the alumina protective layer led to a new method to release device, or at 

minimum, shorten the HF release. This release method exploits the fact that when a DRIE 

reaches a buried insulating layer, this insulator begins charging and the charge deflects 
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the ions into the sidewall of the structure. These deflected ions create small outcrops in a 

process called footing. In most devices, footing is undesirable because it reduces the 

mechanical integrity of components and changes the component characteristics, 

illustrated in Figure 2.10. 

 

 

Figure 2.10. Schematic illustration of DRIE footing causing damage to the device silicon 

layer, altering device properties. 

 

In the release of the ultrasonic motor stators, however, the mechanical 

characteristics of the handle wafer are unimportant (and also dominated by the bulk). For 

this reason, footing can be used to actually undercut the device. This is illustrated in 

Figure 2.11. 
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Figure 2.11. Schematic illustration of using a footing release, which is not affected by the 

normal drawbacks of DRIE footing. 

 

If the device does not completely undercut due to footing, the shorter lateral 

undercut afforded by the partial etch allows for shorter vapor HF times. The shortened 

vapor HF etch helps mitigate the failures seen in the alumina protective layer and the 

resulting undercut of the silicon dioxide device layer. 

 

The most significant challenge associated with this process include the fact that 

the DRIE etch rate varies by feature size and across a wafer. Because the etch rate varies 

and the handle wafer is very thick (400-650μm for 100-150mm diameter wafers), some 

parts will be undercut before the buried oxide is even reached under other parts. To 

mitigate the feature size problem, there can be only one feature size across the design. 

Because of the repeated pattern of the etch holes, this is easily achieved. The more 

difficult challenge is the cross-wafer etch non-uniformity. If the tool and recipe are 

properly tuned, the non-uniformity will be inconsequential given the severe over-etch that 
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occurs during the footing process. Once the buried oxide has been reached across the 

wafer, the etch begins to cause footing, and thus release the silicon device layer and the 

buried oxide. The backside etch was the final step in the original process and devices 

released inside of the etch chamber would stick to the wafer chuck. In contrast, if the 

backside etch is performed first, the frontside etch will release the devices without 

damaging the wafer or the wafer chuck. 

 

2.2.3 Deep Trench Refill 

The final developed process is a photoresist refill of deep trenches. Refilling 

trenches is necessary to provide a smooth continuous surface for subsequent processing. 

In the case of the ultrasonic motors, a smooth surface would be required to create a 

surface for rotor patterning (for example, copper electroplated rotors discussed in Section 

6.2.6). In the PiezoMEMS resonator process, photoresist was deposited, patterned, and 

reflowed to create a smooth surface for gold contacts. The ultrasonic stator process 

complicates this because the trenches are an order of magnitude deeper, preventing 

proper spin and patterning. 

 

A study of the photoresist deposition, patterning, and reflowing in these deep 

trenches was performed. Trenches of varied width, from 16 µm to 32 µm, were etched 

into a test wafer 27 µm deep. A 12 µm thick layer of photoresist was spin-coated onto the 

wafer. Inset plugs of photoresist were then patterned and developed in the trenches at 

insets from 3 µm to 6 µm. After development, the wafer was heated to reflow the 

photoresist. Temperatures from 125 °C to 150 °C and times from 30 s to 300s were tested 
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to determine optimal reflow conditions. A repeatable process was identified using straight 

trenches of varying widths and photoresist patterns of varying widths. When applied to 

devices, however, it was found that geometry effects dominate the reflow properties, 

creating excessively large bulges and pits that would prevent future processing as shown 

in Figure 2.12. 

 

 

Figure 2.12. Large photoresist bulges during reflow prevent future processing. 

 

In order to understand if the source of the bulges and pits was in the initial spin-

deposition step, profilometry traces were taken to determine the surface shape. These 

traces showed a smooth surface with only ~1-2 μm of variation in height across the 

trenches. Photoresist patterning also showed consistent photoresist heights. During 

reflow, the resist formed large bulges and pits, likely due to surface tension and volume 

effects. The smooth surface after spinning and patterning suggested that a possible 

solution could be obtained by eliminating the photoresist reflow. In the reflow process, 
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the target of the photoresist plug is coincident with the DRIE trenches. These trenches 

can therefore be exploited as a patterning mechanism. 

 

To accomplish the modified trench filling, an underexposure and 

overdevelopment technique was used [46]. In this technique, a positive-tone photoresist 

is spun onto the wafer using a slow spin or a short spin to create a very thick layer of 

photoresist. This thick photoresist fills the trenches and creates a smooth surface, with 

only slight variation in surface profile. Once this smooth top surface is achieved, the 

wafer is then flood exposed without a mask. The exposure time should be lower than 

would be necessary to pattern a film of that thickness. The photoresist exposure process 

breaks down the photoresist exposed to ultra-violet (UV) light. As the resist at the surface 

is broken down, more UV is transmitted through, so the exposure occurs in a progressive 

manner, meaning that there is a photoresist exposure gradient from the top surface down, 

as illustrated in Figure 2.13. 

 

 

Figure 2.13. Progressive exposure in photoresist allows underdeveloped resist to be 

slowly etched away in dark erosion. 
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The exposed photoresist is removed readily in developer, while the underexposed 

photoresist is slowly removed, effectively in dark erosion. Because dark erosion 

progresses slowly, the surface of the wafer can be monitored optically to determine if the 

photoresist has been fully developed. For this specific application, AZ9245 photoresist 

was spun at 850 RPM for 40 seconds to create a 12 µm thick photoresist layer, with the 

photoresist filling the trenches. Various exposure times at 20 mW/cm
2
 were tested and 

the step height was measured using stylus profilometry. These results are shown in Table 

2-1. 

 

Table 2-1. Results of underexposure overdevelop trench fill test 

Exposure Time [s] Step Height [µm] 

50 15 

47 12 

43 10 

40 8 

35 6 

30 5 

25 3 

20 Underdeveloped after 30 min. 

 

Profilometry traces taken after a 25 second exposure and development showed an 

offset of 2-3 μm. This offset is 1 μm more than the variation as spun because the resist 

was overdeveloped to ensure the field is fully cleared of photoresist. 
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3 Disc Stator Design and Characterization 

This chapter discusses the active component of the center-fixed disc traveling 

wave ultrasonic motor. Included within are two main sections: disc-stator design, and 

disc-stator characterization. Some of this information was presented in [47] and [48]. 

 

3.1 Disc Stator Design 

3.1.1 Finite Element Analysis 

Traveling wave motors operate through a set of complex electromechanical 

phenomena, requiring an effective model to guide the design process. In order to predict 

the response of the ultrasonic motor stators, ANSYS Finite Element Analysis (FEA) 

modal analysis was performed resulting in mode shapes and frequencies an example of 

which is shown in Figure 3.1. 

 

 

Figure 3.1. Sample FEA of a silicon disc displaying a high order mode shape. 
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An ANSYS script file was written to parameterize the model creation and aid in 

the design of the stators. The geometry for all cases shown contain a center anchor that is 

constrained in all degrees of freedom, while the disc is free in all other boundaries.   Data 

from modal analysis on three silicon-only discs, sized 1 mm in diameter with a 200 µm 

diameter anchor, 2 mm in diameter with a 500 µm diameter anchor, and 3 mm in 

diameter with a 500 µm diameter anchor, is shown in Figure 3.2, Figure 3.3, and Figure 

3.4 respectively. Modes extracted were the B02-B09 modes and B11-B15 modes, while all 

higher order modes were ignored because displacements would be too small to allow for 

proper motor operation. The first subscript refers to the number of nodal circles, while the 

second subscript refers to the number of nodal diameters. Amplitudes of motion in this 

analysis are normalized over the mass matrix so only mode shapes were extracted. 

 

 

Figure 3.2. Modal analysis results from a 1 mm diameter Si stator disc with a 200 µm 

diameter anchor. 

0 

1 

2 

3 

4 

5 

6 

00 05 10 15 

M
o

d
al

 F
re

q
u

en
cy

 (
M

H
z)

 

Bxx Mode 

20µm 

30µm 

40µm 

Silicon Thickness 



 

 

 

 

47 

 

 

Figure 3.3. Modal analysis results from a 2 mm diameter Si stator disc with a 500 µm 

diameter anchor. 

 

Figure 3.4. Modal analysis results from a 3 mm diameter Si stator disc with a 500 µm 

diameter anchor. 

 

Based on the ANSYS analysis, 20 µm and 30 µm thick SOI device layers were 

chosen for initial stator fabrication to ensure successful device characterization. These 

thicknesses were chosen because the Polytec laser Doppler vibrometer (LDV) used for 

0.00 

0.20 

0.40 

0.60 

0.80 

1.00 

1.20 

1.40 

1.60 

1.80 

00 05 10 15 

M
o

d
al

 F
re

q
u
en

cy
 (

M
H

z)
 

Bxx Mode 

20µm 

30µm 

40µm 

Silicon Thickness 

0 

0.1 

0.2 

0.3 

0.4 

0.5 

0.6 

0.7 

0.8 

00 05 10 15 

M
o

d
al

 F
re

q
u

en
cy

 (
M

H
z)

 

Bxx Mode 

20µm 

30µm 

40µm 

Silicon Thickness 



 

 

 

 

48 

 

stator deflection characterization has an upper frequency limitation of 2MHz for single 

point measurement, and a 1 MHz limitation for 2-D scanning measurements.  For 

example, the predicted response for the 1 mm diameter devices was greater than the 

limits on the available LDV for modes above the B04 and B11 modes. The estimated 

modes excluded contributions from the PZT, Pt, and silicon dioxide layers. These 

combined layers are thin, on the order of 1-3 µm, making proper meshing difficult. Since 

they only moderately affect the resonance frequency, they were neglected in this analysis. 

The relative scaling between modal frequency and stator diameter can be estimated by 

Equation 3.1. 
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Here, fa is a resonance frequency (associated with a specific mode) of a stator of 

diameter Da and fb is the resonance frequency of the same mode in a stator of diameter Db 

with all other parameters remaining the same. This relationship can be derived from 

analytical resonance formulas for free discs [49] and was validated for the center-fixed 

disc under investigation using multiple FEA iterations. Comparing this relationship with 

all FEA predictions for devices using the same anchor size, the scaling frequency versus 

diameter is found to be within 2% of the model, as shown in Figure 3.5. This error is 

primarily from stiffening as the anchor becomes larger relative to the disc.  Equation 3.1 

can also be used to quickly predict the frequencies of sub mm-scale stators as well. For 

instance, the model predicts a 500μm diameter stator 20μm thick would operate at 

7.2MHz. 
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Figure 3.5. Error in using the simple scaling model due to stiffening of the disc structure 

from the anchored center post. 

 

From the FEA simulations and fundamental TWUM operation, the primary 

modes of interest were the B03, B04, B13 and B14 modes consisting of 0 and 1 nodal circle 

and 3 and 4 nodal diameters, respectively. Figure 3.6 and Figure 3.7 show FEA 

simulations of the B04 and B13 mode shapes. These modes are desirable as they ensure 

rotor stability by maintaining at least three contact points of the stator to rotor, maximize 

vertical displacement compared to higher order modes, and minimize the required 

number of actuation regions. While various vibration modes are under consideration for 

future TWUM, the B13 mode, consisting of 1 nodal circle and 3 nodal diameters, were 

explored first. For this case the stator is patterned with 12 conductive regions grouped 

into four sets of 3 alternating electrodes. 
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Figure 3.6. B04 mode simulated using ANSYS finite element analysis software. 

 

Figure 3.7. B13 mode simulated using ANSYS finite element analysis software. 
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The mesh used tetragonal element with element sizes of 6μm. Table 3-1 describes 

the parameters used for simulation. Silicon dioxide, platinum, and PZT layers were 

shown to have a very small effect on the modal solution.  Furthermore, these thin layers 

relative to the Si device layer greatly complicated the meshing process as it is preferred to 

have multiple elements spanning the layer thickness.  As a result, PZT, Pt, and SiO2 were 

neglected in this analysis. 

 

Table 3-1: Simulation parameters used in ANSYS modal analysis of discs 

Quantity Simulation Value 

Silicon Young’s modulus 170 GPa [50] 

Silicon density 2330 kg/m
3 

Silicon Poisson’s ratio 0.064 [50] 

disc thickness
 

30 μm 

disc diameter 3 mm 

anchor thickness 2 μm 

anchor diameter 500 μm 

 

 

3.1.2 Macro-scale motor template 

To design the disc stator, macro-scale motors were used as a template. In these 

macro-scale motors, there are two potential configurations. In both of these 

configurations, there are four sets of electrodes: +sine, +cosine, -sine, and -cosine. The 

sine and cosine electrodes are offset in space by a quarter-wavelength, enabling the 

traveling wave generation as described in Section 1.1. The first configuration separates 

the sine components and cosine components [51]. This is illustrated in Figure 3.8. 
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Figure 3.8. TWUM electrode configuration splitting the cosine and sine components as 

originally developed by Sashida. 

 

This configuration is very common in macro-scale motors because it is very 

simple to manufacture and electrically connect. The piezoelectric ring is poled in 

alternating sections using a specialized device applying alternating electric fields to each 

of the designed segments. This allows the poling to be performed in one step. After these 

sections are poled, two continuous electrodes are used to drive the stator. One electrode 

carries a sine wave, and the other carries a cosine wave. The alternating polarization 
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creates the positive and negative orientation of the sinusoids. There are small portions of 

the stator which are inactive in this configuration, however as the number of nodal lines 

increases, these sections become smaller. 

 

Despite these benefits, this configuration could not be used for thin-film PZT 

TWUM because the optimal operating voltages are well above the coercive voltage. 

Operating thin film PZT using bipolar signals above the coercive voltage results in 

hysteretic loss and degrades the PZT. As a result, the polarization configuration which 

was used to create alternating sections in bulk ceramic motors cannot be used for thin-

film devices. Because of these limitations, a different configuration must be used to 

create a traveling wave stator using thin film PZT [52]. This configuration is shown in 

Figure 3.9. 

 



 

 

 

 

54 

 

 

Figure 3.9. TWUM electrode configuration for thin film PZT devices using alternating 

cosine and sine electrodes. 

 

In this configuration, the quarter-wavelength offset in space between sine and 

cosine is more apparent. The number of nodal diameters determines the number of 

sections. Each section is then split into four subsections: +sine, +cosine, -sine, and -

cosine. Using unipolar operation, all of these signals carry a DC offset such that the 

voltages run from 0-Vp, where Vp is the peak actuation voltage. 
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A major drawback of this configuration is that the wiring is very complicated. 

Because four signals are interwoven, there is no simple way to connect each electrode to 

its associated partners (e.g. +sine with +sine, etc.). Connections can be run at the center 

for one set and at the perimeter for another set, but there is no path for the final two sets 

to be connected without crossing over a connection. Because of this, crossovers were 

included in the process to allow for the segments to connect with overlapping traces. A 

micrograph of these crossovers is shown in Figure 3.10. 

 

 

Figure 3.10. Optical micrograph illustrating the electrical crossovers included in a disc 

stator to allow for segments to be connected. 

 

In this configuration, negative sine excites the same standing wave as positive 

sine, creating larger deflections from the two superimposed waves. The same is true of 
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positive cosine and negative cosine. Because of this fact, a traveling wave can be excited 

in the stator using only two signals, rather than all four. One disadvantage of this 

approach is a reduction in the traveling wave amplitude. On the other hand, the 

complicated crossovers structures are no longer necessary as shown in Figure 3.11. This 

design contains inactive sections, shown in white in the figure. Since these sections do 

not contribute to the resonance excitation, the maximum potential excitation is reduced. 

 

 

Figure 3.11. Design of the modified alternating electrode design, highlighting the simple 

connections without requiring crossover structures. 
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3.1.2.1 Modes examined 

With the design guidelines outlined above, design choices remain regarding the 

number of nodal diameters and nodal circles. The modes examined using finite element 

analysis included modes with zero nodal circles and one nodal circle. Each mode in these 

families is then defined by the number of nodal diameters that exist in the mode shape. 

Low order modes are desirable because higher order modes occur at higher frequencies, 

and the high frequency nature of these modes limits the out of plane displacement. 

Furthermore, higher order modes result in lower active area because the area separating 

the larger number of electrodes increases as the mode order increases, as shown in Figure 

3.12.  

 

 

Figure 3.12. Inactive area between electrodes, increasing as mode number increases 

 

Modes with less than three nodal diameters were not of interest because the 

number of nodal diameters is also the number of anti-nodal peaks. If there are fewer than 
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three peaks which travel about the stator, then the rotor would not be stably supported. 

By using a higher order mode, the rotor can always be supported by three or more points 

of contact. For these reasons, stators were designed for resonance excitation with three 

nodal diameters. 

Two factors then separate the choice between the B03 mode and the B13 mode. 

The B03 mode, having no nodal circles, occurs at a much lower frequency, but can 

accordingly achieve higher out-of-plane deflections. Because high-frequency operation 

and large out-of-plane deflections are both important for motor performance, there is an 

inherent trade-off between the B03 and B13 modes. For the present stators manufactured 

using the described method, the deflection was limited by the buried oxide thickness, and 

this maximum allowable deflection was achievable using the B13 mode, so the higher 

frequency actuation allowed for better motor performance. Another minor advantage of 

using the B13 mode over the B03 mode is that a small portion of the peak motion in the 

B03 mode is directed perpendicular to the rotor motion (towards the center of rotation). 

All of this motion and the associated frictional energy is wasted during operation, 

resulting in less efficient drive. This is highlighted in Figure 3.13. 
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Figure 3.13. ANSYS simulation of the B03 mode highlighting a portion of stator motion is 

perpendicular to rotor travel, resulting in lost energy. 

3.1.3 Single Source Drive 

A unique design for traveling wave ultrasonic motor operation is described in 

[53], where the natural phase offset due to resonance is exploited to create the phase 

mismatch between the offset electrodes. In traditional TWUM, the phase offset is created 

by two separate sources, thus requiring duplicate components to generate the phase-offset 

signals. By slightly distorting the disc or ring as shown in Figure 3.14, a designer can 

introduce a frequency shift in one mode, causing the degenerate modes to split in 

frequency. 
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Figure 3.14. Schematic illustration of a distorted disc creating a natural frequency offset 

between degenerate modes. 

 

Because the phase response of a system shifts dramatically near the resonance 

frequency, this designed frequency split can be used to create a phase offset if the modes 

are actuated at the same frequency. A sample simulated frequency response plot is shown 

in Figure 3.15, highlighting the phase offset that can be achieved by exploiting designed 

frequency split. This phenomenon was observed experimentally when a stator with slight 

fabrication asymmetries was actuated with two signals with zero phase offset. In this 

configuration, rotation of a test rotor was observed, suggesting that the fabrication 
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asymmetries created a natural phase shift in the stator response. This result is described in 

more detail in Section 5.3. 

 

 

Figure 3.15. Simulated frequency response plot for the distorted disc in Figure 3.14 

showing the phase offset from frequency offset. 

 

3.2 Disc Stator Characterization 

This section will detail the characterization methods and results for the disc stator. 

Included within is an exhibition of a traveling wave in a stator (measured using a Polytec 

MSV laser Doppler vibrometer), discussion of standing wave characterization, and 
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analysis of nodal line control and nonlinear effects. Asymmetric anchor conditions that 

distort the resonance characteristics of the disc are also presented.  

3.2.1 Traveling Wave and Frequency Characterization 

A controlled traveling wave was induced in the fabricated stators using two input 

sinusoid waveforms, 90° out of phase. Figure 3.16 illustrates the traveling wave using 

phase-stepped LDV data. Because of the stator surface deforms at the driven frequency, 

measurements can be taken at each point on the stator surface over a span of minutes. 

These measurements can be combined by using the phase of the drive signal as a 

reference to match the measurements at each point. This results in a surface plot that 

changes according to the input phase of the drive signal. This representation illustrates 

the deformation of the stator over a single cycle of the input signal, equivalent to 4 μs, 

resulting in the wave progressing approximately 120° around the disc. 
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Figure 3.16. A traveling wave is visualized using phase-stepped LDV data representing 

120° of spatial wave travel in the stator over 4µs (i.e. one cycle of the input sinusoid). 

The black marker helps to track the anti-node as it travels about the disc. 
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The traveling waves were generated by exciting standing waves in phase and 

apart in space according to the identity in Equation 3.2. 

 

 cos(nθ) cos(ωt) + sin(nθ) cos(ωt) = cos(nθ – ωt) (3.2) 

 

To characterize the standing waves, sinusoid input waveforms were applied at the 

predicted resonance frequency to excite the resonance mode shapes within the stators. 

LDV was then used to determine the shape of the mode present. The experimentally 

measured resonance mode shapes for the B04 and B13 modes, shown in Figure 3.17 and 

Figure 3.18, match the mode shapes determined by FEA in Figure 3.6 and Figure 3.7. 

 

 

Figure 3.17. LDV data showing the mode shape matching the simulated B04 mode shape 

in Figure 3.6. The B04 mode occurs in this disc at 109 kHz. 
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Figure 3.18. LDV data showing the mode shape matching the simulated B13 mode shape 

in Figure 3.7. The B13 mode in this disc occurs at 252 kHz. 

 

Experimental determination of the resonance frequencies was performed by 

inputting 0 to 10 V white noise signal, using a waveform generator, and measuring the 

response using a Polytec MSV LDV. A Fourier transform was performed on this data to 

determine the frequencies of greatest amplitude. These frequencies were then isolated and 

examined to determine the mode shape present at each resonance frequency. Figure 3.19 

shows the z-axis frequency response of a single point, near 800 μm from the center of a 3 

mm diameter disc up to 1 MHz, created using a white noise input signal.  The frequency 

plot in Figure 3.19 illustrates a number of resonance modes that may be excited in the 

stator.  In contrast, with a sinusoid input at the B13 resonance frequency, no other 

significant peaks were observed in the frequency response of the stators. 
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Figure 3.19. Total frequency response measured using laser Doppler vibrometry at a 

single point on the stator under 0-10V white noise excitation. The B13 mode is 

highlighted here around 250 kHz. 

 

The desired B13 mode was further characterized for the effects of frequency and 

voltage on the deflection of the surface. Sinusoids of single frequencies were input to a 

single electrode on the stator and the maximum displacement was determined with the 

LDV by scanning across the entire disc and determining the largest deflection. The 

results of this characterization are shown in Figure 3.20 for a 2.5 mm disc. From this plot 

it is clear that frequency and voltage both significantly affect the response. Here electrode 

A and B represent adjacent electrodes on the same device, illustrated in Figure 3.11 as 

sin(ωt) and cos(ωt) respectively. 
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Figure 3.20. The frequency response of a 2.5 mm diameter disc stator comprised of 30 

µm device Si layer illustrating the effect of voltage on displacement of the B13 mode over 

a narrow frequency range. Electrode A was only driven to 9 V because contact with the 

underlying substrate occurred at higher voltages. 

 

Beyond the simple qualitative conclusion that voltage and frequency affect 

amplitude, one can note specifics about the system. First, it is an easy extrapolation to 

approximate the mechanical Q-factor as below Equation 3.3. 

 

 f

f
Q

p




 (3.3) 

 

Here, fp is the peak frequency and Δf is the bandwidth, defined as the difference 

between the upper and lower frequency where the response reaches half of the maximum 
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amplitude. Performing these calculations for each of the electrodes and voltages gives the 

mechanical Q-factors as recorded in Table 3-2. 

 

Table 3-2. Calculated Q-factor in discs driven at various voltages 

Condition Q-factor 

Electrode A; 0-1 V 93.9 

Electrode A; 0-2.5 V 93.4 

Electrode A; 0-5 V 93.8 

Electrode A; 0-7.5 V 93.4 

Electrode A; 0-9 V 91.4 

Electrode B; 0-1 V 95.5 

Electrode B; 0-2.5 V 97.6 

Electrode B; 0-5 V 95.9 

Electrode B; 0-7.5 V 94.6 

Electrode B; 0-10 V 92.9 

 

 

From this we can see that for the 3mm diameter stator all conditions display a Q-

factor near 95. For Q-factors larger than 10, the damping coefficient, ζ, can be 

approximated as 1 / 2Q. Under this approximation, the evidence suggests that damping in 

the stator system is not related to displacement magnitude. It can be determined from this 

that squeeze film damping, which is highly related to vibration amplitude, is not active in 

the analyzed stator system [54]. 

 

Another important factor in characterizing the standing waves generated is the 

location of the nodal lines of the standing waves. In a disc, there are infinite lines of 

symmetry, resulting in infinite potential locations for nodal lines. In reality, the nodal 
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lines are fixed by small imperfections that preferentially locate the nodal lines to a 

specific position. This preferential location is generally random, however by exciting 

electrodes shaped to excite the mode shape, one can overcome the small imperfections in 

the disc and control the nodal line location by design. Specifically, the anti-nodes of the 

standing waves align with the center of the shaped electrode. Figure 3.21 shows the laser 

Doppler vibrometer measurements for electrode A in (a) and electrode B in (b) 

illustrating the control of nodal line location. This nodal line control allows for the 

generation of standing waves offset in space by a quarter-wavelength. 

 

 

Figure 3.21. Laser Doppler vibrometer measurements for electrode A (a) and electrode B 

(b), showing the control of nodal line location. 

 

3.2.2 Nonlinear Deflection Characteristics 

Another point that can be made from the data is that the relationship between 

voltage and maximum displacement is nonlinear in nature, as shown in Figure 3.22.  The 

nonlinearity is quite strong, accounting for over 60% of the calculated displacement at 

only 5 V peak actuation. 
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Figure 3.22. Nonlinear increase in deflection under changing peak voltage is due to 

voltage sensitive piezoelectric properties. 

 

It was expected that vertical deflection would be directly proportional to the peak-

to-peak actuation voltage, however the nonlinearity present in the response suggests that 

something else is acting on the system. This nonlinearity comes from the fact that as the 

peak actuation voltage is increased, the DC bias voltage is also increasing (e.g. 0 to 4 V 

has a DC bias of 2 V, while 0 to 8 V has a DC bias of 4 V). This DC bias changes 

piezoelectric response of the PZT film as described in [55]. The peak e31 occurs at the 

coercive voltage, meaning that when the DC bias reaches the coercive voltage, the 

response will increase less rapidly. In the experimental stator system, the 10 V peak 

voltage (associated with a 5V DC bias) coincidentally aligned with the coercive voltage, 

also near 5 V. This led to the nonlinear trend observed in Figure 3.22. To support this 
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claim, deflection data was taken with a constant 2 V peak-to-peak signal with varying DC 

bias, and is presented in Figure 3.23. This effect of DC bias on piezoelectric properties is 

important for design of thin film TWUM devices as well, as other piezoelectric devices 

that rely on constant bias superimposed on a sinusoidal waveform. 

 

 

Figure 3.23. Stator deflection measurements from constant peak-to-peak voltage and 

varying DC bias shows a similar trend as seen in [55], suggesting that the nonlinearity 

observed in Figure 3.22 derives from a changing e31 with bias voltage. 

 

3.2.3 Anchor Effects 

Stators 1 mm in diameter did not operate as designed due to mode mismatch. 

Specifically, the orthogonal modes occur at different frequencies. This prevents the 

creation of the traveling wave because the identity requires two standing waves at the 

same frequency. Furthermore, the anti-nodes of the mode shape are not localized to the 
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active electrode as described in Section 3.2.1, but instead the anti-nodes are set 

somewhere between the active electrodes. The simplest explanation is that there is a 

component in the system which is changing the modal stiffness or mass so that the 

resonance frequencies shift and the nodal lines are fixed by this component rather than 

the active electrodes. 

To identify this component, it is important to note a number of factors. First, all 1 

mm diameter stators showed similar frequency offset and similar nodal line locations. 

This systematic consistency suggests that the problem is likely not random and also not 

material defect related. Therefore it is essential to examine the design of the stator to 

identify possible sources of this problem. Second, the modal shift is present only for 

small diameter devices, whereas larger diameter devices show no problems. Finite 

element simulations during the design phase showed that smaller devices are more 

affected by the anchor condition than larger devices. Finally, upon examining the design, 

the backside release holes, shown in Figure 3.24, are varied in size and shape near the 

anchor portion so as to create a circular anchor, which would prevent any mode 

mismatch.  
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Figure 3.24.  Illustration showing the photolithographic pattern used to etch the handle 

wafer for vapor HF release. Note the holes of various sizes at the center. 

 

The large holes align to the anti-nodes of the experimentally observed lower 

frequency modes suggesting that the larger holes reduced the stiffness for deflections 

coincident with these holes, thus dropping the resonance frequency for that mode. These 

observations lead to the next question – how does the size of the hole affect the stiffness 

of the structure? To remind the reader, the holes are etched through the approximately 

500 μm thick handle wafer to open the buried oxide to a vapor HF etch, while 

maintaining the structural integrity of the handle wafer silicon. It is suggested that a 

larger volume of the etch gas is delivered through the large etch holes, and thus the etch 

front progresses faster in the vicinity. The faster etch rate would leave a hexagonal 

anchor which would create the modal mismatch observed experimentally. This argument 

is illustrated in Figure 3.25. 
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Figure 3.25. Illustration of the simulated etch front progression (gray lines) showing the 

asymmetric etching leading to a non-circular anchor. 

 

The buried oxide etch-front, usually visible using infrared imaging, cannot be 

observed in this case because the through wafer holes prevent sufficient contrast to 

observe the etch-front. Although the buried oxide etch-front is not easily observable, the 

argument that asymmetric etching of the buried oxide creates modal mismatch seems to 

hold weight as a likely explanation. Assuming this is the problem, Figure 3.26 shows a 

possible design solution which uses holes that are all approximately the same area, 

allowing the etch front to progress at the same rate.  
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Figure 3.26. Illustration of a new etch hole design to alleviate problems with uneven 

etching during vapor HF release due to size of etch hole. 

 

The resulting etch progression and anchor condition are shown in Figure 3.27. 

Furthermore, any etching asymmetries caused by the twelve holes near the anchor will be 

matched by the twelve regions of excitation, thus eliminating mode mismatch problems 

that were observed under the previous design. 
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Figure 3.27. Illustration of the simulated etch front progression (gray lines) showing a 

significantly more symmetric center anchor, which should allow for smaller devices to 

function without mode-splitting. 

 

This design problem emphasizes that these motors can be quite sensitive to 

boundary conditions. Because of this sensitivity to boundary conditions, the design of the 

motor must be done carefully, ensuring that modal mismatches are avoided or mitigated 

whenever possible. 

 

3.3 Summary 

This chapter outlines the design and characterization of disc stators for traveling 

wave ultrasonic motors. These stators were designed using finite element analysis and 
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macro-scale motor design templates. Stators 1-3 mm in diameter and 20-30 µm thick 

were fabricated and were characterized using laser Doppler vibrometry, demonstrating 

out-of-plane deflections on the order of 1 µm and quality factors of 95 in air. Frequencies 

from 50-600 kHz were investigated depending on mode shape and device geometry. 

Traveling waves were demonstrated and characterized using laser Doppler vibrometry. 

These traveling wave ultrasonic stators are the key enabling development for a thin-film 

miniature TWUM. These results are summarized in Table 3-3. 

 

Table 3-3. Summary of stator geometry and performance specifications 

Parameter Value 

Stator diameter 1 - 3 mm 

Stator thickness 20 - 30 µm 

Actuation frequency 50 - 600 kHz 

Deflection 0 - 1 µm 

Quality Factor 95 
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4 Ring Stator Design and Characterization 

The disc stator described in the previous section has an important place in the 

micro-fabricated ultrasonic motor landscape, however there are some advantages offered 

by ring stators that make this stator configuration attractive. These benefits and the work 

to design, test, and demonstrate these ring stators is contained within this chapter. 

 

4.1 Integration Benefits 

As mentioned above, ring stators hold advantages over disc stators. The two 

benefits highlighted here will be the location of electrical contacts, and a hollow center 

configuration. Both of these advantages offer an expanded range for new mechanisms, 

design integration, and simplified implementation. Each will be discussed separately 

below. 

 

4.1.1 Electrical Contact Location 

In microelectromechanical systems, packaging and integration are some of the 

most complicated, and often least appreciated, factors in research. The electrical contact 

location of the ring stator addresses the interconnect challenges with the disc stator. In the 

center-fixed disc TWUM configuration described in the previous chapter, the contact 

pads of the stator are located at the center of the disc, co-located with the common nodal 

point and the device anchor. In isolation, this configuration is ideal for a traveling wave 

ultrasonic stator because the contact pads and the anchor are located where there is very 

little motion (at the common nodal point), meaning that the anchor and electrical contacts 
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(and associated bond wires) have very little effect on the stator dynamics. Furthermore, 

the anchor located at the nodal point allows for little energy to be lost through the anchor 

to the substrate. This low energy loss results in a high quality factor, which produces 

larger deflections during resonance operation. Again, this center-fixed disc configuration 

is ideal for traveling wave ultrasonic stators taken in isolation, however when considering 

the stator within the larger context of a motor and system, it becomes apparent that the 

center-fixed disc has significant drawbacks. The chief difficulty is that the wires which 

bring signal to the stator must be brought through the center of the rotor (unless there is 

significant advancement in through-wafer via technology). Labor intensive, meticulous, 

manual wirebonding can be used to contact the stator, however, large wire loops are 

required so that the wire does not restrain rotor motion. This through-rotor wirebonding 

requirement limits the types of rotors which can be used, preventing components from 

being placed at the rotor center and eliminating use of disc-shaped rotors. 

 

Ring stators offer an alternative to interconnect challenges in the disc stator. The 

integration and packaging problem is taken as the chief concern, with creative design 

employed to address functionality drawbacks. In this ring stator configuration, the 

electrical contacts are located at the edge of the device die, allowing easy wiring, and 

simplifying the rotor integration process. With the electrical contacts located outside the 

frame of the stator, it is possible to have a continuous rotary platform, allowing a 

component to be located at the center of the rotor. Furthermore, a variety of components 

can now easily interface with the stator surface, for example, a micro-ball bearing 

rotating stage [56]. These benefits are illustrated in Figure 4.1. 
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Figure 4.1. Schematic cross-section illustrating the electrical contact location at the chip 

perimeter to simplify rotor/component integration and wirebonding in ring stators. 

 

4.1.2 Hollow center 

The second advantage highlighted above is a hollow center. This feature, though 

initially uninspiring, creates new opportunity for functionality and utility that could not 

exist with center-fixed disc stators. One example that can be extended from macro-scale 

TWUM in cameras is use of the hollow center as viewing hole for optical purposes. This 

could have potential for miniaturized motors applied to mobile cameras. Wires could also 

be routed through the hollow center, which would be useful for in miniature devices, 

which do not have access to micro-slip rings. For example, multiple motors in a 

kinematic chain could be realized with this approach. Finally, the hollow center could be 

exploited to produce increased torque by vertically pre-loading the motor. Since the stator 

drives the rotor through frictional coupling, vertical pre-load results in a higher frictional 

force and more torque. Applying force at the center of the rotor would allow for the 

mechanical advantage at the contact points to overcome the frictional resistance from the 

static component. Since in this configuration, the rotor is inaccessible because of the pre-
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loading mechanism, the backside of the handle wafer can be used as the rotor surface. 

This configuration is illustrated in Figure 4.2. 

 

 

Figure 4.2. Schematic cross-section of the backside rotor configuration showing a 

possible path to preload that would not be feasible without using a ring stator. 

 

4.2 Ring Stator Drawbacks 

Ring stators bring drawbacks that accompany the benefits described above, of 

specific importance: mechanical support and electrical traces. 

4.2.1 Mechanical support 

In macro-scale ring stator motors, felt is used as a mechanical support. This 

allows for the static load to be supported, but the high frequency vibrations to be 

unimpeded. In a millimeter-scale motor, this support mechanism is impossible. Instead, 

the ring must be supported from the edge. Supporting the stator ring from the inner edge 

accomplishes little, as the resulting device would have many limitations similar to disc 

stators. Supporting the ring stator from the outer edge via tethers allows for a static load 
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to be supported in micro-scale applications, especially MEMS resonators. These tethers 

introduce new limitations because the support limits the edge deflection of the stator, and 

the added stiffness affects the resonance behavior of the stator. 

 

4.2.2 Electrical traces 

In center-fixed disc stators, the electrical contacts are deposited at the center of 

the active PZT regions. In ring stators, the electrical pads are located at the edge of the 

die, so electrical traces need to be included in the design. These electrical traces bring 

electrical signal to the stator where the PZT is located. The tether described above creates 

a good platform for electrical traces because it links the anchored substrate, where the 

bond pads are located, to the stator structure. 

 

4.2.3 Tether effect 

Although these tethers address some of the drawbacks of ring stators as they are 

applied to traveling wave ultrasonic motors, they also introduce challenges of their own. 

These challenges are discussed below, specifically: shifted resonance, distorted mode 

shape, dissipated energy, and prevented wave travel. 

 

4.2.3.1 Shift resonance frequency 

As has been emphasized throughout, resonance characteristics of the TWUM and 

the ultrasonic stator are extremely important for proper motor operation. The tethers, 

added to create mechanical support and provide platforms for electrical traces, affect the 

resonance characteristics of the stator. Initial attempts at creating a ring stator resulted in 
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severe mode mismatch between the primary orthogonal modes, as shown in Figure 4.3. 

This figure shows micrographs of a stator with the two orthogonal modes superimposed 

as measured experimentally using laser Doppler vibrometry. 

 

 

Figure 4.3. Laser Doppler vibrometry data shows frequency mismatch of 35% between 

orthogonal B03 modes. This mismatch means that traveling waves cannot be generated. 

 

The frequency mismatch between the orthogonal B03 modes depicted in Figure 

4.3 is 224 kHz. At a resonance frequency of 629 kHz, this amounts to a frequency offset 

of 35%. As described in Section 1.1, a traveling wave is generated by superimposing 

orthogonal standing waves, excited at the same frequency, but out of phase. Because the 

frequencies are so drastically different, it is impossible to excite a traveling wave in this 

stator. This frequency shift arises from the added stiffness from the tether. Because the 

tether links the edge of the disc (which experiences the peak motion) to the anchored 

substrate, the stiffness of the tether can have large influence on the overall stiffness of the 
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system. In this specific example, the mode with nodal lines along the tethers is largely 

unaffected by the presence of the tethers. The orthogonal mode, however, has the 

antinodes aligned to the tethers, so the tether stiffness is extremely important in 

determining the modal stiffness of this mode. 

 

4.2.3.2 Distorted mode shape 

Beyond shifting the resonance frequencies, the tethers also distort the mode 

shapes. This is important because these mode shapes are the standing waves that combine 

to create a traveling wave. Repeating Equation 1.2 from Section 1.1, is helpful for 

illustrating this point. 

 

                                                        (1.2) 

 

In this equation, the value Amn is the amplitude of the standing waves. If the 

amplitude is suppressed in one of the mode shapes, however, the equation becomes 

Equation 4.1: 

 

                                                        (4.1) 

 

In this form, the trigonometric identity in Equation 1.3 no longer holds and there 

will be a residual beat in the traveling wave response. This means that as the wave travels 

around the stator, it will vary in amplitude. This variation in amplitude then results in 

varied tangential speed at the stator-rotor surface. The speed variation means that the 
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rotor speed will not properly match the stator tangential speed. This speed mismatch 

reduces the efficiency of the motor and could create localized wear on the stator 

component. 

 

The tether not only suppresses the amplitude of the standing wave but it also 

distorts the shape itself. Figure 4.4 shows two rings expressing corresponding modes, one 

a free ring, one with anchored tethers. 

 

 

 

Figure 4.4. FEA simulations illustrating two rings displaying the B03 mode shape 

distortion arising from added stiffness from the tether. This distortion can be problematic 

for motor operation. 
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As shown in Figure 4.4, the shape of the resonance mode is changed by the 

tethers. This change in shape means affects the shape of the wave as it travels around the 

ultrasonic stator. Equation  4.1 can again be used to show that if Amn(r) is modified, then 

the traveling wave is distorted. Another important factor is that if the shape is distorted, 

the location of peak amplitude can shift. Since the stator contacts the rotor at the location 

of peak amplitude, the contact location can vary around the motor. Contact location is 

important because quantities like torque and rotational speed are directly related to 

contact radius. For example, if the contact radius is reduced by 5%, the rotational speed is 

increased by 5% if the tangential speed is kept constant. This similarly leads to uneven 

wear and lower efficiency. 

 

4.2.3.3 Dissipates energy 

Another important factor to be considered when including tethers into a design is 

the dissipation of energy into the substrate. Since the tethers are linked to the resonant 

system at one end, and the anchored substrate at the other, the energy in the stator system 

can be lost through the tether into the anchored substrate. This energy loss is extremely 

important because it reduces the quality factor of the system. This reduction in quality 

factor reduces the motion amplification at resonance, meaning that the stator deflects out 

of plane less. Because motor performance is directly linked to stator deflection, this 

reduced out of plane deflection reduces motor speed and potential torque output. 

 

Often when resonant microsystems are suspended with tethers, the attachment 

point of the tether is a nodal point of the system, such as a length extensional resonator as 

shown in Figure 4.5. Since this nodal point experiences very little motion, the energy lost 
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through the tether is small. In the traveling wave stator, however, there is no nodal point 

to attach a tether since the wave travels about the stator at constant amplitude. 

 

 

Figure 4.5. A length extensional resonator showing the tether located at the nodal point. 

 

Even in these systems with convenient nodal points for tether attachment, ongoing 

research has been focused on further reducing tether-related losses in order to increase 

quality factor. This reduction is often performed either by creating compliant tethers that 

reduce energy radiated due to impedance mismatch, or by matching the length of the 

tether to the quarter-wavelength of the vibration in the system, reflecting the energy back 

into the system. In a traveling wave ultrasonic stator, the compliant tether cannot be used 

because the mechanical support from the tether is required to support the normal force 

from the rotor. Without some normal force, there would be no friction force that could be 

supported. The quarter-wavelength design is also incompatible with traveling wave 

ultrasonic stators because when the edge of the stator deflects, the stiffness of this tether 

creates the distortions described in Sections 4.2.3.1 and 4.2.3.2. Furthermore, the length 
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of the tether would change during the out-of-plane motion, spoiling the quarter-

wavelength matching. 

 

4.2.3.4 Prevents wave travel 

The final note on the undesirable effects arising from a tethered traveling wave 

stator is that the tethers prevent proper wave travel in the stator. In disc stators, if only 

two sectors of a 12 sector disc are active, the wave will still propagate at nearly constant 

amplitude, however in these tethered ring devices, the wave is quickly distorted. This 

observation confirms that the effects described above are not simply ancillary details, but 

rather essential challenges for the realization of a tethered ring TWUM. 

 

4.3 Tether design 

In the previous sections, the undesirable effects caused by tethers on traveling 

wave stators were examined. This section describes the process and design used to create 

a tether which mitigates the described effects, while still providing mechanical support 

and electrical connection to the stator platform. 

 

4.3.1 Straight tether varying lengths 

Initial experiments in tethers included ring stators of various sizes, with straight 

tethers of varying length. The objective was to determine how long the tethers must be in 

order to sufficiently mitigate the above-mentioned effects. Once the devices were 

fabricated, it became clear that even the extremely long tethers were not compliant 
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enough because the resonance frequencies of orthogonal modes were always offset by 

more than 10%. 

 

4.3.1.1 Simulation of straight tethered rings 

To determine the relationship between tether length, straight tethers of various 

length were simulated in ANSYS finite element software. These simulations determined 

the resonance frequencies of the two orthogonal modes: one with nodes aligned with the 

tethers, and the other with anti-nodes aligned with tethers. These frequencies were then 

compared to the free case and to each other to determine the relationship between tethers 

and frequency shift. The results of this simulation study are shown in Figure 4.6. 

 

 

Figure 4.6. Simulation study of tether length and frequency offset between orthogonal 

modes showing that extremely long tethers are required for frequency matching. 
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From this study, it was determined that a new design must be employed, which 

permits the desired motion in the stator, while mechanically supporting the stator because 

a 750 µm long tether would nearly double the total device size. 

 

4.3.2 Dynamics-driven tether design 

Because the conventional designs for low-loss tethered microsystems were 

unacceptable, a new design was developed for traveling wave stators. In this design, the 

tether was viewed as its own resonant system, and was matched to the resonator, acting 

as a mechanical impedance transformer. This concept is described in [57], where 

resonator tethers are designed to reduce loss at the anchor attachment point. By selecting 

tether designs that admit large motion at the attachment point and experience small 

relative strain at the substrate anchor, high anchor quality factors can be achieved. This 

method of tether design proved to be effective for a wide bandwidth, contrary to quarter-

wavelength tether designs. This method is adapted to the more complex conditions 

presented by the traveling wave ultrasonic stator as described below. 

 

4.3.2.1 Boundary conditions 

As described above, conventional techniques for lowering loss through tethers in 

resonators relies chiefly on the placement of the tethers at nodal points of the system. 

This is true of the resonators described in [57] as well. Because the stators described 

herein do not have an inherent nodal location along the edge, the boundary conditions are 

extremely important for creating an effective tether. The two important boundary 

conditions are seen from the modal simulation of a free ring, shown in Figure 4.7. 
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(a) 

 

(b) 

Figure 4.7. (a) Modal simulation of a free ring, and (b) a diagram showing the boundary 

conditions that must be satisfied for effective tethering. 
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From this diagram, it is clear that the tether must allow for no motion or angular 

deflection at the anchor point, and a positive displacement and a negative slope at the 

tether tip. This, in part, is why the straight tether, regardless of length, was so ineffective 

in reducing the tether effects. As shown in Figure 4.8, the straight tether’s resonance 

mode produces a positive displacement with positive slope at the tether tip. Furthermore, 

the higher modes of the straight tether also display this type of deflection/slope pairing. 

 

 

Figure 4.8. ANSYS simulation of the first matching mode of a straight tether, showing 

the deflection and slope mismatch. 

 

This mismatch between the modes of the straight tether system and the boundary 

conditions of the stator system mean that the system mismatch must be resolved by 

distortion of the stator and tether systems, adding stiffness and changing the resulting 
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mode shape and frequency. In order to prevent this boundary condition mismatch, various 

tether shapes were examined to determine favorable resonance mode shapes. 

 

4.3.2.2 Interface Strain 

A second consideration for the design of these tethers, considered as individual 

dynamic systems, is the role of energy loss through the tether. To determine an upper 

bound, it can be estimated that the strain energy at the tether/substrate interface is lost 

each cycle. This energy loss lowers the quality factor of the system, reducing the 

effectiveness of the stator for motor action. 

 

In order to reduce the energy lost through the tether and maintain a high quality 

factor, designs were also examined for relative stress at the tether/substrate interface 

using finite element modal analysis. Since each mode shape is normalized to unity, the 

relative differences in the stresses experienced can be used to compare two designs. It can 

be seen, in Figure 4.9, that the straight tether not only results in incompatible boundary 

conditions, but also supports the maximum stress at the tether/substrate interface. 
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Figure 4.9. ANSYS simulation of a straight tether illustrating the large relative strain 

experienced at the attachment point, resulting in system energy lost to the substrate. 

 

In contrast to the straight tether, the final design that was fabricated showed good 

boundary condition matching and relatively small strain at the tether/substrate interface. 

This design, from here on called a mechanical impedance transformer tether, is shown in 

a top-down view in Figure 4.10 (a), and simulated in Figure 4.10 (b). 
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(a) 

 

(b) 

Figure 4.10. (a) A top down view of the selected design of the tether system. (b) A 

simulated modal response of the tether system, shown the relatively low strain at the 

interface and good boundary condition matching. 
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This mechanical impedance transformer tether design can be simplified by 

considering it as a collection of spring joints and rigid bodies. The boxes in Figure 

4.10(a) act as torsional springs, with the slender beams in the y direction twisting to 

support rotation. The thicker beams act as rigid bodies, utilizing the angular twist in the 

joints to create net vertical motion. The two boxes are required to create matching 

boundary conditions for attachment. Since the slender beams in the boxes support most of 

the stress, there is relatively low stress at the tether/substrate interface, as shown in Figure 

4.10(b). 

 

4.3.2.3 Simulated improvement 

With the description of the tether design complete, the results of combining the 

tether system with the stator system will now be described. It is helpful to outline again 

the drawbacks of tethered systems and the design goals for a tethered ring device. The 

drawbacks of tethered ring stators include: shifted resonance frequency, distorted mode 

shapes, and energy dissipation. The design goals of the tether system, matching boundary 

conditions and low energy loss, address the drawbacks just listed. 

 

To begin, an ANSYS finite element modal simulation of a free ring stator 

displaying the targeted mode shape, B03, is presented in Figure 4.11. An ideal tether will 

allow the ring component to achieve a similar mode shape with little distortion, while 

allowing the orthogonal mode shapes to occur at identical frequencies. 
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Figure 4.11. ANSYS modal simulation of a free ring stator showing the desired mode 

shape, B03. 

 

As a baseline, ANSYS modal analysis simulations were performed of a ring stator 

with 6 straight tethers to determine the effect these tethers have on system response. 

Modal displacements of the two orthogonal modes of the straight-tethered ring stator are 

shown in Figure 4.12. Figure 4.13 shows the relative strain, with a cut out showing the 

strain at the interface between tether and substrate. The simulation parameters and 

properties are listed in Table 4-1 for reference. The parts are simulated as pure silicon 

because the thick silicon dominates the response. 
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Figure 4.12. ANSYS simulation of two orthogonal B03 modes of a straight-tethered ring 

stator showing frequency mismatch and mode shape distortion. 
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Figure 4.13. ANSYS simulation of two orthogonal B03 modes of a straight-tethered ring 

stator showing frequency mismatch, and relative strain at the interface. 
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Table 4-1. Simulation parameters used in ANSYS modal analysis of rings 

Parameter Value 

Young’s Modulus 170 GPa [50] 

Poisson’s Ratio 0.064 [50] 

Density 2330 kg/m
3 

Mesh Size 10 µm 

Inner Diameter 1000 µm 

Outer Diameter 2000 µm 

Thickness 25 µm 

 

 

From the simulation of the two orthogonal B03 modes of the ring stator tethered 

with a straight beam in Figure 4.12 and Figure 4.13. From this simulation, it can be 

observed that the frequency shift is approximately 32%, that the individual mode shapes 

are distorted, and that there is a significant strain developed at the substrate interface. In 

contrast to the straight tethered stator, the modal simulations of the stator with the 

mechanical impedance transformer tether design are presented in Figure 4.14 as modal 

displacement and in Figure 4.15 representing the relative strain. 
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Figure 4.14. ANSYS simulation of two orthogonal B03 modes of a ring stator tethered 

with the mechanical impedance transformer tether showing lower frequency mismatch, 

mode shape distortion. 
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Figure 4.15. ANSYS simulations of two orthogonal B03 modes of a ring stator tethered 

with the mechanical impedance transformer tether illustrating lower frequency mismatch, 

and stress at the interface. 

 

Figure 4.14 shows an improvement in frequency mismatch from 32% to 0.86%. 

The mode shapes are also qualitatively much less distorted, and stress at the interface is 
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reduced, which allows for higher quality factors to be achieved. These improvements can 

be extended by altering the number of tethers in the system. When a stator with 3 nodal 

diameters has six equally spaced tethers, the orthogonal modes have either nodal lines 

aligned with the tethers or anti-nodes aligned with the tethers. This alignment exaggerates 

the tether effects because the modal responses of the tethers are characteristically 

different. By altering the number of tethers, this nodal line alignment is upset, resulting in 

the modes being ultimately symmetric. Figure 4.16 contains simulation results from a 

stator with four tethers, which is the lowest number of tethers to avoid nodal line 

alignment with tethers in a B03 mode. Figure 4.17 shows simulation results from a stator 

with twelve tethers, allowing the tether alignment to occur for both orthogonal modes. 

Changing the number of tethers reduces the simulated frequency offset to 7 ppm. 
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Figure 4.16. ANSYS simulations of the orthogonal B03 modes with symmetric responses 

due to nodal line alignment elimination with four tethers. 
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Figure 4.17. ANSYS simulations of orthogonal B03 modes with symmetric response due 

to the symmetric nodal line alignment from twelve tethers. 
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4.3.3 Characterization of standing waves 

In order to experimentally demonstrate the improvement of the mechanical 

impedance transformer tether design, a set of edge tethered ring stators were fabricated, 

some with straight tethers and some with the mechanical impedance transformer tether 

design. Each tether design had the same total length and the same beam width. Stators 

had either 4 tethers or 12 tethers in order to exploit the nodal symmetry described in the 

previous section. Figure 4.18 shows a micrograph of a traveling wave ultrasonic ring 

stator 3 mm in diameter with the mechanical impedance transformer tether design. 

 

 

Figure 4.18. A micrograph of a 3mm diameter traveling wave ultrasonic ring stator with 

the mechanical impedance transformer tether designed to reduce undesirable effects such 

as mode distortion and frequency shift. 
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The standing wave deflection can be characterized as a function of frequency and 

applied voltage as was done with the disc stators. Individual measurements were made 

for each frequency and applied voltage using a laser Doppler vibrometer. Because 

nonlinear trends were a concern due to clamped-clamped tether boundary conditions, 

both sweep up and sweep down were recorded for each frequency and voltage. No 

nonlinear jumps were observed and sweep up/down plots generally match well. Figure 

4.19 shows a plot of stator deflection in a straight tethered ring stator as a function of 

frequency for three applied voltages (0 V to -3 V, 0 V to -6 V, 0 V to -9 V). 

 

 

Figure 4.19. Maximum vertical deflection of an anti-node of the ring stator with straight 

tethers as a function of voltage and frequency. 

 

Figure 4.19 shows a peak deflection of 50nm at 9Vp-p, and a quality factor of 26. 

By contrast, Figure 4.20 shows out of plane deflection in a ring stator with the 

mechanical impedance transformer tether design, plotted as a function of frequency for 
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the same three applied voltages (0 V to -3 V, 0 V to -6 V, 0 V to -9 V). From Figure 4.20  

it can be observed that at 9 Vp-p, the peak deflection is 101 nm, over two times the 

deflection of the straight tethered device. A quality factor of 36 is also measured for the 

stator with the mechanical impedance transformer tether, a 40% improvement over the 

straight tether. Compared to disc devices, amplitudes and quality factors are lower, likely 

due to the edge tether, despite design improvements. Figure 4.21 shows a plot with the 9 

Vp-p sweep up plots for the two tether types, illustrating the improvement in standing 

waves generated in the same stator design with different tethers. 

 

 

 

Figure 4.20. Maximum vertical deflection of an anti-node of the ring stator with the 

mechanical impedance transformer tether design as a function of voltage and frequency. 
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Figure 4.21. Maximum vertical deflection of anti-nodes of the ring stators under 9 Vp-p 

excitation shows the improvement of the mechanical impedance transformer tether design 

over a straight tether. 

 

As in disc motors, the initial step in creating a sustained traveling wave is to 

properly control the nodal line locations of the two orthogonal traveling waves. In a 

perfect disc motor, the nodal line location could be along any diameter of the disc, 

however small imperfections lead to a random preferential nodal line location. This 

random preferential location can be overcome by exciting the resonance mode with 

shaped electrodes, similar to electrode shaping in linear beams. The piezoelectric forcing, 

defined by electrode location, determines the nodal line locations, co-locating the anti-

node with the center of the electrode. 

 

As described in Section 4.2.3.1 and Figure 4.3, the orthogonal mode shapes in a 

straight tethered ring stator occurred at different frequencies because of distortion from 

the straight tether. This tether interaction not only distorted the modal frequencies, but it 
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also fixed the location of the nodal diameters of standing waves. In the low frequency B03 

mode, the nodal lines are aligned with the tethers, minimizing the tether interaction. In 

the high frequency B03 mode, the anti-nodes are aligned with the tethers, resulting in the 

maximum distortion from the tethers. In this sample device, the standing wave anti-node 

aligned to the tether location, rather than the electrode location, indicating that the tether 

contribution is strong enough to overcome the preferential orientation due to piezoelectric 

forcing. 

 

A similar test has been performed with the mechanical impedance transformer 

tether design. Figure 4.22 shows that the anti-nodes are preferentially located at the active 

electrode. This control of nodal line location by design and actuation input allow for a 

controlled traveling wave to be generated in these tethered ring devices. 

 

 

Figure 4.22. Experimental LDV data shows the anti-node, shown in red, preferentially 

locates to the active electrode, allowing for the controlled generation of orthogonal B03 

standing waves in the ring stator. 
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4.3.4 Demonstration of ring traveling wave 

With control of the standing waves demonstrated, these standing waves can be 

combined out of phase 90° and apart in space by a quarter-wavelength to create a 

traveling wave. Figure 4.23 shows a series of phase-stepped images simulating 7.1 μs and 

120° of wave propagation about the ring. 

 

 

Figure 4.23. Phase-stepped images corresponding to 7.1 μs and 120° of wave travel 

around the ring. The black dot with white circle tracks the wave peak as it propagates. 

 

4.4 Summary 

This chapter highlights the work performed to address the design challenges of 

ring tethered traveling wave ultrasonic motors. Such devices are attractive due to their 
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potential for easier system integration. Tethering devices from the edge allows electrical 

routing to be performed on the wafer surface, eliminating the wirebond that extends 

through the rotor to the center of the ultrasonic disc stator. This process of tether the ring 

stator to the substrate introduces new challenges. Mode distortion, frequency shift, and 

quality factor reduction are each highlighted throughout. By treating the tether as its own 

separate dynamic system, a mechanical impedance transformer tether was designed using 

finite element analysis and boundary condition analysis which reduces frequency shift, 

increases quality factor and allows increased out of plane amplitude. The standing waves 

of these ring stators were characterized and a traveling wave was excited in a tethered 

ring device. These results are summarized in Table 4-2. 

 

Table 4-2. Summary of ring stator geometry and performance specifications 

Parameter Value 

Stator diameter 1 - 3 mm 

Stator thickness 25 µm 

Actuation frequency 50 - 140 kHz 

Simulated modal 

frequency offset 
32% Ą 7ppm 

Measured quality 

factor enhancement 
40% 
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5 Motor Design, Modeling, and Characterization 

With discussion of the traveling wave stators complete, this final section describes 

the design, modeling, and characterizing of prototype small-scale traveling wave 

ultrasonic motors (TWUM). Following a short discussion of the motor design and 

components, a fundamental model is described, and motor characterization results are 

presented. Some of this work was presented in [58]. 

 

5.1 Design 

The first task in describing and characterizing the motor is defining the design 

space and design requirements. In its simplest form, a TWUM consists of two 

components, a stator and rotor, as described in Section 1.1. The stator is a stationary 

component that supports a traveling wave, which frictionally propels a freely moving 

rotor. The rotor can be a linear translation element or a rotary component. In this case, the 

focus of this work is rotary TWUM. 

 

As described in Section 1.1, the TWUM operates by exploiting the lateral 

frictional forces arising from the physical contact between the stator and rotor. In macro-

scale motors, wear due to this constant frictional contact has been well documented. In 

recent years, frictional coatings have been incorporated to increase torque and reduce 

wear, such that motors have been operated continuously for hundreds of millions of 

revolutions with no performance degradation [1]. Such protective layers are more 

difficult to incorporate into small motors integrated on a wafer scale, because such 
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integration would require selective deposition or patterning and would also require that 

the material not affect or be affected by subsequent process steps. 

 

The rotor must also be confined, preventing both lateral and vertical translational 

motion. This confinement is often accomplished at the macro-scale by incorporating off-

the-shelf bearings into the design. Such commercial bearings do not exist at the micro-

scale, although recent research in the area has shown promising results [56]. A further use 

of bearings is to provide a low-friction vertical load. Because the lateral frictional forces 

between the stator and the rotor are directly related to the normal forces, such vertical 

loadings increase motor torque and performance. The bearing provides the unique benefit 

of applying this vertical load without frictionally loading the rotor. Without bearings, any 

applied static load creates drag on the rotor, reducing the performance benefit of 

additional vertical load. Such complicated pre-loading structures are extremely difficult 

to create using microfabrication techniques and are beyond the scope of this work. Some 

potential solutions are described and discussed along with other future work in Section 

6.2.5. 

 

5.1.1 Silicon DRIE rotor 

In order to create a proof-of-concept system, a prototype TWUM was created 

using a silicon rotor fabricated using through-wafer deep reactive ion etching. This proof-

of-concept motor is shown in Figure 5.1.  
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Figure 5.1. Micrograph of the proof-of-concept TWUM system with a silicon rotor. 

 

In this prototype, stator teeth are omitted and wire bonds to the center are used to 

make electrical connection and also to confine the rotor laterally. The individual rotor is 

manually positioned before wirebonding to allow the bond wires to extend through the 

center hole in the silicon rotor. This silicon rotor TWUM was then used to characterize 

motor performance over a variety of conditions. 

 

5.2 Modeling 

In order to describe motor performance and characterization, it is first necessary 

to highlight the expected or modeled characteristics. While numerous techniques exist for 

determining motor performance, the fundamental model is well described in [13]. In this 

model, the contact between the stator and rotor is modeled and the resulting friction 
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forces determine torque, while the speed of the stator and the stick/slip regions of the 

rotor determine rotor speed. 

 

5.2.1 Model Formulation 

This section will outline the model presented in [13]. This model is used here with 

no changes or modifications from the published model in [13]. Some of the underlying 

advantages and limitations of the model will also be discussed. 

 

5.2.1.1 Stator Motion 

As described in Section 1.1, the excitation of a traveling wave produces motion at 

the surface of the stator. The peak vertical motion can be characterized by laser Doppler 

vibrometry. This peak vertical motion is an essential piece in determining motor 

performance because it can be used to obtain the elliptical motion at the surface of the 

stator as shown in Figure 5.2.  

 

 

Figure 5.2. Schematic illustration of the stator deflection and elliptical motion with 

relevant variables highlighted. 
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In Figure 5.2, the elliptical motion of the surface of the stator is traced in a blue 

dashed line. This motion creates a local horizontal velocity near the crests of the traveling 

wave. To determine the elliptical motion at the surface, it is necessary to examine the 

traveling wave equation, Equation 5.1: 

 

                (5.1) 

 

In this equation, z is the vertical deflection of the neutral axis, w is the wave 

amplitude, k is the wave number, θ is the angular position, ω is the excitation frequency, 

and t is time. This equation describes the motion of the neutral axis of the traveling wave, 

however the geometric and elastic properties of the stator transform this relationship into 

elliptical motion at the stator surface. A small angle assumption can be made since the 

length scales are much longer than the deflections in question. With this assumption, the 

vertical deflection approximately matches the wave shape: 

 

                (5.2) 

 

Equation 5.2 approximately expresses the vertical motion of the stator surface, ξ. 

The horizontal motion of the stator surface, ζ, is then described by Equation 5.3. 

 

                   (5.3) 
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Here, h represents the distance between the surface point and the neutral axis. The 

horizontal speed of the stator surface, vh, which is the motion tangential to the rotor, is the 

time derivative of the horizontal position. 

 

    
 

  
                   (5.4) 

 

From Equation 5.4, it can be seen that the peak horizontal velocity can be 

expressed as in Equation 5.5. 

 

      
          (5.5) 

 

It is also important to note that this peak horizontal speed also occurs at the peak 

vertical deflection, such that the crests of the traveling wave carry the largest tangential 

speed. 

 

5.2.1.2 Rotor Motion 

In the simplest formulation, this peak stator speed corresponds directly to the 

maximum rotor speed, or ωrotor,max, through Equation 5.6, where r is the contact radius. 

 

          
 

     

 
 

     

 
    (5.6) 

 

This occurs when the speed of the rotor matches the horizontal speed of the stator 

at the crest of the wave. This, however, is a limited case. In normal operation, there is 
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small penetration of the stator into the rotor. This results in a variation of stator surface 

speed in the contact region. This speed range is resolved by introducing slip regions as 

shown in Figure 5.3. 

 

 

Figure 5.3. Illustration of the slip regions in the stator with relevant variables highlighted 

outline the torque and speed formulation for the motor model. 

 

Figure 5.3 shows the regions of slip within the contact region between the stator 

and rotor. There are three distinct slip regions each separated by a point where the rotor 

speed matches the horizontal speed of the stator. In the outer slip regions (regions I and 

III), the rotor speed is higher than the horizontal speed of the stator surface. This speed 

difference causes a drag on the rotor. In the center slip region, region II, the tangential 

speed of the stator surface is higher than the rotor speed. The slip within this region, 
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therefore acts to provide torque to the rotor. Combining the drag from regions I and III, 

with the force provided by region II, the net torque from the stator to the rotor can be 

expressed according to Equation 5.7. 

 

                                   
  

 
                              

  

  
  

  (5.7) 

 

Here,  
   

                       
 , rcont is the radius of stator-rotor contact, and µ is 

the coefficient of friction. The normal force, FN, geometric parameters, and material 

properties determine the value of x0, whereas the rotor speed determines the location of 

since this point lies where stator speed and rotor speed match. With these two quantities, 

FN and xr, the net torque transmitted to the rotor can be determined. With this 

formulation, a torque speed curve can be developed for a given normal force (see Section 

5.2.2. 

 

5.2.1.3 Contact 

In order to determine how normal forces relate to stator-rotor penetration, a 

contact model must be used. Flynn uses a Hertzian contact model that is proposed to be a 

good model for the given system [13]. In this model, the stator-rotor interface is modeled 

as a cylinder contacting an elastic halfspace. Under this formulation, the location of the 

contact point, x0, can be determined from Equation 5.8, with R and CE determined from 

Equation 5.9 and Equation 5.10 respectively. 
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                (5.8) 

 

   
 

     
  (5.9) 

 

    
    

 

  
 

    
 

  
  (5.10) 

 

In these equations, FN is the normal force, R is the radius of curvature, CE 

accounts for material properties, λ is the wave length, w0 is the peak deflection of the 

stator at the contact location, νs, νr, Es, and Er are the Poisson ratios and elastic moduli in 

the contact area of the stator and rotor respectively. 

 

5.2.2 Model Conclusions 

The model presented here is a simple representation of the operation of a TWUM. 

The model has been proven to sufficiently describe the performance and operation of 

TWUM as described in [13]. This model will be used to compare the expected and 

measured speeds with no applied load. Figure 5.4 shows the modeled results for a three 

millimeter diameter motor under various applied normal loads. The 18 µN load is 

approximately the preload due to weight of the rotor in the experimental system. From 

here it can be observed that increasing normal load has a direct effect on the maximum 

torque. Under reasonable normal loads less than 1 mN, the motor model suggest that 

torques up to 0.2 N·mm can be generated. In this platform, 0.2 N·mm torque would 

represent a torque density of 64 mN·mm / mm
3
, an order of magnitude larger than the 
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bulk PZT motor reported in [26]. If the power consumption is unaffected by preload, then 

peak efficiency would be approximately 28%. 

  

Figure 5.4. Modeled torque-speed curve for the 3 mm diameter thin-film TWUM 

described below. This shows the potential for increased torque with larger normal forces. 

 

This model is excellent for its simplicity and transparency. It also sufficiently 

describes the steady state behavior of the motors without extensive fit parameters. The 

major disadvantage of this model is that known stator deflection is essential in 

determining motor performance, both in speed and contact area. This deflection, though 

measurable, cannot be easily determined a priori. This drawback results in a model that is 

predictive for the motor performance, but cannot be used to improve the design of the 

stator component. This limitation is described further in Section 6.2.4. 
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5.3 Characterization 

This section is focused on the characterization of the prototype TWUM described 

above. The results include torque, speed, and power consumption as a function of phase, 

frequency, and actuation voltage. A motor with a 3 mm diameter stator and a motor with 

a 2 mm diameter stator were characterized. Each motor used a rotor with an outer 

diameter of 2 mm. Motion was characterized using a Keyence VW-9000 high speed 

microscope. To determine motor characteristics, individual frames of the high speed 

video were analyzed. In each frame the angular position of the rotor was determined by 

measuring the angle formed by two points opposite each other on the rotor. These angles 

were then tracked for the frames as time progressed. Instantaneous speed was 

approximately determined by dividing the change in angle over time. 

 

A proof of concept motor with a stator 3 mm in diameter and 30 μm thick was 

used to characterize the motor speed behavior. In this stator, the B13 resonance mode 

occurs at 252.2 kHz. The 500 μm thick silicon rotor is made using deep reactive ion 

etching. The rotor is manually positioned on the stator and the assembled motor is 

wirebonded to a 24-pin dual in-line package (DIP). Two 252.2 kHz electrical signals 0-

Vp, where Vp is the peak actuation voltage, are delivered to the device, offset by 90° in 

phase. Figure 5.5 shows the speed and power consumption as a function peak actuation 

voltage as reported in [58]. 
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Figure 5.5.  Experimental results show speed and power as a function of actuation 

voltage. Error bars on rotational speed represent standard deviation [58]. 

 

Observations from other PZT based MEMS devices fabricated at the US Army 

Research Laboratory [36] highlighted a degree of polarity bias, or imprint, in the 

piezoelectric response of the final devices. The imprint creates a preferred bias operation 

for the device such that one polarity bias can create larger strains than the opposite 

polarity [59]. For TWUMs, a negative bias applied to the top Pt electrode results in a 

larger strain generation, creating larger out-of-plane deflections. As a result, the increased 

out-of-plane deflection in the stator increases the speed of operation at a given voltage 

and also decreases the required starting voltage of the motor. Speed and power 

consumption as a function of voltage for the proof-of-concept motor is plotted in Figure 

5.6, showing the smaller starting voltage and higher speeds under a negative bias voltage. 

0 

200 

400 

600 

800 

1000 

1200 

1400 

1600 

1800 

2000 

0 

1 

2 

3 

4 

5 

6 

7 

8 

0 2 4 6 8 10 

R
o
ta

ti
o
n
al

 S
p
ee

d
 [

R
P

M
] 

P
o
w

er
 C

o
n
su

m
p
ti

o
n
 [

m
W

] 

Peak Actuation Voltage [V] 

Power [mW] Speed [RPM] 



 

 

 

 

125 

 

Additionally, Figure 5.6 shows that input voltage can be used to control motor speed. 

These speeds match well with the predicted no-load speeds from the motor model. 

 

 

 

Figure 5.6.  (a) Rotation speeds as a function of peak actuation voltage for positive and 

negative bias shows that higher speeds and lower starting voltages can be obtained by 

operating with negative bias. (b) Power consumption under negative bias is lower than 

under positive bias and trends linear above 5V. 
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Characterization of motor speed as a function of phase was also performed and is 

shown in Figure 5.7. Phase control has been used in macro-scale TWUMs to allow for a 

slow start and stop, although this is accomplished at a lower efficiency [60]. Additionally, 

rotation direction can be controlled by changing the phase by 180°. This ability to change 

rotation direction with changing phase is a main advantage of traveling wave motors over 

standing wave motors. One interesting note is that the zero speed crossing occurs at a 

non-zero phase, and by extension the rotor moves when the phase offset between the two 

excitation signals is zero. Furthermore, the rotor moves when only one set of electrodes is 

active. This behavior is likely due to small imperfections in the disk which serve to split 

the degenerate resonance frequencies, resulting in a natural phase offset between the 

orthogonal modes at a specific drive frequency. This natural phase offset can be exploited 

to create a TWUM that can be operated with a single phase source (as opposed to the 

dual phase requirement for traditional TWUM) as described in [53]. This frequency 

splitting was confirmed in smaller devices that exhibit larger frequency split using laser 

Doppler vibrometry. 
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Figure 5.7.  Rotation speed as a function of phase shows a smooth but nonlinear response. 

The zero speed crossing occurs at a non-zero phase offset, demonstrating that traveling 

waves may be generated within the stator using input signals with no phase offset. 
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Figure 5.8. The speed-frequency relationship, shown here, does not exhibit any 

significant Duffing behavior typically observed in macro-scale motors. 

 

Rotation speed as a function of frequency has also been characterized and is 

shown in Figure 5.8. Frequency control can also be used to control motor speed, however 

it is often not used in macro-scale motors because researchers have noted that the motor 

suddenly stops when gradually decreasing the frequency. Sattel attributes this to a 

catastrophic jump due to non-linear dynamics and shows Duffing-like behavior 

experimentally [61]. Sattel argues that the catastrophic jump causes a sudden decrease in 

deflection, which drops below the level required for motion [8]. Because this Duffing 

behavior exists in macro-scale motors, temperature change can shift the resonance 
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frequency, leading to a catastrophic jump during operation. To avoid this catastrophic 

jump, macro-scale motors must operate away from the peak resonance condition, 

reducing the performance of the motor. Contrary to what is observed in macro-scale 

motors, there is no softening resonance curve observed in these micro-scale motors for 

either the stator component or the motor. This allows the motor to operate at peak 

resonance condition without concern for the sudden stop seen in their macro-scale 

counterparts. 

 

A separate 2 mm diameter motor was used to characterize the torque performance 

as a function of speed as shown in Figure 5.9. A starting torque of 2.5 µN·mm was 

calculated using a high speed camera by monitoring the change in angle over time during 

the start-up phase. This change of angle over time was used to determine the angular 

acceleration. Torque is obtained by multiplying the angular acceleration by the rotational 

inertia of the rotor according to the equation, τ = αI, where τ is the torque, α is the angular 

acceleration, and I is the rotational inertia. This torque value does not match the predicted 

stall torque value shown in Figure 5.4, approximately 3 mN·mm, likely due to contact 

with the wirebonds and the large amount of slip that exists during the change in phase. It 

should be noted that the motor torque could be greatly increased by providing a larger 

normal force beyond merely the self-weight of the rotor since the frictional force applied 

between the stator and rotor is related to the normal force applied. Given the applied load 

and size, the motor torque compares favorably to the pseudo-traveling wave motor in [14] 

at 41 nN·mm, the 8 mm diameter magnetoelastic standing wave motor [32] at 30 

µN·mm, and the standing wave bulk PZT motor with preload [6] at 3.2 mN·mm. In order 
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to account for the various shapes and sizes of these motors, torque density can be used to 

compare the torque normalized by volume. Table 5-1 shows the some of the previously 

mentioned motors in terms of torque density using available dimensions to estimate 

device volume. 

 

Table 5-1. Reported ultrasonic motor preload and torque density 

Motor Description Ref. 
Preload 

[µN] 

Torque Density 

[µN·mm / mm
3
] 

Thin-film TWUM 
This 

work 
18 1.6 

Thin- film Pseudo-TWUM [14] 81 0.034 

Magnetoelastic standing 

wave motor 
[32] 215 1.2 

Thin-film PZT tube motor [24] 5300 87 

 

Other miniature ultrasonic motors that are significantly larger than this thin-film 

TWUM (8 mm to 10 mm in diameter) have demonstrated increased torque under 

increased normal load using custom watch dynamometers [13] and [62] which can also 

be seen from [24] in Table 5-1. These motors demonstrate that with larger applied normal 

loads, much larger torques can be produced. This large applied normal force, however, is 

difficult to achieve at such small scales, especially if the motors are to be applied in a 

system, and not simply tested on a micro-dynamometer. Potential methods for 

accomplishing this are discussed in the proposals for future work in Section 6.2.5. 

 



 

 

 

 

131 

 

 

Figure 5.9. Torque is plotted here as a function of speed, both quantities calculated using 

high speed video capture to measure angle over time. 

 

5.4 Summary 

The design and results described within this section describe the first 

demonstrated wafer-scale traveling wave ultrasonic motor. At 2 mm in diameter and 1 

mm thick (including the nearly 0.5 mm thick substrate), this motor is also the smallest 

traveling wave ultrasonic motor ever reported in the literature. Motor speeds compare 

favorably to the predicted unloaded speed from the model. Reported startup torque values 

compare favorably to other work given the small normal load applied. Larger normal 

loads will proportionally increase the torque. These results are summarized in Table 5-2. 
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Table 5-2. Summary of motor geometry and performance specifications 

Parameter Value 

Speed 
100-2050 

RPM 

Power consumption 
0.4 – 4.0 

mW 

Starting voltage 4V 

Start-up torque 2.5 µN·mm 

Motor diameter 2 – 3 mm 

Frequency 50-350 kHz 
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6 Conclusion 

Miniature rotary systems have long been studied in micro-electromechancal 

systems (MEMS) to varying degrees of success. Because of the millimeter scale, these 

rotary platforms often operate at high speeds with little potential for output torque beyond 

single micronewton-meters. This dissertation outlines the development and 

demonstration of a miniaturized traveling wave ultrasonic motor (TWUM), which 

provide rotations at practical speeds (0 to 2000 RPM) and potential for significant output 

torque on the order of 0.2 mN-m under reasonable normal loads. Through thin-film 

deposition and microfabrication techniques, this work has produced the first successful 

and smallest wafer-scale microfabricated TWUM. 

 

Table 6-1. Summary of motor geometry and performance ranges 

TWUM Parameter Value 

Speed 100 - 2050 RPM 

Power consumption 0.4 - 4.0 mW 

Motor diameter 2 - 3 mm 

Rotor thickness 500 µm 

Stator thickness 20 - 30 µm 

Frequency 50 - 350 kHz 

 

6.1 Summary and Contributions 

The demonstration of this thin-film microfabricated TWUM is accompanied by 

several further contributions to the field, which will be summarized below by section. 

Included in the summary of contributions are: a backside vapor HF release, 
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microfabricated disc stators with asymmetric anchor conditions, ring stator tether design, 

and single phase TWUM. 

 

6.1.1 Fabrication 

The fabrication process of the traveling wave ultrasonic motors, described in 

Section 2, leverages many accepted microfabrication techniques while providing new 

fabrication methods that could be more widely applied. One new technique is the 

backside release of the traveling wave ultrasonic stator. The disc stator design requires 

that a continuous surface, 1-3 mm in diameter, be fully released except for a center 

anchor tied to the substrate. This means that undercut lengths from 0.4 to 1.3 mm must be 

etched. These large undercut lengths are difficult to achieve, especially without over-

etching the center anchor. In order to shorten the etch time and control the release 

process, backside holes were etched into the handle wafer silicon. These holes allowed 

vapor hydrofluoric acid to travel to the buried silicon dioxide and etch this buried 

sacrificial layer away. A modification of this process, involving over-etch during the deep 

reactive ion etching, created small outcrops at the buried silicon dioxide layer. This 

outcropping, called footing, is usually undesirable because it can change the properties of 

the affected device. However, with the disc stator, the etch is performed from the 

backside of the wafer stopping at the buried oxide beneath a 20 to 40 µm thick device Si 

layer and, the device Si geometries and properties are unaffected by footing in the handle 

wafer. The footing allows the device undercut time to be significantly reduced, and in 

some cases, can even eliminate the need for a vapor HF release etch all together for 

silicon-on-insulator devices. 
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6.1.2 Disc Stator Design and Characterization 

The design of the resonant disc stator components and their characterization, 

using laser Doppler vibrometry, are presented in Section 3. The design of the disc stators 

borrowed largely from previous work in macro-scale traveling wave ultrasonic motors. 

The design is intended to allow excitation and control of two orthogonal standing waves, 

using a piezoelectric material. The characterization of these standing waves in the 

microfabricated stators as a function of frequency, peak voltage, and bias voltage is 

described in Section 3.2. These standing waves, when combined out of phase, create a 

traveling wave, which is used for rotary drive of the rotor. This traveling wave was 

observed experimentally using laser Doppler vibrometry. 

 

Although the design of the disc stator was largely leveraged from previous work, 

the center anchoring condition required a unique fabrication process, as described above. 

This process resulted in asymmetric anchor conditions, offsetting the resonance 

frequencies, and shifting the location of nodal diameters in some small discs. This 

asymmetric anchor condition prevented traveling wave generation in the small discs. A 

study of these small discs correlated the nodal line location with etch holes that were 

significantly larger than the surrounding holes. This larger hole caused faster etching and 

more footing, allowing for preferential etching of the silicon dioxide layer. The 

preferential etch created hexagonal anchors, rather than the intended circular ones, 

resulting in the asymmetric anchor that prevented the generation of the traveling wave. 

The etch hole design was modified and standing wave control was subsequently 

demonstrated in these discs with little frequency offset. This work highlights the 
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importance and influence of all aspects of the fabrication process and how they relate to 

the mechanical design. 

 

The standing waves and traveling waves in these disc stators were characterized 

using laser Doppler vibrometry. Amplitudes over 1 μm of out of plane deflection were 

demonstrated in 2 mm diameter discs at frequencies over 450 kHz, with the thickness of 

the buried oxide layer limiting further deflection. Quality factors in air of 95 were 

achieved, unaffected by drive amplitude. 

 

Table 6-2. Summary of stator geometry and performance specifications 

Parameter Value 

Stator diameter 1 - 3 mm 

Stator thickness 20 - 30 µm 

Actuation frequency 50 - 600 kHz 

Deflection 0 - 1 µm 

Quality Factor 95 

 

6.1.3 Ring Stator Design and Characterization 

Ring stators, which provide integration benefits for traveling wave motors, are 

described in Section 4. The ring stators are tethered from the outer edge and have 

potential to provide easier integration, while providing other unique functionality, such as 

a through-motor hole for optical purposes. Although the stator design is very similar to 

the disc stator, the tether design provided significant challenges. Experimental 

demonstration of 30% frequency mismatch due to tethers was presented. To reduce this 

frequency mismatch, the tethers were modeled as individual resonant systems. The 
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negative effects of tethers were mitigated by reducing boundary condition mismatch and 

strain at the anchor point. Through design and finite element analysis, the designed 

frequency mismatch was reduced to 0.86% for mismatched designs and to 7 ppm for 

frequency symmetric designs. 

 

The ring stators with the mechanical impedance transformer were fabricated and 

tested. Experimental results using laser Doppler vibrometry showed a two-fold increase 

in deflection and a 40% increase in quality factor compared to ring stators with straight 

tethers. Traveling waves were demonstrated in these ring stators and presented as phase-

stepped images. 

 

6.1.4 Motor Modeling and Characterization 

Modeling and characterization of motor performance were presented in Section 5. 

In this section, a fundamental model developed in [13] is described. A 3mm diameter 

stator with a 2 mm diameter rotor was used to characterize speed as a function of voltage, 

frequency, and phase, as well as power as a function of voltage. This matched well with 

the modeled no-load speeds. This 3 mm diameter rotary motor was the first 

demonstration of a wafer-scale thin-film TWUM. This motor also exhibited rotary 

motion with zero phase offset, implying that the motor could be altered to create a single 

source drive. 

 

A 2 mm diameter stator with a 2 mm diameter rotor was used to characterize the 

start up torque of the motor. Although the limited normal force resulted in a small output 



 

 

 

 

138 

 

torque of 5.3 µN•mm, the motor compares well with similarly loaded and sized ultrasonic 

motors. More importantly, the motor has the capability to increase the output torque 

dramatically with larger normal forces, up to 0.2 mN-m under 1 mN applied load. This 2 

mm diameter motor is composed of a 500 μm thick silicon rotor, a 30μm thick 

PZT/silicon stator, and 450 μm of inactive substrate. Even including this inactive 

substrate, this motor represents the smallest traveling wave ultrasonic motor ever 

reported. 

 

6.2 Future Works 

This section highlights potential extensions of this project for further work and 

development. Some of these concepts and questions cannot currently be attempted or 

answered, but are provided here as a guide for future research. Included here is discussion 

of the following topics: robust stator release process, stator teeth, reduction of loss 

mechanisms, model expansion to account for inaccuracies, rotor pre-load, wafer-scale 

integrated rotors, and potential device application. 

 

6.2.1 Robust stator release process 

The current process for release is cumbersome, long, and potentially harmful to 

the structural and active materials in the stator. The below sections outline potential 

extensions of this work toward creating a more robust release process. The first section 

discusses removing the timed aspect of the etch. The second section discusses material 

compatibility challenges in the current process. 
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6.2.1.1 Untimed 

If the process could be modified so that hard etch stop could be introduced, then 

the release process could become significantly more repeatable. Because undercut times 

vary based on undercut length as well as etch rate, the current process does not 

consistently release devices within the desired etch time. To test if devices are released, 

residual stress curvature of the stator can be monitored, however this does not guarantee 

full release. Figure 6.1 shows a laser Doppler vibrometry scan of a disc stator that 

exhibits residual stress curvature, yet is not completely released. 

 

 

Figure 6.1. Laser Doppler vibrometry data showing a clamped portion of an otherwise 

released disc stator. 
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This uncertainty of release could be eliminated if a hard etch stop could be 

designed in the process. Furthermore, the etch stop would allow for faster undercut 

speeds to be achieved, because the etch stop would define the stator structure rather than 

the progressive etch front in the current process. Conceptual cross sections including a 

hard etch stop is illustrated Figure 6.2. 

 

 

Figure 6.2. Conceptual cross-sections showing a hard etch stop incorporated into the 

traveling wave ultrasonic motor process. 

 

Alternatively, if ring stators are used, the need for the backside etch holes and 

vapor HF undercut are eliminated because the stator would be supported from the side 

Platinum PZT SiO2 Si

Gold Photoresist Alumina Hard etch stop
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with tethers, rather than from the center through the buried oxide. This would simplify 

the fabrication process and eliminate the need for a hard etch stop. 

 

6.2.1.2 Material compatibility 

Some of the problems with release could also be solved by incorporating a more 

effective passivation layer. Although the alumina is effective at shielding the field oxide 

from etch during release, it is clear that it is an ineffective barrier for sidewall protection. 

Further, if the HF begins attacking the oxide under metal traces, the etch runs away along 

the metal trace, resulting in 30 µm wide traces that are completely undercut. The 

passivation is still necessary because the HF will attack the silicon dioxide insulating 

layer between the bottom platinum electrode and the silicon. This silicon dioxide is not 

only an insulating layer, but also functions as a template for oriented PZT growth. 

Furthermore, the PZT can also be attacked by the HF, degrading its effectiveness within 

the system. If instead, a different release was used that was more compatible, the stator 

fabrication process could become more flexible and the release less problematic. 

 

6.2.2 Stator teeth 

Small posts protruding from the surface of the stator, called stator teeth, could 

provide increased speed and performance from these traveling wave motors. The 

maximum speed of the traveling wave motor is determined by the wave number, 

frequency, deflection, and distance from the neutral axis. Because the stator teeth are 

small and independent, they have little effect on wave number, frequency or deflection, 
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however they can dramatically increase the distance from the neutral axis. This increased 

distance results in increased speed of the motor according to Equation 6.1. 

 

          
 

              

 
    (6.1) 

 

Here, w is deflection, ω is frequency, k is the wave number, h is the distance from 

neutral axis to stator surface, htooth is the height of the tooth, and r is the contact radius. 

 

Potential methods for incorporating stator teeth into the traveling wave ultrasonic 

stator were investigated, including aerosol deposition and electroplated metal. 

Electroplated metal was the more desirable choice, due to fine resolution and alignment 

possible with photolithographically defined molds, however our collaborators 

specializing in such electroplated metal patterns were set back due to tool malfunctions 

which required an entire process redesign. If this fabrication can be accomplished in the 

future, the expected performance gains should easily be attained. 

 

6.2.3 Reduction of loss mechanisms 

As described in Section 5.2.1.2, out of plane deflection is extremely important for 

determining the motor performance characteristics. This deflection can be increased by 

reducing the loss mechanisms in the traveling wave stator. This is of particular note for 

ring stators, where the quality factor is less than half of the disc stator quality factor. To 

reduce loss in these devices, design optimization could be performed on the tethers to 

reduce the strain at the interface. 
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Another potential way to achieve higher deflections is to shape electrodes to 

specifically excite one mode [63]. In beams, this is easily performed by matching the 

width of the electrode with the mode shape in order to exploit orthogonality. This 

electrode shaping is not as simple in the two dimensional case because there is no 

equivalent to electrode width that can be exploited. Still, the shape of the electrodes could 

be modified to prevent cancelation. For example, with the current electrode layout a B13 

mode in the disc sees positive excitation both inside the nodal circle and outside the nodal 

circle despite these sections producing opposite strain states. This inevitably causes some 

cancelation to occur. Modifying the electrode layout to prevent such cancelation may 

result in larger deflection. 

 

6.2.4 Model expansion to account for inaccuracies 

The model described in Section 5.2 provides a good baseline for expected 

performance for the TWUM, however there are some phenomena that are not captured in 

this model. One important point when discussing the presented model is that the model 

requires a known out-of-plane deflection. This deflection must be obtained 

experimentally before motor performance can be determined. If, however, the deflection 

can be modeled from geometric and material properties, then motor optimization can be 

performed without the need for experimental testing. This is of particular importance for 

microfabricated motors due to the long fabrication process which can only produce a 

subset of designs per run. For this reason, modeling the motor performance before 

fabrication would lead to improved designs in significantly less time. 
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Hagood described using a Hamiltonian approach to determine out of plane 

deflection in a motor [64], and this was later modified by Hagedorn to include rotor 

flexibility in determining motor performance [65]. This modeling, however, produced 

incorrect results for out of plane deflection. Hagedorn describes the electromechanical 

transformation factor (which he calls the electromechanical coupling factor, not to be 

confused with the piezoelectric electromechanical coupling factor, k31) which relates 

actuation voltage to deflection results by stating, “It turns out that the calculated value of 

the electromechanical coupling factor differs greatly from the value identified using the 

experimental data” [65]. Potential explanations offered in the paper include inadequate 

modeling of the bonding layer and uncertainty in the piezoceramic parameters, especially 

in e31. Significant mismatch between modeled deflection and experimentally observed 

deflection were also observed in these microfabricated stators. Here, there is no concern 

over the bonding layer (because it does not exist) or in material properties, because they 

are measured. The model was validated for the one dimensional case of a beam in [66]. It 

is unclear what causes this model inaccuracy, perhaps inaccuracies in accounting for two-

dimensional strain effects in the disc or ring stators. If the model can be properly 

developed, then the motor model could be used to determine performance before 

fabrication, allowing for design optimization. Such a model would be of great benefit 

beyond traveling wave motors, having application in microfabricated resonators and 

filters as well. 

 

If this fundamental problem can be solved, then further refinements by Hagood 

[65] and Hagedorn [65], transient dynamics and rotor flexibility respectively, can be 
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added into the model for a more complete understanding of the motor operation, 

including these secondary effects. 

 

6.2.5 Rotor preload 

The first of two future work proposals related to an integrated motor involves 

increasing the normal load between stator and rotor. It has been shown by Flynn [13], 

that increased load increases torque generation at a near linear rate up to a limit. This 

increased torque potential is one of the advantages of the TWUM over the electrostatic or 

electromagnetic motor. Unfortunately, this increased load is extremely difficult to create 

in such a small platform. Because microelectromechanical systems (MEMS) are 

essentially two dimensional systems, large forces in the out of plane direction are 

incredibly hard to create. Furthermore, commercial off the shelf bearings which can be 

used in macro-scale motors do not exist for MEMS-scale parts. 

 

6.2.5.1 Non-MEMS Package 

Flynn [13] and Dubois [62] used a non-MEMS package to provide preload. 

Specifically, custom-made dynamometers were created by watch manufacturers. This of 

course would not be used as a system integrated motor, but simply highlights the fact that 

jewel bearings from watch manufacturers offers a potential solution to the rotor preload 

problem. 
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6.2.5.2 Micro ball bearings 

Hanrahan [56] has produced a micro ball bearing supported rotating stage. This 

stage could be integrated with the traveling wave ultrasonic stator to create a motor with 

preload, supported through the ball bearings. The bearings have been shown to produce 

very little friction, while able to support significant loads. Communication with the 

author has indicated that in order for the two platforms to be integrated, the stator 

component would need to allow for 25 µm of sag in the rotor. This rotor sag can be 

covered by including stator teeth (discussed above) which extend up from the stator 

surface as shown in Figure 6.3. 

 

 

 

Figure 6.3. Stator teeth can account for the rotor sag from the ball bearing platform. 

 

6.2.5.3 Magnetic preloading 

Preloading the rotor using magnetic attraction was also explored as a potential 

solution for the normal load problem [67]. Small nickel rings were used as rotors with a 
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permanent magnet placed beneath the package to provide a magnetic field. This attempt 

was unsuccessful because the rotor was not pulled directly down on to the stator, but was 

rather rotated or pulled to one side depending on the orientation of the magnetic field. 

This may have been due to the presence of the package or the silicon substrate distorting 

the magnetic field. 

 

6.2.5.4 Bonding preload 

Section 4.1.2 discusses a potential benefit of the hollow center in a ring stator for 

rotor preloading. This would be similar to the bonding preload shown in [6]. The elastic 

strain created during the wafer bonding process would create a constant preload on the 

surface, increasing the torque. Applying force at the center of the rotor would allow for 

the mechanical advantage at the contact points to overcome the frictional resistance from 

the static component, especially if the center contact point is small in diameter. Since in 

this configuration, the top side of the rotor is inaccessible because of the preloading 

mechanism, the backside of the handle wafer can be used as the rotor surface. This 

configuration is illustrated in Figure 6.4. This three layer preload component could be 

made using the multi-layer electroplated copper process described in [68]. 
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Figure 6.4. This backside rotor conceptual diagram shows a possible path to preload that 

would not be feasible without using a ring stator. 

 

6.2.6 Wafer-scale integrated rotor 

The ideal motor process would include some sort of wafer-scale integrated rotor, 

to create a batch producible, no assembly millimeter-scale traveling wave ultrasonic 

motor. Since early in the development in micromotors [69], electroplated rotors have 

been reported in the literature, such as [70], [71], and [72], specifically for in-plane motor 

drive. Early on, it was noted that it can be difficult to drive passive components since 

multi-layer components would be necessary [73]. One approach which showed immense 

promise was leveraging an electroplated copper process which was integrated into the 

PiezoMEMS process at ARL [74]. This process uses multiple photolithographic molds 

for electroplating to create complex multi-layer structures. Figure 6.5 shows a sample 

electroplated rotor as a rack and pinion system with interlocking gear teeth.  
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Figure 6.5. Fabricated rack and pinion test rotor (no stator) using a multilayer 

electroplating process. 

 

Many rotor designs were created which used the high resolution photolithographic 

molds to create complex interlocking mechanism. Samples of these designs are shown in 

Figure 6.6 through Figure 6.9. 
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Figure 6.6. Rotor design using a multi-layer electroplating process to create a rack and 

pinion. 

 

Figure 6.7. Rotor design using a multi-layer electroplating process to create interlocking 

rotors. 
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Figure 6.8. Rotor design using a multi-layer electroplating process to create a rotor with 

mechanical stops. 

 

 

Figure 6.9. Rotor design using a multi-layer electroplating process to create a self-

calibrating inertial sensor (in collaboration with the  SonicMEMS Laboratory at Cornell). 
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Ultimately, these designs were unrealizable as our collaborators specializing in 

the multi-layer electroplating process have lost the infrastructure capabilities necessary to 

create these multi-layer structures due to tool malfunctions and process inconsistencies. A 

complete process redesign was performed, however only inset structures were able to be 

demonstrated, eliminating the possibility of rotor integration. If this process can be re-

created, or re-designed with different materials that are less sensitive to process 

temperature, these designs for wafer-scale integrated rotors could be realizable. 

 

6.2.7 Device application 

As these motors develop in capability and complexity, it is possible that some of 

these potential applications can be further investigated. 

 

6.2.7.1 Fuzing Systems 

Small scale safe and arm devices, or fuzes, have been created using 

microfabrication techniques using inertial forces from the spin of the round [21] and 

thermal actuation [4] [5]. Both of these actuation techniques require large power, either 

from the spin of the round, or electrical power for thermal actuation. For some 

applications (low-G setback power), there is limited energy available for fuze actuation. 

Ultrasonic motors provide a potential for filling the technology gap for this subset of 

applications. 

 

To create a MEMS fuze, two steps are necessary. The device must be first 

unlocked, and then the explosive must be moved into line. The explosive is separated to 
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prevent unintended triggering. The locking mechanism is a physical lock which prevents 

the motion of the explosive. Using two traveling wave ultrasonic motors would allow for 

two motors to function as a command lock and one component as an explosive carrier. 

Such a configuration could looks something like Figure 6.10. 

 

 

Figure 6.10. Conceptual illustration of a traveling wave ultrasonic motor fuze system. 

 

Furthermore, because the motors act in a rotary capacity, a TWUM fuze could be 

combined with a linear MEMS fuze to increase reliability, while eliminating common 

mode failures. This would result in high reliability with a very small footprint. A geared 

rotor could also be used to move a linear rack device to function as this linear fuze. 

 

6.2.7.2 Intravascular ultrasound 

An interesting application for small scale motors is in intravascular ultrasonic 

imaging [75]. This imaging technique uses a rotating piezoelectric ultrasound transducer 

to investigate the structure of the vascular tissue, and is used to diagnose and monitor 

atherosclerosis (artery wall thickening) [20]. To accomplish this rotation of the 
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ultrasound element, a torsion rod (connected to a motor outside of the body) is inserted 

with the catheter tip. This torsion rod must be sufficiently stiff to transfer the torque from 

the motor, however this stiffness limits the depth to which the catheter can reach. Placing 

the motor at the tip allows the catheter to reach deeper into the body in a less invasive 

manner. The tip motor could also reduce wobble that is one of the problems experienced 

during imaging [20]. 

 

6.2.7.3 Rotary position actuator 

Some applications require a motor that can rotate to a precise position, or scan 

over a range of these positions. One example would be portable lidar systems, which use 

laser ranging scanned in two dimensions to create a three dimensional real time image. 

These systems carry large and expensive lasers in order to maintain high signal at oblique 

angles because the receiver is fixed. If the receiver could be rotated to align to the 

incoming beam, the required laser power could be reduced such that the laser could be 

replaced by a lower power, smaller, cheaper source. Such a replacement would allow the 

system to be constructed at half the size for half of the cost. To accomplish this, the 

motor would require positional feedback. 

 

6.2.7.4 Rotary toggle actuator with mechanical stops 

The motor could also be used as a rotary toggle, eliminating the need for 

positional measurement. The toggle positions could be determined by mechanical stops, 

which would allow the motor to rotate between these points without feedback control. 

Applications such as optical switching or the fuze command lock described above would 

be good candidates for such a toggle actuator. 
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