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This dissertation addresses one of the main concerns in pavement engineering in regard
to safety. Agencies need to relate vehicular skid resistance with pedestrian slip resistance on
the pavement surfaces located at critical locations such as crosswalks. Thus, there was a criti-
cal need to examine and relate such parameters on typical marking materials by: conducting an
extensive assessment at both lab and field conditions under alternative environmental and sur-
face conditions; developing prediction models linking such parameters; and identifying friction
specification revisions for acceptance, as well as routine condition evaluation recommendations.

To achieve these objectives, the research was organized into the following steps: lab and
field experimentation; an extensive statistical analysis assessment between various parameters
and testing conditions; an attempt to relate friction evaluation measurements to “ground-truth”

conditions by incorporating image-based microtexture analysis; and development of machine



learning modeling.

The first study phase explored the friction assessment of widely used pavement marking
materials in Maryland under various surface conditions, including dry (D), wet (W), and icy (I)
surfaces. The British Pendulum Tester (BPT) was used to assess both laboratory and field per-
formance in in-service conditions. Material-dependent variability and consistent trends between
field and laboratory data were obtained, paving the way for the use of laboratory testing as an
alternative to field inspection, which traditionally requires costly traffic control and is associated
with significant safety concerns.

The second phase addresses the repeatability and reproducibility of BPT measurements
across different devices and operators. Results confirmed that BPT provides consistent measure-
ments for both tire skid and pedestrian slip resistance. Microscopic imaging and Fast Fourier
Transform (FFT) analysis demonstrated how microtexture and macrotexture are affected by sur-
face wear and material composition, and how these significantly influence friction levels.

The third phase considered the use of the Aggregate Image Measurement System (AIMS)
to analyze pavement marking surface texture characteristics. Using asphalt cores with and with-
out markings, surface condition texture parameters, such as root mean square (RMS), mean pro-
file depth (MPD), and mean texture depth (MTD), were quantified across four scan directions.
Directional sensitivity, regression among indices, quartile classification, and texture distribution
analyses were performed. Results confirmed that AIMS-derived texture metrics align with BPN
friction values and distinguish material performance.

The next phase considered the use of supervised machine learning to predict British Pen-
dulum Numbers (BPN) based on a dataset of 1,092 laboratory and field data. Comparison of

five ML models was examined, including Random Forest, XGBoost, Support Vector Regression,



Gaussian Process Regression, and Multilayer Perceptron. XGBoost yielded the best predictive
performance with a coefficient of determination (R?) of 0.951. Analysis of feature importance
identified surface condition, material type, and test environment as the dominant predictors.

Since highway agencies have a multiyear set of data related to distress, the final portion of
the study was focused beyond friction, in an effort to develop distress prediction models using
the master Curve approach. Since the primary distresses governing pavement performance were
identified to be fatigue cracking and permanent deformation (i.e., rutting), as documented by
many Balanced Mix Design (BMD) studies currently under development in the US, data from the
Long-Term Pavement Performance (LTPP) database were used with the “master curve” approach
in developing such prediction models. Such modeling provided highly precise predictions and
thus provided the means to identify future patterns of deterioration with reduced need for time-
consuming and costly field surveys.

Finally, it is worth mentioning that the importance and value of relating vehicular skid
friction to pedestrian slip resistance, and important findings, contributions, and value of this
study in this area, addressing systematically and linking such critical parameters for safety, were

recognized nationally with the AASHTO 2025 Sweet 16 High-Value Research Award.
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Preface

This dissertation is the original work of Osama Aljarrah. It was produced while pursuing
a doctoral study at the University of Maryland from 2023 to 2026 under the supervision of Dr.
Dimitrios Goulias.

The research focuses on the study Evaluating the Correlation between Slip Resistance
and Skid Resistance of Pavement Markings at Crosswalks™, supported by the Maryland Depart-
ment of Transportation State Highway Administration (MDOT SHA). This experimental research
included an assessment of alternative materials and testing conditions for pavement markings
through lab and field testing. In conjunction with this, the research expanded into the develop-
ment of ’Distress-Based Performance Prediction of Pavements and the Master Curve Approach”,
using data from the Long-Term Pavement Performance (LTPP) of the FHWA InfoPave database.

All endeavors are in accordance with the standards required in research within academic
institutions. Collaborator contributions and source data acknowledgments are given throughout

the dissertation.
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Chapter 1: Introduction

1.1 Motivation and Background

The safety and functionality of transportation infrastructure, particularly roadways, depend
heavily on the performance of pavement markings under a range of environmental and operational
conditions [1]. Pavement markings play a critical role in friction-enhancing, thus traf c safety
at crossings and reducing the likelihood of incidents with pedestrians as well as vehicle crashes
[2,3].

The frictional performance of pavement markings—especially under wet conditions—is a
key factor in uencing both vehicular skid friction and pedestrian slip resistance. Reduced surface
friction can signi cantly increase the potential for accidents, particularly in areas where stopping
distance is critical, such as pedestrian crossings. Harlow [4] emphasized that low skid resistance
in wet conditions remains a persistent safety concern. To address this, state highway agencies
have adopted in their speci cation and evaluation methods such as the British Pendulum Tester
(BPT) to quantify surface friction. The BPT provides the British Pendulum Number (BPN), a
standardized index used to assess the frictional characteristics of pavement surfaces [5].

Establishing appropriate minimum BPN thresholds is essential for ensuring safe pavement
conditions. Nassiri [6] and others have recommended BPN-based acceptance criteria tailored to
different roadway types. These recommendations, adapted from Asi [7], classify roadway sites

into three categories based on geometry, traf ¢ volume, and potential hazard level. Table 1.1



summarizes the recommended minimum BPN values for each category under wet conditions.

Table 1.1: Recommended Minimum BPN Values in Wet Testing Conditions [7].

| Category| Site Description | Minimum BPN |
A Dif cult sites including roundabouts, sharp bends (radiug 65
150 m), steep gradients (1 in 20 over 100 m), and ap
proaches to traf ¢ signals on unrestricted roads

B Motorways, trunk roads, Class 1 roads, and heavily traf ckexb
urban roads (more than 200 vehicles/day)
C All other sites, including low-traf ¢ and lower-risk areas 45

These guidelines emphasize the need for speci cations that re ect the unique conditions
and safety demands of each roadway category. However, despite widespread BPN testing, lim-
ited research exists on directly linking pedestrian slip resistance to vehicular skid friction across
marking materials, surface types, and environmental conditions. There remains a need to evalu-
ate and enhance pavement marking friction in real-world conditions, including wet, dry, and icy
surfaces, and to ensure consistency between laboratory and eld measurements. This gap forms
one of the central motivations of this dissertation.

Beyond surface friction, a second major focus of this research involves the long-term per-
formance prediction of asphalt pavements in terms of distress progression. Fatigue cracking and
permanent deformation (i.e., rutting) are two of the key and most common distresses affecting
asphalt roads. As pavement sections deteriorate over time, the ability to predict distress evolution
becomes critical for effective maintenance planning and asset management. This dissertation
explored the development of master curve models based on Long-Term Pavement Performance
(LTPP) data to predict these distresses for similar pavement types. The models aim to improve

prediction accuracy by incorporating material and climatic properties, thereby offering state high-



way agencies a practical tool for forecasting pavement condition with reduced dependence on
frequent eld surveys.

Together, these two focus areas—(1) enhancing understanding of pavement marking fric-
tion in regards to vehicles and pedestrians, and (2) modeling asphalt pavement distress predictions

through master curves—form the foundation for this dissertation.

1.2 Research Objectives

This dissertation is structured around two primary research objectives, each one addressing

a critical aspect of pavement safety and/or performance prediction:

1. Evaluation of Pavement Markings Friction: To assess the frictional performance of al-
ternative pavement marking materials under diverse surface and environmental conditions,
with an emphasis on both vehicular skid friction and pedestrian slip resistance. The achieve

this objective, the following tasks were considered:

» Laboratory and eld testing using the British Pendulum Tester (BPT) to measure

British Pendulum Number (BPN).

* Investigation of the repeatability and reproducibility of BPT measurements across

different operators, materials, and conditions.

» Comparative analysis of marking materials (e.g., preformed thermoplastic, thermo-

plastic, tape, paint) across asphalt and concrete samples.

* Integration of microscopic imaging such as the Aggregate Image Measurement Sys-
tem (AIMS) and frequency-domain surface analysis (FFT) to understand micro- and
macrotexture contributions to friction.
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» Development of predictive models using supervised machine learning techniques to
estimate frictional performance based on material, environmental, and surface param-

eters.

2. Master Curve Modeling for Pavement Distress Prediction: To develop a systematic
modeling approach for developing pavement distress prediction models using the national
Long-Term Pavement Performance (LTPP) database. To achieve this objective the follow-

ing steps were considered:

* Modeling of the distress-based “master curves” function for different distress data

types, (i.e., fatigue cracking and permanent deformation).

» Development of transfer shift functions with key pavement material and structural

design parameters for curve tting of alternative pavement sections and distresses.

1.3 Organization of the Dissertation

This dissertation is structured into the following chapters to address the overall research
objectives.

Chapter 1 introduces the study by outlining the motivation behind the work, the background
context related to pavement markings and friction, the research objectives, and the overall struc-
ture of the dissertation. It frames the research problem in terms of safety concerns for both
pedestrians and vehicles, friction, and highlights the need for improved assessment methods as
well as predictive tools.

Chapter 2 presents a detailed investigation into the relationship between vehicular skid and
pedestrian slip resistance on pavement markings. Using the British Pendulum Tester (BPT), both
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laboratory and eld evaluations are described on multiple marking types and surface conditions.
The results present how various factors, such as moisture, surface type, and material, affect fric-
tion. Suggested correlations between pedestrian and vehicular measurements are described as
well.

Chapter 3 focuses on a round robin assessment of BPT repeatability and reproducibility.
Alternative BPT units and operators were examined to evaluate measurement consistency across
devices used by contractors and agencies. In addition to mechanical testing, microscopic imag-
ing and frequency-based texture analyses used to investigate surface texture and bead loss are
described. These tests offered insights into long-term performance and wear, contributing to
reliability assessments of BPT in real-world scenarios.

Chapter 4 introduces the Aggregate Image Measurement System (AIMS) analysis for pave-
ment markings. In detail, the imaging setup and signal processing used to quantify microtexture
on asphalt cores with and without markings, de ned RMS, MPD, and MTD metrics, and texture
comparison across materials (AS#2, TS#2, ThS#2, and PS#2) are presented. The chapter presents
directional sensitivity results and links AIMS-derived texture to BPN friction trends. Statistical
comparisons among texture indices are presented.

Chapter 5 presents the supervised machine learning modeling techniques used to predict
the friction performance of pavement markings. The results of the ve models developed and
tested on a large dataset (n=1,092) are presented, incorporating marking types, surface condi-
tions, temperature, and test environments. Feature importance, model accuracy, and distributional
diagnostics were conducted. The ndings con rmed that machine learning can reliably predict
BPN values and help optimize material selection and safety outcomes.

Chapter 6 presents the performance modeling approach for developing master curve func-
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tions for predicting pavement distress progression using the LTPP eld data. Two primary dis-
tresses were studied—fatigue cracking and permanent deformation—using sections from Al-
abama and Arizona. Master curve development and the use of shift factors allowing generalizable
predictions across similar pavement types and climatic conditions are presented.

Chapter 7 provides a summary of the study conclusions with a synthesis of key ndings,
practical implications, and recommendations. Emphasis is placed on improving material spec-
i cations, enhancing monitoring protocols, and expanding friction research using both experi-
mental and predictive approaches. Suggestions for future work are included in regards to further
model development, integration with traf ¢ simulation, and broader eld implementation.

A chart of the dissertation's chapters and tasks are presented in Figure 1.1.

Chapter 1
Introduction
& Objectives

Chapter 7
Conclusions
& Recom-

mendations

Chapter 2
Vehicular &
Pedestrian
Resistance

Dissertation

Chapter 6 Content Chapter 3
Distress
& Master SOUTE
Robin BPT
Curves

Chapter 4
AIMS

Analysis

for Markings

Chapter 5
ML Friction
Models

Figure 1.1: Radial Flowchart Depicting the Organization of Dissertation Content



Chapter 2: Relating Vehicular Skid and Pedestrian Slip Resistance at Pavement

Crossings

2.1 Overview

Pavement friction at crossings in regard to safety involves interaction between pedestrians
and vehicles [8]. Past studies have primarily focused on vehicular friction of pavements at cross-
ings, and thus there is a need to Il the gaps in relating to pedestrian slip resistance [9, 10]. This
study aimed to assess friction at pavements with crosswalk markings for both pedestrians and ve-
hicles. While vehicular skid resistance is a very well-researched area, pedestrian slip resistance
at crossings, and in particular as in uenced by pavement marking materials, is understudied.
There are very limited studies that have systematically examined such friction relationships for
various pavement surfaces with marking materials and diverse environmental conditions. Fur-
thermore, previous research often narrowly focuses on individual aspects, leaving critical gaps in
understanding the collective impact of various pavement materials, pedestrian footwear, versus
vehicular tire friction.

The motivation for this research lies in the absence of comprehensive test requirements
or routines that consider pedestrian as well as vehicle friction at crosswalks at the same time.
Current speci cations typically address vehicular skid resistance only through BPN thresholds.
By evaluating the simultaneous performance of pedestrian slip as well as vehicular skid resistance

the same pavement markings, this work introduces a more integral approach to crosswalk safety



evaluation.

While several devices exist to quantify slip and skid resistance, including the Dynamic
Friction Tester (DFT), Sideway-force Coef cient Routine Investigation Machine (SCRIM), and
the T2GO skiddometer, such devices are often constrained by operational complexity, speed lim-
itations, or lack of suitability for small test areas such as pedestrian crossings. A comparative
summary of their weaknesses and strengths is outlined in Table 2.1 to put into perspective the se-
lection of the most appropriate tool for this study. From this comparison and considering current
eld practice, the BPT was selected on the basis of low cost, portability, ease of use, and broad
acceptance in agency speci cations. The BPT has seen historical use in laboratory and eld ap-
plications and thus is a viable choice for the measurement of friction in crosswalk applications.
The BPT also coincidentally is the current standard for pavement marking acceptance in Mary-
land, which further validates the selection. Since most of the current acceptance speci cations
for pavement marking are based on the BPT, and this is the case for Maryland, the study was
focused on such evaluation methods at both laboratory and eld conditions.

In order to address the identi ed research gap, the current study introduces the following
contributions: (i) a dual evaluation of skid and slip resistance on three pavement marking types;
(ii) accounting for freeze—thaw testing protocols to mimic ice, which is rarely implemented in
BPT studies; (iii) analysis of traf c wear effects based on comparison of wheel path and non-
wheel path regions; and (iv) construction of a correlation model between laboratory and eld
tests results to support cost savings in safety evaluations.

In addition to friction, pavement markings at crosswalks have a broader role in safety [11].
This includes, among others, a vital role in enhancing visibility and providing clear guidance

for both pedestrians' and drivers' behavior [12]. Nevertheless, road accidents have been linked
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to a great extent to skid resistance [13]. The importance of slip and skid resistance becomes
especially critical in adverse meteorological conditions, where wet or icy surfaces heighten the
risk of accidents [14]. Thus, the primary aim of this experimental study was to assess the friction

of pavement markings at crosswalks with regard to:

1. Quantifying pedestrian slips at crosswalks on speci ¢ pavement markings used in Mary-

land;

2. Evaluating vehicle friction on crosswalk pavement markings of interest and at the same

locations as the pedestrian slip assessment;

3. Assessing the impact of varying environmental conditions on pedestrian and vehicle fric-
tion at crosswalk markings. This aspect takes into account factors such as dry, wet, and
icy surfaces, aiming to provide a link between friction with such diverse meteorological

conditions;

4. Relating laboratory and eld-testing results to minimize the need for periodic eld assess-
ment thus reducing eld exploration costs and minimizing monitoring crew's exposure to

traf c;

5. Identifying potential recommendations on revising acceptance speci cations for such cross-

ing materials by considering both pedestrian and vehicle friction.



Table 2.1: Summary of Slip and Skid Resistance Testers.

X

Device | Test Principle Advantages and Limitations Typical Use Cases and Refer-

ences

BPT Measures energy loss of |aPortable, low-cost, no power neededSkid resistance, aggregate po
pendulum with rubber slider widely used (ASTM E303); Capable of ishing, microtexture COF esti-
across dry/wet surfaces; out-measuring directional friction; suitable mate.
puts British Pendulum Number for lab/ eld since the 1950s. [15]

(BPN) Stationary; low-speed test; Not suit-
able for network-level skid resistange
monitoring.

DFT Measures dynamic friction via Simulates high-speed skid behaviorSpeed-based friction pro ling
decelerating of three rubberaccounts for water Im; good fon surface-water sensitivity; FE &
sliders from 80—0 km/h on wett speed-dependent analysis. tribology modeling; 3D texture
ted surface using a rotating Requires power and setup; sensitive|tdata integration.
disk system; outputs friction vg. surface texture and wetting; complex16]
speed curve (ASTM E1911) | structure and cost.

SFC Measures lateral force at 20 Continuous testing at traf c speeds;Field evaluation of anti-skid per

(SCRIM | slip angle using a smooth tire onstrong link to crash risk; widely used formance and friction variability

device) | a wetted surface while vehicle for network level surveys. under operational conditions.
moves at 30—-80 km/h; outputsRequires test vehicle; Results sensitiv§l7]
lateral Force Coef cient to vehicle speed, tire brand and wear,

water Im thickness, and driving tra
jectory; requires tire calibration and re-
placement after 3 mm wear.
T2GO Hand-pushedskiddometerthat | Portable; immediate measuremenEvaluation of longitudinal skid

measures longitudinal friction start; no run-up distance needed; usresistance; friction testing in in

at a xed 20% slip ratio us-

able in con ned or unsafe areas; GP

Saccessible or accident zones.

ing dual wheels and a belt sys-temp, and humidity sensors integrated[18]

tem; operates at walking spee

( 2.5-4.0 km/h) on dry and for network-level
readings in uenced by surface rough

wet surfaces

d4 imited to walking speed; not suitabl
surveys; friction

ness and V-belt tension.

e

Note: BPT = British Pendulum Tester; DFT = Dynamic Friction Tester; SFC = Side-Way Force Coef cient; SCRIM
= Sideway-force Coef cient Routine Investigation Machine; T2GO = Portable low-spkiddometerCOF = Co-
ef cient of Friction; FE = Finite Element.

2.2 Literature Review

2.2.1 Pavement Friction and Alternative Materials

Several studies on pavement friction have predominantly focused on conventional pave-

ment materials like concrete and asphalt and to a lesser degree on pavement markings such as
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high-friction coatings, thermoplastic markings, and paint materials. Early investigations have
looked at slip resistance predominantly centered on laboratory-based testing and employing de-
vices such as the BPT and the portable skid resistance tester, PSRT, [19, 20]. While these studies
focused on surface texture, microtexture, and macrotexture in determining slip resistance, were
limited in assessing alternative pavement materials such as pavement markings. Purohit et al. [21]
and Nassiri [6] examined the slip resistance of thermoplastic markings, comparing them to tra-
ditional road materials. Results indicated that, despite compositional differences, well-designed
and maintained thermoplastic materials could furnish adequate slip resistance. A more recent
study assessed oor slip resistance using the BPT [22]. Another study simulated pedestrian gait
on various surfaces and assessed the surface friction properties [23]. Recent studies have also ex-
plored factors impacting slip resistance, such as driving conditions and asphalt pavement types.
Fan [24] demonstrated that the type of asphalt pavement and driving patterns signi cantly in u-

ence the road surface's ability to resist slipping.

2.2.2 Skid Resistance Testing and Applications

Over time, several studies have used the BPT for the assessment of skid resistance [25, 26].
The importance of alternative pavement markings such as high-friction coatings, thermoplastics,
and composite materials on road safety has been recognized in Europe as well [10]. The correla-
tion between the BPN and pavement friction has been a focal point of friction studies. Research
by Brassard et al. [27] provided a good relationship between BPN values and the coef cient of
friction. Thus, with an interest in alternative pavement markings, researchers have focused on

assessing their impact on skid resistance. A study by Bao et al. [10] reviewed the skid resistance
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of diverse alternative pavement marking materials, revealing that certain materials can furnish
satisfactory skid resistance. However, judicious selection and regular maintenance emerge as
pivotal factors in ensuring pedestrian safety. Environmental variables and surface conditions, in-
cluding moisture and the presence of debris, yielded a substantial in uence on skid resistance.
Kumar and Gupta [28] evaluated factors affecting skid resistance at the tire-pavement interface
under varying conditions, emphasizing the imperative of continual maintenance to uphold skid

resistance amidst changing environmental conditions.

2.2.3 Speci cations for Pedestrian and Vehicular Safety

Recent studies incorporate a synergistic blend of eld evaluations and laboratory testing to
gauge skid resistance. Instruments such as the BPT and the dynamic friction tester, DFT, have
been deployed for eld measurements [29], while laboratory experimentation involves tribome-
ter measurements and assessments of material properties [30]. Effects of routine maintenance,
including cleaning and retexturing have been looked at as well [31].

As mentioned previously, the majority of state acceptance speci cations for pavement
markings focus on a minimum BPN concerning vehicle skid resistance. Thus the aim is to con-
sider a minimum slip resistance in regards to pedestrian safety at crossings. The Maryland State
Highway Administration (SHA) Manual of Standard Speci cations for Construction and Materi-
als [32] delineates guidelines for materials and surfaces. Notably, crosswalks are recommended
to possess a minimum initial BPN of 45.

Numerous U.S. state DOTs have formulated their unique speci cations regarding slip re-

sistance at pedestrian crossings. For instance, while Caltrans does not prescribe BPN in its spec-
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i cations, the practice of acknowledging a BPN of 45 as the minimum for all mixture types is
widely accepted. Furthermore, Caltrans considers BPN above 55 as adequate and above 65 as
exemplary [33], while the New York State Department of Transportation (NYSDOT) underscores
the use of high-friction surface treatments (HFST) to augment pedestrian safety [34].
Internationally, various countries have revised their standards for slip resistance at pedes-
trian crossings. In the United Kingdom, the independent authority provides guidance on slip
resistance standards, emphasizing a minimum pendulum test value, PTV, of 36 units [35]. In
Italy, skid resistance tester (SRT) measurements of pavement markings were found to vary be-

tween 41 and 55 [10].

2.2.4 Technologies for Measuring Slip Resistance

In terms of the most common approach for prescribing friction evaluation for slip resistance
at pedestrian crossings, a minimum BPN threshold value of 45 has been suggested. Neverthe-
less, in recent years alternative methodologies for measuring slip resistance have been proposed.

These include:

1. Tribometers: Devices directly assessing the frictional properties of a surface, such as
the Tortus and Portable Skid Resistance Tester, PSRT. Marletta [36] study attests to the
accuracy of tribometers in evaluating oor slipperiness and gauging the pedestrian’s risk of

sliding;

2. Texture Depth Measurement: This method evaluates the microtexture of a surface, inte-

gral to slip resistance, using instruments like the Circular Track Meter (CTM).

3. Dynamic Friction Tester, DFT: Simulating a vehicle tire's interaction with the road. It
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measures the friction coef cient of a pavement surface.

4. 3D Surface Pro lometry: This technology furnishes detailed 3D surface maps, enabling

a comprehensive assessment of surface texture and potential slipperiness.

5. The Portable Slip Simulator: A research endeavor determined the utility of a portable slip
simulator in assessing sidewalk slipperiness under diverse weather conditions and evaluat-

ing various types of footwear for resistance to slippage [37].

2.2.5 Pavement Marking Materials

Thermoplastic pavement marking materials have been used to a great extent in highways in
the United States due to their service life of three to ve years, which is long and cost-effective,
besides being durable. These materials provide superior visibility, retrore ectivity, and adaptabil-
ity to all-weather conditions when applied in liquid form using spraying or extrusion techniques.
Extrusion is slower but can accommodate thicker markings while spraying is quicker but only
works with thinner layers. Thermoplastics, through thermal bonding, are strongly adhered to
HMA. Thermoplastics have only a mechanical bond with PCC. Thermoplastic is less appropriate
for PCC compared with HMA because this mechanical bonding is rather weak. Due to these set-
backs, thermoplastics, though resilient and able to work in most environments, remain a reliable
choice for traf ¢ delineation [38—40].

Preformed thermoplastic markings are durable, anti-skid, retrore ective materials used for
several applications: roadways, intersections, bike paths, and airports. They consist of thermo-
plastic with glass beads and other abrasives embedded in them that make them resistant to fuels,

oils, and lubricants. The material deforms to conform to pavement contours and reseals upon
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reheating, allowing an ef cient application by the use of a propane torch, and there are no tem-

perature restrictions against the use. The material meets AASHTO M249 and has a minimum of
30% intermixed glass beads for high retrore ectivity. Adequate surface preparation is required

to achieve good bonding. In concrete, a primer coat is desirable. The preformed thermoplas-
tic markings are manufactured in several thicknesses, colors, and con gurations; have excellent
retrore ectivity; and show long service life, even under high traf c volumes [41].

Preformed tape refers to a urethane or pliable polymer Im embedded with glass beads for
an enhancement of retrore ectivity and skid resistance. This product comes in continuous roll
material that can also be cut into a wide variety of shapes and symbols. It is easy to handle,
exible, and does not require expensive equipment or skilled labor. Since the material used here
is very durable, marking has to be done very frequently in places that have heavy traf ¢, making
it moderately expensive. Its application, however, is slower and more expensive compared to
other methods. The pre-fabricated tapes are of two types: permanent and temporary. Bonding
and surface cleanliness are very important. The speci cation number and material differ. Appli-
cation methods differ, too, such as overlay on an existing asphalt surface or inlay of new asphalt.
Although more expensive, tapes perform well under adverse conditions and require less equip-
ment, they can be used for a minimal number of markings. Temperature limitations and minimum
thickness determined by state-speci ¢ application rules further emphasize proper installation for

optimal performance [38,42,43].
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2.2.6 Mechanistic Insights into Tire-Pavement Friction

Pavement friction is largely determined by two primary mechanisms: adhesion (A) and
hysteresis (H). Adhesion results from molecular bonding at high-pressure contact points due to
surface irregularities, while hysteresis involves energy loss as tire rubber adapts to features such
as ridges and depressions [44, 45]. Therefore, friction can be considered as the combination of
adhesionF,, and hysteresissy, forces (all in newtons, N), Equation 2.1. Additionally, minor
contributors to friction include effects from rubber wear and micro-hysteresis, as distinct from
bulk hysteresis. Research over the past decade has con rmed that rubber wear can contribute to

cohesion loss as part of the overall frictional force [44].

F = FA + FH (21)

In transport engineering, the concept of friction speci cally relates to tire-pavement inter-
action. This friction arises from two distinct surface texture characteristics: microtexture and
macrotexture. These terms are traditionally classi ed based on texture wavelepyem@ ver-
tical dimension ), both typically measured in millimeters (mm), as shown in Table 2.2 [46].
Different elds approach texture and friction with varying focuses; for instance, mechanical en-
gineering often examines friction with machinery and lubricants, whereas transportation infras-
tructure engineering centers on the tire-pavement interface and traf c safety considerations.

Pavement friction is described as “the force that resists the relative motion between a ve-
hicle tire and a pavement surface” [45]. This resistance is typically measured using a dimen-

sionless value called the coef cient of friction ), which characterizes tire-pavement friction.
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The friction coef cient is calculated as the ratio between the tangential friction férq#®N), at
the tire-pavement contact point and the normal foFge(N), acting on the wheel. The friction
coef cient () is dimensionless (unitless) and can be expressed as follows [29]:

F
En (2.2)

Table 2.2: Texture scales [46].

| Scale | Limits |
Microtexture | ,, < O5mm (A< 0:5mm)
Macrotexture, 0.5< ,, < 50mm (O:1<A< 20mm)
Megatexture | 50< , < 500mm (0:1<A < 50mm)
Unevenness | 500< ,, < 50m

2.2.7 Energy Absorption and Dynamic Surface Friction

The British Pendulum Tester (BPT) measures the dynamic surface friction by assessing
the pendulum's energy loss in its swing, that is, the work done by the pendulum against friction
produced between the slider and test surface. This energy loss indicates the kinetic energy that is

dissipated because of frictional forces [47]. Work done against friction is given as:

WD = PD (2.3)

Where: WD is the work done against friction (J),is the effective coef cient of friction
between the slider and the surface (unitleBsis the average normal load between the slider and

surface (N), an® is the sliding distance over the test surface (m).
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At the same time, the loss in energy of the pendulum arm during its interaction with the

surface can be expressed as:

EL=W(H h) (2.4)

Where:EL isthe loss in energy of the pendulum arm @) represents the effective weight
of the swinging arm (N)H is the initial height of the center of gravity of the pendulum in its
release position (m), arfdis the height of the center of gravity at the highest point reached after
the slider has contacted the test surface (m).

By equating the energy loss in the pendulum arm to the work against friction, the effective

friction coef cient is expressed as:

W(H h)

BPN =100 =100 Dp

(2.5)

Therefore, the coef cient of friction can be calculated based on the mechanical properties
of the pendulum and testing parameters, along with the height diffeténceh re ecting the
energy absorbed by the surface friction. In this contexts the friction coef cient. The value
of P depends on the unique force-de ection curve of each BPT slider, which means different
BPT devices may vyield different measurements for identical surfaces. The slider's rubber is
characterized as hyperelastic, with its elastic modulus calculated based on hardness, as presented

in Equation 2.6 [47]:

log,, E = 0:01984, 0:5432 (2.6)
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Where: E is measured in MPa, and, represents the International Rubber Hardness
(IRHD, unitless) of the slider rubber.

According to [47,48], the IRHD for BPT rubber sliders used in pedestrian slip resistance
testing typically ranges from 94 to 98 and 55 to 61 for skid pads (see Table 2.3).

The IRHD difference is required to distinguish between the material properties of shoe
soles and tire rubber, with Slider 96 (94-98 IRHD) simulating the harder shoe soles and Slider
57 (55-61 IRHD) simulating the softer, more deformable tire rubber. Slider 57 and Slider 96 are
selected based on rubber hardness. Resilience is measured by usiigkbdlebound Hammer
in accordance with ISO 4662 [49], which measures rebound resilience by comparing the energy
of a pendulum before and after striking a at rubber surface.

The hardness of the rubber pad itself is prescribed by IRHD according to 1ISO 48 [50]
through four methods: Normal (N), High-hardness (H), Low-hardness (L), and Microtest (M).
Method N is applied to test pieces thicker than 4 mm, and Method M to those thinner than 4
mm; both cover a preferred IRHD range of 35 to 85, extendable to 30 to 95. Additional hardness
testing is to ISO 48-5 (IRHD pocket meter method) [51], but this is for control purposes only, not
for speci cation. It requires test specimens with at least 6 mm thickness or layers of a at surface
with at least 12 mm separation from edges. The hardness of the complete slider, including rubber
bonded on aluminum, is de ned by the Shore hardness method by SR ISO 48-4 [52], generally
using the A scale for standard rubber. The test pieces should have a minimum thickness of 6 mm
for the A, D, and AO types and a minimum of 1.5 mm for scale AM, with at surfaces and a

suitable size so that edge effects are not created.
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Table 2.3: Properties of Sliders 57 and 96 Across Temperatures [48].

Temperature Resilience (%) | Resilience (%) | Hardness (IRHD) | Hardness (IRHD)
(°C) Slider 57 Slider 96 Slider 57 Slider 96

0 43t0 49 -

5 - 19to 23

10 58 t0 65 - 55 to 61 94 to 98

23 66 to 73 2110 26

30 71t0 77 -

40 741079 26 to 30

2.3 Experimental Testing and Analysis

To achieve the objectives of this study, the steps in Figure 2.1 were undertaken and de-
scribed next. During the scoping phase, the need to incorporate both laboratory and eld testing
was identi ed to assess the impact of the various conditions (i.e., dry, wet, icy) on pavement
markings friction as well as relate the results. In the process of identifying the speci cs of test-
ing, a thorough literature review was conducted of skid and slip resistance, particularly focused
on pavement markings.

Next, based on the most common pavement markings used at crosswalks in the state, the
speci ¢ materials and types were selected for inclusion in the study. Based on guidance from
state engineers and since the Maryland acceptance speci cation is based on the BPT, this was
selected as the testing protocol for both laboratory and eld testing.

The extent of the laboratory and eld testing was then identi ed to include typical pavement
marking materials used in Maryland, and include testing conditions of interest representing both
environmental-related parameters (dry, wet, and/or icy) for the lab assessment. Specic eld

sites were included in the study to assess the effect of concentrated traf c on wheel paths versus
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adjacent locations and/or shoulders experiencing lower traf c levels and thus wear and tear.

The testing results were then analyzed both numerically and statistically to assess slip and
skid resistance at speci ¢ pavement markings, testing conditions, and eld locations, determine
testing repeatability in regard to Quality Assurance and acceptance, and document the signif-
icance of the observed effects. Based on the results and analysis, the ndings were used to
provide recommendations pertinent to pavement marking materials, slip and skid friction testing,
and the potential inclusion of slip resistance requirements in the state acceptance speci cation
for these materials. Further details of some of these steps are described next and in the analysis

section.

Research Scoping
& Literature Review

l

Pavement Markings

|

Testing Protocol

Laboratory and Field Testing

J

Data Analysis
|

Recommendations

Figure 2.1: Methodological Framework of Testing and Analysis
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2.3.1 Selection of Pavement Markings and Specimen Preparation

As mentioned earlier, it was the objective of this study to select representative pavement
markings for inclusion in the study from those typical types used in Maryland. The agency is
transitioning to the exclusive use of preformed thermoplastic (P) pavement markings for all state
projects; however, it is pertinent to incorporate an evaluation of all other signi cant types utilized
so far, including high-performance tape (T) and thermoplastic (Th), in both laboratory and eld
testing.

The eld testing sites were chosen in collaboration with state engineers, necessitating traf ¢
control and safety considerations during testing. In contrast, the laboratory experiments focused
on samples of pavement marking materials applied to both concrete and asphalt surfaces to draw
pertinent conclusions. Consequently, this research employed both concrete and asphalt samples
that represent the mixtures applied in the state.

The concrete samples were beams of 53.3x15.2x15.2 cm (21x6x%6 in), while the asphalt
samples were gyratory compacted samples of 15.2x6.2 cm (6x2.4 in). Each marking type was
assigned to a different beam. The 6-inch depth ensured proper alignment with the BPT resting
beam for testing. Concrete cylinders (6x6x12 inches) were not used since their height exceeded
the BPT adjustment range. In the case of cylindrical asphalt samples, particular care was taken
to position and stabilize the BPT slider to provide adequate contact with the small surface area.

The application of P marking requires the use of a propane torch to be applied on asphalt
samples, following the supplier's recommendations (see Figure 2.2). Figure 2.3 presents the three
types of pavement markings considered in the study (Th, P, and T) and applied on both asphalt

and concrete surfaces as per supplier recommendations.

22



Figure 2.2: Application of Preformed Thermoplastic on asphalt surfaces

(a) Preformed Thermoplastic (b) Thermoplastic (c) High-Performance Tape

(d) BPT Instrumentation (e) BPN Value lllustration

Figure 2.3: Pavement Marking Types and British Pendulum Tester (BPT) Setup. Sub gures
(a)—(c) show the tested materials, and (d)—(e) illustrate the BPT instrumentation and output.
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2.3.2 BPT Testing Protocol

The BPT was used for the laboratory and eld testing. Both pedestrian slip and vehicle
skid resistance were evaluated using the speci ¢ pads provided by the BPT manufacturer. In the
rst case, the pad is made of representative material re ecting pedestrian shoe rubber sole (i.e.,
pedestrian slip rubber, PSR), while in the latter case represents tire rubber (tire slip rubber, TSR).
In the lab, the friction was measured in dry (D), wet (W), and icy () surface conditions on all
samples, while the eld testing included dry and wet conditions for safety concerns.

The assessment of the frictional properties of each specimen adhered to the guidelines set
forth by ASTM E303, employing the BPT as shown in Figure 2.3. The resulting values represent
the frictional resistance BPN (British Pendulum Number) as recorded by BPT and depicted in
Figure 2.3(d). The BPT apparatus includes a pendulum arm characterized by a swinging motion
that interfaces with the surface of the specimen. The contact of the pad with the sample sur-
face during the oscillation of the pendulum arm yields a quanti able BPN value, related to the
surface's inherent resistance to friction. The alternative pads are positioned at the nadir of the
pendulum arm with the rubber slider (PSR or TSR) securely af xed.

In terms of environmental conditions (i.e., surface wet, dry, icy), the dry conditions re ect
the speci cation requirement for testing. Before experimentation under dry conditions, the labo-
ratory specimens, along with the eld sites, were allowed to stay in completely dry conditions for
24 hours. In the wet (W) surface conditions, the specimens and/or eld site location underwent
spraying of water to emulate the presence of moisture on the surface. The degree of moisture
exposure followed the state engineer's recommendation and past studies' practice [6]. To sim-

ulate the icy (I) conditions in the lab, past studies' recommendations were used as well [6]. In
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this regard, a freeze-thaw chamber was employed. The specimens with the pavement markings
were placed in a water reservoir at a temperature of 14°0(C) for two hours. Following this
exposure, specimens were submerged in water at room temperature for ve minutes before being
carefully extracted from the water tank. The thaw interval was included to simulate in-service
freeze-thaw cycles, which impact ice crystal formation and surface performance. A subsequent
30-minute interval within the chamber facilitated the intentional formation of ice crystals on spec-
imen surfaces. At this juncture, the surfaces of the specimens underwent testing with the BPT

apparatus.

2.3.3 Analysis Methods

In addition to the numerical assessment of the results, statistical analysis was used to assess
the impact and signi cance of the various parameters on slip and skid resistance as well as to
develop statistically meaningful relationships between them. In this regard, Analysis of Variance

(ANOVA) and Multivariate Analysis of Variance (MANOVA) were used along with paired t-tests.

2.4 Factors Included In The Skid And Slip Resistance Experimentation

In this study, a variety of parameters and conditions affecting skid and slip resistance were
considered and presented in Figure 2.4. In summary, these included the combined effects of the

following:

» Marking Materials (P, Th, and T)

» Surface Conditions (D, W, and I)
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» Vehicular Traf c Impact (in-wheel path, WP, versus off-the-wheel path, NWP)

» Laboratory versus Field Testing

» Marking Materials on Asphalt versus Concrete Surfaces

In regard to the presence of higher vehicular traf c on pavement markings, it is anticipated
that increased wear and tear will lead to greater degradation of slip and skid resistance over time.
Such an aspect was of interest to the research to assess meaningful conclusions on the longevity of
these materials in terms of surface friction with traf c. Laboratory testing provides an assessment
of the performance (i.e., surface friction) of these materials under controlled conditions, while

eld testing involves additional uncontrolled factors such as environmental factors and traf ¢

dynamics.

1- Marking Materials

Type

- Preformed Thermoplastic
- Thermoplastic

- High Performance Tape

2- Surface State

- Dry

- Wet

- Icy (lab samples)

5- Marking Materials on:
- Asphalt versus
Concrete Surfaces

Skid and Slip
Potential

3- Vehicular Traf ¢ Im-
pact

- Wheel Path

- Non-Wheel Path

4- Environment
- Laboratory
- Field

Figure 2.4: Factors Considered in Skid and Slip Friction Experimentation
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2.5 Results And Analysis

2.5.1 Laboratory Analysis of Pavement Markings: TSR and PSR in Various
Conditions

Figure 2.5 presents a sample of the laboratory results for the various pavement marking
materials included in the study using the average BPN* values for TSR and PSR. These were
calculated based on 108 measurements obtained from 18 distinct samples with six repetitive
measurements. Laboratory and eld tests showed that the BPN measurements were consistent
in dry, wet, and icy conditions for both TSR and PSR, with a coef cient of variation ranging
from 3% to 5%. The results presented herein are based on pavement markings applied to 12
concrete samples and 6 asphalt samples. For all the marking types, the same distribution was
followed, that is, 4 concrete samples and 2 asphalt samples for each marking type. As expected,
overall, the BPN* values for the TSR and PSR decrease from dry to wet and icy conditions. The
high-performance tape, T, marking provided the highest BPN values under dry (D) conditions for
both TSR and PSR, re ecting thus a higher level of friction. As expected, in wet (W) and icy (1)
conditions, a decrease in BPN is observed. Preformed thermoplastic (P) and Thermoplastic (Th)
materials follow a similar trend but with a lower baseline in D conditions, re ecting the lower

inherent surface textural properties impacting the slip and skid resistance mechanisms.
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2.5.2 Inuence of Pavement Surface Type (Concrete versus Asphalt) on BPT
Measurements

Following the overall assessment and trends in BPN on alternate pavement marking and
surface conditions, Figure 2.6, it was of interest to examine whether the pavement surface type
that these pavement markings were applied had any in uence on skid and slip resistance. An
example of such a comparison is shown in Figure 2.6 for the high-performance tape, T applied
on asphalt and concrete surfaces. As can be observed, the trends of both TSR and PSR are
consistent for both mixture types (i.e., asphalt and concrete) and throughout the three alternative
surface conditions (D, W, I). The same result was observed for the remaining pavement markings,

concluding thus that pavement type does not in uence the surface friction of pavement markings.

Figure 2.5: TSR and PSR on Pavement Markings under Laboratory Conditions
Note: BPN* average values from 18 samples an& 6 replicate measurements. Standard
deviation (repeatability) bars shown on top of each case.
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Figure 2.6: Example of Effects of Pavement Surface (Asphalt vs Concrete) on TSR and PSR for
Tape Marking

Note: Average BPN* values based nr= 6 repetitions. TA1, TA2: tape markings on asphalt;
TC1 to TC4: tape markings on concrete.

2.5.3 Slip and Skid Resistance Across Alternative Field Pavement Markings
with Preformed Thermoplastic

As indicated earlier, the current direction of the state is to move primarily towards the use
of preformed thermoplastic (P) materials. Thus, the majority of the eld sites (13 out of 18
sites), included locations where P was installed. These represent sites where P was applied at
different times and experienced variable traf c levels, thus representing variable wear and tear
from each other. Figure 2.7 presents such a comparison of TSR and PSR under both the D
and W conditions. While both TSR and PSR display variability across locations for the reasons
mentioned above, the TSR values in D conditions overall maintain a higher threshold (except
in one location, #10, perhaps re ecting testing variability in this speci ¢ case). The presence

of water on the surface demonstrates a notable decrease in BPN values, re ecting the pavement
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marking's reduced surface friction under W conditions.

Figure 2.7: Field Evaluation of Preformed Thermoplastic: TSR and PSR Measurements in Dry
and Wet Conditions
Note: Average BPN* values based o= 6 repetitions.

2.5.4 Impact of Lane Location (Wheel Path vs Non-Wheel Path) on BPT Mea-
surements

Since the degree of wear and tear from higher or lower traf c levels is expected to alter
surface friction characteristics of pavement markings, it was of interest to assess such cases.
Figure 2.8 shows an example of preformed thermoplastic markings for the wheel path versus the
off-wheel path, illustrating the visual distinction between the two locations. Figure 2.9 presents
an example comparison between slip and skid resistance on preformed thermoplastic, P, at two
side-by-side locations where one is right on the tire marks of the vehicle's wheel path, while
the second is off the wheel path, at the same marking location and lane. As can be seen from

this gure, both TSR and PSR at the wheel path are consistently lower for both dry and wet
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conditions. The small one standard deviation shown at the top of each bar calculated from the
repeated measurements € 6) provided further con dence that BPN can account for such a
difference between such cases. Further testing is currently being conducted to further reinforce

such ndings and statistically assess the signi cance.

(a) (b)
Figure 2.8: Preformed Thermoplastic Markings for (a) Wheel Path, and (b) Off Wheel Path

Figure 2.9: Effect of Traf c (i.e., Tire Marks) on BPN (D, W) with PSR & TSR
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2.5.5 Statistical Signi cance

The laboratory and eld data were then analyzed using ANOVA/MANOVA and paired t-
test. Table 2.4 provides comparative results between ANOVA/MANOVA and paired t-tests on the
laboratory data for evaluating the slip and skid resistance of the alternative pavement markings
from the BPN measurements. The objective of these analyses was to assess, at the aggregate level
(i.e., independently whether they represent TSR and/or PSR measurements), if (i) the difference
between D, W, and | are statistically signi cant, and (ii) to con rm whether the effects of alter-
native pavement markings on PSR were signi cant. The analysis dataset was based on a total
of 216 observations, which were obtained from laboratory data, from 18 different samples with
six replicates each. The samples included the three pavement marking materials, P, Th, and T,
and included samples on both asphalt and concrete surfaces. As can be seen from the summary
results of TABLE 4, statistically, D, W, and I, are always signi cant with both analyses (i.e.,
ANOVA/MANOVA and t-test). Also, the measurements on the alternative pavement marking (P,
Th, T) are statistically signi cant at the 95% con dence level. As was observed from the data in
Figure 9, the statistical analysis con rmed that measurements on the pavement markings applied

on concrete (C) and asphalt (A) are not statistically different.
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Table 2.4: Assessment of Statistical Signi cance of Variables in BPN Measurements

T-test Variables Ho ANOVA/MANOVA Vari- | AS
ables
BPN(D) vs BPN(W) SS BPN(D) vs BPN(W) SS
BPN(D) vs BPN(I) SS BPN(D) vs BPN(I) SS
BPN(W) vs BPN(I) SS BPN(W) vs BPN(I) SS
BPN(P) vs BPN(T) SS BPN(P) vs BPN(T) SS
BPN(P) vs BPN(Th) SS BPN(P) vs BPN(Th) SS
BPN(Th) vs BPN(T) SS BPN(Th) vs BPN(T) SS
BPN(A) vs BPN(C) NS BPN(A) vs BPN(C) NS

Note: SS = statistically signi cant at the 95% con dence level; NS = not statistically signi cant; Ho =
null hypothesis, average values of paired tests are equal; AS = association between variables.

2.6 Predictive relationships

The next step of the analysis was to assess predictive relationships between PSR and TSR,
and/or their relationship to D, W, and | conditions. While alternative models were searched to t

the data the the standardized linear model provided the best t:

BPN Response — T BPNpredictor (2.7)

whereBPNgesponsdS the response variable representing the British Pendulum Number under
each test condition of interest, is the model intercept (set to zero for all cases), and the
slope coef cient relating the predictor varialB Noegictor. SO many correlations were obtained
to comprehensively assess the relationships of TSR and PSR under varied surface conditions, test
environments, and marking types. This approach provides a comprehensive understanding of the

performance of these models in various scenarios and helps validate them. A 95% con dence
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interval was considered, and tfi? and root mean square error (RMSE) were calculated to
assess how well the selected model ts the observations. The 95% con dence level ensures that
the correlations are reliable and that any results will be less affected by random variavas.
set equal to zero because it is assumed that the relationship should go through the origin, as there
would be no response in BPN if there were no predictor variables present. The correlations are
presented in Tables 2.5-2.7, and Figure 2.10 illustrates the comparison among these correlations.

In terms of the PSR measurements from the laboratory experimentation a total of 1,296
observations were obtained from 18 samples (six samples with P, six with Th, and six with T) with
six replicate measurements for each determination, three surface conditions (D, W, I), two BPT
testing devices, and using two pads (one for TSR and another for PSR). Example relationships
between TSR and PSR for each condition (D, W, 1), are presented in Table 2.5 for the preformed
thermoplastic, P, case. As can be observed, this model ts the data very well (i.eRhihd
low Root Mean Square Error, RMSE) and thus provides the ability to relate well measurements
between vehicle skid and pedestrian slip at the various surface conditions (D, W, ). Also, good
models relating TSR to alternative surface conditions were obtained, Table 2.5. Similar results
were obtained for PSR, as well as for the remaining two pavement markings (Th and T). An
example relationship between TSR and PSR in dry conditions on the preformed thermoplastic
with laboratory measurements is shown in Figure 2.11.

Similarly, the eld data were used for assessing potential predictive relationships between
PSR and TSR, and/or the ability to relate D and W measurements. A total of 984 eld obser-
vations were considered obtained from 18 eld sites, monitored either two or three times, with
six repetitions in each case, at two surface conditions (D, W) and using the two pads for TSR
and PSR on three types of pavement markings (P, Th, T). The eld data provided as well good
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model relating PSR and TSR for each surface condition (D, W), as well as relating TSR to alter-
native surface conditions. Selected results for the preformed thermoplastic, P, case are presented
in Table 2.6. Similar results were obtained for PSR, as well as for the remaining two pavement
markings (Thand T).

The next step in the analysis was pertinent to eventually relate laboratory (L) and eld (F)
BPN observations. This included 1,848 observations by combining the lab and eld data obtained
from the tire slip rubber (TSR) and pedestrian slip rubber (PSR) measurements across different
settings described previously. Examples of such relationships for the preformed thermoplastic
(P) measurements are presented in Table 2.7. As can be observed good relationship between eld
and Lab measurements was obtained for TSR and PSR at both D and W conditions. Similar

results were obtained for the remaining two pavement markings (Th and T).

Table 2.5: Example Models Relating BPN for Various Conditions Based on Lab Testing for
Preformed Thermoplastic, P

Marking Type Data Comparison R? RMSE
D: (TSR & PSR) 1.25221 | 0.99 0.587
W: (TSR & PSR) 1.00972 | 0.99 0.542

P I: (TSR & PSR) 0.99861 | 0.99 1.178
Dvs W (TSR) 1.65898 | 0.99 1.866
Dtol: (TSR) 1.89010 | 0.99 2.613
Wtol: (TSR) 1.14224 | 0.99 0.756

Note: 95% signi cance level; RMSE = Root Mean Square Error.
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Table 2.6: Example Models Relating BPN for Various Conditions Based on Field Testing for
Preformed Thermoplastic, P

Marking Type Data Comparison R? RMSE
D: (TSR & PSR) 1.10847 | 0.99 1.931

P W: (TSR & PSR) 0.87087 | 0.99 1.229
DtoW: (TSR) 1.59439 | 0.99 4.073
D to W: (PSR) 1.25283 | 0.99 3.560

Note: 95% signi cance level; RMSE = Root Mean Square Error.

Table 2.7: Example Models Relating Field and Lab BPN Measurements for Various Conditions
on Preformed Thermoplastic, P

Marking Type Data Comparison R?2 RMSE
TSR: FtoL (D) 0.98724 | 0.9994 | 1.376

b TSR: FtoL (W) 0.96307 | 0.9994 | 0.802
PSR: FtoL (D) 1.15429 | 0.9998 | 0.780
PSR: Fto L (W) 1.15302 | 0.9994 | 0.945

Note: 95% signi cance level; RMSE = Root Mean Square Error.

Figure 2.10: Comparison of Laboratory and Field BPN Measurements and Correlations Across
Various Conditions for Preformed Thermoplastic (P)
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Figure 2.11: Predictive Relationships Between TSR and PSR for Preformed Thermoplastic in
Dry Conditions with Lab Measurements
Note: Average BPN* values

2.7 Conclusions & Recommendations

This study examined the friction properties of pavements with markings in crosswalks.
Based on the current friction acceptance speci cation in the state, the BPT was used for such
evaluation. Both laboratory and eld testing were included in the experimental study for the
most prevailing pavement surface marking types used in the state. BPT testing repeatability
was relatively low, and the results indicated that surface conditions (such as wet, dry, and icy
conditions) affected vehicular and pedestrian friction. Differences in friction level for both TSR
and PSR were observed for the three main types of pavement markings (Th, P, and T). However,
the pavement surfaces (asphalt vs concrete) on these markings were applied on had no impact on
the friction measurements.

The eld results were consistent with the laboratory ndings, in terms of the impact of

materials and surface conditions, thus permitting the potential link between friction evaluated
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in the lab and the eld. This is particularly important since eld measurements can be linked
to laboratory evaluation for these materials, thus minimizing the need for eld testing. This is
bene cial since eld testing requires traf ¢ control with potential implications on cost and safety.
The impact of traf c wear and tear on pavement marking friction within a traf ¢ lane was found
to be relevant.

Good predictive relationships between PSR and TSR were obtained, and their in uence
on D, W, and | conditions. This was the case for all three pavement marking material types
included in the study. The same was observed from both the laboratory and eld data, providing
the ability to estimate BPN measurements and thus minimize future testing. The ability to relate
lab and eld measurements in terms of TSR and PSR is particularly bene cial in terms of process
control and Quality Assurance since it minimizes the need for testing, particularly in the eld.

Finally, the link between PSR and TSR provides the possibility to revise current acceptance
speci cations for pavement marking materials to incorporate requirements regarding pedestrian
slip resistance along with vehicular skid resistance by additional threshold values for BPN. It is
expected that such a revision will enhance the safety of pavements at crossings. Overall, this
extensive study has provided additional insights into crosswalk pavement friction and represents
one of only very few studies relating vehicular friction and pedestrian slip resistance for such a
range of conditions and materials.

Due to the study's importance in regard to pavement safety and ndings, the AASHTO
Research Advisory Committee (RAC) recently voted for such research study for the 2025 “Sweet
16 High-Value Research Award.” Thus, several states are expected to adopt the study ndings and
recommendations for potential transferability to their pavement conditions and materials, and for

enhancing their pavement friction speci cations.
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Chapter 3: Round Robin Assessment of BPTs for Pavement Marking QA

3.1 Overview

The global concern for road safety has led to an increased emphasis on better understanding
the factors that contribute to pedestrian and vehicular safety [53]. In this context, the assessment
of vehicular skid and pedestrian slip resistance is a crucial aspect of road condition evaluation and
safety [9,54,55]. The use of BPT for skid resistance evaluation by various agencies has generated
signi cant attention [56]. However, the relationship between vehicular skid resistance (i.e., tire
slip resistance, TSR) and pedestrian slip resistance (PSR) has been examined to a lesser degree
[56]. The effects of various conditions and pavement surfaces and marking materials on the
British Pendulum Number, BPN, in regards to primarily vehicular friction have been examined in
various studies [57-59]. However, only limited attempts have been explored for relating vehicle
and pedestrian friction interaction [60] for variable environmental conditions, such as dry (D),
wet (W), and/or icy (I) surface conditions, and to a much lesser degree on pavement markings at
crossings.

Thus, while the overall objective of this study was to relate vehicle skid friction, TSR, to
pedestrian slip resistance, PSR, for pavement sections with crossing markings using the British
Pendulum Tester (BPT), it was imperative to assess and compare the response of alternative BPT
units regarding their ability to provide reproducible and comparable evaluation of both vehicle

skid friction and pedestrian slip resistance on these pavement surfaces and materials. Such assess-
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ment was particularly critical since the current acceptance speci cation for the state of Maryland,
as well as several other states, is based on the pavement surface friction of vehicles using the
BPT device, with contractors and the state using their own testing units. Thus, for the compar-
ative friction assessment, two BPT units were used for side-by-side lab and eld comparison on
alternative pavement surface materials at crosswalks used regularly in Maryland. Furthermore,
to better understand the response of the BPT devices and the mechanics of pavement surface
friction on alternative markings, microscopic surface imaging on alternative material and Fourier

transform analysis on consecutive measurements were conducted.

3.2 Literature Review

3.2.1 BPT Calibration and Friction Speci cations

Since some state speci cations of pavement friction evaluation at crossings are based on the
BPT, previous studies have suggested calibration procedures that are simple and practical [61].
With the introduction of the redesigned pendulum arm, user-friendly calibration before each daily
use is possible. Strautins [62] had further stressed the role of calibration for consistent measure-
ments, outlining two approaches: direct calibration (i.e., examining speci cations like arm mass
and center of gravity), and indirect calibration via reference material comparison. Collabora-
tive international efforts [62] have yielded bias correction and pertinent sensitivity coef cients in
regard to the determination of a PTV used elsewhere.

Various factors affect road surface friction. Included are road surface texture, tire character-
istics, and potential contaminants. Other factors contributing to this include tread pattern, rubber

hardness, in ation pressure, and sliding velocity, along with road properties such as microtex-

40



ture, macrotexture, and surface temperature. Contaminants like water or oil can in uence friction
depending on their viscosity, Im thickness, and chemical structure [63-66]. These variables
interact to determine overall friction performance. Various levels of BPN for vehicle skid resis-
tance have been proposed with alternative pavement surface treatments [67], with suggested skid
numbers close to 40. Alternative values have been proposed based on a state-of-the-art review of
skid resistance measurement in asphalt and pervious pavement mixtures [20, 25, 69]. Similarly,
the potential for slip is based on oor material, environmental conditions, level of contamination,
footwear properties, and human behaviors, all of which in uence the dynamic interactions that
in turn in uence slip resistance [70].

Finally, a recent study [6] investigated the slip resistance of thermoplastic markings and
compared it with that of traditional road materials. It was found that well-designed and main-
tained thermoplastic materials, though different in composition, could provide adequate slip re-
sistance. Tables 3.1 and 3.2 provide a detailed summary of some illustrative skid and slip re-
sistance thresholds and observations. It provides classi cations according to standards such as
ANSI B101.3 and UK guidelines, and also includes observed BPN ranges for various materials

and treatments.
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Table 3.1: Illustrative Skid and Slip Resistance Thresholds and Observations (Part 1) [27,47]

Standard/Reference Assessment Condition/Threshold | Classi cation/Observations
Wet COF (Slip) 0:42 Lower probability of slipping
[71] 03 < 042 Increased probability of slipr
ping
< 03 Higher probability of slipping
[71] Wet COF (Slip) 0:42 -
COF (Slip) 0-0.24 High slip potential
0.25-0.36 Moderate slip potential
(70] > 0:36 Low slip potential
PTV (Slip) 0-24 High slip potential
25-35 Moderate slip potential
35 Low slip potential
BPN (Skid & Slip) | > 54 ,> 44 Class: P5
45-54 , 4044 Class: P4
72] 3544 ,35-39 Class: P3
25-34 ,20-3%4 Class: P2
1224 , < 20/ Class: P1
<12,- Class: PO
[73] PTV (Slip) 40 -
BPT (Skid) BPN (D) =70 Rough-superhydrophobic
[74] coating on coarse surface
BPN (W) = 60
BPN (1) = 48
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Table 3.2: Illustrative Skid and Slip Resistance Thresholds and Observations (Part 2) [27,47]

Standard/Reference

Assessment

Condition/Threshold

Classi cation/Observations

[75]

[60]

[76]

[6]

BPT (Skid & Slip)

BPN (D) = 100
BPN (W) = 87.3
BPN (I) = 28
BPN (D) = 100
BPN (W) = 72.3
BPN (1) = 28.5
BPN (D) = 96
BPN (W) = 74.3
BPN () = 29

PA

DMA

PC

BPN (D) = 72, 84’
BPN (W) = 64, 72
BPN () =22, 3V
BPN (D) = 89, 104
BPN (W) = 79, 94
BPN (I) = 45, 59

PCC

PC

BPN (Wet w/o de-icer)
=90.4

BPN (Wet w/ de-icer) 5
60

PCC, Solution: 23.3% Bring
+ 27.7% Maltitol

BPN (D) = 78, 87
BPN (W) = 65, 64
BPN (1) = 42, 4%
BPN (D) = 64, 100/
BPN (W) =50, 50/
BPN (I) = 33, 3%
BPN (D) =55, 62
BPN (W) = 43, 4%
BPN () = 30, 30/

Preformed tape

Paint with beads

Thermoplastic with beads

Note: BPN = British Pendulum Number; COF = Coef cient of Friction; PTV = Pendulum Test Value; D

= Dry; W =Wet; | = Icy; PCC = Portland Cement Concrete; PC = Pervious Concrete; DMA = Dense

Modi ed Asphalt; PA = Porous Asphalt.
indicatesslip resistance thresholdsjndicatesskid resistance thresholds.
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3.2.2 Skid and Slip Resistance

Vehicle tire skid resistance on pavement road surfaces has been examined to a great extent
[77]. Past studies have considered assessment of alternative methods and measurements, potential
in uence of roadway conditions, such as surface roughness, in friction, and so on [78]. The
impact of skid resistance on operational costs, traf ¢ accidents, and fatalities has been reviewed
as well, particularly in wet conditions. A review of alternative skid resistance measurement
techniques and innovative road sensors has been presented as well [13].

While the use of BPT has been in some cases characterized as empirical in nature, the
fundamental work by Chu et al. [15] asserted the theoretical underpinnings of BPN. Through
a physics-based simulation model, the study established a mechanistic link between the mea-
sured BPN and friction coef cient, debunking the belief that BPN is solely an empirical index.
Thus, such a study highlighted the BPT's theoretical foundation and its implications for accurate
pavement friction assessment.

Further reviews have compared the strengths and weaknesses of alternative pavement sur-
face frictional measurement methods [63], with suggestions for the development of re ned mea-
surement techniques to advance the assessment of skid resistance.

Table 3.3 classi es the requirements for skid resistance into four zones, each with a recom-
mended minimum testing approach, ranging from routine monitoring in low skid resistance zones
to comprehensive network evaluations in high skid resistance zones. This framework emphasizes
how testing approaches should be tailored according to the particular requirements of a zone.

While most studies focus on traditional pavement materials (i.e., asphalt and concrete),

the importance of surface friction on pavement markings has received less attention. The in-
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dispensable role of these markings in road behavior and safety has been presented in recent
studies [68, 79].

Similarly, Table 3.4 categorizes slip risk levels and their common applications, ranging
from very low (PTV> 55) to very high (PTV 24), based on the Pendulum Test Value (PTV)
measured using the BPT and related to the friction coef ciehy Equation 3.1, which provides
an essential classi cation for assessing safety in different conditions [80].

330

PTV 20— (3.1)

Table 3.3: Categories of Skid Resistance Requirements [5, 81]

Zone Type Recommended Minimum Testing Approach

Low skid resistance zone | Routine monitoring (e.g., network laser texture surveys or
basic visual inspections).

Medium skid resistance zoneSpeci c testing (e.g., portable or towed devices such as the
British Pendulum, GripTester, or ROAR).

High skid resistance zone | Comprehensive network evaluations (e.g., SCRIM,| or
towed/portable devices where feasible).

High-density urban zone | SCRIM or GripTester for sites with restricted access.

Table 3.4: Categories of Slip Resistance Risk Levels [80, 82]

Slip Risk PTV Range Common Applications

Very Low >55 Outdoor areas, ramps

Low 45-54 Exterior walkways, poolside areas, outdoor stairs

Medium 35-44 Shopping centers, hotel lobbies, public changing
rooms, indoor stairs

High 24-34 Bathrooms, storage rooms, laundry spaces

Very High <24 Shopping malls
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3.2.3 Mechanistic Interpretation of Tire-Pavement Friction

Pavement friction is largely determined by two primary mechanisms: adhesion (A) and
hysteresis (H), as illustrated in Figure 3.1. Adhesion results from molecular bonding at high-
pressure contact points due to surface irregularities, while hysteresis involves energy loss as tire
rubber adapts to features such as ridges and depressions [83]. Therefore, friction can be consid-
ered as the combination of adhesion and hysteresis forces (both in Newtons, N), as expressed in

Equation 3.2 [84].

F= FA + FH (32)

Figure 3.1: Key components of rubber-tire friction. Reproduced from [63], [85], and [86].

Additionally, minor contributors to friction include effects from rubber wear and micro-
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hysteresis, as distinct from bulk hysteresis. Research over the past decade has con rmed that
rubber wear can contribute to cohesion loss as part of the overall frictional force [87, 88].

In transport engineering, the concept of friction speci cally relates to tire-pavement inter-
action. This friction arises from two distinct surface texture characteristics: microtexture and
macrotexture. These terms are traditionally classi ed based on the texture waveleppénd
spatial frequency. Different elds approach texture and friction with varying focuses; for in-
stance, mechanical engineering often examines friction with machinery and lubricants, whereas
transportation infrastructure engineering centers on the tire-pavement interface and traf ¢ safety
considerations.

Pavement friction is described as "the force that resists the relative motion between a vehi-
cle tire and a pavement surface” [84]. This resistance is typically measured using a dimensionless
value called the coef cient of friction (), which characterizes tire-pavement friction. The fric-
tion coef cient is calculated as the ratio between the tangential fdf¢é &t the tire-pavement
contact point and the longitudinal forcé,() acting on the wheel (all in Newtons, N). The friction
coef cient ( ) is unitless and can be expressed as shown in Equation 3.3 [89]:

Fr

3.2.4 Energy Absorption and Dynamic Surface Friction

The BPT measures dynamic surface friction by assessing the pendulum's energy loss in
its swing, that is, the work done by the pendulum against friction produced between the slider

and the test surface. This energy loss indicates the kinetic energy that is dissipated because of
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frictional forces [47,90]. Work done against friction is given as:

WFE = PD (3.4)

Where: WF is work done against friction (J); is the effective coef cient of friction between
the slider and the surface (unitlesB)js the average normal load between the slider and surface
(N); andD is the sliding distance over the test surface (m).

At the same time, the loss in energy of the pendulum arm during its interaction with the

surface can be expressed as:

E=W(H h) (3.5)

Where: E is the loss in energy of the pendulum arm (3); represents the effective weight
of the swinging arm (N)H is the initial height of the center of gravity of the pendulum in its
release position (m); antdis the height of the center of gravity at the highest point reached after
the slider has contacted the test surface (m).

By equating the energy lost in the pendulum arm to the work done against friction, we

derive the effective friction coef cient as:

W(H h)

BPN =100 =100 Dp

(3.6)

Therefore, the coef cient of friction can thus be calculated based on the mechanical
properties of the pendulum and test parameters, with the height diffekencé re ecting the

energy absorbed by the surface friction.
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In this context, . is the friction coef cient. The value oP depends on the unique force-
de ection curve of each BPT slider, which means different BPT devices may yield varied mea-
surements for identical surfaces. The slider's rubber is characterized as hyperelastic, with its

elastic modulus calculated based on hardness, as shown in Equation 3.7 [90]:

log, E = 0:01984, 0:5432 (3.7)

Where: E is measured in MPa; and, represents the International Rubber Hardness Degrees
(IRHD) of the slider rubber.
According to BS EN 13034 standards [48], the IRHD for BPT rubber sliders used in pedes-

trian slip resistance testing typically ranges from 94 to 98 and 55 to 61 for skid pads.

3.2.5 Fourier Transform for Texture Analysis

The Fourier Transform (FT) can be used in an attempt to analyze pavement surface tex-
ture by decomposing the surface height pro le into its frequency components. The advantage
of FT is that it makes the underlying patterns more visible in the frequency domain, that is,
what frequencies are present in a signal and their relative amplitudes [91, 92]. This provides
further insight into the structure of the pro le and characteristics valuable for understanding fric-
tion [93]. Fourier theory represents a signal as a summation of all sinusoidal waves running with
different frequencies and amplitudes to determine the contribution of each constituent component
of the signal itself [94]. Fourier analysis involves i) Fourier series on periodic functions, and ii)
Fourier Transform for non-periodic functions [95]. The surface height pro le can be decomposed

into frequency components through FT, enabling the differentiation between macrotexture—Ilow-
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frequency components mainly in uencing hysteresis—and microtexture—high-frequency com-
ponents enhancing adhesion in this study. Decomposition like this supports understanding for
potentially enhancing frictional performance in pavement surfaces and marking materials.

To analyze a non-periodic signgk (t), it will be repeated over an arbitrary peridd,
creating a periodic signaly, (t) wherelimr,;  Xt,(t) = Xx(t). The FT representation that may

be used is:

b :
X1o(1) = Cye? T (3.8)
k=1

Where:x+,(t) is the periodic representation of the sign@y; are the Fourier coef cients repre-
senting the amplitude of each frequency componégts the period of the repeated signklis
an integer representing each harmonic frequenisythe imaginary unitt is the spatial variable.
The Fourier coef cientCy, capturing the amplitude of each frequency, will be calculated
as follows:
Z 1422

Cy= — x(t)e 21 (k=Tot gt (3.9)
To 1=

For non-periodic signals whergt) is zero outsidé T; T,), this simpli es to:
141 :
Ck = = x(t)e 21 (k=Tot gt (3.10)

0 1

FT will allow the separation of the surface height pro le into frequency components,
whereby microtexture corresponds to high-frequency components that enhance adhesion while

macrotexture corresponds to the low-frequency components that will mainly affect hysteresis.
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3.3 Experimental Design & Scoping

The experimental design in this study is presented in Figure 3.2. The rst series of steps
involved the selection of the British Pendulum Tester (BPT) devices. The rst BPT unit was the
one currently used routinely by the Maryland highway agency for assessment and acceptance of
pavement surfaces and marking materials at crosswalks. Since contractors purchase and use their
own units, for comparison, reproducibility, and repeatability assessment, a second BPT unit was
bought identical in speci cation to that of the agency's unit (see Figure 3.3). While only two units
were studied, this was suf cient since any unit to be purchased and used by the contractors had to
meet the strict manufacturing speci cations and requirements, meeting those of the state agency
BPT unit. Thus, these units were compared side by side on alternative materials and conditions.
Moreover, operators with different levels of experience were included in testing to assess possible
variability from operator to operator.

The next step for the study was to identify the most commonly used pavement marking
types for crosswalks in Maryland. These included three types of pavement markings, Figure 3.4,
preformed thermoplastic (P), high-performance tape (T), and thermoplastic (Th).

Next, the study incorporated three testing conditions to simulate environmental parameters:
dry (D), wet (W), and icy (I). The wet conditions re ected the speci cation requirements for
testing. For the wet (W) conditions, specimens were sprayed with water to simulate moisture on
the surface, following state engineers' recommendations and prior studies [47]. This approach
ensured realistic testing under common environmental conditions.

To simulate icy (I) conditions in the laboratory, recommendations from prior studies were

followed [6]. A freeze-thaw chamber was employed for this process. The specimens with pave-
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ment markings were submerged in a water reservoir at room temperature to ensure full immer-
sion. This reservoir, containing the specimens, was then placed inside the freeze-thaw chamber,
and the temperature inside the chamber was gradually lowered to 14°F (-10°C). Eventually, this
controlled cooling caused the water in the reservoir to freeze around the specimens, thus simu-
lating in-service freezing conditions. The specimens remained this way for two hours. After this
period of freezing, the specimens were submerged in room-temperature water for ve minutes
to simulate thawing and were then carefully removed from the water tank. Thereafter, the spec-
imens were placed back in the chamber for a further 30 minutes to allow the formation of ice
crystals intentionally on their surfaces. At the end of this ice formation process, the specimens
were removed from the chamber, and their surfaces were tested using the BPT apparatus.

Testing involved the assessment of both pedestrian slip and vehicle skid resistance using the
speci ¢ rubber pads provided by the BPT manufacturer. The pad in the rst instance is made of
pedestrian slip rubber (PSR), also known as Four-S (Slider 96 pad), which has an IRHD hardness
of 96 2, and represents a pad equivalent to the heel of an ordinary shoe [96]. The second pad
used is of tire rubber (tire slip rubber, or TSR), sometimes referred to as TRRL (Slider 55 pad),
and it has an IRHD hardness of 5%. This pad has properties similar to those of an average
road tire [96], aligning with the speci cations outlined in ASTM E501.

The British Pendulum Tester is an apparatus to measure friction by simulating the dynamic
contact of a rubber slider with the surface of the tested specimen, as shown in Figure 3.5. The
device consists of a pendulum arm that pivots to swing free with a slider at its nadir. The friction
characteristics of each specimen were measured according to the speci cation of ASTM E303
using the British Pendulum Tester (BPT) as illustrated in Figure 3.5. The values obtained pro-

vide the frictional resistance BPN (British Pendulum Number) recorded by BPT and shown in
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Figure 3.5h.

The pendulum arm swings downwards, and at its lowest point, the rubber slider strikes the
surface to simulate the action of a shoe sole or tire on the pavement surface. This oscillating
pendulum arm causes the pad to strike the sample surface, thus providing a BPN output value
proportional to the intrinsic frictional resistance of the surface. The target pads are mounted at

the bottom of the pendulum arm with the rubber slider (PSR or TSR) attached rmly.

Selection of BPT Units

l

Identi cation of Pavement Markings

/ Testing Conditions /

BPT Testing Protoc%l

Figure 3.2: Experimental Design & Scoping
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Figure 3.3: Selected British Pendulum Testers

Figure 3.4: Pavement Markings: (a) Preformed Thermoplastic, (b) High-Performance Tape, (c)
Thermoplastic

(@) (b)

Figure 3.5: British Pendulum Tester: (a) Instrumentation and (b) BPN Value Illustration
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3.4 Experimental Testing and Analysis

The steps of the experimental testing and analysis are presented in Figure 3.6. The lab
samples were prepared based on the environmental conditions, D, W, |, and pavement marking
material types (P, T, Th), identi ed in the scoping session. Samples of concrete and asphalt
were prepared to represent the mixtures used in the state. Lab concrete samples were beams of
53.3x15.2x15.2 cm (21x6x6 in) and asphalt gyratory compacted samples (i.e., "pills”) of 15.2x6.2
cm (6x2.4 in).

Routine calibration of both BPT units followed the procedures identi ed in BS EN 13036
and ASTM E303, and the manufacturer's recommendations. The calibration process was veri ed
to align with the standard practices used by the Maryland State Highway Administration (SHA).
The TSR and PSR measurements were obtained with the two units on each sample and consider-
ing 6 repetitions for every measurement. For the test sequence, the two BPT units were executed
successively on the same samples. The samples of icy specimens were refrozen and retested to
ensure consistency across the measurements.

Statistical analyses were then used to assess the repeatability and reproducibility of the two
BPT units and compare their results across various conditions. Analysis of Variance (ANOVA)
and Multivariate Analysis of Variance (MANOVA) were used along with paired t-tests. Based on
these analyses, results were obtained regarding the comparison of the measurements obtained by

the two BPTs under various conditions and pavement marking materials.

55



Sample Preparation

& BPT calibration

Skid & Slip Resis-
tance Measurements

Data Collection

Y

Statistical Analysis

Results & Conclusions

Figure 3.6: Experimental Testing and Analysis

3.5 Analysis and Results

3.5.1 Evaluation of BPT Devices for TSR and PSR

For the comparison of the two BPT units, a total of 216 BPN measurements were used
produced from 18 asphalt and concrete samples with the three pavement marking types (P, T,
Th), tested at three surface conditions (D, W, 1), and with six replicate measurements in each
case. Table 3.5 presents an example of the comparison of the BPN measurements obtained from
the two devices on the high-performance tape, T, at dry (D), wet (W), and/or icy (I) conditions for

both the tire slip resistance, (TSR), and pedestrian slip resistance (PSR). Along with the average
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values of the BPN measurements on the asphalt (T, A) and concrete samples (T, C) and the 6
replicates, the standard deviation (SD) and coef cient of variation (CV%) are presented. As can
be observed from Table 3.5, the average TSR values on asphalt samples (T, A) between the two
units at each of the three surface conditions (D, W, and I) were very close. Furthermore, in terms
of testing variability, a signi cantly low CV% was observed, in the range of 0.6% to 1.67%.
Similar results were obtained for the PSR values on the asphalt samples as well as in concrete (T,
C). The same effects were observed for the remaining two pavement marking materials (P, Th).
Furthermore, the statistical analysis with both ANOVA/MANOVA and paired t-test con rmed
that measurements on the pavement markings applied on concrete (C) and asphalt (A) were not
statistically different.

Table 3.5: Example Results of TSR and PSR on High Performance Tape, T.

Pavement o BPN1 | BPN2 | BPN1 | BPN2 | BPN1 | BPN2
Marking BPN | Statistic (Dry) (Dry) (Wet) (Wet) (Ic_y) (Ic_y)
Unitl | Unit2 | Unitl | Unit2 | Unit1l | Unit 2

SD 055 | 075 | 052 | 052 | 052 | 0.75

TSR| Mean | 86.5 | 87.17 | 63.67 | 63.67 | 45.33 | 45.17

T A CV% 063 | 086 | 081 | 0.81 | 1.14 | 1.67

' SD 052 | 041 | 098 | 0.89 | 0.52 | 0.63
PSR| Mean | 66.33| 66.17 | 58.83 | 59.00 | 40.33 | 40.00

CV% 078 | 062 | 1.67 | 152 | 1.28 | 1.58

SD 052 | 052 | 0.98 | 0.00 | 0.41 | 0.55

TSR | Mean | 87.67| 87.67 | 62.83 | 63.00 | 44.83| 45.5

TC CV% 059 | 059 | 156 | 0.00 | 0.91 | 1.20

’ SD 075 | 055 | 0.75 | 052 | 0.52 | 0.52
PSR| Mean | 67.17| 67.5 | 58.83 | 59.67 | 40.33 | 40.67

CV% 1.12 | 0.81 | 1.28 | 0.87 | 1.28 | 1.27

Figure 3.7 compares the average TSR values under D conditions for the high-performance

tape T applied to both asphalt and concrete samples using data obtained from two BPN units.
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The gure represents, in total, the average of 6 samples: 4 concrete samples (T, C) and 2 asphalt
samples (T, A). For each sample, 6 replicates were obtamed(), and the average value from

those replicates was calculated and plotted. It can be seen from this gure that the results re ect
consistent values for each surface type and the 90th percentile boundaries. The same trend was

observed for the other surface conditions and pavement marking materials.

Figure 3.7: Example comparison of BPN values for High Performance Tape (T) in dry (D) con-
ditions using TSR. Note: BPN average values; 6 replicates.

A comparison of the average PSR and TSR values for T for all three surface conditions (D,
W, 1) for the two units on an asphalt sample is shown in Figure 3.8. As can be observed from the
results, the two units provide consistent values in all cases. The interval lines at the top of the
bars in the graph represent the one standard deviation for each case, re ecting a low variability

between repeated measurements, and at comparable levels for both units.
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Figure 3.8: Effect of the testing device on TSR & PSR on T(A) based on average values. Note:
T, AS1 = High-Performance Tape on Asphalt Sample 1; BPN* = average valueswitl
replicates; BPN*1 = average values for BPT unit 1.

Table 3.6 presents the results of the statistical analysis using paired t-test, Analysis of Vari-
ance (ANOVA), and Multivariate Analysis of Variance (MANOVA) on all 216 BPN observations.
The measurements obtained between the two BPT units were rst paired for each pavement
marking material for paired t-test analysis. Both asphalt and concrete samples were used in the
analysis. As can be observed from Table 3.6, there was no statistical difference in either the TSR
and/or PSR measurements obtained between the two BPN units on measurements obtained on
each of the three pavement markings (P, Th, T). Similarly, when the measurements in each of the
surface conditions (D, W, I) were paired for the two BPT units, no signi cant difference between
them was statistically observed. This was the case for each of the TSR and PSR measurements
at the corresponding surface conditions (D, W, ). Thus, based on the t-test analysis, the two BPT
units statistically provide the same measurements.

In the ANOVA/MANOVA analysis, all 216 BPN observations were used. In these anal-
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yses, the TSR values for both units at any pavement marking material and surface condition
were compared. Similarly, the PSR values between the two units were examined as well. The
ANOVA/MANOVA statistical analysis con rmed as well that both BPT units provide statistically

the same response, for each of the three pavement markings (P, Th, T) and at each surface condi-
tion (D, W, I). Thus, the use of alternative BPT units with the same design speci cations provides
consistent measurements at any of the pavement marking materials examined in this study and

surface conditions.

Table 3.6: Statistical Results of BPN Measurements Between Two BPT Units on Pavement Mark-
ing and Surface Conditions

Analysis Pavement Mark- | Variables Observations | Outcome
ings
P/AIC TSR
Th/AIC PSR
Paired t-test T/IAIC BPN 1(D) vs BPN| 72 NS
2(D)
BPN 1(W) vs BPN
2(W)

BPN 1(l) vs BPN
2(1)

APM BPN 1(TSR) vs

ANOVA/MANOVA BPN 2(TSR) 216 NS
BPN 1(PSR) vs
BPN 2(PSR)

Note: Th/A/C = Thermoplastic on Asphalt and Concrete; T/A/C = High-Performance Tape on Asphalt
and Concrete; P/A/C = Preformed Thermoplastic on Asphalt and Concrete; APM = All Pavement
Markings with All Surface Conditions; NS = Differences not Statistically Signi cant.
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3.5.2 Operator Effects on BPT Measurements

The effects of using a different operator with the BPT were examined next. Figure 3.9
provides an example of the TSR and PSR readings measured by two operators on preformed
thermoplastic markings applied to asphalt and concrete surfaces. The rst operator had extensive
experience with BPT testing, whereas the second one was newly trained with limited experience.
Figure 3.9 shows that the BPN values of TSR and PSR are very close for the two operators, with
little variation in all samples. The error bars, as a representation of testing variability, are very
small, indicating that there is little operator bias on the BPT measurements. This consistency over
asphalt and concrete samples re ects the reliability of the skid and slip resistance measurements
process since it is signi cantly in uenced by operators.

The statistical comparison of the operator's in uence using a paired t-test analysis is pre-
sented in Table 3.7. The p-values from all the comparisons are well above the level of signi -
cance ( = 0:05), con rming the fact that no statistically signi cant differences exist between
the measurements from Operator 1 and Operator 2 for both TSR and PSR. That consistency
across surface type and measures of skid and slip resistance underlines the reliability of BPN

measurements, irrespective of operator experience.
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Figure 3.9: Impact of the Operator on TSR and PSR Measurements for Preformed Thermoplastic.
Note: BPN*2 = Average British Pendulum Number (Unit 2), with= 6 replicates; Variability

bars represent s; Sample details: 2 preformed thermoplastic samples on asphalt and 4 on
concrete.

Table 3.7: Paired t-Test Assessing Operator Impact on TSR and PSR for Preformed Thermoplas-
tic

Surface Type and Location| ~ TSR-BPN 2 (Dry) PSR-BPN 2 (Dry)
Operator 1 vs 2: p-Value Operator 1 vs 2: p-Value
P,AS1 0.695 1.000
P, AS2 0.611 0.695
P,CS1 0.363 0.363
P,CS2 1.000 0.175
P,CS3 0.175 0.175
P,CS4 0.203 0.771

Note: Con dence level = 95% ( = 0:05); Individual sample values are analyzed; Each sample includes 6
replicates per operaton (= 6); Ho: gifrerence= 0; H1: diference® O; Samples: 2 preformed thermoplastics on
asphalt, and 4 on concrete.
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3.5.3 Pavement Surface Materials Characteristics & Fourier Transform Analy-
Sis
In an effort to better understand the pavement surface materials' friction response for the

selected markings, microscopic imaging on new and used P, T, and Th markings, along with

Fourier Transform analysis on consecutive measurements, was performed.

3.5.3.1 Microscopic Assessment of Pavement Markings

The surface microscopic characteristics of P, T, and Th markings were examined in an effort
to gain an understanding of their surface features that eventually may affect and contribute to slip
and skid resistance (see Figure 3.10). It was also of interest to eventually attest and/or document
the reasons for skid and slip resistance reduction because of the use (i.e., wear and tear) of the
pavement marking materials.

The microscopic investigation has provided adequate information about wear mechanisms
and functional properties in these markings, as observed at 50x magni cation (a—c, g—i) and 250x
magni cation (d—f, j-I). New samples of P pavement marking display a uniform distribution of
embedded glass beads that are not only important to the initial re ectivity but also to the frictional
properties [97,98]. The worn samples g and j show signi cant detachment of beads and wear of
the surface, producing a fast reduction in properties (i.e., re ectivity and friction resistance),
hence identifying limitations in regards to their durability and surface wearing characteristics.

P pavement markings generally use larger glass beads that are usually of Type 4 (the largest

speci ed beads per TT-B-1325C, sized 0.84-1.68 mm for Type A and 0.59-1.19 mm for Type
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B, best suited for use in high-build acrylic binder with at least 25-30 mils wet Im thickness;
performance is poor if under-embedded in thinner Ims), which could also explain the reason for
its bead detachment and thus fast loss of surface characteristics. It therefore explains the rapid
loss in BPT values of P marking observed with the fast wear and tear with their use [99, 100].

On the other hand, T markings show higher friction performance over time by retaining
high amounts of glass beads even in used samples (h, k). This corresponds to higher BPT values,
providing better long-term performance in regards to surface friction. New samples show a well-
distributed bead structure (b, €), and the used samples can retain their frictional properties after a
certain level of wear. Unlike the P markings, T markings use smaller and thinner beads that are
associated with higher durability and friction. This might be the reason for their better perfor-
mance in the long term as well as wear resistance, observed in the case of T markings [99]. Most
likely, special material formulations or bead bonding mechanisms proprietary to T markings are
the most plausible explanations for such enhanced resistance over a longer period of time and/or
traf c.

Th-type markings, without glass beads, rely on their intrinsic surface texture for friction and
re ectivity (c, f). This surface texture was worn signi cantly in used samples (i, I) by smearing
and loss of surface de nition that substantially reduces their functionality over time. Limited
durability without glass beads makes them not as effective as the P and T markings in many
environments where consistent friction and re ectivity may be needed. This trend is further
supported by the BPN values summarized in Table 3.8, which show clear reductions in both TSR

and PSR values for used samples.
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Figure 3.10: Digital Microscopic Images of New (a—f) and Used (g—-I) Pavement Markings at 50x

(a—c, g—i) and 250x (d—f, j-I) Magni cations for P- (a, d, g, j), T- (b, e, h, k), and Th- (c, f, i, I)
Markings
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Table 3.8: BPN Summary for New vs Used Pavement Markings

Pavement Marking | BPN | Statistic | New-BPN1 (D) | Used-BPN1 (D)]

TA TSR Mean 86.5 71.000
’ CV% 0.63 5.194
PSR Mean 66.33 58.000

CV% 0.78 2.438

P A TSR Mean 54.667 49.167
’ CV% 5.131 0.830
PSR Mean 43.833 39.333

CV% 1.717 2.076

Th A TSR Mean 67.167 59.000
' CV% 1.741 1.857
PSR Mean 46.500 43.833

CV% 3.534 4.875

Note: BPN average values, = 6 replicates; 72 tests per used sample (6 replicates x 2 devices x 3
conditions: D, W, | x 2 pads: TSR, PSR).

3.5.3.2 Fourier Transform Analysis

The aim of the FFT analysis was to eventually better understand the friction resistance
of the alternative pavement markings in regard to micro and macrotexture (i.e., parallel to “ad-
hesion” and “hysteresis” pertinent to those reported from the tire—pavement surface interaction
phenomena for traditional paving mixtures and materials).

Figure 3.11 presents the amplitude spectra with FFT of TSR and PSR measurements over P,
T, and Th pavement surface materials. The discussion that follows will give a feeling about those
dominant frequency components that generate macrotexture due to low frequency (j0.1Hz) as
well as microtexture corresponding to high frequency (¢, 0.5Hz). In all, there are 16 consecutive
measurement locations for each pavement type with three replicates in each location and two

BPT pads, amounting to a total of 288 observations. All measurements of TSR and PSR values
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were performed under dry conditions in order to comprehensively capture the characteristics of
the surface texture.

The FFT analysis followed in this research is meant to transform signals into frequency
domains for the analysis and identi cation of sinusoidal wave components and dominant wave-
lengths, which de ne pavement texture [93]. For accuracy, detrending was done by subtracting
the mean, where detrending by mean takes off low-frequency drift—its DC component. The same
is in line with suggestions by Bertocci et al [101] so as not to introduce artifacts into it by moving
average removal. The FFT analysis would, therefore, give the most reliable decomposition of the
surface texture pro le into frequency components.

In the case of pavement surfaces type P, as seen in Figures 3.11a and 3.11b and summarized
in Table 3.9, the clear low-frequency peak in both TSR and PSR spectra below 0.1 Hz with am-
plitudes around 1.2 mm for TSR and 0.9 mm for PSR shows macrotexture as the main cause for
increased hysteresis and inferred potential for improved wet traction, as macrotexture enhances
water drainage under wet conditions, which helps improve pavement skid resistance [102].

In pavement surfaces T, Figures 3.11c and 3.11d and Table 3.9 show macrotexture also
appeared at somewhat lower amplitudes of low frequencies (about 0.5 mm for TSR and 0.3 mm
for PSR), borderline between macro and microtexture, ensuring a more balanced performance
across both hysteresis (macrotexture) and adhesion (microtexture) contributions under varying
surface conditions.

In the case of Th pavement surface (Figures 3.11e and 3.11f and Table 3.9), the TSR spec-
tra con rmed texture amplitudes (0.15 mm) that are within the microtexture range, and they
represent relatively ner scale textures supporting better adhesion in dry conditions. On the other
hand, PSR spectra for Th (Figure 3.11f) show a strong low-frequency peBRE mm), re-
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ecting notable macrotexture contributions supplementing the microtexture of this surface and,
therefore, making it suitable for a wide range of surface conditions, such as dry and wet, with
both skid and slip resistance considerations.

These results further support the distinction between adhesion-based friction mechanisms
(microtexture-dominated) and hysteresis-based friction mechanisms (macrotexture-dominated),
in line with phenomena typically observed in conventional tire—pavement interactions (see Ta-

ble 3.9).

Figure 3.11: Fast Fourier Transform (FFT) Analysis for: (a) TSR-P, (b) PSR-P, (c) TSR-T, (d)
PSR-T, (e) TSR-Th, and (f) PSR-Th.
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Table 3.9: Pavement Texture and Friction Mechanism Classi cation (FFT-Based)

Pavement Signal Fig. Eeak Texture Type . .Dominant .
Type (TSR/PSR) Amplitude (A) Friction Mechanism
P TSR @) 1.2 mm Macrotexture Primarily Hysteresis
PSR (b) 0.9 mm Macrotexture Primarily Hysteresis
T TSR (© 0.5mm Micro + Macro- | Hysteresis + Adhesion
texture
PSR (d) 0.3 mm Micro + Macro- | Hysteresis + Adhesion
texture
Th TSR (e) 0.15 mm Microtexture Primarily Adhesion
PSR () 1.0 mm Macrotexture Primarily Hysteresis

3.6 Summary & Conclusions

This study examined the response of BPT in regards to vehicle tire friction and pedestrian
slip resistance. Since agencies and contractors may use their own units for surface friction evalu-
ation, two BPT units with similar design speci cations were considered. The study results indi-
cated that the two alternative units provided comparable measurements for any pavement marking
material (P, Th, T) and surface condition (D, W, I) in regard to PSR and TSR. Furthermore, test-
ing variability was signi cantly low with a CV% ranging between 0.6% to 1.67%. Furthermore,
based on the statistical analysis, the paired t-test analysis con rmed that the two BPT units statis-
tically provide the same measurements for each case. Similarly, the ANOVA/MANOVA analysis
con rmed as well that both BPT units provide statistically the same response, for each of the
three pavement markings (P, Th, T) and at each surface condition (D, W, 1).

The microscopic surface imaging and Fourier transform analysis provided valuable insights

into the contribution of micro and macrotexture of the alternative pavement marking materials to
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surface friction as well as the effects of “wear and tear” in relation to their use. P marking
tends to rely on large beads and thus their frictional properties degrade fast due to their quick
detachment from the pavement marking surface. T markings show higher friction performance
over time by retaining high amounts of smaller size glass beads, corresponding to higher BPT
values and better long-term performance in regards to surface friction. The Th markings rely
on their intrinsic surface texture for friction and thus have lower and reduced friction over time.
Finally, the FFT analysis provided a better understanding of the micro and macro contribution of
these pavement markings on pavement surface friction and slip resistance.

The ndings of this study provided signi cant insights into the evaluation of PSR and TSR
on crosswalk pavement markings. The need to consider pedestrian slip resistance in conjunction
to vehicle skid friction during Quality Assurance (QA), routine monitoring and/or acceptance
testing and speci cations, has generated a national interest in this study and the research ndings
with the AASHTO Research Advisory Committee (RAC) recently awarding this research project
with the 2025 “Sweet 16 High Value Research Award.” Due to the study's importance in regards
to safety, several states are expected to adopt the recommendations for assessing such pavement

markings in critical locations for safety.
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