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I. INTRODUCTION

The direct firing of ceramic products in a furnace
or kiln without a muffle offers an opportunity for
obtaining a distinet economy in the production of high-
fired glazed, enameled, and other types of wares.

Glazed and enameled wares produced by high-firing
are advantageous because such wares are more durable and
harder, and have other properties which increase their
ability to resist wear in the various capacities for
which they may be used. Temperatures required for such
products are obtained readily only in direct firing.

Direct firing is of interest in the general
manufacture of ceramic ware because economies may be
realized from (1) heat savings by removing the dead
load of muffles and saggers; (2) from a lowered invest-
ment in construction and a lowered cost of malintenance
compared with that of a muffled furnace; and (3) from
decreased fuel cost due to the shorter firing time
required.

Coal, wood, and o0il were used early in the
commercial development of the ceramic industry, and it
was soon found that muffle type firing was required to

prevent an exceptional amount of rejected loads or



"rejects" with such fuels. Proponents of gas firingl
claim that this possesses the following advantages over
coal, wood, or oil firing: (1) even temperature rise,
without flash heating as with certain coals; (2) more
readily controlled temperature rise; (3) better control

of atmosphere composition (the maintenance of uniform

gas composition and uniform firing conditions in turn
maintains an approximately constant ratio of constituents);
(4) absence of free carbon in the atmosphere, as con-
trasted with the smoking period of coal firing; (5)
freedom from muffle breakage and from the dirt occurring
in such deterioration; (6) economy in operating costs and
cleanliness resulting from the elimination of ash removal
or solid fuel conveying; (7) economy of space for the same
reasons; (8) heat economy in that both the gas and air
feed may be preheated by the flue gases; and (9) economy
in labor requirements.

Direct firing with gas has not become widespread in
the ceramic industry, perhaps in part because of the early
difficulties experienced with coal firing. While it is
true that many defects in ceramic products, especially
glazed ware, can be traced to atmospheric conditions,

there 1s perhaps insufficient basic information of the

1. For discussion of the economics and advantages of direct
gas firing, see the following references~ G 6; H 6; M 13
M9; M19; O l; R1; R2; V 3; W33 W6. Gas fired kilns
are frequently described in the literature and some
examples may be found in C 23 M 2; S 9; T 5.



behavior of ceramic ware avallable. Combustion products
at high temperatures are among the least known of a
large number of factors which may produce imperfect
ceramic goods; consequently the defects are often
attributed to these.

A few of the other cause52 of ceramic defects may
be (1) the direct impingement of the flame, (2) the rate
of heating, (3) the duration of heating, (4) the aging of
the slip, and similar conditions. "Scuwming" or the
deposit of water-soluble salts5 upon the surface of the
ware is another defect that may occur without the
influence of an injurious atmosphere.

The determination of the existence of the defects
mentioned and their degree have been reported, in general,
by descriptions and, occasionally, by photographs. This
may, in some cases, cause variation in agreement among
investigators.

In the Investigation here presented, an effort is
made to control or eliminate such causes of the defects
and discrepancies mentioned. While it was not possible
to simulate industrial practice, such practice is

considered in planning the experiments. The material

2. Many of the suggestions as to causes are based on
oplnions of experienced operators of ceramic kilns

and have not in every case been checked by laboratory
work. See D 53 I 1; H1l; W2; W 8.

3. See the discussion and bibliography in C 4 and I 5.



studied is a Bristol type glaze (not fritted) of simple
composition and analysis, in order that the reproduction
of such a glaze might be easy and the addition of coloring
agents might not require serious variations in its
development. This glaze is subjected to an atmosphere of
combustion products of manufactured gas and some o the
components that are believed to cause defects are varied
to determine the minimum or mazimum values necessary to
attain a glazed product equivalent to air firing. The
results of the investigation will be reported in various
ways to show relative values.

The literature does not contain an extensive amount
of data upon glazes of any type. A review of the action
of combustion products upon ail types of ceramic products,

that is, glazes, glasses, enamels and clay ware, is made.



IT. HISTORICAL
A. INTRODUGTORY

The action of combustion gases upon ceramic
substances was early recognized by glass makers and
pottery producers. The glass makers noted a blue-gray
deposit, "bloom", as an indication of well fired glass.
Likewise, pottery makers have described processes by
which reducing atmospheres were produced to obtain
certain surface characteristics and colors. Early
records and observations of manufacturers began to
appear in the French and German periodicals about the
middle of the 19th Century, and were found in the English
and American journals when these began publication. The
early publications recognized occurring defects and gave
practical methods for decreasing or eliminating them. To
Je. We Mellor, an English ceramist, must be credited early
aligmment of industrial observations and laboratory results.
His reports extend from the first issue of the "Trans-
actions of the English Ceramic Society" until recent
years.

The work dealing with the influence of combustion
gases upon ceramic products, has been of two general
types, (a) the observation and industrial control of
defects having economic importance, and (b) the laboratory

investigation of some particular ceramic product without



extended consideration of the general field.

The industrial reports and observations as a whole,
appear to be lacking in specific data. This makes the
reproduction of the effect difficult or at least uncertain.
Very often the material examined is indicated only by name
and no mention made of its composition or ingredients.
Further, in noting the atmosphere to which the defect is
attributed, the writers often state what they believe may
be present but seldom give an analysis. Thus, it is
found impossible to catalogue, except in a very general
manner, this data either according to the cause or to
the material on which the defect was noted.

The laboratory experiments offer similar difficulties
in interpretation. However, in these, more data is
usually available in regard to the analytical composition
of the atmospheres and of the materials used. The gases
used in the laboratory have usually been substantially
pure and few attempts have been made to determine the
effect of diluting a particular component of an atmosphere
to concentrations similar to that occurring in direct
firing. Modern experiments are tending to be more complete
but, in general, at present, do not appear to be sufficient
in number to indicate more than general opinions and trends.

In succeeding pages, the literature will be reviewed

with particular emphasis on the effects of combustion



products on ceramic wares. Special attention will be

given those gases whose presence in combustion products

is common. The formation of these defects as well as

the methods of determining and expressing the data obtained will
be discussed.

The exact terminology used by an author in
describing the various defects varies. However, some
commonly accepted trade meaning 1is usually implied by
the words used by ceramists. The following definilitions
will be used in this work.

"Spitting-out" or ‘spit-out" consists, in glaze or
enamel, of a bursted bubble whose edges have not healed.
"Pinholing" refers to tiny holes in glazes or enamels
appearing as pin pricks that may have resulted from spit-
outs that have healed partially. "Pockmarked" refers to
larger defects than are inferred by spit-out. "Blister-
ing" 1s usged to describe ceramic ware in which there are
unbroken bubbles formed. In unglazed ware, a bubble may
be described as "bloated".

"Crazing and "shivering" are terms used to describe
hair line cracks produced in the glaze or enamel by
difference in coefficients of expansion and contraction of
the body and the covering. It is quite common usage to
make no differentiation between these effects but to call
either "crazing".

"Scumming" is an effect for which there is some



controversy. With "scurming", are confused "sulfuring",
"starring", "efflorescence", "bloom" and "iridescence".
"Sulfuring" may be considered a general term covering
all the effects that may be produced by sulfur compounds
in the gaseous products of combustion.

Although the remaining terms are often used to
indicate the observer!s opinion of the influence of
sulfur compounds, the present use of them will be to
describe certain physical appearances after firing.
"Starring” is an effect due to the formation of crystals
upon the surface of the glaze or enamel. "Iridescence”
is attributed to a metallic sheen or luster. "Scumming"
is a dullness of the surface, of which "bloom" and
"eFfflorescence" are different magnitudes of scurming in
order of decreasing intensity. "Bloom" is often referred
to in the literaturé as scuming upon glass. Statements
in the literature indicate that all the above defined
terms may be due to water-soluble sulfates, but no such

statement will be affirmed in the present investigation.



B. THEORY OF ACTION OF COMBUSTION PRODUCTS

In scientific literature, the action of cambustion
products upon ceramic bodies frequently has been dlscussed.
The difficulties of determining the action of multi-~
component systems consisting of clay bodies, glazes or
glasses, and combustion gases, are innumerable. To
represent systems of more than three variables in a

graphic analysis4

is difficult or impossible. Ceramic
substances may range from two components to an extremely
large number. In view of the many variables, experimenta-
tion in the present study was undertaken somewhat on a
trial and error basis rather than as a scientific in-
vestigation of the equilibrium of multicomponent phases.
From the experiments, the cause of a definite effect was
indicated and a possible theory for such action from
known reactions was developed.

Among the general theories® presented for the
development of defects in ceramic bodies are what may
be termed the sulfuric acid theory, the gas absorption
theory, and the carbon absorption theory. The sulfuric
acid theory has attained popularity and is accepted by

many observers at the present time.

4. See Findlay, pg. 275, The Phase Rule, Longmans, Green
and Co. New York, 1935.
5. For an excellent resume see M 17.
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The sulfuric acid theory was expounded by Mellor
(M 7), and other investigators® have made only slight
changes to account for the particular reaction that
they were studying. The basis of this theory is that
in fuels there are certain elements and compounds which
upon burning yleld acidic gases. Of these gases, sulfur
dioxide or sulfur trioxide may be considered the stronger,
since by solution in water sulfuric acid is formed. This
acid may then act upon the basic constituents in the
ceramic body, such as the alkalies, the alkaline earths,
and certain metals that occur in the clays (i.e.
chromiwm, iron) or with metallic materials added to
improve or change the properties of the body, e.g. salts
or oxides of c¢obalt, tin, lead, and the like. The
sulfates thus formed may cause defects in several ways.
Mellor7 cites examples to show that the sulfates which
are insoluble or undecomposed in the ceramic substance
may crystallize on the surface. Other investigators8
think that the water-soluble sulfates present originally
in the materials or formed from the gases in contact with
the ware, may come to the surface, thus causing scumming.

Investigations of glazes have given support to

similar theories concerning the crystallization of the

6. See also references J 73 L 63 M 6; and A 15; G 1
(brief resume)

7. See M 7; M 8.

8, See L 63 C 4; T 3.
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sulfates9 and the scum formation from water-soluble
sulfatest®. Ortman ( 01), however, proposes the

theory that the sulfates, either formed from the gases
or those originally present, may prevent proper maturity,
color, or texture by (1) being decomposed by heat or by
reducing conditions, (2) being displaced by silica,

(3) displacing weaker acids, or (4) reacting with color-
ing oxides and fluxes, thus explaining both spit-out and
scumming. This theory is supported by observations of
many independent investigatorsll.

In experiments upon glass,12 sulfates entering as
impurities or formed from sulfur dioxide, have a
definite influence upon alkalli loss or solubility.

M. W. Travers (T 4) in investigating the action of
combustion products upon glass, proposed a theory for
the action of sulfur dioxide based upon the partial
pressures of the sollds as sodium carbonate, sulfate,
and sulfite whose gaseous decomposition products are
present in combustion gases. He found by using Nernst's

Heat Ecmation,l:5 that the calculated pressures over the

solids at 600°-700° C would be too high for the carbonates

9. See M 10; M 11; D 2.

10. See S 13 W 7.

11. See Z2 1; D 2; S 5; B 30 as a few examples.

12. See P 12; E 4.

13. M. Travers recognized that the Nernst Heat Equatlon
could not be solved but by comparing values obtained
by the equation and by experiment at lower temperatures
assumed that the magnitude of the values was correct.
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and sulfites but would be within the range of sulfate
formation from the estimated trloxide present in the
gases.

At the same time that J. W. Mellor (M 7) proposed
the application of the sulfuric acid theory to glazes,
A. Hopwood and W. Jackson (H 9) proposed a similar
theory for the coloration of iron bearing clays, in
which they agree with Ortman (0 1) that the sulfates
formed from the gas-solid reaction are decomposed,
resulting in liberating iron oxide. Other investiga-

tors14

accept the explanation of the mechanism of the
formation of sulfates in clay and wares but do not
believe that the sulfates are decomposed but instead
that they cause noticeable surface defects that cause
scumming_and related effects upon the later applied
glazes.

The theory of absorption of non-reactive gases
into the ceramic ware has not received general acclaim,
although some of the more recent investigations consider
it among the possible actions taking place in the kiln.
The theory early proposed by H. C. S. Deville and L.
Troost (D 3) held that spit-out was induced by the

absorption of gases at high temperatures and subsequent

ejection at lower ones. This opinion was supported by

14, See P2; J 63 L4; C 1l; S 6.
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15 who found that ceramic bodies were

other investigators
porous to hot gases and that there 1s absorption in the
bodies.

Studies upon glazeslG have supported this theory
and indicated that 1t is the absorption of water which
may cause the majority of such defects. The subsequent
rapid heating for decorating or other purposes causes
superheating of the water and thereby fast volume
expansion resulting in splt-out.

The absorption of carbon theory17 may be taken to
inelude (1) the deposition of carbon and combustible
gases in the crevices and cavities of the ware, and (2)
the carbonaceous matter in the raw materials. These
combustible materials in the body will burn because
ceramic bodies are permeable to hot gases; particularly
to oxygen,ls producing carbon dioxide and water. If
these gases are not permitted to escape before fusion
or vitrification of the ware, blistering and similar
defects may occur. With the improvement of combustion
processes with regard to completeness of burning and
temperature regulation, this theory seems gradually to

have disappeared from the investigations. There is,

15 See H2; B7; B3; B1l4; E 4; D 1; M 4.
16 See C 73 M 163 R 5.

17. See M 5; V5; M 17 and B 4 (resumes).
18. See B 7 and B 14.
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however, one ezxception; that is, in the study of

refractorieslg

in which carbon is often deposited
from the intensely reducing atmospheres used for
metallurgical purposes.

Although enamels may be considered as having
essentlially the same composition as glazes and glasses,
the theories®® as to the cause of their defects, have
not been discussed in this presentation because the
reaction of the metal and the enamel, the enamel and
metal composition, and the condition of the surface
are, in general, deemed prime factors in such theories.

There are a few theories which are gquite
different. Among the most interesting is one discussed
by A. E. J. Vickers and L. S. Theobald (V 2) in 1925
and by W. A. Wezl and A. G. Pincus (W 5) in 1938.

21 Its action

According to this, water is the reactant.
is held to be due to (1) the apparent reducing action
which it shows at high temperatures and (2) its effect
as a strong acid. Mellor (M 17), however, suggests

that it is not the action of water itself which causes

19. See H 13 (good bibliography).

20. See P 11; C 3; R 9. The consideration of enamel
defects, bonding and the like, have received
considerable attention and many articles are to be
found in recent literature.

21. This is also in agreement with experiments by Morey
and Fenner (M 18) and by Firth, Hadkin, Parkin and
Turner (F 1).
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the reduction but the displacement of oxygen.

Another unusual theory was one developed by
He. B. Henderson (H 5) from observations on kiln firing
of bricks and ceramic ware. He expressed the opinion
that hard graphic carbon was deposited by €iring under
intensely reducing conditions (natural gas). When
high temperatures were reached, this carbon reduced
the silicon dioxide of the clay, causing silicon to
volatilize and condense 1n the cooler portlons of the
kiln. Oxidation of the silicon may take place, he
believes, either before or after condensation.

Although the theories postulating the absorption
of non-reactive gas or carbon, and the few unusual
theories just mentioned are well supported by experi=-
mental data and industrial experience, they are useful
only in specific cases. The absorption of gas at high
temperatures and re jectlion at lower temperatures seems
difficult to visualize. The defects of ceramic ware
developed by absorption of moisture and other gases upon
standing and subsequent refiring, are encountered in
two or three-firing practice, however, only one-firing
is applied in the case of the majority of ceramic
products. Likewise, the carbon theory necessitates
the assumption of incomplete combustion, and of

improper heating. Although these may occur, the
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conditions constitute a problem of control and not a
property of the ware. The exceptional theories are
applicable only to and are formulated only for specific
cases. The sulfuric acid theory, however, seems to
remain as an explanation having considerable weight

in the arguments against direct firing.
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C. ACTION OF FIRING ATMOSPHERES

Examination of the data upon which the preceding
theories were based showed that the effects of combustion
products vary widely in type and degree, depending upon
the materials, the gaseous atmospheres, and the methods
usede.

The experimental results are based on determina-
tions from direct fired and muffled commercial and
laboratory kilns and tube furnaces. The atmospheres
used range from pure gases to actual products of
combustion. Likewise, the materials studied vary
considerably, ranging from simple glazes to complex
fritted glazes and natural occurring clays. In many
cases, however, the compositlion of neither the
atmosphere nor the materials used were given and the
name or type of ceramic ware or glaze tested only was
indicated.22

While ceramic literature was first developing and
scientific investigations of ceramic problems were
initiated, the industry was using coal, then in the

final stages of replacing wood as fuel. The burning was

22. Appendix I gives a summary of (1) types of furnaces
used, (2) the nature of the atmosphere studied, and
indicates whether or not the compositions of the
ceramic materials or the atmospheres were given in
the references cited.
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generally made in direct~fired kilns where the fire box

was In the side or bottom of the kiln and the combustion

gases had free access to the ware. These gases were

found to cause defects®® in the development of glaze824

such as blistering, spit-out, roughening, and color

variations of the surface. With glasses,

25 26

enamels,

and other clay products,27 scuming and color changes

were the chief difficulties, but the defects noted with

glazes were also experienced. The color changes were,

for the most part, attributed to an oxidizing or re-

ducing action, and the scumming attributed to the

sulfur content in the atmosphere.

In order to remove this enormous dead-load in

heating and re jection costs, the ceramic industry

developed the muffle kiln to keep the ware out of

contact of the flue gases. This apparently brought

about an economical reduction in heavy ceramic products

and clay wares,28 because very few difficulties with

the

products were later reported. However, with glaze529

23,
24.
25.

26.
27.

28.

29

Sce AppendixZIfor a detalled review of causes and
effects of various atmospheres.

See A 13; B 23 C 63 G 2; H17; P 4; M 16; M 17 (oil);S 2;B6.
See A 73 L 2; P 3 (oil); S 3; W 1; W 5.

See 8 8.

See A 16; B 9; B1l; C 1; H 5 (natural gas); H7; H 8;
H 10; J 6 (natural gas); L 4; L 5 (natural gas); P 1;
P2; P7; R2; R 4.

See B 1 where experiments on various atmospheres in
conmerclal kilns were made but were not reported as
actual operating difficulties.

See A 6; AB; C7; EB3 F2; W93 01.
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and enamels,°C scumming, pinholing, and spit-out
persisted. As in direct firing, the experimenters or
operators, found that colors were affected by the state
of the muffle atmosphere, and again attributed pinholing
and spite-out to the action of sulfur in the muffle.

The presence of these gases in the muffles is found to
be derived from several sources, (1) the gases generated
by the ware, (2) leakage through broken or otherwise
faulty muffles, and (3) diffusion through the muffles.
E. E. Ebright and co-authors (E 2) and recently G. H.
Spencer-Strong and L. J. McMahon (S 7) have conducted
experiments showing that water vapor with air atmos-
pheres alone wlll cause scumming and sometimes blister-
ing.

With the introduction of gas producers and other
sources of cheap and efficient fuel gases, the economy
of direct-firing appealed to the industry. Manufactured
and by-product gases can be supplied free of many of
the factors associated with coal firing which theory
and commercial observation deemed responsible for
uneconomical operation. This was shown to be true

by observations on both glazes3l and enamels,32 and

30. See A 93 E 2; R 33 7.
3l., See G 73 M 4; RB; W3; W4; W 8,
32. See A 1y A l4; G 73 G 8; P 9.
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likewise on heavy clay productss5. Reducing conditions,
flame impingement, and overheating, were found to be
the chief difficulties associated with direct gas
firing and they were readily solved by proper furnace
design. However, it was noticed that variations in
oxygen and sulfur content of the gases had an effect
upon the color and texture of the surfaces. This was
particularly evident with glasses54 and was also
reported by Grady (G 7) and Andrews (A 1) upon glazes
and enamels.

Laboratory tests followed commercial kiln observa-
tions. The purpose of those experiments reported in
the literature as indicated above was to determine (1)
the effect of the components of combustion gases, (2)
the maximum concentrations permissible without giving
noticeable effects, and (3) the influence of factors
such as composition, temperature, and time. Some
investigators55 hold, in agreement with the industrial
results, that there 1s no reaction when gas is burned
under oxidizing condition. More>® find, however, that
a deposit or color is formed on the surface of glazes

and glasses. All agree that reducing conditions are

33. See H 6.

34, See M 14; Z 2.

35. See L 3; W 2.

36. See C 33 D 2; D 4; M 14; T 2; T 4; W 5.
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unfavorable, and that all types of ceramic products
will be attacked under reducing conditions. An
exception 1s made, however, by M. W. Travers (T 5),
and W. A. Weyland and A. B. Pincus (W 5), who find
for glass that reducing conditions will lessen the
action of combustion products.

The reported investigations attributed the
formation of defects 1n oxidizing atmospheres to the
presence of either sulfur dioxide or sulfur trioxide.
When relatively pure sulfur dioxlde gas is passed over
ceramic ware, defects have been reported ranging from
complete destruction to pinholes and color changes®7.
With dilute sulfur dioxide gas, as in combustion
products or in air, efflorescence, feathering, pock~
marks, pinholes, color changes, and scumming have been
as8.

observe Such a wide variation of effects (even

assuming different compositions of the materials)

37. See Footnotes 35 and 36 and A 43 A 5; B 13; C 7 M 12.
38. See B 43 C 8; G 33 K13 K2; N1; P 3; P 6; V 3.

(1) For Glazes, see B 8: G 53 J 6; M 10; W 2.

(2) For Glasses, see C 8; D 4; T 1.

(3) For Enamels, see A 2; A 33 A 43 A 5; K 3.

(4) For liscellaneous Clay Products, see H 9; S 5.
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warranted further experimentation, particularly because
these facts do not agree with observations noted in
industrial gas firing. Determinations of the minimum
sulfur concentration required to cause defects on
glazes ranged from three hundred and eleven (311} to
thirty-five hundred (3500) grains sulfur dioxide per
one hundred (100) cubic feet of gas products, on
enamels from three (3) to twelve (12) grains of sulfur
dioxide per one hundred (100) cubic feet; on glass two
and five tenths (2.5) to twelve hundred and fifty
(1250) grains sulfur dioxide per one hundred (100)
cubic feet; and on miscellaneous claywares about six
hundred (600) grains sulfur dioxide per one hundred
(100) cubic feet.

If one neglects the concentration of sulfur dioxide
that will be harmful to enamels, the remaining minimum
concentrations, although varying considerably, are much
above that which will ordinarily occur in producer, or
other manufactured gases. 'Lhis leads to the possibility
of another factor operating; for example, the oxygen
content of the gas. As has been discussedsg, the
oxidizing or reducing power of combustion products

influences the final state of the ceramic product to a

39. See page 41 and reference B 12 on type of analyses
required, i.e. complete, not just Og and COg.
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marked extent. Experiments made by varying the
oxygen4o content (in agreement with practical
observations) show that (1) for glazes four (4)
to ten (10) percent oxygen should be present, (2)
for enamels seven (7) to twenty-one(21) percent
oxygen, and (3) for miscellaneous clay ware three
(3) to six (6) percent excess oxygen.

In the firing of ceramic ware in an oxidizing
atmosphere, the two products of combustion in
largest proportions are carbon dioxide and water.
According to most authors, atmospheres of carbon
dioxide, or of carbon dioxide mixed with neutral
gases, produced blistering and pitting.4l ihen
admitted with oxygen, however4?, there is no
apparent effect. E. E. Geisinger and K. Berlinghof
(G 3), and also 4. Pfaff (P 5) on the other hand
find no effect with carbon dioxide atmospheres.

Water vapor, too has a definite effect on

43

ceramic processes*Y. It causes blistering, bubbles,

darkening and color changes similar to reducing

w W 4.

40. See Aly A 14; H 6; K 3 H 33
1 s H11l; N 1;

41, See A 23 A 33 A 4; B
P6; PO; R7; V 3; W2,

42. Recommended: five (5) percent oxygen with eleven (11)
percent carbon dioxide, for glazes and seven and
three tenths (7.3) percent oxygen with seven (7)
percent carbon dioxide for enamels.

43, See B1l; B1l5; C1; D7; E1; E2; ¢ 3; K 1; K 2;

M 16; R 6; V 33 W 2.

L POy V3
B C 6 E 2
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atmospheres, to which its action is often attributed,
either by reduction of the oxygen content or by
dissociation. It is well to remember, however, that
the amounts of water used in these determinations are,
in many cases, above that normally found in combustion
products. Water, also, increases the activity of sulfur
dioxide attack; thls may be deemed a support for the
sulfuric acid theory. H. E. Ebright and G. H. McIntyre
(E 1) recommend for enameling furnaces, that the water
vapor content be kept below one (1) percent, and in a
later article, the same auvthors in collaboration with
J. I. Irwin (E 2) find that three and one-half (33)
percent water vapor with the acidic gases of about
one-half (4) percent will cause blistering and scumming.
We E. Badger (B 1) finds that a water vapor atmosphere
alds the vitrification of ceramic ware, in spite of its
reducing action on colored ware.

The effects of many other volatile or gaseous
substances have been noted44. Some of these are
hydrocarbons, carbon monoxide, nitrogen, various acids,
and those substances which may be used for vapor

glazing, or may be included in the combustion products

44, A discussion of some of these effects may be
found in investigations by A. P. Watts (W 2)
E. B. Geisinger and K. Berlinghof (G 3), A. F.
Green and F. H. Clews (G 8), A. E. J. Vickers
(v 3), H. L. Longnecker (L 4), A. E. Badger (B 1)
and S. M. Phelps (P 7).



of fuels. These materials are not commonly found
in combustion products, nor has their action been

investigated beyond pure atmospheres.

25
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D. METHOD OF EXPRESSING RESULTS

Ceramic wares are glazed for decoration, to
decrease chemical activity and porosity, and to
increase durability to abrasion and other mechanical
attack. The tests made upon the finished product
have been designed to determine the degree to which
these ends have been attained. As the early ceramic
industries were concerned with pottery, dishware,
and decorative tile, the first tests made were
visual and later photographic. With the advent of
greater demand for uniformity in colors, tints,
and other surface appearances, the science of physics
began to be applied to the problems, resulting in
many types of color matching methods such as visual
inspection, the use of various tintometers, and the
analysis of reflected light. As the industry entered
the consbtruction fields, demands for mechanical
performance arose and suitable lnstruments for the
measurement of various phases of such performance
were developed.

For ceramic ware designated for the general
public use, such as china and porcelain ware, enamel
objects, and facing bricks, the method usually

employed has been visual and the expression of the
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observations by word pictures continues. Such reports
have been illustrated in a very high percentage of the
citations reviewed in earlier sections of this
dissertation. The practice is common in both industrial
and laboratory reports. It is evident that this method
will be dependent upon the vocabulary, the eyesight
and other human characteristics of the examiner. In
addition, this type of test fails in the determination
of small differences and, for the reasons gilven, often
to convey the desired knowledge to other investigators.
The use of photographs4S is one answer but often
requires either a large amount of space (as do
descriptions) or special equipment, (i.e. for photo-
micrographs), and expense, particularly in color work. 46
The investigation of lead polsoning from glazes
introduced solubility tests%? for sulfates and other
soluble substances as well as for lead compounds. With
the exceptions of legal requirements upon lead, there 1is
no standatdization of solubility tests, each investiga-

tion or industrial concern using individual standards.

45. See references Bl3; E 63 G 3; M 10; and R 9, for
the photographic expressions in the literature, and
references E 3 and P 8 for those using photomicro-
graphs.

46. See P 6 for color prints.

4%7. See C 83 G 4; K 2; M 11.
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The determination of porosity has been standard-
ized and methods may be found among the tests suggested
by the American Soclety for Testing Materials.48
Glazed and enameled wares, in the glazing or enameling
process, have thelr porosity decreased to a negligible
amount; accordingly, porosity is not usually determined
upon this type of ceramic product.

Durability49 has become an important consideration
in the selection of ceramic ware for construction
purposes and in the development of tableware of lasting
qualities. One method of examination is known as
"metal marking”.90 It is a measure of the su;cepti-
bility of glazes (or enamels) to marking with various
metals and alloys. GCare must be exercilsed that scratch=-
ing of the surface is not interpreted as a metal mark,
which consists of leaving a thin film of the metal on
the ware.

A pumber of methods®* for the determination of

48. See D 116-34; C 20-33; C 4=24; and others in their
publications.

4¢. For impact resistance, see R 8.

50. See A 17; G 4.

51. The following methods have appeared only recently in
the literature and refer In general to treatment of
glasses and enamels. The discussion upon light
reflectivity is derived from articles on paper and
varfishes and are included because, in the opinion
of the writer of this dissertation, they may afford
some information on glazes and enamels.
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abrasive hardness, as a measure of durability, have
been developed. Of these, there are in use, (1) the
abrasive wheel, (2) the sand blast, (3) cylinder
rotation, (4) needle scratching, and (5) a resistance
to free-falling sand. The first three of the above
mentioned methods are difficult to standardize and
offer no guarantee of equal forces upon the test
piece throughout the run. The fourth method, that
of scratching, depends upon the sharpness of the point,
the pressure on the point, and the manner in which
the point is applied; the scratch is not easily
analyzed for depth of penetration. The method
depending on the resistance to wear of falling sand
may be measured by decrease in weight or by the
changing in amount of reflected light (which will be
discussed later). This method, however, is dependent
upon the humidity and the wear of the sand grains.
Changes in the surface characteristics, either
in smoothness®? or color may be measured by changes in
amount of reflected light. The equipment recommended

for such results is too expensive for plant control

52. See A 103 A 12, on enamels and H 14; H 15, and
H 16 on the general theory of refectivity studies.
An excellent bibliography is found in H 15 upon
this subject.
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work, but substantially equivalent equipment could be
constructed readily. J. Konarzewski and A. E. J.
Vickers (K 1) used a simple Lovibond Tintometer to
express colors, whille other investigators55 have
suggested highly developed photoelectric arrangements
for precision color determination.

Although verbal descriptions are verbose and
space consuming, they are the general method of report-
ing results of action of gaseous atmospheres upon
ceramic processes. They are often supplemented by
solubility data and by photographs. Various mechanical
testing methods have been developed for clay ware and
commercial products as a whole, e.ge. such finished
products as porcelain insulators, enameled ware, glass
and tableware, but few have been suggested for use
upon a glazed or enamel surface independent of the
body properties. &£ recent development in the field of
paints and varnishes, the determination of blemishes
and colors by reflected light, has already entered the
enamel field but it has apparently not been applied

very much in investigations of enamels or glazed ware.

53. See M 15; R 6; S 8; V 1.
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III. EXPERIMENTAL
A. INTRODUCTORY

The foregoing review indicates (1) that the
data upon the action of combustion atmospheres upon
ceramic ware is limited; (2) that the reproduction
or intercomparison of most, if not all, of the
experiments would be difficult because (a) the
compositions of either the ware or the atmospheres
used were unknown or (b) the majority of the resultis
was obtained upon industrial installations; (3) and
that the methods used for the expression of the
effects are subject to variations due to the observer,
particularly his eyesight and his command of
descriptive rhetoric.

The work herein described was undertaken
primarily in the hope of determining the effect of
combustion products upon ceramlc ware with some regard
to chemical conditions that might be found in
industrlial atmospheres, and secondly, of suggesting a
simple, rapid, and reproducible method for determining
such an effect. Three possible methods of expressing
the results of such experimentation are compared.

In order that the work may be reproduced, or

compared with other work, the composition of the



32

materials and the analysis of the furnace atmospheres
employed are given.

0f the fuels used in published studie6,54 gaseous
fuels appeared advantageous in that their composition
is falrly uniform and the products of combustion at all
stages of firing are substantially constant. 4nalyses
nade upon the gas supplied did show some variations
over the period of experimentation. Such variation is
encountered in most manufactured geses, however, and
it was therefore not deemed necessary to control these
variations further.

The ceramic ware tested was raw glazes (of the
Bristol type) maturing at 1200° C., chosen to represent
glazes maturing at a temperature for which direct
firing would be profitable and in the temperature range
toward which modern trends are approaching.

The test used for determination of sulfur present
was chosen because of its rapidity. The results are
indicative of the magnitude of the concentration present.

Several devices were studied for the combustion of

54. Although the apparatus was deslgned for the burning
of manufactured gas, similar tests may be run with-
variations only in the combustion chamber for the
use of coal or oil.



33

the gas in a confined space so that the composition
would not change before it came in contact with the
ware. Some of these included metallic chambers;
chambers connected with rubber tubing; and entire
glass apparatus. The glass chambers were considered
the most satisfactory because analysis of the products
showed that these gave results agreeing with theoreti=-
cal considerations. Several methods for the removal
and analysis of sulfur dioxide from the combustion
products were tried. ‘“The method selected was found to

be reproducible and rapid.
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B. APPARATUS

The determination of the effect of combustion
of manufactured gas upon glazed ware may be divided
into two parts: first, the production of a glaze
under an atmosphere of the combustion products, and
second, the measurement of the effect of changes in
the atmosphere upon the glaze producede.

Reports upon the production of a glaze under
an atmosphere of combustion products in the laboratory
are not common. Dettmer (D 2) and A. P. Watts (W 2)

use GOndition355

similar to those developed for these
experiments. The present tests are, however,
distinctive in the fact that care 1s exercised in
preventing the admittance of tUncontrolled air.o6

By having all connections of tightly fitting glass
between the combustion chamber and the firing chamber

for the ware, no air was allowed to enter and the

combustion products were not changed by reaction with

55. See Figures 1 and 2 for schematic dlagram and
pictures of apparatus.

56« A. P. Watts (W 3 and W 4) developed a large size
kiln for the direct firing of glazed wares suit-
able for heating with gas alone in which the
entrance of air and gas was controlled.



metal surfaces. The combustion chamber was equipped
with an inlet for secondary air, with a connection for
the entrance of the spark coll lead (the second lead
being through the blast lamp)®7. In addition, a
connection was made for a manometer near the outlet,
and an explosion head was provided by a thin sheet of
aluminum foil. (Figure 3).

The explosion head was very efficient. Several
trials were made by admitting explosive mixtures of
gas and alr into the chamber and igniting with a
spark. Explosions resulting would rip the foil away

but would not injure any of the apparatus.

57. The design was a modification of the U. S. Bureau
of Standards (Drehschmidt) method; discussion of
which may be found in the Bureau of Standards
Circular No. 48 (1916) and pages 351-355, L. M.
Dennis and M. L. Nichols, "Gas Analysis", The
Macmillen Company, New York, 1929.

35
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In order to insure as complete combustion as
possible, a fine mesh copper screen was placed over
the burner opening. The resulting flame cone did
not exceed an inch in height. The chamber was
insulated with asbestos to avoid chilling of the
gases and consequent shifting of their equilibria.

To check the degree of combustion, complete analyses
were made before and after the combustion products
had passed through the firing zone (when the tempera-
ture was at 1200°C.) (Table 1). The results showed
that essentlally all the combustion was taking place
in the combustion chamber under the various conditions
of firing employed.

The pressure was maintained at appro ximate
atmospheric pressure by means of suction. The
variations were not greater than a half inch of
Meriam Red 0i1°8(or 0.42 inches of water) under the
extreme conditions.

The admission of air and cilty gas was controlled
by wall cocks, other gases by pressure valves from
tanks. <L‘he streams were passed through calibrated

flow meters (note Table 2 and Graph 1) and into the

58. Meriam Red 0il was obtained from the Meriam
Company, Columbus, Ohio with a specific gravity
of 1.181.
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combustion chamber to be burned or mixed as the case
reguired.

The flow meters were of the U~bend type across
the eénds of which were orifices drawn from Pyrex
glass capillary tubing. In general, the flow meters
were capable of showing a difference in head of about
a foot. The orifices were joined to the flow meters
by rubber tubing, and were so drawn that the range of
volumes of gases desired could be obtained. The

indicating liquid was Meriam Red 0Oil.
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TABLE 1

GAS ANALYSIS

Sub ject Cog  I1ll. 0o Ho CO CHy CgH; Nz % Theor
Air
City
Gas (1) 2¢3 16 0.6 30.7 1543 3644 1le6 1la5 0
() 2.3 1.5 1.0 3l.3 1l4.2 36.5 1.2 12.0 O
Average 2e3 1le5 0.8 3lL.0 14.8 36.4 1l.5 1l1l.7 0

Combustion Products

A- $a359 9.0 = 6.3 0.5 0.3 = -  83.9 137.1
b 9-2 - 507 - 0.5 hand - 84-8 152-5
Average 901 - 600 005 005 b - 84:05 15502
B- (a) (1) 11.7 - 1.7 - - - - 86.5 108.2
(2) 12.1 =~ 0.9 - - - -  87.0 104.2

(b) 12.2 - 102 - - - - 8603 10507
Average 12.0 - 1.3 - - - -  86.7 106.2
62 (a)(1) 11.2 = 1.3 1.6 1.3 0.3 - 84.3 97.1
(2) 11.6 - 0.7 2.2 1.5 0.4 - 83.6 91.5

(v) 11.5 = 0.6 1.3 1.0 0.2 - 86.4 95.6
Average 11.4 - 0.8 1.7 1.3 0.3 =~ 84.4 94.4
D0 (a)(1) 10.3 0.2 1e4 3.2 3.0 0.3 - 81.6 87.8
(2) 10.3 = 1.5 3.l 2.9 0.5 = 8l.3 89.3

(b) 1102 bl 035 500 2‘8 002 - 82-5 8706
Average 10.8 0.l l.1 3el 2.9 0.3 - 8l.8 88.2
ESC (a) (1) 7.1 = 1.3 6.4 6.6 0.6 = 78.0 75.8
2) 6.2 0.1 0.2 7.3 Te8 led =  77.0 65.1

(b) 7.9 0.2 0.3 6.0 5.9 0.4 = 803 T4.4
Average 7«1 0.l Q.6 6.6 6.8 008 - 78.0 71.6

59. (a) and (b) refer to samples taken before and after
passage through firing zone at 1200°C.
60. Carbon was deposited.
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CALIBRATION OF FLOW METERS

42

Mano-  Material Temp~- Scale Reading Time Amt. Rate of
meter TUsed Test- era- (left) water flow (cu.
No. ed ture oms . sec. measur~ ft./hr.)

ed CCae
1 air gas 70 zero (50.6) - 1000 -
5340 30.6
30.6 4.15
54.0 24 .4 1000
263
25.0 5.05
54.5 23.0 1000
22.5
22.0 5.65
55.0 20.8 1000
21.4
22.0 5.95
58.1 15.1 1000
153
14.9 8.40
2 ga.s gas 70 zero (41.9) - - -
43.9 289.2 1000
288.5
289.0 0.44
45.5 185.0 1000
187.0
185.8 0.685
47.9 125.0 1000
130.0
126.8 1.00
50.1 104.0 1000
105.8
108.0 1.20
55.9 78.4 1000
78.8
78.2 1.62
3600
61. Cubic feet per hour = (T(sec)per Liter)(28.32) =

127.1
sec] per

er
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TABLE 2 (CONT!D.)

Mano- Material  Temp- Scale Reading Time Amt. Rate of
meter Used Test- era- (left) L -water flow (cu.
No. ed tume cms . sec. measur- ft./hr.)
ed cCCe.
3 S02 Air 709 zero (16.9) - - -
1138.0 10
18.5 1204.5 ) -
1131.5 1.10 x 10=3
514.4 10
20.5 630.8
523.8 2.43 x 10=9
333.8 10
22.5 355.4
35644 3.80 x 1079
174.4 10
175.5
27.4 171.8 7.29 x 10=9
133.4 10
30.6 133.8
62 130.5 9.60 x 10=9
4 C.P.  Air 70° zero (73.3)
57.2 1000
4.3 58.8
57 .4 2.20
39.2 1000
75.2 40.4
38.9 3.22
24.5 1000
7.4 25.2
24.5 5.13
19.3 1000
79.7 18.2
12.2 6.72
15.5 1000
83.2 13.8
13.6 8.91

62. By-pass flow meter for combustion products.
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The flow meters were calibrated with the gas to
be measured. The gas was allowed to flow through the
orifice and displace water in a jar. The volume of
displaced water was measured under known pressure
conditions and the time for a definite volume to flow
was ohserved. The reproducibilities for small and
large flow meter readings were not all that might be
desired but for intermediate readings the flows
(varying with the orifices used) checked within plus
or minus two-tenths (% 0.2) second. The meter read-
ings were constant during calibration but varied
slight1y63 during the experimental studles for several
causes, such as fluctvations in suction and burner
pressures.

The firing chamber consists of a dual element
Globar type furnace with a one and seventy-five
hundredths (1.75) inch inside diameter non-porous
high temperature McDaniel combustion tube. There is
a central six (6) inch zone of uniform heating®%4. 4
Platinum-Platinum 13% Rhodium thermocouple, located
in the center of the heated zone, controls the power
input through an indicating-propartioning controller

warranted to maintain temperatures within % five (5)°C.

63. See Table 3.
64. By thermocouple exploration.
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TABLE 3
VARIATION IN rLOW METERS

Flow Meter nverage Deviation®® Averagob0 ry
Settin%c . one h][.éter (yol}n:e y f::g ) “(mhmfs / Deviation g:‘t’%ﬂiféon of ﬁ?'sﬁiﬁiéi"“ AZ} Eg{ﬁzmn
ms .« cu.ft. . cu.ft. Time Volume . . oft./h2.
(sec.) hr.) ) (s0.) (emtre/ (cms . ) (cms.) (cu.ft./he.)
plus or plus or minus hr.)
minus plus or minus lus i inus
Atr 53.0 30.65 4.15 0.2 0.02 : plus or mimis  plus or minus plus or m
54.0 25.2 5.05 0.7 0.14 0.1
54.5 22.5 5.65 0.5 0.13 0.1
55.0 21.4 5.95 0.6 0.17 . 0.1
58.1 15.1 8.40 0.2 0.09 0.4 0,11 0.2 0.1 0,09
Gas 43.9 288.9 0.44 0.5 0.00 -
45.5 185.9 0.69 0.7 0.01 -
47.9 127.3 1.00 1.8 0.02 -
50.1 105.9 1.20 1.6 0.02 0.5 0.5 0.05
55.9 78.5 1.62 0.2 0.01 1.0 0.01 -
80, 18.5 .1188x102  1.10x10-3  31x102  0,03x10-3 0.3
20.5 556.3x102  2.43x10-3  50x10°  0.33x10-3 0.2 -
22.5 335.2x102 3.80x10=3 0.9x102 0.02x10-~3 0.2 0.2 0.28x1073
27.4  174.2x102  7.29x10-3  1.6x102 0.05x10-3 2 3 -
30.6 132.6x}02  9.60x20-3  1.3x102 0.10x10-3 17x10°  0.11x10 -
By-Pass 74.3 57.8 2.20 0.7 0.03 0.2
75.2 39.5 3.22 0.5 0.04 0.2
7.9 24.8 5.13 0.3 0.06 0.2
79.7 18.9 6.72 0.5 0.17 0.2
83.2 14.3 8.91 0.8 0.48 0.6 0.16 0.2 0.2 0.22

. _ Swumation of deviations
65. Deviation = (mean - observed) 66. Average deviation = o= s rservations
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The ends of the firing tube are sufficlently removed
from the furnace for the‘use of hard rubber stoppers.
The stoppers are protected by asbestos guards to
prevent heating by radiation and contact with the
combustion products.

The outlet of the tube is connected to a
condenser and cooling coil in which the water of
combustion is condensed. The gases leaving the coil
are saturated at 15°C.

Suction for drawing the atmosphere through the
furnace was first obtained by an air-pump, but after
preliminary tests, when some failures were experienced,
a water pump was substituted and is found satisfactory.
In order to maintain an approximately constant rate of
flow in the firing zone, the gas stream is divided into
two parts. 4 constant volume is allowed to go through
the furnace. By determining the total volume, sub-
tracting the constant volume and adjusting a by=-pass
line through a flow meter to read the remainder, this
ad justment 1is readily made. By varying both the
suction applied and the open cross section area of the
line leading from the furnace, (See Figure 2) the
pressure within the furnace is maintained at atmospheric

pressure.
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The by-passed gases are relieved of theilr
excess water vapor by passage into a cooled trap.
Then, by means of a sefies of absorption tubes
equipped with diffusion balls emersed in slightly
alkaline solution, the readily water soluble gases are
absorbed and the remaining gases measured by a
calibrated flow meter. (See Table 1).

When stmospheres containing controlled moisture
content are desired, a water scrubber is inserted in
an air line which by-passes the combustion chamber
described above. By regulating the temperature o
such a scrubber, the amount of water contained in the
air can be regulated. When relatively dry atmospheres
are desired, two calceium chloride drying towers are
inserted in place of the water scrubber. The result
of such action is an atmosphere which allows no
condensation in the cooling system previously describ-
eds; such an atmosphere shall be referred to as a dry
atmosphere in later discussion.

The effect of combustion products of different
compositions and of other atmospheres is recorded by

descriptions and by photomicrographs.87 In addition,

67. A Bausch and Lomb Microscope with a camera of fixed-
focus attachment. See Figure 4. The power used
was 50x.
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a rough reflectometer was constructed (Figures 5 and

6 with Table 4). This consists essentially of an
incandescent lamp, a two-inch square tube for the
passage of the light, and a holder for the test speci-
mens s0 that readings at normal and about sixty-seven
(67°) degrees to the normal might be observed. The
reflected light values are measured by a copper oxide
photoelectric cell and read from a direct current
ammeter connected therewith®8. The reproducibility

of the readings depends primarily upon the reproducl-

bility of the voltage applied to the light source.

68. Knight-Beeche Foundation Meter; D. C.-Volt-Ohm
Microammeter 20,000 ohms per volt Number A 2333.
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TABLE 4
REFLECTOMETER DIMENSIONS

Light Source to Sample

(a) Sample to Receptor (angular)

(b) Sample to Receptor (perpendicular)
(2) Diameter of Source

(b) Diameter of Receptor

(a) Angle of Incidence

(b) Angle of View

Area Illuminated (Sample)

Light - Incandescent Lamp (frosted)
Receptor - Weston Cell No. 548

L
]

4

R%

2

1z
67.
67.

1%

50

inches
inches
inches
inches
inches
5°

50

x 7/8"

150 watts
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FIGURE 5 -
SKETCH OF REFLECTOMETER

>
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C. MATERIALS

The raw materials for the production of the
glazed ware desired are obtalned for the most part
from "C.P" chemicals.®® Tme body, however, was not
developed in the laboratory but consists of a white
unglazed flooring tile with dimensions of 2 x 1 x %
inches.

In the preliminary work, the composition of
neither the body nor the glazes used was known. The
only data available were that they were fired at
940°C for a white glaze and at 1200°C for the blue-
green glaze.?9

The glazes for the later experiments are
compounded from the raw materials. Only the composition
of the acceptable glazes was reported. The formulae7l
are simple in order that possible variations in composi-
tion can be made and their effects noted. From the
fundamental white glaze (Ca=10), substitutions and

additions of metals, commonly used for coloring and

69. Analysis and composition of the raw materials and
body used is given in Appendix III .

70. The glazes described were commercial glazes and
were not run through the serles of tests used.

71. See Table 5 for the batch weights and formula of
the glazes used.
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other properties, are made. All the resulting glazes
were fired at 1200°C. Although this may not be the
best maturing temperature, all the colors and surfaces
obtained in air firing are fair and are taken as the
standard.

The materials’® are weighed, water added, and
mixed in a pebble mill to break up lumps and insure
uniformity. The mixtures are stored in tightly
closed jars to prevent evaporation of water. Before
the glaze is applied to the tiles, the jar is placed
upon a set of rollers and allowed to roll for about

twelve (12) hours.

72, The raw materials were all ground to pass a 200 mesh
screen.
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TABLE 5
GLAZE COMPOSITIONS

Batch Weight

Key Formula Substance .Weight
(grams)
Sn - 7 0 0.15
"2 810, 3.52
Ca0 0.56 Alg0z 0.37 Flint 87.8
Sn02 0.13
Zn0 0.29 Feldspar 58.5

Kaolin 40.7
Whiting 38.1

Zinc

Oxide 16.5
Tin

Oxide 13.5

255.1

Water 250 ce

Ca - 10 Ca0 0.65

K0 0.15 AlgO5 0.25 5104 2.85 Flint 87.8
Zn0 0.20 Feldspar 66.0
Kaolin 20.4

Whiting  51.8

Zine
Oxide 12.9

238.9

Water 200 cc

Pb - 11 PbO  0.65
K0  0.15 AlgO3 0.40 S10p 4.56 Flint 87.8

Zn0 0.20 Feldspar 38.7

Kaolin 29.9

Rasic
Carbonate 77.9

Zinc Oxide 7.6

241.9
Viater 250 cc



TABLE 5 CONT'D.
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Batch Weight

Key Formula Substance Weight
(grams)
Co - 1 Ca0 0.65
Ko0 0.15 Alg0z 0.22 810 2.50 Flint 87.8
Con03 0.29
Zn0 0.20 Feldspar 83.5
Kaolin 18.1
Whiting 65.1
Zinc
Oxide 163
Cobaltic 46.1
Oxide
316.9
Water 250 ce
Cr -~ 2 Ca0 0.85
A1205 0.22
K20 0.15 8102 2.50 Flint 87.8
Cro0z 0.10
ZnQ 0.20 Feldspar 83.5

Kaolin 18.1
Whiting 65.1
Zine Oxide 16.3

Chromic
Oxide 15.2
286.0

Water 250 cc
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TABLE 5 CONT'D.

Batch Welght

\Key Formula Substance Weight
(Grams)
Mn - 1 Ca0 0.65
A1205 0.22
Kéo Q.15 SiOg 2.50 Flint 87.8
Zn0 0.20 Feldspar 83.5
Kaolin 18.1
Whiting 65.1
Zinc Oxide 16.3
Manganese
Carbonate 28.%
299.5
Yiater 250 co
Ni - l CaO 0054
KEO 0.12
A1205 0.18 Si0p 2.04 Flint 87.8
Zn0 0.1%
Feldspar 83.5
Ni0 0.17 Kaolin 18.1
Whiting 65.1
Zinc Oxide 16.3
Nickelic
Oxide 15.2
286.0
Vlater 250 ce
Fe - 5 Ca0 0.41
Kgo 0.09
A1.0 0.22 8i0 2.50 Plint 87.8
- ovd 2
ZnG 0.13 Feldspar 46.0
Fe 0.37 )
Kaolin 28.5
VWhiting 356.9
Zinc Oxide 9.0
Ferric
Oxide (red) 25.4
232 .6

Water 165 cc



Glaze in Percentages

TABLE 6
GLAZE GOMPOSITIONS
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MaTerial

Sn~-7

Ca=10 Pb-11 Co-1

Cr-2

Mn-1 Ni-1 Fe-5 Av.

Plint
Feldspar

Kaolin
Whiting
Zinc Oxide
Tin Oxide

Basic Lead
Carbonate
Cobaltic
Oxide
Chromic
Oxide
Manganese
Carbonate
Nickelic
Oxide
Ferric

54.5
22.9

15.9
14.9
6.5
5.3

Oxide (red)

36.8
7.6

8.5
2l.7

5.4

56.3
16.0

12.4

3.1

322

27.8
26493

5.7
20.5
5.2

14.5

30.%7
29.2

6.3
22.8
5.7

5.3

29.3 30.7 37.7 33.0
27.9 29.2 18.8 24.9

6.1 6.3 1l2.3 9.2
2le7T 22.8 15.4 17.4
5.5 5.7 3¢9 5.1

10.4
(colors)

9.6
5.3
10.9



60

D. PROCEDURE

The general procedure follows:

l. The dipped tile is supported upon thin wires
and allowed to air dry (if it shows bubbles or a non-
uniform surface, it is discarded). After this, it is
dried at a hundred and ten (110°) degrees centigrade
in an electric dryer. It is then set upon heavy
chromel wire supports and slid into the tube until it
is in the uniform heating zone. (Usually two samples,
either of different glazes or duplicates, are placed
in the furnace for each run. It was found that the
relative position in the tube makes no noticeable
difference in the results). To secure maturity, care
is taken to see that the ware is well within this zone.

2. The apparatus 1is tested for leaks by
admitting air. The air then is adjusted to a desired
rate and the suction varied until the manometer on the
furnace shows that this is at atmospheric pressuree.

If the air is to be used with minimum moisture content
it is passed through two absorption tubes containing
calcium chloride. When this is done, no water is
condensed. If the run is to be made with other gases,

they are then admitted at controlled rates. If city
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gas or water vapor are to be used, it is necessary to
start the condenser and f£1ill the cooling coil with ice
so that there will be no loss in the water vapor
meas.ure:—nmen‘r,.75 When manufactured gas is to be burned,
the spark coil is started and the spark adjusted to
jump from the lead wire to the screen in the burner.
The gas is then admitted slowly until a flow of about
one and two tenths (1l.2) of a cubic foot per hour is
obtained.

S For the combustion products, adjustment of
the suction and the flow of by-pass gases is then made.
(As the temperature in the furnace increases, the
ad justment of the suction must be made continually to
correct for the increase in volume).

4., The furnace is started cold, or below 100°C,
in all cases. The temperature is slowly increased
according to the curve in Graph 2 and data in Table

74 Vihen the temperature reaches 120000, samples of

7.
the combustion products are taken and analysis made.

In the preliminary experiments, simple Orsat analysis

73. With other gases and air, this may be adjusted
after the heating has started, the small loss in
the period of time of starting is not important. Air
usually yields about one to two grams of water in
four or five hours.

74. Several longer heating schedules were tried in the
preliminary tests. They were from this same curve
but the time axis was shifted and condensed without
changing the general outline of the curve.
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for oxygen and carbon dioxide was made but was deemed
unsatisfactory. Complete analysis was made on a
Bureau of Mines modification of the Orsat. Analyses
are not made 1iIn every case. Several analyses on
different runs, using the same flowmeter settings,
showed that the conditions are reproducible.

9. After the maximum temperature is reached,
the temperature is allowed to decrease according to
the curve cited. Vhen 590°C7° is reached, the current
and gas are shut off, and the glazed ware and furnace
allowed to cool to 100°C.

6. The ware is then removed, observed, subjected
to the reflectivity test, and photographed.

7. In the determination of the sulfur compounds
present in the products of combustion, the alkaline
solution is removed from the tubes in the absorption
train and titrated, using a tetrahydroxyquinone method. (9

As with the analysis of the combustion products, a

75. From literature study, it was noted that most
glazes were solidified by the time this temperature
is reached.

76. See Appendix IV for detailed directions.



number of observations are obtained and when a

77

constant value is found, no further tests are

IMiXle

77. After a period of several weeks, a test would be
made to determine whether the constancy still
existed. This was found to be true 1n every case.

63



TABLE 7
HEATING RATE
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(ﬁ%ﬂ;s) Te?ggyature
0 100
0.25 150
0.50 210
0.75 280
1.00 360
1.25 460
1.50 570
1.75 750
2.00 950
2.25 1090
2.50 1160
2.75 1190
3.00 1200
3¢2D 1190
3.50 1000
3.75 850
4.00 770
4.25 700
4.50 640
4.75 590
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E. DATA

In general, each of the different glazes 1s
subjected to a pre~determined atmosphere before
changing to another. For comparison, the results
on each glaze have been grouped. The data upon
the experiments are given in Table 8 and that upon

the reflectivity measurements in Table 9.

66.
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TABLE 8 CONT!'D.

Number Volumes per Hour - : Titra=-
of Air Gas 300 By-pass tion
Glaze Meter cu. Meter cu. Meter cu. Meter ,,, 6 HoO B3012
. fte . fte - . FPbe .. .oy GmSs Soln. cc.
+

Ni-} 6 54.75 5.8 - - -(10-?) 74.3 2.3 4.0 = -
7 55-0 5095 50‘1 102 1705 004: 74‘05 205 71-4‘ - -

8 5500 5095 5001 102 1805 0095 74-5 2-3 6106 - -

g 5500 5095 5@-1 1"’2 19.1 105 74:05 2-5 6104 - -

10 55.0 5.95 - - - - 4.3 2.3 dry - -

11 55.0 5.95 - - 17.5 0.4 74.3 2.3 dry - -

12 565.0 5.95 - - - - 74.3 2.3 55.0 = -
Fe-5 1 53.0 4.15 50.1 1.2 - - 73.5 0.6 57.1 1 1.3
2 54:00 5.05 50-1 102 - - 73-9 1.5 6301 hd -

3 5405 5065 5001 102 - bl 7401 109 6607 - -
4: 55.0 5095 5001 102 - - 74-3 203 5900 l 5.2
5 58-1 804: 5001 102 - - 7604 404 2107 1 4-6

6 54-75 508 - - - - ‘74:05 2.5 402 - -

7 65.0 5.95 50.1 1.2 17.5 0.4 74.3 2.3 67.7 - -

8 b55.0 5.95 50.1 1.2 18.3 0.95 74.3 2.3 66.4 ~ -

9 55.0 5.95 50+l 1v2 19+l led 74.3 2.3 b56.9 = -

10 55-0 5-95 - - - - 74.3 203 dr‘y - -

ll 5500 5095 - - 1705 004 74:-5 2-3 dry - it

12 55.0 5.95 - - - - 74.3 2.3 54.6 - -
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REFLECTANCE DATA AND RESULTS
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‘Sub ject Reading Camputationsed

Ref.81 Specular

Glaze No . Normal Angular Reflectivity Gloss

Std.Glass 0 1805 10500 9100 5.64

2 18.0 108.0 88.8 5.80

3 18.0 108.0 88.8 5.80

4 18.5 108.0 91.0 5.80

5 18.5 105.0 91.0 5.64

6 18.5 106.0 21.0 b.69

7 19.0 105.0 03.6 5.64

8 19.0 102.0 93.6 5.48

9 19.0 103.0 95,6 5.54

10 20.0 110.0 98.4 5.90

11 D .5 104.0 100.9 5.58

12 20.5 105.5 100.9 5.66

Ca - 10 1 18.0 7640 88.8 4,08

2 18.0 80.0 88.8 4.39

3 17.5 100.0 86.1 536

4 18.0 100.0 88.8 5.36

5 18.0 92.0 88.8 4.94

6 18.0 100.0 88.8 5.36

7 18.5 99.0 91.0 5.31

8 18.5 9245 91.0 4,96

] 18.5 92.0 91.0 4,94

10 19.5 108.5 96.0 5.82

11 19.5 99.0 96.0 5431

12 18.0 109.0 88.8 5.85

2 16.0 80.0 78.% 4.29

3 18.0 88.0 88.8 5.26

4 19.0 102.0 93.6 5.4%7

5 18.0 92.0 88.8 4.94

6 18.0 104.0 88.8 5.58

7 18.5 90.0 88.8 5.40

8 18.0 89.5 88.8 5.34

9 18.0 100.5 91.0 4.83

10 20.0 100.0 98.4 5.36

11 20.0 82.0 98.4 4.40

12 20.0 Q7.5 98.4 523

80. See Calculations, page 84 .
to key to actual test number.

81. See Appendix vV
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TABLE 9 GONT'D.

Subject Reading Computations.

Ref. \ , Specular
Glaze No. Normael Angular Reflectivity Gloss
Co - 1 1 800 8005 3904 4055

2 8.5 100.0 41.8 5.37
3 8.5 102.0 41.8 5.49
4 845 100.0 41.8 5.37
5 8.5 100.0 41.8 5.3
6 8.5 108.0 41.8 5.81
7 9.0 100.0 44.3 5.37
8 9.0 101.0 44.3 5.44
9 8.5 90.0 41.8 4.84

10 9.0 115.5 44.3 6.20

11 9.0 103.0 44 .3 5.53

12 2.0 104.0 44.3 5.58
Cr - 2 1 9.0 72.0 44.3 3486

2 10.0 70.5 49.2 3478
3 11.5 100.5 56+6 5.40
4 11.0 100.0 54.1 5.36
5 11.0 106.0 54.1 5.36
6 . 11.0 108.0 54.1 5.80
7 11.0 98.0 54.1 5.26
8 11.0 96.5 54.1 5.18
9 11.0 91.0 54.1 4.89
10 12.0 100.0 59.0 5.36
11 12.0 94.0 59.0 5.04
12 12.0 97.5 59.0 5.23
2 18.5 97.5 91.0 5.23
3 18.0 98.5 88.8 5.29
4 10.0 107.0 49.2 5.75
5 10.0 112.0 49.2 6.00
6 9.5 108.0 46.8 5.80
7 10.0 109.0 49.2 5.85
8 10.0 105.0 49.2 5.64
% 11.5 95.0 56.6 5.10

10 9.5 110.0 46.8 5.90

11 10.0 94.5 49.2 5.07

12 9.5 104.0 46.8 5.68
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Sub ject Reading Computations
Ref. . Specular

Glaze No. Normal Angular Reflectivity Gloss
Ni - 1 l- ' l0.0 7800 49-2 4:-19
2 10.0 86.0 49 .2 4.61

3 12.5 20.0 6l.5 4.84

4 14,0 g7.0 68.9 5.21

3] 12.0 90.5 59.0 4,86

6 13.0 94.0 64.0 5.05

7 13.5 92.0 66.5 4.94

8 13.0 91.5 64.0 4,91

9 14.0 86.0 68.9 4.62

10 15.0 98.0 73.8 5.26

1l 15.0 93.0 73.8 4.99

12 15.0 100.5 73.8 540

Fe - & 1l 7.5 100.0 36.9 5.37
2 8.0 103.0 39.4 5.53

3 7.5 108.5 3649 5.83

4 8.0 107.0 39.4 5.75

5] 8.5 103.0 41.8 5.53

6 8.0 101.5 39.4 5.45

7 8¢5 11C.5 41.8 5.94

8 7.5 100.0 36.9 5.37

9 8.0 20.0 39.4 4,84

10 9.0 104.0 44,3 5.59

11 9.0 89.5 44.3 4,80

12 8.5 9%7.0 41.8 5.21
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TABLE 10
REFLECTANCE STANDARD

From Henry A. Gardner Laboratory, Washington, D. C.

Reflection Sample No. 521
% Reflectance ligd = 100%

Green (Reflectivity) Blue Amber
91.0% 90.8% 90.3%
Specular gloss 5.64

Instrument - Hunter Multipurpose ReflectometerSe

82. This instrument has a 45° viewing - incident arrange-
ment. The reflectivity 1s read at 90 deg. to the sample.
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F. CALCULATIONS

The following discussions are sample calculations

from the preceding data:

1. Determination of organic sulfur in manufactured gas

used for the tests.oo

() Standardization of BaCl, solutions®?
(Illustrated by solutiofi number 1)

(1) cc of Nap80, grams NagSOy 1 =
solution per cc ce Ba012 soln.

gus. NeoS04/ ce BaCl,

(0.5) 2 2.0 327%503 = 0.00252 grains S/cc BaCly

(2) gms. NagSOg4 Mole Wt. Sulfur _ 1 (7000) =
per cc¢ Ba012 Mol. Wt. NaoSOg4 453.6

grains S/cc BaCl

(0.000667) (32 3 (1 ) (7000)
(142) (453.6) = 0.,00232 grains

S/cc BaCl,

2

(b) Titrations85(for example, an A atmosphere)

(1) grains S/25 cc sample = (cc BaCls used) (grains S/ce)
= (3.5)(0.00232)

0.0081%2

(2) total grains S per By-Pass gas =(total grains S

per 25 cc sample total vol. of sample
25

(0.00812) (100)
(T25)

0.03248

83. A qualitative test gave no indication of hydrogen sulfide.

84. See Table 11 for data and summary.

85. See Table 8 for data and Table 12 for summary, the values
used were average data readings.
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(3) total grains S per 100 cubic feet = (total grains
S in By-Pass . = 100

Vol of by-pass gas
= (0.03240)(___100___)

(4.4)(4.75)
= 0.155
(4) grains S per 100 = grains S per 100 cu. ft.
cu.ft. of mfg. - of combustion product
gas

Vol. of comb. products
Vol. of gas used
= (0.155) (8.0)

(T.2)

= 1.03
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TABLE 11
STANDARDIZATION OF BaClg SOLUTIONS
DATA AND CALCUTATION

BaCl_Soln. StandardB8oNa,S0 1 cc BaCl,87
Number cc.uged Soln. cCo usgd 4 equiv. to Erains S
1l 7.55 0.50 0.00232
7.45
7.50

average 7.50

2 365 1.00 0.00939
3470
3470
average 3.70

3 3.10 3,00 0.0343
3.00
305

average 3.05

86. From C. P. Chemicals, 2500 grams Ne,S in 250 cc. of
water.
87. For calculations see page 74.
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TABLE 12
SUMMARY OF SULFUR ANALYSIS

Atmosphere Grains S per Grains S per®®
Ref. cc BaCl, 100 cu:ft. 100 cu. £t. manufactured
AV Combustion product gas

A 345 0.155 1.03
B 2.9 0.246 1.25
C 2.5 0.258 1.17
D 2e2 0.286 1.16
E 1.0 0.326 l.14
(computation) (analysis) (computation)(analysis)
B (1% 4.45 4.62 5.60 23447 28.5
B (2) 8.6 10.63 10.82 54.05 55.1
B (3) 15.2 16.65 19.10 84.75 o7.3

88. The accuracy is not as great as the values indicate; in
any particular determinations the individual titrations
cheek, but the repetitlon of a given atmosphere may cause
50% or more variation in any of the titrations from the
tests.

89. The values are the sum of the atmosphere B above and
sulfur dioxide added through the flow meter given by
computation and single titration checks.
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The average organic sulfur determination®® indicates
that an assumption of two (2) grains of sulfur per 100
cubic feet of city gas is sufficiently accurate. The
analysis upon gases of higher concentrations of sulfur
compounds agrees essentially with that calculated from
flow meter readings in which sulfur dioxide is added to
increase the sulfur content since in combustion of
organic sulfur, sulfur dioxide results.
2. Determination of the firing atmospheregl and its
oe

relation with theoretical combustion.

(a) Theoretical Cambustion

Component

(by analysis) Og + N, ylelds COp + HoO + Np
2.3 002 - - 2.3 - -
008 02 ("'0-8) ("301) - - -
51.0 H2 1505 58-5 - 51-0 58.5
14.8 CO 7.4 27.8 14.8 - 27.8
36.4 CH4 72.8 273.9 6.4 72.8 273.9
1.5 02H6 5.3 19.9 3.0 4.5 19.9
11.7 N, - - - - 11.7

100.0 Gas ~104.7 05393.7 No 59.5 111.3 408.5 Ny

COg HoO

90. See Table 12 for summary of calculations of sulfur
anslyses.

91. The analysis as determined by the Bureau of Mines Orsat
apparatus does not account for the water vapor which
would be an active component under the temperatures used.

92. See Table 1 for data and Tables 13 and 14 for summary of
calculations.
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Summarizing, 1 part gas requires 4.984 parts air yield-

ing a product which would have the analysis 10.3% CO

19.3% Hg0;370.4% No.

o3

(b) Determination of the percent theoretical air° and

of the analysis.

(1) The data (Table 13) for case A atmosphere gives

on an hourly basis 1.2 cubic feet of gas being burned in

B8e4 cu. feet of air.

(a) Prom theoretical combustion calculations

1.0 £88 = 1.2 ga8

4,98 air x air

x alr = 5.98 cubic feet/ hour of air.

(b) Then, % theoretical air =_8.4 4 100 = 140.5%

5.98

(2) Likewise the analysis may be calculated.

COp = 0.595 x 1.2

1

N2 = 4.085 x 1.2
1

H.0 = 1,118 x 1.2
2 1

Excess Oxygen = (8.4

Excess Nitrogen = (8.

L}

L}

4

0.715 cu. ft. per hr.
4.900 " " e
1.338 "+ v wmow
5.98) x 0.21 = 0.509
~ 5.98) x 0.79 = 1.91

from which the analysls would be on the percentage

basis 7.6% COg; 5.4% Og; 14.3% Hy0; and 72.7% No.

(c) The firing atmosphere from the complete gas analysis

94

93. Summary found in Table 14; analysis cannot be calculat=-

ed theoretically under reducing conditions.
94. Data found in Table 1 for manufactured gas composition
and combustion product analysis upon the dry basis.
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for case A.
(1) 4 air
(a) Ratio of No/C in original gas = 11.7/59.5 = 0.197
(b) Carbon in product x 0.197 = 9.3 x 0.197 = 1.83 No from gas
(¢) Ny in product ~ Ng from ges = 83.9 - 1.835 = 82.1 No " aip
(d) Np from air x 0.21 = 82.1 x 0.21 = 21.8 Oz from air

95 0.79 0.79
(e) O present” = Oz needed®® = 6.5 - 0.25 ~ 0.15 = 5.9 0,
available.
(f) 4 theoretical air = + Qo from air x 100 =

O2 from air =- 02 available

21-8 0] = o o
sTB-gTe X 100 = 187.1%

(2) The correction for the water content
(a) Average weight of water condensed = 4.5 gms. in

4.75 hrs. through the furnace.

(b) Total volume of combustion gases = In volume actual
In volume theoretical

(Outlet Volume ‘‘heoretical) + Free Air

= le2 + 5.98 4.68 4+ 2.42
5.984

= 8.,04 cubic feet per hour

(¢) total amount of = wt. measured 97 (total vol.)
HZO per hour (Time) (Furnace Vole.)
Amt. of water = __ 45 7.5 = 22.9 gms./ hr.
(4.75)(7.5=4.4)
(d) lioles water = weight per hr. = 22.9
per hr. Mol. weight (454)(18)

0.0028 moles/ hr.

96. The oxygen required to reduce all in completely burned
products, such as carbon monoxide.
97, Volume furnace = Volume Total - Volume by-pass.

95. The oxygen from the gas is negligible.
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(e) Cu. ft. per hour = moles x 359 = (0.0028) (359)

(f) Percentage of water vapor

= 1

.008

cubic feet water x 100
total volume gases

= 1.008
8.04

12.5% increase in the

x 100

total volume (dry basis)

(g) then upon recalcuvlation upon wet basis

COy
02
Hy

co

Hp0

i

i

I

It

9.0 x 100 =
112.5

6.3 x 100
112.5

0.5 x 100
T12.5

0.3 x 100 =
112.5

12.5 x 100
1125

8.0 %
5.6 %
30'5%

0+3%

= 1101%

83.9 x 100 = 74.5%

1125
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TABLE 13
COMBUSTION DATA

gas air  150°%on- By-pass  Calculated
Subject Rate Rate densed cu.ft. Combustion Products
Atmos= cu.ft. cu.ft. (grams) per hr. Tot. Vol. Velocity
phere per hr. per hr. vol. thru ft./hr.
tube

A l.2 8.4 45.0 4.4 8.0 3.6 215.5

B l.1 5.95 61.8 L¢3 5.6 33 197.5

C 1.2 5465 62.2 1.9 5.4 3¢5 209.5

D 1.2 5.056 60.1 1.5 4.8 Sed 197.5

i) 1.2 4.15 60.5 0.6 4,2 3.6 215.5

Average 3.46 207.1

98. Water carried out below 15°%C is neglected, it partially
accounts for the water added by the entering air and
gas. The figures are average of the tests 1n Table 8.

99. See Calculations, page 74



TABLE 14
FURNACE ATMOSPHERES

COMPARISON OF CALCULATIONS OF THEORETICAL
COMBUSTION AND ANALYSIS
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Gas Alr

Rate Rate _ , . ‘ o % T?Eor.

Cu.Ft.per hr. Subject  COp I1l Op H, CO CH, HoO0 Tp Al

- - Theoretical

Combustion 10.3 = - - - - 19.3 70.4 100.C

1.2 8.4 Theoretical 7.6 = 5«4 = - - 14.3 72.7 140.F
A Analysis 8e0 = 546 063 0.3 =~ 1l.1 74.5 135.%

l.1 5.95 Theoretical 9.5 = 1l.4 - - 18.0 71.1 108.¢
B Anal'ySiS 1002 L lol - - - 1407 7400 10602

102 5065 C AnalySiS 908 L 007 1'5 lol 0-5 14-2 '7204 94:04,
TheoreticallO0 94 .4

1.2 5.05 D Analysis Q63 0Ol 10 2.7 2.5 0.3 14.4 69.7 88.%
Theoretical 84.¢

1.2 4,15 E. Analysis 06.2 Oel 05 57 569 0.6 13.4 67.6 71.€
Theoreticalll 69 .4

A. from Table 1.

100 . Theoretical combustion products under reducing conditions

can not be calculated.
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Similar calculations were made for the other
analyses, see Table 14. Under reducing conditions,
for the calculation of theoretical air, carbon loss
was neglected. VWhile this is not the true condition,
it was considered as a relative check on the theoreti-
cal air derived entirely from theoretical combustion

calculations.

(3) Caleulation of the reflectivity and specular

gloss from reflectivity dete.2O0%
a+ Reflectivity (R) of Number 1, Sn - 7 glaze

(1) R = normal reading of sample 0z
normal reading of standarat

(R of Standard)

= 18.5 (91.0%)
18.5

= 91.0%
b. Specular gloss (3S.G.) of Number 1, Sn - 7 glaze

(1) Specular Gloss = Angular reading of sample
Angular reading of Standard

(S.G. Standard)

= 105.0 (5.64)
105.0

= 5.64
the results are surmarized in Thble 15, and illustrated by

graphs 4 to 10 inclusive.

——

101. See Table 9
102. See Table 10 for data upon standard used.
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G. RESULTS

The results are grouped into sectioms; first,
a sumnary including description of the glaze and the
calculated values of reflectivity and specular gloss,
and second, the photomicrographs. Following these
sections are graphs giving the expression of the
calculated reflectivity and specular gloss against
the variables, percent theoretical air, sulfur

concentration, and water vapor content.
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TABLE 15

SUMMARY OF EXPERIMENTAL RESULTSLO®

I Glaze 8Sn ~ ¥

(1.1)

Reference vap.104 Specu-~
(% Theor. Reflect~- lar
No. GColor Texture Air) ivity Gloss
A 1 yellow white dull,rough 70 1.0 5.64
2 yellow white  dull,rough 85 88.8 5.80
3 White bright,smoother 94 88.8 5.80
4 whiter brighter,smoothest 107.0 91.0 5.80
5 Vhite bright,smoother 137.0 91.0 5.64
5] white dull,smooth air 91.0 5.69
(grains S /
Avd00 cu.ft.)
B 6 white dull,smooth . air 91.0 5.89
4 whiter bright ,smooth 1 91.0 5.80
7 whitest brighter,smoother 5 93.6 5.64
8 whitest brighter,smoother 11 93.6 5.48
9 white(dark) bright,slightly 18 93.6 5.54
rough
(water vapor)
(gm./cu.ft.)
C 10 white(dark) brighter,smoother dry 08.4 5.90
6 white dull,smooth 1 91.0 5.69
12 whitest bright ,smoothest 16 100.9 5.66
(with sulfur)
D 10 white(dark) brighter,smoother dry 98.4 5.90
11 whitest bright,smooth dry + 5 100.9 5.58
7 whiter brighter,smoother gas + 5 93.6 5.64

103. See Tables 9,12 and 14.
104. These values are given as the range in which the tests

were made.
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TABLE 16
SUMMARY OF EXPERIMENTAL RESULTS
IT Glaze Ca - 10

Reference Var. ‘Specu-
(% Theor. Reflect- lar
No. Color Texture Alr) ivity Gloss
1 Clear white dull,matte 70.0 88.8 4.08
2 clear white shiny,matte 85.0 88.8 4.39
3 " " brighter,wavy, 94,0 86.1 5.36
n it g Crazing,
4 107.0 88.8 5.36
5 8 . bright,pinholes, 137.0 88.8 4.94
crazing
6 : *  pright,pinholes, air 88.8 5.36
crazing
(grains 8S)
(av./100 cu.ft.)
6 clear white bright,pinholes, air 88.8 5.36
crazing
4 clear ™ brighter,wavy, 1 88.8 5.56
crazing
7 " " dull,smoother 5 91.0 5.31
crazing
8 " " duller,smoother 11 91.0 4.96
crazing
9 b " dull, smooth 18 91.0 4.94
crazing
(water vapor)
gme.cu.ft.
10 clear white brighter,pin- dry 96.0 5.82
holes crazing
6 " " bright,pinholes 1 88.8 5.36
crazing
12 " " brighter,wavy, 16 88.8 5.85
crazing
(with sulfur)
10 clear white dull,smoother, dry 96.0 5.82
. | crazing
11 duller,smoother, dry + 5 96.0 5.31
crazing
7 n i duller,smoother gas + 5 91.0 5.31

(1.1)
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SUMMARY

TABLE 17

OF EXPERIMENTAL RESULTS

III Glaze Pb -~ 11

94

Reference Var. specu-
(% Theor. Reflect- lar
NO. Color Texture Air) ivity Gloss
1l clear white matte,shiny 70.0 78.7 3497
2 " " matte,shiny 85.0 78.7 4.29
3 " " sl.rough,shiny, 94.0 88.8 5.26
crazing
4 " " sl.rough,feels 107.0 93.6 5.47
smooth
5 " " sl.rough,feels 137.0 88.8 4.94
smooth
6 " " sl.rough,feels air 88.8 5.58
smooth
(grains S)
(av./100 cu.ft.)
6 clear white sl.rough,shiny air 88.8 5.58
4 " " sl.rough,shiny 1 93.6 5.47
7 clear yellow- rougher,shiny 5 88.8 5.40
ish white
8 clear yellow- roughest,shiny 11 88.8 5.34
ish white
9 clear yellow- roughest,shiny 18 91.0 4.83
ish white
(water vapor)
gm./cu-ft.
10 clear white  deep pinholes dry 98.4 5.36
bright
6 ! " sl.rough,shiny 1 88.8 5.58
12 " " very rough 16 98.4 5.23
(with sulfur)
10 clear white deep pinholes dry 98.4 5.36
bright
11 " " very rough, dry + 5 98.4 4.40
shiny
7 clear yellow=- rougher,shiny gas + 5 88.8 5.40

ish white

(1.1)
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TABLE 18
SUMMARY OF EXPERIMENTAIL RESULTS
IV Glaze Co -~ 1

Reference Var., Specu-
(% Theor. Reflect- lar
No. Color Texture Air) ivity Gloss
1l blue very rough 70.0 39.4 4.33
2 Dblue,copper sl.rough 85.0 41.8 537
spots
3 blue,purple smooth,pinholes 94.0 41.8 5.49
spots
4 Dblue,indefin- smooth,faint 107.0 41.8 5.33
ite spots pinholes
5 tinge-green smooth,faint 137.0 41.8 5.37
yellow pinholes
6. Dblue smooth,faint air 41.8 5.81
pinholes
(grains S)
Av./100 cu.ft.)
6 Dblue smooth pinholes air 41.8 5.81
4 blue,copper smooth pinholes 1 41.8 5.33
spots
7 blue,brown duller,some 5 44.3 5.37
scum pinholes
8 Dblue,light duller 11 44.3 5e44
scum
9 blue,white dullest,sl. 18 41.8 4 .84
scum,Cu spots rough
(water vapor)
(gm./cu.ft.)
10 Blue(lt.copper sl.rough dry 44.3 6.20
tinge
6 blue smooth,faint 1 41.8 5.81
pinholes
12 Dblue bright,wavy 16 44.3 5.58
(with sulfur)
10 blue(lt.copper dull,some dry 44.3 6.20
tinge pinholes
11 blue,deep dullest, dry + 5 44.3 5.53
copper tinge pinholes
7  blue,brown scum duller,some gas + 5 44.3 5.37

pinholes (1.1)
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TABLE 19

SUMMARY OF EXPERIMENTAL RESULTS

V Glaze Cr - 2

102

Reference Var. Specul-
(% Theor. Reflect- ar
No. Color Texture Air) ivity Gloss
1 Greén bright,matte 70.0 44.3 3.86
2 Green matte 85.0 49.2 3.78
3 Purplish bright,smooth 94.0 56.6 5.40
Gray
4 Purpéish duller,rougher 107.0 54.1 5.36
. ray
5 Purplish dull,rough 137.0 54.1 5.36
Gray
6 Purplish dull,rough alr 54,1 5.80
Gray
(grains S)
(Av./100 cu.ft.)
B 6 Purplish dull,rough air 54.1 5.80
Gray
4 Purplish dull,rough 1l 54.1 5.36
green spots
7 Purplish dull,rough 5 54.1 5.26
green spots
8 Purplish dull, sl.rough 11 54.1 5.18
green spots
9 Purplish dull,smooth 18 54.1 4.89
green spots
(water vapor)
(gm./cu.ft.)
10 Purplish duller,sl.rough dry 59.0 5.36
gray spots
6 urplish dull,rough 1 54.1 5.80
gray
12 Lt .Purplish duller,sl.rough 16 59.0 5.23
gray spots (with sulfur)
D 10 Purplish dull,smooth dry 59.0 5.36
gray,spots
11 FPurplish duller,smooth ary + 5 59.0 5.23
gray,spots
7 Purplish dull,sl.rough gas + 5 54.1 5.26
gray,spots (1.1)
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TABILE 20
SUMMARY OF EXPERIMENTAL RESULTS
VI Glaze Mn - 1

Reference Var. 3pecu~-
(% Theor. Reflect- lar
Noe Color Texture Air) ivity
A1 White du11109 70.0 88.8 5.41
2 - white - dull,wavy 85.0 91.0 5e23
S white,brown bright,wavy 94.0 88.8 5.29
tinge
4 brownish bright, wavy 107.0 49.2 5.75
purple
5 browner bright, wavy 137.0 49.2 600
purple
6 Lt .brownish bright,wavy air 46.8 5.80
purple

(graing 8)
(av./100 cu.ft.)

B 6 Lt.trownish bright,wavy air 46.8 5.80
purple
4 brownish bright, wavy 1 49.2 5.75
purple
7 brownish bright,light 5 49.2 5.85
purple scum
8 brownish bright,faint 11 49.2 5.64
purple pinholes
9 Lt.brownish dull, scum 18 56.6 5.10
purple {(water vapor)
(gm./cu.ft.
C 10 brownish bright,smooth dry 46.8 5.90
purple
6 Lt.brownish bright,wavy 1l 46.8 5.80
purple
12 brownish bright,smooth 16 46.8 5.58
purple (with sulfur)
D 10 brownish brighter,smooth dry 46.8 5.90
purple
11 green tinge dull,feathering, dry + 5 49.2 5.07
brown-purple smooth
7  very light bright,lt.brown gas + 5 49.2 5.88
brownish scum (1.1)
purple

105. Crazing in all cases.
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TABLE 21

SUMMARY OF EXPERIMENTAL RESULTS

VII Glaze Ni - 1

110

Reference Var. Specu~
(% Theor. Reflect- lar
No. Color Texture Air) ivity Gloss
A 1 Lt. Gray dull,rougher 70.0 49.2 4.19
2 dark gray brighter,rougher 85.0 49.2 4.62
3 greenish bright,rough 94.0 61.5 4.84
yellow
4 greenish dull,smooth 107.0 68.9 5.21
Fellow
5 greenish dull,smoother 137.0 59.0 4.86
yellow
6 greenish dull,smoother air 64.0 5.05
yellow (grains S)
(av./100 cu.ft.)
B 6 greenish dull,smoother air 64.0 5.05
yellow
4 greenish dull,smoother 1 68.9 5.21
yellow
7 greenish duller,smoother 5 66.5 4,94
yellow
8 greenish duller,smoother 11 64.0 4.91
yellow
9 greenish dullest, 18 68.9 4.62
brown tinge smoother
(water vapor)
(gm./cu.ft.)
¢ 10 dark green- duller,pin- dry 738 5.26
ish yellow,lt. holed
green spots
5] greenish yellow dull,smoother 1 64.0 5.05
12 greenish yellow sl.bright,smooth 16 73.8 5.40
brown tinge (with sulfur)
D 10 dark greenish dull,fine dry 73.8 5.26
yvellow,lt.green pinholes
spots
11 dark greenish dull,fine dry + 5 73.8 4.99
yellow,brown pinholes
tinge
7 1t .greenish as + & 66.5 4.94

yellow

duller,smoother %

1.1)
























































































































































































































